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Supramolecular hydrogels composed of self-assembling short peptides are gaining

momentum for enzyme mimicry. In particular, multicomponent systems that feature

similar peptides with a self-assembling motif (e.g., Phe–Phe) and catalytic residues (e.g.,

His, Asp) offer a convenient approach to organize in space, functional residues that

typically occur at enzymatic active sites. However, characterisation of these systems,

and especially understanding whether the different peptides co-assemble or self-sort, is

not trivial. In this work, we study two-component hydrogels composed of similar

tripeptides and describe how nano-IR can reveal important details of their packing, thus

demonstrating it to be a useful technique to characterise multicomponent,

nanostructured gels.
Introduction

Supramolecular hydrogels have attracted great interest as dynamic so matter for
a variety of potential applications, spanning from energy,1 to medicine,2 environ-
mental remediation,3 and beyond. Their matrices are composed of non-covalent
interactions that provide opportunities for their modulation, formation, and
dissociation on demand, using ad hoc stimuli.4 In particular, the inclusion of
several components is becoming popular, especially for more advanced applica-
tions, where each one can play a structural and/or functional role.5

However, the detailed characterisation of such systems, especially the local-
isation of the different components, is not always trivial. On the one hand,
constituents of very different nature, such as metal nanostructures6–8 or
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nanocarbons9–12 and organic assemblies, can be easily identied by microscopy.
On the other hand, organic components are far more challenging to distinguish
at the nanoscale. Furthermore, hydrogels composed of similar molecules that
self-organise into nanobrillar matrices may arise from different types of
assemblies, such as those composed exclusively of either gelator through a self-
sorting mechanism, or those composed of different gelators (i.e., coassem-
blies).13 On the one hand, self-sorting in supramolecular systems is important to
enable the co-existence of distinct architectures that can function independently,
and it is widely used in nature to create the required compartmentalization for
complex systems; such as a living cell, to orchestrate several reactions simulta-
neously.14 Self-sorted systems can display sophisticated behaviour, such as
evolution in response to a trigger,15 simultaneous targeting of multiple cell
organelles,16 and chemical signalling in protocells.17 In the case of gels, one
convenient strategy employs gelators with pH-responsive behaviour within
distinct pH ranges, and/or the use of gelators that respond to different stimuli, so
that specic gelation triggers can be used to exert selective control over the
organization of each gelator.18 Dynamic and evolving self-sorted gels can be ob-
tained through accurate choice of the assembly triggers, and themutual inuence
that one gelator self-organization can exert onto another.19

On the other hand, co-assembly can be attractive to tailor supramolecular
organization towards specic properties and functions that cannot be achieved by
a single component, for instance to control biomolecular conformation and
stability,20 to attain and transfer specic responses such as chiroptical switches,21

or for synergistic behaviour, as demonstrated for example to attain broad anti-
bacterial activity.22 A particularly interesting approach derives from the nding
that racemic mixtures of gelators can yield co-assemblies with peculiar properties,
and stronger gel networks.23 In particular, self-assembling peptides are attractive
gelators, thanks to their easy modular design and synthesis, and the possibility to
include diverse amino acids, thus functional groups, chirality, properties, and
functions.24 Schneider and collaborators reported in 2011 the racemic assembly
of a peptide gelator with remarkably enhanced rigidity relative to gels formed by
each enantiomer alone.25 The elucidation of how the two enantiomers were
interacting was very challenging, since no signicant differences were found by
spectroscopic or microscopic investigations. It took a few years, and an arsenal of
advanced techniques, including isotope labelling and small-angle neutron scat-
tering, to address such a formidable challenge. In 2017, Schneider and collabo-
rators reported the nding that the two enantiomers were alternating in stacks
forming a rippled-beta sheet,26 which is a structure that had been predicted by
Pauling and Corey back in 1953.27 Interestingly, peptide stacks were held together
by a network of hydrogen bonds between amide groups, whilst forming peculiar
hydrophobic interactions that are nested between enantiomers in the dry interior
of racemic brils.26

Inspired by these studies, we reasoned that the maximization of such hydro-
phobic regions could enhance hydrophobic substrate binding for catalysis and
nd scope in enzymemimicry. Therefore, we took the heterochiral peptide gelator
D-His-L-Phe-L-Phe-NH2 (ref. 28) (hFF) and studied its co-assembly in equimolar
mixtures with its enantiomer (Hff). This gelator can mimic esterases and catalyse
the hydrolysis of p-nitrophenylacetate, a convenient chromogenic substrate,29

only when it is present in the self-assembled state. We found that the racemic
390 | Faraday Discuss., 2025, 260, 389–402 This journal is © The Royal Society of Chemistry 2025
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Scheme 1 Heterochiral tripeptides studied for co-assembly in this work.
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hydrogel not only displayed increased viscoelastic moduli and resistance against
applied stress, as expected for a rippled-beta sheet, but also enhanced catalysis
with over 50% improvement of the reaction rate under analogous conditions to
the enantiopure assemblies. The presence of more hydrophobic regions in the
racemic gel relative to enantiopure analogs was conrmed by ANS uorescence.30

Considering that hydrolases typically feature catalytic dyads or triads,
including not only His, as the above peptide sequence, but also other catalytically
active residues, we thus wondered whether we could extend this approach to also
include other functional residues. In particular, we focused our interest in
aspartate (Asp), which is a key acidic residue in esterase catalytic sites31 that plays
key roles in proton transfer and in positioning the correct His tautomer for
catalysis.32 Furthermore, the Asp sidechain features a carboxylate group whose
stretching has characteristic signals in the infrared regions corresponding to
1574–1595 (asymmetric) and 1392–1425 (symmetric).33 While the rst one falls in
a crowded region where aromatic signals are also present, the latter one is in
a promising range for correct identication, also in the presence of other amino
acids, such as His and Phe. Combination of infrared spectroscopy with AFM
analysis in a nano-IR setup could thus provide a convenient tool to investigate
whether L-Asp-D-Phe-D-Phe-NH2 (Dff) co-assembles with Hff or with hFF
(Scheme 1).
Results and discussion

The three tripeptides Dff, Hff, and hFF were synthesised by solid-phase peptide
synthesis with a standard Fmoc protection strategy, Oxyma Pure B as the coupling
agent, and a Rink amide linker on 2-chlorotrityl chloride resin. They were puried
This journal is © The Royal Society of Chemistry 2025 Faraday Discuss., 2025, 260, 389–402 | 391
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using reversed-phase HPLC, and their purity and identity were conrmed by 1H-
and 13C-NMR and ESI-MS (see ESI†). Then, self-assembly and hydrogelation were
probed with a pH trigger, which consisted of dissolving the peptides in alkaline
phosphate buffer, followed by dilution with an equal volume of mildly acidic
phosphate buffer to reach a neutral pH 7.0± 0.1. In this way, each peptide formed
hydrogels at 10 mM, however, we characterised the systems at 25 mM to enable
comparison with the literature.28

In particular, Dff gelled within a few seconds at both concentrations, while it
took each enantiomer with His, ∼1 h to form stable hydrogels at 10 mM, thus
highlighting the favourable role of Asp for gelation. At 25 mM, Dff yielded
a hydrogel with G0 = 75.1 ± 0.02 kPa and G00 = 6.78 ± 1.11 kPa that underwent
a gel-to-sol transition at ∼18 Pa in stress sweeps (Fig. 1A, B and ESI†). For
comparison, Hff yielded hydrogels withG0 = 34.9± 3.4 kPa and hFF with G0 = 34.3
± 5.0 kPa, with both displaying moduli that dropped at ∼70 Pa in stress sweeps.30

Having established that each peptide is a gelator under analogous conditions, we
analysed the rheological behaviour of their co-assemblies (Fig. 1).

Maintaining the same D–L–L stereoconguration in the tripeptide design
resulted in hydrogels with G0 = 35.3 ± 2.9 kPa that withstood an applied stress of
up to 70 Pa (Fig. 1D), demonstrating that addition of Dff to Hff surprisingly did
Fig. 1 Rheological analysis. Frequency sweeps (left panels) and stress sweeps (right
panels) of Dff (A and B), and its co-assembled hydrogels with Hff (C and D) or hFF (E and F).

392 | Faraday Discuss., 2025, 260, 389–402 This journal is © The Royal Society of Chemistry 2025

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4fd00193a


Paper Faraday Discussions
O

pe
n 

A
cc

es
s 

A
rt

ic
le

. P
ub

lis
he

d 
on

 2
1 

 2
02

5.
 D

ow
nl

oa
de

d 
on

 1
5/

3/
20

26
 2

0:
11

:5
5.

 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
not signicantly alter either its elastic modulus (Fig. 1C) or its kinetics (see ESI†).
Instead, when Dff was added to the other enantiomer, hFF, the co-assembled
hydrogel reached a lower elastic modulus of G0 = 15.0 ± 0.4 kPa, it displayed
increased resistance to applied stress up to 100 Pa (Fig. 1E and F), but also
signicantly slower gelation kinetics (i.e., ∼33 min see ESI Section S4†). Ther-
moreversibility tests revealed a self-healing ability for all hydrogels (see ESI†). In
particular, tripeptide hydrogels (25 mM) with His displayed a Tm = 42 °C and
reformed within 20 min, while those composed of Dff had a Tm = 55 °C and
reformed within 15 min. Dff + Hff hydrogels (25 mM each) displayed a Tm = 58 °C
and reformed within 10 min, thus surpassing those composed of each tripeptide
alone in both resistance against heating and kinetics of re-assembly. Therefore,
these properties of this multicomponent hydrogel were not simply the sum of the
individual components, which is in agreement with the presence of co-assembled
brils. Analogously, when peptides with opposite stereoconguration were mixed
(i.e., Dff and hFF, 25 mM each), the Tm was similar (56 °C), while the re-assembly
was slower (20 min). We inferred that the differences in the viscoelastic properties
of the co-assemblies could be ascribed to more heterogeneity and defects in the
supramolecular packing of Dff and hFF, which are two peptides that differ not
only in the N-terminal sidechain, but also in stereoconguration. To verify this
hypothesis, we thus undertook microscopic analysis of the co-assemblies to
ascertain whether the viscoelastic differences could be correlated to
nanomorphology.

Transmission electron microscopy (TEM) revealed a dense nanobrillar
network in both cases (Fig. 2A–D). However, the size distribution (Fig. 2E) was
signicantly wider for the gel formed by Dff and hFF, further supporting the
hypothesis that changing amino acid sequence and chirality leads to higher
heterogeneity within the nanobrillar network. This nding raised the question
of whether such nanomorphological diversity could be ascribed to self-sorting as
opposed to co-assembly. Therefore, we sought Fourier-transformed infrared (FT-
IR) spectroscopic investigations coupled to atomic force microscopy (AFM).

Firstly, we acquired attenuated total reectance (ATR) spectra on assemblies in
bulk (Fig. 3A) and compared the two-component samples to those of the indi-
vidual tripeptides. Infrared spectra showed a prominent band in the 1750–
1600 cm−1 range, mainly due to amide I modes, and a minor one peaked at
1553 cm−1, ascribed to amide II modes. The comparison between the spectra
revealed that the presence of Asp could be traced unambiguously by the signals in
the 1400–1360 cm−1 range, which were ascribed to the symmetric stretching of
the COO− group.33 Conversely, the antisymmetric stretching of COO− was
assigned to the shoulder at 1586 cm−1 that occurred in a crowded region, thus
making it difficult to interpret unambiguously. The 2nd-derivative analysis
(Fig. 3B) did not highlight signicant differences in the amide I proles, sug-
gesting similarities in the overall arrangement of peptide bonds in the brils, as
expected for b-sheets formed by this type of gelator.

To reveal ner structural details, we conducted a nanoscopic analysis by
acquiring infrared spectra on single bers imaged by AFM (see ESI†). We
exploited s-SNOM spectroscopy (scattering type scanning near-eld optical
microscopy) that is based on the coupling of AFM to cutting-edge infrared tech-
nologies, to obtain information on nanoscale topography with chemical sensi-
tivity. In particular, a typical s-SNOM spectrum is representative of the vibrational
This journal is © The Royal Society of Chemistry 2025 Faraday Discuss., 2025, 260, 389–402 | 393
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Fig. 2 TEM micrographs of Dff + Hff (A and B) and Dff + hFF (C and D) gels and their
nanofibrillar width distribution (E) with mean± standard deviation values (n = 100 counts).
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prole of sample surfaces that are 20 nm wide, with a penetration depth of up to
100 nm.34,35 Moreover, the interaction of the incoming radiation with the metallic
tip of the AFM results in a strong polarization of the electromagnetic radiation
along the direction perpendicular to the sample.36 Thus, s-SNOM peak intensities
strongly depend on the orientation of covalent bonds. Fig. 4A shows the nano-IR
average absorption measured on different bers of the two-component assem-
blies. Fig. 4B shows the corresponding data acquired for the racemic gel
composed of Hff and hFF and devoid of the Asp signal, as a control. First of all, all
spectra measured on different bers of the two-component samples of Fig. 4A
show the Asp signals, and in particular the distinctive signature below 1400 cm−1

that indeed is absent in the control without Asp (Fig. 4B), while it is present in the
spectrum of Dff (see ESI, Section S6†). This data supports the hypothesis of co-
assembled systems in both cases, as opposed to self-sorted ones, where two
populations of bers with distinctive proles with and without Asp signals would
be expected. Interestingly, despite showing similar frequency, the prole spectra
showed clear differences in peak intensities. Based on ATR results, which
conrmed similar absorption proles for the different samples (Fig. 3), and given
394 | Faraday Discuss., 2025, 260, 389–402 This journal is © The Royal Society of Chemistry 2025
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Fig. 3 ATR spectra (A) and their second derivative (B), in the amide region for the peptide
gels.
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the polarized nature of the s-SNOM signal, this evidence hinted at differences in
the three-dimensional arrangement of the assembled tripeptides that were likely
to display a strong alignment of IR-active functional groups. To deepen this
aspect, we performed principal component analysis (PCA) on single nano-IR
absorbance spectra, the results are shown in Fig. 4C and D. The rst three
components, PC1, PC2 and PC3, whose scores and loadings are shown respec-
tively in Fig. 4C and D, were taken into account, covering respectively 38%, 16%
and 14% of the total data variance. The two-component systems have been
compared to the Dff assembly too (maroon markers). We rst observed that Dff–
Hff spectral distribution appeared to be more homogeneous compared to the
other samples, as revealed by the area of the variance ellipses shown in Fig. 4C.
This is likely related to a higher structural order of Dff–Hff in the assembly
network compared to Dff–hFF, as expected, and surprisingly to Hff–hFF too. It is
possible that the negative charge on the Asp sidechain establishes ionic inter-
actions with the cationic N-terminal groups, thus contributing to the organisation
of the assemblies. This hypothesis was further supported by 1H-NMR studies,
which showed signicant shis for Dff–Hff relative to spectra of the individual
components (i.e., Dff or Hff) at neutral pH, but not at pH 2.0, where a different
ionization state is expected (see ESI, Section S7†).

Score plots revealed the clear separation of Dff-Hff from the other samples,
toward positive values of PC1, of the Dff toward positive values of PC2, and of the
racemic samples toward positive values of PC3. As shown in Fig. 4D, where PCA
loadings are reported, PC1 shows a prominent peak around 1690–1700 cm−1

likely related to amide I modes37 that have been described for primary amides (i.e.
This journal is © The Royal Society of Chemistry 2025 Faraday Discuss., 2025, 260, 389–402 | 395

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4fd00193a


Fig. 4 Nano-IR data average profiles for the co-assembled gels (A and B) and PCA (C and
D). Ellipses in C indicate 90% variance data for Dff + Hff (light orange), Dff + hFF (red), and
Hff + hFF (light blue).
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terminal CONH2 groups),38 or to H-bound COO− groups.39 PC2 scores, whose
loading shows a main peak at 1645 cm−1, representative of amide I modes, group
together the two-component systems in a slightly negative value area, suggesting
similarities in their amide 3D arrangements with damped amide I intensity
compared to Dff, conversely showing positive PC2 values. Similarly to amyloid
brils, the high alignment of amide bonds along the ber axis indeed produced
the reduction of the amide I band intensity.40 PC3 showed a main peak at
1550 cm−1, ascribed to the amide II band andminor negative contributions of Asp
COO− modes at 1586 and 1380 cm−1. It can thus be considered as a ngerprint of
Asp, as also suggested by the grouping together of all Asp-containing samples.
396 | Faraday Discuss., 2025, 260, 389–402 This journal is © The Royal Society of Chemistry 2025
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In terms of catalytic activity, the racemic co-assembled brils composed of Hff

and hFF (each one at 12.5 mM) displayed a kobs = 7.0× 10−4 s−1 for the hydrolysis
of p-nitrophenylacetate (pNPA, 1 mM) that was over 50% higher relative to that
displayed by each enantiomer alone at the same overall concentration (25 mM,
kobs = 5.0 × 10−4 s−1). This improvement of activity was ascribed to the increased
presence of hydrophobic pockets, to accommodate the reaction substrate in the
racemic rippled b-sheets, as conrmed by a uorescence assay and molecular
models.30 In contrast, addition of an equimolar amount of Dff (25 mM) to hFF led
to a kobs = 4.8 × 10−4 s−1, thus with a marginal improvement relative to the tri-
peptide with His alone (see ESI Section S8†). Unfortunately, the analogous
mixture of Dffwith Hff (same stereoconguration) resulted in a signicantly lower
kobs = 1.8× 10−4 s−1 (see ESI, Section S8†). It is plausible that the more organized
packing of Dff + Hff, relative to the more disordered Dff + hFF shown by the PCA
analysis on Nano-IR data and TEM data, does not accommodate the reaction
substrate as well and/or that the interaction between Hff and Dff renders the
catalytic sites less reactive.
Experimental
Materials and methods

All reagents and chemicals were purchased from Merck (Milan, Italy) without
further purication, except for the Rink amide linker and the 2-chlorotrityl
chloride resin, that were obtained from Iris Biotech GmbH (Marktredwitz, Ger-
many). An in-line Millipore RiOs/Origin system provided MilliQ water with
a resistivity higher than 18 MU cm. LC-MS analyses were performed on an Agilent
6120 single-quadrupole system, the 1H-NMR and 13C-NMR spectra were recorded
at 400 MHz and 100 MHz, respectively, using a 400 MHz Varian Innova Instru-
ment, with chemical shi reported as ppm.
Synthetic procedures

The tripeptides were prepared using solid-phase peptide synthesis using a Rink
amide linker on a 2-chlorotrityl chloride resin, with standard protocols for the
Fmoc-protection strategy and Oxyma Pure B as the coupling agent. The crudes of
hFF and Hff were concentrated under argon ow and then dissolved in a mixture
of acetonitrile (MeCN, 20%) and milliQ water (80%) with 0.05% triuoroacetic
acid (TFA), these were also the solvents used for HPLC purication. Samples were
centrifuged at 15 000 rpm for 10 min, then 0.2 mm ltered prior to injection into
the HPLC. Each peptide was puried on an Agilent 1260 with a C-18 column
(Kinetex, 5 mm, 100 Å, 250 × 10 mm, Phenomenex), T = 35 °C, ow = 3 mL min−1

with the followingmethod: t= 0–2min, 20%MeCN (0.05% TFA); t= 8.5min, 33%
MeCN (0.05% TFA), t = 11–13 min, 95% MeCN (0.05% TFA). Rt = 6.6 min.

Dff was concentrated under argon ow and then dissolved in a mixture of
acetonitrile (MeCN, 30%) and milliQ water (70%) with 0.05% triuoroacetic acid
(TFA), these were also the solvents used for HPLC purication. The sample was
centrifuged at 15 000 rpm for 10 min, then 0.2 mm ltered prior to injection into
the HPLC. The peptide was puried on an Agilent 1260 with a C-18 column
(Kinetex, 5 mm, 100 Å, 250 × 10 mm, Phenomenex), T = 35 °C, ow = 3 mL min−1

with the following method: t= 0–2 min, 30%MeCN (0.05% TFA); t= 15 min, 56%
This journal is © The Royal Society of Chemistry 2025 Faraday Discuss., 2025, 260, 389–402 | 397
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MeCN (0.05% TFA), t = 15–18 min, 95% MeCN (0.05% TFA), t = 18–20 min, 95%
MeCN (0.05% TFA). Rt = 4.7 min.

Self-assembly protocol

Tripeptides were dissolved in sodium phosphate (0.1 M, pH 11.8) at double the
desired concentration, and then the resulting solutions were diluted with an
equal volume of mildly acidic sodium phosphate (0.1 M, pH 5.6) to reach a nal
pH 7.0 ± 0.1 and a nal concentration of 25 mM for each tripeptide, unless
otherwise stated in the text.

Oscillatory rheology

Hydrogels were freshly prepared in situ on a 20 mm wide steel plate with parallel
geometry of a Malvern Kinexus Ultra Plus Rheometer (Alfatest, Milan, Italy)
equipped with a Peltier temperature controller. Time sweeps were performed at
1 Hz and 1 Pa at 25 °C. Frequency sweeps were performed at 1 Pa and 25 °C. Stress
sweeps were registered at 1 Hz and 25 °C.

TEM analysis

Samples were freshly prepared and aer one hour they were deposited on carbon
grids (200 mesh, copper) and dried in vacuo. TEM analyses were performed on
a TEM Philips EM208, using an acceleration voltage of 100 kV, equipped with
a Quemesa camera (Olympus). Image analysis was performed with FIJI soware.

ATR measurements

Infrared analysis was performed at the offline experimental station of SISSI-Bio
beamline of Elettra Sincrotrone Trieste.41 Samples were measured in powder
form. Measurements were carried out using a Vertex70v interferometer equipped
with a single reection monolithic Diamond ATR crystal (platinum, Bruker
Optics) and a DTGS (deuterated triglycine sulphate) detector, working at a speed
of 7.5 kHz and a KBr beamsplitter. The interferometric setup was used in
combination with a glow-bar source allowing access to the spectral region
between 1000 and 4000 cm−1. For each spectrum, 256 scans were accumulated
and averaged for each sample, Fourier transformed, then referenced with the
spectrum of the clean ATR crystal. The Fourier Transform was performed by
applying a 3-terms Blackman Harris apodization lter.

Nano-IR spectroscopy

The nanoscale analysis was done taking advantage of infrared nanoscopy. To this
aim, 5 mL of sample was dropped onto gold-coated silicon wafers then dried in
a vacuum. The measurements were performed at the SISSI-Bio infrared beamline
of Elettra Sincrotrone Trieste taking advantage of a Neascope microscope (Atto-
cube System AG), equipped with a scattering-type scanning near eld optical
microscopy (SNOM) module. Arrow type, AFM tips high sensitivity, 20 nm wide
and coated with PtIr (Neaspec GmbH, Munich) were exploited to collect the
scattered IR signal. The microscope was operated in tapping mode with a canti-
lever frequency of 232 kHz and a free amplitude of oscillation around 100 nm. The
DFG (difference frequency generation) laser was set to emit in the spectral region
398 | Faraday Discuss., 2025, 260, 389–402 This journal is © The Royal Society of Chemistry 2025
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1000–2000 cm−1, with maximum emission at 1666 cm−1. The usable spectral
window allowed to access both amide and lateral chain modes.33,42 Spectra were
acquired at a resolution of 8 cm−1 with each measurement taking∼3 min. A clean
gold surface was used as a reference to calculate the nano-IR absorbance. Neaplot
(Attocube System AG, Munich) soware was used for spectroscopic data analyses
and topographic imaging maps were analyzed with Gwyddion 2.59. The 2nd-
harmonic of optical phase signal was considered for nano-IR absorbance
curves. Principal component analysis was performed on nano-IR absorption
spectra thanks to the use of Quasar 1.7.0.43 A preprocessing procedure was
applied to all spectra comprising a cut of spectra between 1720–1350 cm−1,
rubber-band baseline correction, vector normalization and 15-points smoothing.
Variance ellipses were built by considering 90% of the total variance for each
sample.

Thermoreversibility tests

Thermoreversibility tests were performed using a water-bath on a hot-plate stirrer
with a temperature controller, by heating the vials with hydrogels up to the
melting temperature, and then by letting them cool down to room temperature on
the lab bench.

NMR spectra
1H- and 13C-NMR spectra were acquired at 400 MHz and 100 MHz, respectively,
using a 400 MHz Varian Innova Instrument, with chemical shi reported in ppm,
in deuterated solvents as indicated in the ESI.† pH was adjusted with NaOH 1 M
to 7, or with HCl 1 M to 2, for spectra shown in the ESI, Section S7.†

Catalytic activity

Catalytic activity was assessed as previously described.30

Conclusions

This work demonstrates that it is possible to expand the design of multicompo-
nent supramolecular hydrogels in minimalistic tripeptides, by including
sequences with the Phe–Phe motif to promote self-organisation, that differ not
only in the third amino acidic residue, but also in overall stereoconguration. In
particular, binary systems featuring His–Phe–Phe and Asp–Phe–Phe, either with
the same or with the opposite stereoconguration, were successfully co-
assembled into nanobrillar hydrogels. The viscoelastic behaviour of these
systems showed that adding Dff to Hff resulted in dramatically faster gelation
kinetics, albeit the elastic modulus and the hydrogel resistance against the
applied stress were similar. We inferred that the negative charge of the Asp
sidechain played a favourable role in the self-organisation, likely establishing
electrostatic interactions with the cationic N-terminal ammonium groups, as
supported by NMR data suggestive of interactions between the two shiing His
signals. Conversely, also changing the stereoconguration of the components in
the hydrogels obtained from Dff and hFF, signicantly slowed down gelation,
suggesting that self-organisation was more difficult in this case. The hydrogels
displayed lower elastic modulus that suggested more defects in the
This journal is © The Royal Society of Chemistry 2025 Faraday Discuss., 2025, 260, 389–402 | 399
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supramolecular packing. The high heterogeneity of Dff–hFF samples was found
also in terms of the nanobril widths’ wider distribution relative to Dff–Hff, that
appeared more homogeneous. Nano-IR data conrmed lower variance in the
latter sample, and it provided useful insights into the packing modes, suggesting
co-assembly into amyloid-like bers in all the two-component systems. Overall,
we nd this technique very useful to characterise multicomponent and supra-
molecular hydrogels and to reveal ne structural details that can discriminate
between self-sorting and co-assembling gelators.
Data availability

The data supporting this article have been included as part of the ESI.†
Author contributions

P. A. – investigation. A. M. G., F. P., S. M. – resources and supervision. All authors
contributed to data analysis and writing of the MS.
Conflicts of interest

There are no conicts to declare.
Acknowledgements

The authors express their gratitude to Giovanni Birarda for his invaluable assis-
tance with the s-SNOM experiments. P. A. is grateful to the program Erasmus +
Traineeship for a scholarship. A. M. G. acknowledges Junta de Comunidades de
Castilla-La Mancha (JCCM-FEDER) (Project SBPLY/21/180501/000088) and the
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