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We conducted an experiment to compare the predicted outcomes with the practical results of synthesiz-
ing four-dimensional (4D) hydrogels and observing their 4D motion. We employed a computer simulator
and utilized PET-RAFT and orthogonal chemistry methods. To initiate the study on 4D materials, we
employed the swelling method and controlled it by utilizing visible light synthesis. To regulate the
irradiation time of blue light, we employed cinnamoyl ethyl acrylate as an orthogonal system to control
crosslinking density. Various physical properties were assessed using a rheometer. Our findings confirmed
that the movement could be controlled by adjusting the swelling ratio of the upper and lower parts,
thereby implementing a bi-layer design based on differences in crosslinking density. This study highlights
the successful synthesis of hydrogels with diverse physical properties and demonstrates the potential of
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1. Introduction

Four-dimensional (4D) materials change their shape and pro-
perties with time and have a variety of excellent functional-
ities." 4D materials are smart materials that can change pro-
perties in response to the environment (temperature, humid-
ity, light, voltage, etc.). Hydrogels are important 4D soft
materials, which easily deform based on the swelling and
shrinking properties. 4D materials with hydrogels have been
studied in the fields of soft actuators*™ and soft robotics.”” In
addition, since hydrogels work as 4D materials in aqueous
solutions,®*° they can be applied to biomaterials and
biodevices. Hydrogels exhibit 4D properties based on their
swelling properties in solvents and can change the properties
through variations in crosslinking density."*™®

Hydrogel-based 4D materials have been actively researched
in the fields of both synthetic and physical chemistry.
Hydrogels are usually obtained with crosslinked polymers.
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4D materials through the orthogonal synthesis technique.

Although 90% of the gel’s volume is water, its properties are
largely influenced by the properties of crosslinked polymers.
The non-uniform microstructure of the polymers leads to
reduced mechanical strength and response to stimuli.'®
Therefore, there has been a demand for synthetic polymer gels
with uniform and controllable polymer structures.

One method to obtain a uniform gel is the utilization of a
uniform polymer. One viable method for achieving the
uniform polymer is reversible deactivation radical polymeriz-
ation (RDRP),?° which enables controlled polymerization rates
and suppression of undesired termination reactions for achiev-
ing controlled chain lengths. Among RDRP techniques, the
combination of reversible addition-fragmentation chain trans-
fer (RAFT) reagents®® and photoredox catalysis, specifically
electron/energy transfer-RAFT (PET-RAFT) polymerization, has
garnered significant attention due to its versatility and oxygen
tolerance.”” The use of polymer gels with PET-RAFT is an
important method for the preparation of 4D materials.*®

Photopolymerization by PET-RAFT is a light-specific reac-
tion with photocatalysts and RAFT reagents and is applicable
to photo-selective reactions. PET-RAFT polymerization could
be combined with other light-specific reactions, leading to
photo-orthogonal reactions. Therefore, it is possible not only
to perform precise photopolymerization but also to synthesize
polymers with complex chemical structures by orthogonal
photochemical reactions at different light wavelengths. In
other words, sophisticated materials can be created by com-
bining orthogonal photoreactions. Orthogonal reaction tech-
niques have been explored for multifunctional and precisely
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http://rsc.li/rscapplpolym
http://orcid.org/0009-0004-8004-9521
http://orcid.org/0009-0004-9582-1748
http://orcid.org/0000-0003-4037-3306
http://orcid.org/0000-0002-6917-7029
http://orcid.org/0000-0002-8387-7259
http://orcid.org/0000-0001-8590-6079
https://doi.org/10.1039/d4lp00232f
https://doi.org/10.1039/d4lp00232f
https://doi.org/10.1039/d4lp00232f
http://crossmark.crossref.org/dialog/?doi=10.1039/d4lp00232f&domain=pdf&date_stamp=2025-01-18
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4lp00232f
https://pubs.rsc.org/en/journals/journal/LP
https://pubs.rsc.org/en/journals/journal/LP?issueid=LP003001

Open Access Article. Published on 25 2024. Downloaded on 16/10/2025 11:02:50.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

RSC Applied Polymers
controllable hydrogels.”>** However, these orthogonal reac-
tions have not been utilized for the preparation of 4D hydrogel
materials.>>?°

In this study, we investigated the preparation of hydrogels
using orthogonal photoreactions (Fig. 1). Our aim was to
create stimuli-responsive hydrogel materials with controlled
swelling ratios using orthogonal reactions via PET-RAFT
polymerization and orthogonal reactions to precisely control
the polymer scaffold structure and various mechanical pro-
perties by manipulating irradiation time. PET-RAFT polymer-
ization of N,N-dimethylacrylate (DMAAm), polyethylene glycol
diacrylate (PEGDA),*® and cinnamoyl ethyl acrylate (CEA)*">°
was performed using a RAFT reagent and a photocatalyst, ery-
throsine B (EB). The polymerization proceeded under green
light irradiation (518 nm). Subsequently, blue light (465 nm)
was used to photo-crosslink the CEA units. PET-RAFT
polymerization and photo-crosslinking proceed indepen-
dently, resulting in photo-orthogonal reactions for controlling
cross-linking density. The physical properties of hydrogels
were investigated using Fourier transform infrared spec-
troscopy (FTIR), viscoelastic analyses, and swelling experi-
ments. We also explored the 4D properties of the hydrogels
based on differences in swelling ratios in bi-layer structured
samples.?” Shape changes of the gels were measured by moni-
toring and compared based on computer-aided simulations.
This method presents an intriguing approach for material
formation using gels and is proposed as a method for synthe-
sizing 4D gels.
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Fig. 1 Preparation of hydrogels by photo-orthogonal reactions includ-
ing PET-RAFT polymerization and photo-crosslinking. (a) Chemical
structures of monomers and PET-RAFT reagents, (b) mechanism of

PET-RAFT polymerization, and (c) schematic of hydrogel formation by
photo-orthogonal reactions.
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2. Experimental

2.1. Materials

DMAAmMm (98%), PEGDA (n = 1-4) and EB were purchased from
TCI Co. (Tokyo, Japan). Triethanolamine (TEA, 98.0%) was
purchased from Merck-Aldrich (Burlington, MA, US). DMAAm
was purified using an alumina column before use. Water
used was purified using a Milli-Q system. CEA and 2{[(butyl-
sulfanyl) carbonothioyl] sulfanyl} propanoic acid (BTPA) were
synthesized (ESI1).>*** Green (NLUDO5(G)-DC) and blue
(NLUDO5(B)-DC) LEDs from the NLUD-RGB series were pur-
chased from Nikkiso Co., Ltd (Tokyo, Japan). The LED inten-
sity was measured using an optical power meter (Newport
Co., CA, USA).

2.2. Hydrogels from PET-RAFT polymerization and
orthogonal reactions

The gel precursor solution was prepared by dissolving
DMAAmM (4.98 mM), CEA (25 mM), BTPA (0.3 mM), EB
(0.3 mM), and TEA (100 mM) as a matrix, photo-orthogonal
units, RAFT reagent, photocatalyst, and reductant, respect-
ively, in water ([DMAAm]/[CEA]/[PEGDA]/[BTPA]/[EB]/[TEA] =
99.5:0.5:0.5:0.005:0.005:2). The reaction mixture was
poured into a mold (11 mm in diameter) of round shape
(200 pl), which was irradiated with green light (518 nm) in a
box at constant temperature (25 °C) for various times
(0.5-60 min), resulting in gel formation (abbreviated as G0.5-
G60) (Fig. 1 (bottom), Scheme 1). For the second photoreac-
tion, G15 was subsequently irradiated with blue light
(465 nm) for various times (0-30 min), resulting in orthog-

onally photo-crosslinked gels (abbreviated as G15B0-
G15B30).
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Scheme 1 Photo-orthogonal reactions via PET-RAFT polymerization
(green light, 518 nm) and photo-crosslinking of CEA (blue light,
465 nm).
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3 Characterization of the prepared
PET-RAFT hydrogel samples

3.1 Attenuated total reflectance Fourier transform infrared
(ATR-FTIR) spectroscopy

ATR-FTIR spectroscopy was performed to monitor using an FT/
IR-4700 ATR-FTIR spectrometer (Jasco Co., Tokyo, Japan) with
an ATR ZnSe crystal lens plate. Transmittance spectra were
obtained by scanning the samples from 400 to 4000 cm™" to
monitor conversions in PET-RAFT polymerization under green
light and CEA photo-crosslinking under blue light.

3.2 Frequency sweep analysis

For modulus measurement, a hydrogel was prepared with a
cylindrical shape with 11 mm diameter and different thick-
nesses (2 and 4.5 mm). The viscoelastic modulus was evalu-
ated using a Physica MCR 101 rheometer (Anton Paar GmbH,
Graz, Austria) in frequency sweep mode in the angular fre-
quency range of 0.1-500 rad s~ . Shear strain and temperature
were set to 10% and 25 °C, respectively.

3.3 Swelling ratio analysis®*>"

The hydrogel sample was dried under vacuum for 72 hours
before swelling experiments. The dried sample was first
weighed and subsequently immersed in water. The sample was
taken out of the water, and the weight of the swollen gels was
measured at various times. The swelling ratio was calculated
using the following equation:

(measured weight of sample) (g)

i L
Swelling ratio (reference sample weight) (g)

3.4 Differential scanning calorimetry (DSC) analysis

The hydrogel sample was dried by freeze-drying for 24 hours.
The dried sample was first weighed for analysis by DSC using
an X-DSC7000 (HITACHI, Tokyo, Japan). The analysis con-

ditions are —30 to 100 °C with 10 °C min™>.

4. Results and discussion

4.1. Preparation of hydrogels by PET-RAFT polymerization
(green light)

The ATR-FTIR spectra were recorded to evaluate the polymeriz-
ation progress for gel formation (Fig. 2). Peaks at 1423 cm ™"
(CH, bending of CH,—~CH) and 1640 cm " (C=O vibration,
DMAAm) gradually diminished (from G0.5 to G2) and finally
disappeared at an irradiation time of longer than 4 min. At the
same time, the peak at 1618 cm ™' (C=O0 vibration, carbonyl of
polymerized acrylate) remarkably increased after the
irradiation of green light. These changes in ATR-FTIR spectra
suggested the successful polymerization of DMAAm and
PEGDA by PET-RAFT polymerization, where the conversions of
monomers were controlled by irradiation of green light.*®

The peak at 1595 cm™' (N-H vibration of DMAAm) dis-
appeared (from GO.5 to G2), but nearby peaks, such as the one
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Fig. 2 ATR-FTIR spectra of the hydrogels under irradiation of green
light for various irradiation times (0.5-60 min, G0.5-G60).

at 1610 cm™', increased dramatically, which caused the
1595 cm™" peak to be covered, making it difficult to observe
any changes.

4.2. Photo-crosslinking of CEA units in hydrogels (blue light)

Having confirmed the successful control of gelation of hydro-
gels with green light irradiation (518 nm) by PET-RAFT
polymerization, photo-crosslinking via irradiation with blue
light was conducted.”’””>° The viscoelastic properties of G15
after irradiation with blue light (465 nm) were investigated by
dynamic mechanical analyses using a rheometer with a fre-
quency sweep (Fig. 3). The storage modulus of the hydrogels
increased with increasing irradiation time until 5 min. On the
other hand, the storage modulus no longer changed after
5 min or more (Fig. 3a). The shear modulus and crosslink
density were calculated for G15B5-G15B30 (ESI, Table S17).
The loss modulus of the hydrogels showed a complex trend
compared to the storage modulus (Fig. 3b). At low frequencies,
most of the samples exhibited an increasing trend with the
time, and angular frequency response increased with the blue
light irradiation.

The samples subjected to blue light irradiation showed
slight relaxation in the low-frequency region. This was prob-
ably due to relaxation of the entanglement of polymer chains.
With increasing irradiation time with blue light, the terminal
flow behaviours of the hydrogels in the low-frequency region
shifted to lower frequencies. This shift suggests that the relax-
ation events were hindered by the increased crosslinking
points, which suggested dimerization of CEA units via
irradiation of blue light.

Conversely, the trend of the loss modulus is totally compli-
cated (Fig. 3b). During the early periods of the irradiation of
blue light, the storage modulus increased with the irradiation
time. With further prolonged irradiation, the crosslinking
density of loosened parts increases due to the orthogonal reac-
tion. Initially, the low-density crosslink molecular structure

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 3 (a) Storage modulus and (b) loss modulus of G15 irradiated with

blue light for various times in angular frequency sweep mode.

gradually transforms into a high-density crosslink molecular
structure, impacting the storage modulus properties. The
increasing crosslink density resulting from the orthogonal
reaction induced by blue irradiation leads to the formation of
a highly complex molecular structure, contributing to the intri-
cate behaviour observed in the loss modulus in this study.
Typically, this trend is related to the material approaching
the glass transition, where molecular motion increases in this
frequency range, leading to a rise in the loss shear modulus.
The loss shear modulus generally represents energy dissipa-
tion. The molecular structure of the polymer can influence the
modulus trend, either increasing or decreasing it. In particu-
lar, glass transition structures and rubbery structures on a
molecular scale can contribute to energy dissipation in
polymer materials. Therefore, we can explain the behaviour of
our hydrogel samples by attributing the increase in the loss
shear modulus at low frequencies to the activation of motion
in the glass transition region, which can be analysed and
observed through this increase.?* This explanation for the cor-

© 2025 The Author(s). Published by the Royal Society of Chemistry
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relation between glass transition temperature (T,) and cross-
linking density also allows for rheological analysis.>® Samples
with higher T, have a higher crosslinking density, and there-
fore we can expect the samples to behave in a rubbery or
plastic-like manner. The DSC analyses are shown in ESI

(Fig. S67).

4.3. Swelling properties and 4D motions of the hydrogels

The swelling properties of the hydrogels were evaluated. The
time course of the swelling ratio of a reference hydrogel, which
was prepared without CEA (G15: green light = 15 min and blue
light = 0 min), exhibited fast swelling, which reached 8.15
within 3 days. On the other hand, the swelling of a series of
hydrogels was slower than that of the reference hydrogel and
the swelling ratio was 5.53 within 3 days. When irradiated with
blue light for 1 and 30 min, the hydrogel decreased the swell-
ing ratio to 5.07 and 4.57 after 3 days, respectively. Long
irradiation with blue light promoted photo-crosslinking of
CEA units, resulting in high crosslinking density and thus a
low swelling ratio. The high crosslinking density inhibited the
penetration of water through the network of the hydrogels.

9
—a— Reference
8F —e—Blueirr. 0 min
—a— Blue irr. 1 min
7F —v—Blueirr. 30 min
S o}
@
2 °f
=
T T
=
w3
2k
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Fig. 4 The swelling ratios of the hydrogels irradiated with blue light for
different irradiation times (gel prepared in the absence of CEA (refer-
ence), G15B0, G15B1, and G15B30).

a) Reference b) Reference

G 15min B 30min G 15min B Omin

! Moo

b) f \
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Fig. 5 4D motions of bi-layer-structured hydrogels composed of (a)
G15B30 + reference hydrogel and (b) G15B0 + reference hydrogel upon
immersion in water for different times. The size of each hydrogel layer =
25 mm X 5 mm x 2 mm.
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Table 1 Swelling ratios of hydrogels irradiated with blue light for various times

0 min 5 min 10 min 30 min 60 min 120 min 3 days
PEGDAO0.5/CEA0.5 G15B0 1 1.58 1.77 2.22 2.46 2.94 5.53
PEGDAO0.5/CEA0.5 G15B1 1 1.45 1.68 2.05 2.30 2.79 5.07
PEGDAO.5/CEA0.5 G15B30 1 1.46 1.59 1.96 2.26 2.68 4.57
Reference hydrogel 1 1.85 2.33 3.03 4.06 5.14 8.15
From the swelling properties of the hydrogels after blue light A)  a T — b) e
irradiation, it was confirmed that the photo-crosslinking was G 15min B 30min G 15min B Omin
successfully achieved and controllable, where CEA units acted
as effective cross-linkable points via activation using blue light .
irradiation. This photo-orthogonal strategy would provide 1min 30min 60min 24hr

smart 4D materials by designing hydrogels with different
mechanical properties.

Based on the swelling properties of the hydrogels, we envi-
saged that the combination of different swelling properties of
hydrogels would enable 4D motions in water. Bilayer structures
were designed using hydrogel bars with different crosslinking
degrees. One hydrogel bilayer was composed of the reference
hydrogel (upper side) and G15B30 (Fig. 5a). To our delight,
this combination exhibited drastic changes in its whole shape
(bending angle = 36°) by larger deformation of the reference
hydrogel (upper side) than that of G15B30 (lower side) (Fig. 4
and 5a). (The bending angle definition is in the ESIf).
Surprisingly, the hydrogel bilayer composed of the reference
hydrogel (upper side) and G15B0 showed less deformation
(bending angle = 21°) (Fig. 5b), explained by the small differ-
ence of the swelling ratios of the hydrogels (Fig. 4). From these
observations, the 4D motions of the bi-layer structured hydro-
gels can be designed based on differences in swelling ratios
between the layers. Furthermore, it is noteworthy that the
swelling properties of the hydrogels can be easily tuned by
photo-orthogonal reactions under visible light, allowing users
to select their wavelength by changing the chemistries of
photocatalysts and photo-cross linkable points (Table 1).

4.4. Computer simulations of 4D motions of bi-layer
hydrogels

The 4D motions of the hydrogel bi-layers were calculated using
their swelling kinetics (Fig. 6). We constructed finite element
models for deformation of each layer to predict changes in
bending angles.**** The model used 200 triangles for meshing
for computational efficiency and accuracy. Because the gel
underwent large deformations, we included geometric non-lin-
earity in our simulations to more accurately model the gel’s
behaviour. Our simulations revealed that the gel bends
towards the side with the lower swelling ratio. It was note-
worthy that the different swelling ratios between the layers
caused the bending mainly in the x-z plane, while those in the
x-y and y-z planes could be ignored. The bi-layer system of
G15B30 (Fig. 5A) showed a bending angle of 32.3° (Fig. 5B),
while that of the G15B0 system was 30.1°. Although the trend
of simulated bending angles was the same as those of experi-
mental results, there was no difference in the quantitative

160 | RSC Appl. Polym., 2025, 3,156-162
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Fig. 6 Computer simulation of 4D motions of hydrogel bi-layers of (a)
G15B30 + reference hydrogel and (b) G15B0 + reference hydrogel in (A).
(B) The simulated changes in the bending angles of the hydrogel bi-
layer.

degree of bending differences in swelling ratios between the
layers, which developed changes in the bending angle, as
explained by computer simulations. This insight is crucial for
designing bi-layer hydrogels as 4D materials in underwater
applications.

5. Conclusions

We have developed a novel method for controlling 4D hydro-
gels through photo-orthogonal reactions. The hydrogel was
synthesized via PET-RAFT polymerization under green light
irradiation. Additionally, the cross-linking degree of the hydro-
gel was regulated by the irradiation time of blue light, which
induced the dimerization of the cinnamoyl groups as photo-
crosslinked points. Rheological analysis of the hydrogel

© 2025 The Author(s). Published by the Royal Society of Chemistry


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4lp00232f

Open Access Article. Published on 25 2024. Downloaded on 16/10/2025 11:02:50.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

RSC Applied Polymers

revealed that the viscoelasticity depended on the irradiation
time of visible light. In swelling experiments, the bi-layer
hydrogels exhibited 4D motions, the bending angle of which
depended on the difference in swelling ratios of each layer.
Computer simulations suggested their applicability in predict-
ing the 4D motions of hydrogels based on the input of their
physical properties. The photo-orthogonal reactions high-
lighted the potential for controlling the mechanical properties
and 4D motions of smart hydrogels. While smart 4D hydrogels
are gaining attention in the field of soft materials, methods for
controlling physical properties and local modifications remain
challenging. In this sense, photo-orthogonal reactions are ver-
satile and present a promising avenue for advances in sophisti-
cated 4D materials. Hydrogel design using precise photoreac-
tions, such as photo-orthogonal reactions, is an important
aspect in the development of precise soft matter. We believe
that the concept of photochemical reactions we have presented
here, together with 3D printers, will play an important role in
the future of 4D material design.
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