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l metal organic framework
nanosheets in electrocatalysis

Ping Wang, Cheng Yang, Jiasai Yao, Huawei Li, Zikang Hu and Zhenxing Li *

The thin layered structure and porous structure in two-dimensional metal organic framework (2D MOF)

nanosheets have rapidly emerged as promising catalytic materials in the electrocatalytic reaction,

because 2D MOF nanosheets not only provide larger active surface area, more edge active sites, and

larger activation surface area, but they can also achieve rapid mass transfer and accelerate the reaction

process in catalytic reactions. However, despite extensive research, the practical application of 2D MOFs

remains limited due to challenges in scalability, stability, and integration with real-world devices. Herein,

we summarized the latest progress in the deliberate engineering of 2D MOF nanosheets as a catalyst for

electrocatalytic reactions, with a particular focus on their electrocatalytic and energy-related

applications. The two major synthetic pathways of 2D MOF nanosheets are reviewed, including the top-

down method and bottom-up method, and the recent development of synthetic methods is also

discussed. Unlike existing reviews that primarily focus on theoretical aspects or specific applications, this

work integrates insights from both experimental and computational studies, offering a holistic view of

the field. This review highlights the importance of rational material design, scalable synthesis methods,

and robust performance evaluation protocols. By bridging the gap between fundamental research and

practical application, this review aims to accelerate the transition of 2D MOFs from laboratory-scale

studies to real-world solutions, ultimately contributing to the development of sustainable and efficient

energy systems.
Introduction

Due to the exible and adjustable functional groups, large
specic surface and porous structure, MOFs have emerged as
a key research area in the area of material chemistry during the
past several years, and have rapidly achieved a series of
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outstanding research results.1–4 Thanks to these properties,
MOFs hold signicant potential across a wide range of appli-
cations, encompassing areas such as catalysis, biomedicine,
sensors, material separation and storage, and energy storage
and conversion.5–12 Since 2D MOF nanosheets combine the
features of MOFs and 2D nanomaterials, 2D MOF nanosheets
expose more active sites on their surface than bulk MOF
materials, and can obtain ultra-large porosity by extending the
interlayer distance. These properties of 2D MOFs result in the
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improvement of the reactivity and catalytic activity in separa-
tion, sensing, catalysis, etc.13–16 There are two main methods for
preparing 2D MOF nanosheets: bottom-up and top-down. The
bottom-up synthesis approach mainly realizes the construction
of organic ligands andmetal ion precursors directly through the
coordination interactions at interfaces such as gas/liquid or
liquid/liquid, which are gentler and more controllable, and
effectively limit the vertical growth of MOFs.17–19 However, the
production yield of MOF nanosheets employing the bottom-up
approach is largely determined by the interfacial area, which
limits the massive production of MOF nanosheets. Because of
the large surface energy, the formed 2D MOF nanosheets tend
to reaggregate into bulk structures. The top-down fabrication
strategy uses mechanical forces (sonication or grinding) to
overcome fragile interlayer interactions, including hydrogen
bonding or van der Waals forces to peel off and disperse 2D
MOF nanosheets. By selecting solvents that have suitable
surface tension properties, such as acetone, tetrahydrofuran,
and N,N-dimethylformamide (DMF), researchers were able to
efficiently exfoliate lamellar bulk MOFs during ultrasound
sonication.20–24 While the ultrasonic exfoliation method is
simple and effective, it also faces the problem of restacking.
Therefore, the production of 2D MOF nanosheets with effective
dispersion remains a challenging task.
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In the catalytic reaction, 2D MOF nanosheets offer a greater
active surface area and a higher number of edge active sites in
comparison with bulk MOFs. The composition and structure of
2DMOF nanosheets can be tailored by adjusting the metal nodes
and organic linkers. This tunability allows for the optimization of
catalytic properties, such as selectivity and activity, for specic
electrocatalytic reactions. And 2D MOF nanosheets can achieve
rapid mass transfer and accelerate the reaction process in cata-
lytic reactions. As for electrical performance, the traditional bulk
MOF exhibits extremely low volumetric conductivity (10−12 to
10−8 S cm−1)25,26 and weak magnetic coupling due to large
separated metal centers, such as polyatomic and insulating
organic ligands. However, the conjugated 2D MOF nanosheets
synthesized using planar organic ligands as structural directing
agents and square metal complexes not only exhibit high
conductivity (>10−3 S cm −1),26 but the highly delocalized p

electrons on the 2D plane also drive magnetic ordering through
interactions between charge carriers and local spins,27,28 making
conjugated 2D MOF nanosheets an interesting candidate for
ferromagnetic semiconductors.6,28–30 Therefore, in electrocatalytic
reactions, the 2D MOF nanosheet morphology exhibits excellent
performance and enormous potential.11 However, many 2D MOF
nanosheets suffer from poor stability in electrochemical envi-
ronments, leading to degradation and loss of catalytic activity.
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Fig. 1 Design and application of MOF nanosheets.
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And effective integration of 2D MOF nanosheets with electrode
materials remains a challenge. Poor contact between the nano-
sheets and the electrode substrate can hinder electron transfer
and reduce overall performance.

The electrocatalytic reactions have signicant applications
in the realms of environmental protection, chemical synthesis
and energy conversion. Particularly in the domain of energy
conversion, many renewable energy systems have emerged,
such as water electrolysis reactions,31 the oxygen reduction
reaction (ORR),32 the nitrogen reduction reaction (NRR)33 and
the carbon dioxide reduction reaction (CO2RR).34,35 Utilizing
electrical energy to overcome thermodynamic barriers and
optimize some high-energy-consuming chemical reactions into
efficient and green economic production routes is highly
promising. For example, reactions developed in recent years
include the electrooxidation of organics (methanol oxidation
and glycerol oxidation),36,37 hydrogenation of acetylene, and
synthesis of C–N coupling products.38 However, the develop-
ment of electrocatalysts remains the key to further advancing
the application of electrocatalytic reactions.

Overall, the exible and adjustable metal active sites in MOF
materials have great potential for application in electrocatalytic
reactions. Moreover, as part of the 2D nanosheet material
category, 2D MOF nanosheets integrate the advantages of both
porous materials and 2Dmaterials, and have great development
prospects. However, the design of ultra-thin nanosheets and the
active site structures remain key and challenging for enhancing
the catalytic performance of 2D MOF nanosheets. Therefore,
this article reviews the recently developed 2D MOF nanosheet
materials with excellent catalytic performance for electro-
catalytic reactions. Then, the main preparation methods of 2D
MOF nanosheets are highlighted, as well as the design strate-
gies for high-efficiency electrocatalytic activity, to guide catalyst
structure design, and the existing problems and prospects were
© 2025 The Author(s). Published by the Royal Society of Chemistry
elucidated. This review can help readers quickly understand 2D
MOF nanosheets and their prospective employment (Fig. 1).
Synthesis of 2D MOF nanosheets

The perfect construction of nanosheet structures is the key to
catalytic activity. The preparation approaches of MOF nano-
sheets mainly include two directions: bottom-up and top-down.
The advantages and disadvantages of different synthetic path-
ways are shown in Table 1. A more common characterization
would be exfoliation and growth (Scheme 1).
Top-down method

The top-down method is a synthesis technique that generates
nanostructures by deconstructing larger materials.21 This method
is mainly applicable to layered MOFmaterials that are quite weak.
Researchers disrupt the weak interlayer interactions in bulk MOFs
by applying external driving forces, thereby producing 2D MOF
nanosheets. According to different external conditions applied, it
is primarily categorized into two types: chemical peeling and
physical peeling. The physical exfoliation approach is better suited
for layered MOFmaterials, whose weak interlayer interactions can
be destroyed by simple ultrasonic or grinding methods. The
chemical exfoliation method can break strong interlayer interac-
tions, and this method also enables more straightforward control
over the nanosheets' morphology and structure.
Sonication exfoliation

Ultrasound exfoliation is a simple and efficient method that
utilizes the energy released from the explosion of microbubbles
generated by ultrasound to rapidly create a local high-
temperature and high-pressure environment, which disrupts
the interlayer interactions in bulk MOFs, achieving the exfolia-
tion of 2D nanosheets. Zamora and colleagues39 utilized an
ultrasonic treatment to disrupt the fragile p–p stacking interac-
tions in bulk [Cu2Br(IN)2]n, thereby producing extremely thin
[Cu2Br(IN)2]n nanosheets with a thickness of approximately 5 nm
in an aqueous solution (Fig. 2a and b). Motivated by this pio-
neering research, the technique of sonication exfoliation was
subsequently gained adopted for the production of MOF nano-
sheets.1,44,45 At the same time, researchers have conducted
extensive studies on the two main factors of liquid phase solvent
selection and the duration of ultrasonic treatment, as these
factors signicantly inuence the nanosheets' crystalline struc-
ture and thickness. Chandrasekhar et al.46 investigated the effect
of exfoliating Cd-TPAMOFs by breaking their interlayer hydrogen
bonds in various solvents such as ethanol and ethane on the
uorescence properties of the MOF nanosheet materials.
Dimethyl sulfoxide (DMSO) showed the highest quantum yield.
Ma et al.41 studied the exfoliation performance of various solvents
including ethanol, methanol, isopropanol, DMF, and n-hexanol
for liquid-phase exfoliation of ZSB-1 (Zn2(SBA)2(BPTP)) nano-
sheets. The results indicated that only n-hexanol could success-
fully exfoliate the ZSB-1 nanosheets (Fig. 2d–g), as n-hexanol has
a stronger binding effect on the ZSB-1 nanosheets.
Chem. Sci., 2025, 16, 6583–6597 | 6585
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Table 1 The summary of different synthetic pathways

Method/technique Advantages Disadvantages

Sonication exfoliation 1. Promotes MOF formation through cavitation 1. Requires combination with other methods
(e.g., ball milling) for optimal results

2. Reduces particle aggregation effectively 2. Potential structural damage from an intense
energy input

3. Facilitates solvent inltration between layers 3. Needs post-treatment stabilization (e.g.,
propanol solvent)

4. Enables efficient nanosheet exfoliation 4. Limited effectiveness on certain bulk
precursors

5. Works synergistically with mechanical
methods

5. Requires precise parameter control (time and
frequency)

Micromechanical exfoliation 1. Produces 2D MOFs with pristine surfaces 1. Limited to few types of MOF nanosheets
2. Generates large lateral dimensions (∼10 mm) 2. Requires delicate starting crystals
3. Maintains superior crystallinity 3. Potential low yield due to material fragility
4. Minimal chemical contamination 4. Energy-intensive process (freeze–thaw cycles)
5. Scalable shear force generation method 5. Requires precise temperature control

Chemical reduction method 1. Wide control range over the exfoliation
process

1. Requires specic chemical intercalants (e.g.,
trimethylphosphine)

2. High yield of MOF nanosheets 2. Potential structure damage during cleavage
3. Ultrathin thickness achievable (1 nm) 3. Time-consuming multi-step process
4. Precise thickness control through reagent
quantity adjustment

4. Specialized equipment needed for chemical
treatment

5. Applicable to various layered MOF structures 5. Possible residue contamination from
intercalants

Interfacial synthesis method 1. Ultrathin nanostructures conned by reaction
space

1. Limited interfacial area may restrict
production yield

2. Allows natural precipitation of nanosheets
from the interface

2. Requires precise control of solvent layers and
concentrations

3. Facilitates size control (0.5–4 mm lateral
dimensions achieved)

3. Complex setup with multiple immiscible
solvents needed

4. Offers exibility in material property
adjustment

4. Time-consuming diffusion-controlled process

5. Enhances crystallinity through controlled ion
diffusion

5. Potential scalability challenges for industrial
applications

Surfactant-assisted method 1. Enables directional control of crystal growth 1. Surfactants/capping agents adhere to MOF
surfaces, covering active sites

2. Facilitates 2D structure formation by
competitive coordination with metal nodes

2. Residual additives may impair
electrochemical performance due to blocked
active sites

3. Compatible with diverse surfactants (CTAB,
PVP, and SDS) and small capping molecules
(formic acid, etc.)

3. Potential requirement for additional
purication steps to remove additives

4. Allow synthesis under mild conditions (e.g.,
25 °C)

4. Limited thermal stability of surfactants may
restrict high-temperature applications

Scheme 1 Synthesis process of 2D MOF nanosheets.
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The interactions with solvents can induce irreversible
structural transformations, which facilitate the generation of
2D nanosheets during ultrasonic processing. Israr and
6586 | Chem. Sci., 2025, 16, 6583–6597
colleagues explored how binary or ternary solvent mixtures
inuence the structural properties of MOF nanosheets, and
their ndings indicated that the yield of MOFs reached
a maximum when employing a ternary mixture of ethanol, DMF
and water, with an ultrasonic power setting of 750 W and
treatment time of 2 hours (Fig. 2c).40 Several additional studies
have highlighted the signicance of the appropriate solvent in
the ultrasonic delamination of layered MOFs.47,48 The impact of
ultrasonic duration on MOF synthesis and morphological
structure has been extensively studied. Li et al. successfully
prepared Cu3(BTC)2 nanocrystals using an ultrasonic bath and
investigated theMOF yield under different ultrasonic durations,
nding that extended reaction durations notably improved
MOF output.49 Additionally, extended ultrasonic treatment
times altered the morphology and dimensions of the MOFs,
causing a transition from spherical particles to 2D needle-like
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 2 (a) Atomic forcemicroscopy (AFM) phase image of [Cu2Br(IN)2]n
nanosheets obtained by sonication exfoliation. (b) The height of
nanosheets in Fig. 1a (green line). Adapted from ref. 39. (c) The rela-
tionship between organic solvents, ultrasonic treatment time, and
MOF yield.40 The Scanning ElectronMicroscopy (SEM) images of ZSB-1
ultrasonically treated in (d) ethanol, (e) n-hexyl alcohol, (f) methanol
and (g) DMF.41 (h) Diagrammatic representation of the procedure for
creating MOF thin films on a metal substrate.42,43

Fig. 3 (a) Diagrammatic representation of the pre-synthesized func-
tionalized MOF. The functionalized bulk MOF was synthesized first.
Mechanical exfoliation cannot modify the arrangement of functional
groups on the surface.53 (b) Schematic illustration of the freeze–thaw
exfoliation approach. (c) AFM image of MAMS-1 nanosheets (MAMS-1
NSs). (d) The lateral size and thickness distribution of MAMS-1 NSs
obtained by freeze–thaw exfoliation (the horizontal line denotes the
theoretical thickness of MAMS-1 NSs).54 (e) Schematic illustration of
Zn2(PdTCPP) exfoliation.55 (f) Optical image of 2D MOF nanosheets
along with their AFM image and layer thickness. Adopted from ref. 56.
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structures, with the size increasing 9 times. The use of ultra-
sound can enhance the uniformity and crystallinity of MOF
crystals.

By precisely controlling the energy input, unnecessary side
reactions and framework destruction can be reduced, resulting
in higher quality 2D MOF nanosheets. Therefore, many
ultrasound-assisted synthesis methods have been developed.
For example, Zhao et al. utilized ultrasound to create a local
high temperature and high-pressure environment through the
energy released by microbubble implosions in a “hot spot” for
the preparation of 2D MOF nanosheets, successfully con-
structing extremely thin NiCo-BDC nanosheets.50 This method
also has a certain degree of versatility, providing a new synthetic
pathway for the formation of MOF nanosheets, such as Mn-
BDC, NiFe-BDC, and Zn(BDC)(H2O)n. Moreover, researchers
utilized the mechanical waves and cavitation effects produced
by ultrasound to assist in exfoliation, which not only signi-
cantly reduced synthesis time but also enabled the production
of MOF crystals much smaller than those made by traditional
methods. For instance, Vaitsis et al. synthesized an MOF-5
material using ultrasound-assisted methods, resulting in crys-
tals that were 60 times smaller than those prepared by tradi-
tional methods, and the duration for synthesis has been
shortened from 24 hours to just 30 minutes (Fig. 2h).42 Ultra-
sonic waves can also be combined with other methods, such as
ball milling, to further optimize the synthesis of MOFs. Zhao
et al.51 successfully prepared nickel-based MOFs by combining
ultrasonic waves with ball milling. The ultrasonic waves
promoted the formation of Ni-MOFs and reduced aggregation,
whereas ball milling inhibited grain growth and rened the
crystal particles. Yang and colleagues combined dual solvent
ultrasonic treatment with wet ball milling to derive Zn2(bim)4
© 2025 The Author(s). Published by the Royal Society of Chemistry
nanosheets from bulk precursors.44 The wet ball milling
method enabled the inltration of methanol molecules between
the layers of bulk MOFs, thereby weakening the interlayer
interactions, Propanol solvent was subsequently employed to
stabilize the exfoliated Zn2(bim)4 nanosheets.
Micromechanical exfoliation

This technology utilizes mechanical force to overcome the
intermolecular interactions between layered materials, thereby
achieving exfoliation.43,52 It typically produces 2D MOF nano-
sheets characterized by micrometer-scale lateral dimensions
and extremely thin thicknesses. The micro-mechanical exfolia-
tion technique is mainly divided into tape technology and
freeze-thaw technology. Tape technology was rst developed for
the exfoliation of graphene and has since been extended to
various ultrathin 2D materials. Coronado et al. rst trium-
phantly synthesized a layered structure of Fe(bimCl)2 (HbimCl
= 5-chloro-functionalized benzimidazole), and then used
plastic tape to exfoliate the bulk MOFs to produce Fe(bimCl)2
nanosheets (Fig. 3a).53 Similarly, a new micro-mechanical
exfoliation approach known as the freeze-thaw technique was
introduced by Zhao's group. During this procedure, bulk MOF
crystals are initially scattered in hexane, subsequently frozen in
liquid nitrogen and nally thawed in a hot water bath (Fig. 3b).
The volume changes during the freeze–thaw cycles generate
shear forces, allowing the formation of MOF nanosheets.54 The
prepared MOF nanosheets display consistent, substantial
lateral dimensions of approximately 10 mm, and a thickness of
4 nm (Fig. 3c and d). Owing to the delicate nature of the initial
crystals, the micro-mechanical exfoliation method can only
produce a few types of MOF nanosheets, but this method shows
Chem. Sci., 2025, 16, 6583–6597 | 6587

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5sc01390a


Chemical Science Review

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

4 
 2

02
5.

 D
ow

nl
oa

de
d 

on
 2

02
5/

10
/1

7 
4:

58
:3

7.
 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
signicant potential for the production of 2D MOFs that feature
pristine surfaces, expansive lateral dimensions, and superior
crystallinity.57
Chemical reduction method

Chemical exfoliation is a process that separates the layers of
layered materials through chemical reactions, which can be
employed to fabricate MOF nanosheets with specic functions
and structures. These 2D MOF nanosheets possess unique prop-
erties due to their adjustable pore sizes and high surface area,
making them potentially worthwhile for applications in the area
of electrocatalysis. Some research results indicate that solvent
intercalation can disrupt the interlayer interactions within MOFs,
thereby yielding 2D MOF nanosheets. For example, Zamora's
team reported the use of water molecules (H2O) to inltrate the
interlayer positions of the layered [Cu(mpym2S2)(m-Cl)]nSnH2O
(pym2S2 = dipyrimidine disulphide), weakening its interlayer
interactions and successfully preparing ultrathin MOF nano-
sheets.58 Zhou et al. rst expanded the interlayer spacing of
layered Zn2(PdTCPP) by using a chemically cleavable intercalant.55

Then, they selectively cleaved the disulde bonds in the inter-
calant using trimethylphosphine, thereby easily exfoliating ultra-
thin MOF nanosheets. This method, which combines
intercalation with chemical exfoliation, offers a wide range of
control, high yield ofMOF nanosheets, and an ultrathin thickness
of merely 1 nm. The researchers also controlled the thickness of
the exfoliated Zn2(PdTCPP) by regulating the quantity of trime-
thylphosphine and the duration of the reaction. Logelin et al.56

described an approach for the mechanical exfoliation of 2D Zn-
MOFs by selectively degrading the dianthraquinone (diAn)
ligands in three-dimensional (3D) Zn-MOFs through post-
synthetic modication. Firstly, macroscopic crystals that can be
mechanically exfoliated are synthesized by selectively reducing
the dimensionality of the diAn ligands in 3D Zn-MOFs. Subse-
quently, through postsynthetic annealing treatment, the diAn
ligands are capable of undergoing selective depolymerization,
thereby achieving dimensional reduction from 3D MOFs to 2D
MOFs. As-prepared 2D MOFs will subsequently be mechanically
delaminated into thinner sheets. The nanosheets obtained by this
method have a thickness of only 10 nm, with lateral dimensions
at the micrometer level (Fig. 3f). This method not only enhances
the crystallinity of the material, but also provides a possibility for
preparing large-sized 2D materials with specic interlayer
arrangements.

To sum up, top-down approaches have been recognized as
straightforward and dependable methods. Despite the devel-
opment of many mature and reliable technologies, there are
still obstacles hindering their further application. The top-down
approach is typically applicable only to layered MOF structures,
and layered structures are prone to being damaged during
exfoliation, resulting in low yield of the method, which limits its
application in large-scale production. Secondly, this method
typically requires a signicant amount of energy, which can
pose a challenge in energy-intensive industrial production, and
it remains difficult to achieve precise regulation of nanosheet
thickness through the modulation of external driving forces.
6588 | Chem. Sci., 2025, 16, 6583–6597
Thirdly, the 2D MOF nanosheets obtained by exfoliation have
issues with re-stacking or structural collapse. Consequently,
additional research and development are required to address
the challenges associated with the top-down approach.

Bottom-up methods

Bottom-up techniques involve the assembly of molecular
building blocks to create well-dened 2D structures. These
approaches enable meticulous regulation of the nal product's
structure, composition, and functionality. The bottom-up
techniques include interfacial synthesis, surfactant-assisted
methods, and so on. By selecting organic linker ligands and
metal sites, the characteristics of 2DMOFs can be customized to
suit the demands of efficient electrocatalytic applications. The
bottom-up method facilitates the production of high-quality,
uniform MOF nanosheets, and has potential scalability suit-
able for commercial applications.

Interfacial synthesis method

The interfacial preparation approach has risen to prominence
as a powerful technique for the growth of MOF nanosheets. This
strategy exploits the coordination bonds formed between
organic ligands and metal nodes at the boundary where two
different phases meet, thereby facilitating the controlled
formation of nanosheets.59,60 The liquid–liquid and gas–liquid
interfaces serve as two primary types utilized in this synthesis
approach, each offering unique advantages for the production
of ultrathin or even monolayer MOF nanosheets.19,61 The gas–
liquid interfacial synthesis approach is particularly effective for
generating ultrathin or monolayer MOF nanosheets. The
procedure commences by applying a minimal amount of
a volatile organic solvent, which contains a restricted concen-
tration of metal ions or organic ligands, onto the surface of
a liquid. Once the organic solvent has completely evaporated,
a gas–liquid interface is established. The evenly dispersed
organic ligands or metal ions on the liquid surface promote the
formation of ultrathin nanosheets at this interface. Kitagawa
et al. pioneered the use of the gas–liquid interfacial fabrication
approach to synthesize CoTCPP-pyridine-Cu, which has since
gained widespread attention for the formation of various MOF
nanosheets.17 For instance, Nishihara and colleagues reported
the preparation of ultra-thin Ni-BHT (BHT = benzenehexathiol)
nanosheets using this method.62 In their study, an ethyl acetate
solution with BHT ligands was carefully applied onto the
surface of an aqueous solution of Ni(OAc)2. Following the
evaporation of ethyl acetate, MOF nanosheets were formed at
the interface (Fig. 4d). These MOF nanosheets were then placed
on an aligned pyrolytic graphite (HOPG) substrate. The topo-
logical imaging displayed by scanning tunneling microscopy
(STM) demonstrates that the height of the prepared Ni-BHT
nanosheets was merely 0.6 nm, indicating the remarkable
thinness achievable through this method (Fig. 4e and f).

The liquid–liquid interfacial synthesis approach involves the
reaction betweenmetal ions and organic ligands at the interface
with two incompatible liquids. This approach has been used to
produce 2D MOFs with controlled thicknesses. For instance,
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 4 (a) Diagrammatic representation of the three-layer preparation
method. The figure depicts the spatial arrangement of the (i) BDC layer,
(ii) middle layer and (iii) Cu2+ layer. SEM images of (b) bulk-type Cu-
BDC MOF materials, and (c) Cu-BDC prepared by the three-layer
method. Inset: a single Cu-BDC sheet with a thickness of 25 nm.10 (d)
Schematic diagram of the formation of nanosheets at the gas–liquid
interface. (e) AFM image of MOF nanosheets deposited on HOPG,
along with the height obtained along the trajectory of the red line. (f)
AFM topographical image of a monolayer MOF nanosheet and the
height profile.62
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previously, Gascon and colleagues synthesized Cu-BDC nano-
sheets using a three-layer preparation method.10 As shown in
Fig. 4a, the synthesized medium was mainly composed of
acetonitrile and DMFmixtures with different proportions. Since
acetonitrile was less dense and DMF was denser, the vertical
alignment formed three liquid layers. High concentrations of
acetonitrile and DMF were dispersed at the top and bottom,
respectively, and the concentrations of acetonitrile and DMF in
the middle medium were equal. Since the metal ions (Cu2+)
were readily soluble in acetonitrile and the organic ligand
(H2BDC) was readily soluble in DMF, the top solution had
a high concentration of Cu2+, the bottom solution had a high
concentration of H2BDC, and the medial layer acted as a buffer
layer slowing the diffusion rate of ions and ligands, resulting in
the generation of thin square Cu-BDC nanosheets (Fig. 4b). The
thickness of the prepared square Cu-BDC ranged from 5 to
25 nm, while its lateral dimension was approximately 0.5 to 4
mm (Fig. 4b and c). Importantly, the interlayer effectively pre-
vented the overgrowth of Cu-BDC, and the formed nanosheets
could be precipitated from the medial interface naturally. So
this three-liquid layer synthesis method can effectively solve the
low yield of MOF nanosheets caused by the limitation of the
interfacial area. This technique offers a exible framework for
producing MOF nanosheets with adjustable properties, making
it a valuable asset in the advancement of materials for various
utilizations.
Surfactant-assisted method

In the preparation of nanomaterials, surfactants are frequently
employed to achieve desirable morphologies or structures, as
they can adhere to specic facets of nanocrystals selectively,
thereby limiting extension in particular directions. Zhang
et al.63 indicated that ultrathin MOF nanosheets can be
produced through a straightforward solvothermal process,
aided by polyvinylpyrrolidone (PVP). The PVP molecules
adhered to the Zn-TCPP surface selectively, thereby limiting the
growth in the vertical direction. This selective attachment
© 2025 The Author(s). Published by the Royal Society of Chemistry
resulted in anisotropic crystal growth, which ultimately led to
the creation of extremely thin Zn-TCPP sheets. Additionally,
PVP played a role in stabilizing the resulting nanosheets.
Conversely, in the absence of PVP, isotropic crystal growth
occurred, yielding bulk MOFs instead. A range of 2D MOFs,
including M-TCPP, M-TCPP(Fe) (where M represents Zn, Cu, Co
or Cd), Cu(HBTC)(H2O)3, and others, can be synthesized using
the PVP-assisted method. Cetyltrimethylammonium bromide
(CTAB), a commonly used surfactant, is also capable of being
utilized to create MOF nanosheets.64 Lately, Tsapatsis and
colleagues found that the reaction temperature has a substan-
tial inuence on the morphology of Zn(Bim)OAc when CTAB is
present.65 In Zn(Bim)OAc, the Zn-OAc-Zn bonds were oriented
along the c axis, whereas the Zn-Bim-Zn bonds were aligned
along the b axis. And the Zn(Bim)OAc nanosheets were
produced at 25 °C. This disparity in morphology was ascribed to
the varying reaction velocity between metal nodes and organic
linkers. The reaction between Zn2+ and Bim occurred more
rapidly than that between Zn2+ and OAc at 110 °C, which
promoted extension along the b-axis, resulting in the formation
of nanobelts. Conversely, at 25 °C, the rate of reaction between
Zn2+ and Bim decreased and became similar to that between
Zn2+ and OAc, leading to the formation of nanosheets. Notably,
recent studies have shown that nonlamellar Al-MOFs with
nanosheet structures can be synthesized using an approach
assisted by CTAB.

In addition to CTAB and PVP, other surfactants such as
sodium dodecyl sulfate and sodium lauryl sulfate have also
been documented in the production of 2D MOFs.66,67 Certain
small capping molecules, such as triuoroacetic acid, formic
acid and pyridine-oen termed as regulators, can likewise be
utilized in the synthesis of 2D MOFs. These small capping
molecules can competitively bind to metal nodes like surfac-
tants, thereby obstructing the extension of MOFs in certain
directions and enabling the growth of MOF nanosheets. Lin and
colleagues utilized formic acid as a regulator to fabricate a Hf-
based 2D MOF. The six coordination sites of the Hf6 cluster
were bound by formate, which inhibited growth in the vertical
direction.68 Meanwhile, the six unused coordination sites of the
Hf6 cluster within the identical plane were linked by benzene-
1,3,5-tribenzoate (BTB), forming a 2D structure. In essence,
small capping molecules and surfactants have demonstrated
signicant potential in the creation of 2D MOFs. Nevertheless,
they adhere to the resulting MOF nanosheets and inevitably
cover some active sites, which is detrimental to electrochemical
performance. Thus, from the standpoint of electrocatalytic
activity, it is ideal to produce MOF nanosheets with relatively
unblemished surfaces.

2D MOF nanosheets in electrocatalysis

In the preceding decades, substantial research has been
focused on creating highly active catalysts for the electro-
chemical reaction. Certain noble metals and their oxides can be
used as catalysts or traditional electrode materials. However,
they are plagued by issues such as shortage, expensiveness and
poor endurance. MOFs are regarded as extremely promising for
Chem. Sci., 2025, 16, 6583–6597 | 6589
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electrocatalysis, thanks to their structural tunability and high
specic surface area. Among them, the surface of the MOF
nanosheets can provide a multitude of active sites for the
adsorption and conversion of reaction intermediates, and the
unique framework structure provides a greater possibility for
the contact between active sites and reactants, which is bene-
cial to improve the electrocatalytic reaction. The structural
features of 2D MOFs overcome the problems of slow mass
transfer and charge transfer in traditional bulk MOFs in elec-
trocatalysis. Therefore, 2D MOFs have attracted considerable
interest from numerous academics in the domain of electro-
catalysis. Researchers have made a lot of important progress in
the controllable preparation and electrocatalytic utilization of
2DMOFs, proving the feasibility of 2D MOFs and their potential
application prospects.
Fig. 5 (a) The free-energy diagrams of Co2Ni-MOF-74, FeCo2NiMOF-
74 and FeCo2Ni-MOF-74. (b) Comparison of the Tafel slope and
overpotential of precious metal oxides and the MOF materials in this
work. (c) The stability measurements for FeCo2Ni-MOF-74.74 (d) The
difference charge density of catalysts. Yellow indicates a decrease in
electron density, while blue signifies an increase. (e) Tafel plots of
catalysts.75 (f–k) The electrochemical performance of the Ni-BDC@NiS
comparison sample.76
Oxygen evolution reaction

The oxygen evolution reaction (OER) is a vital process in electro-
chemical water dissociation technology. Yet, the kinetics of the
OER is slow and experiences high overpotential through multi
electron processes. Therefore, highly active electrocatalysts with
rapid electron transfer are crucial for minimizing overpotential in
the OER.69–71 Compared to precious metal catalysts (RuO2/IrO2)
with excellent catalytic activity but high cost, the advancement of
non-noble metal catalytic materials has become the mainstream
trend, and therefore 2D MOF nanosheet materials have gradually
become a potential stock for OER catalysts.72,73 Defect engineering
supplies a productivemeans for the formulation and optimization
of catalysts, and by rationally introducing andmodulating defects,
the performance of the catalysts can be signicantly enhanced.
Due to the high surface energy, ultrathin nanosheets are prone to
surface atom or ion migration, leading to the formation of
abundant defects. Researchers have utilized this characteristic to
develop a variety of ultrathin nanosheet structures for catalytic
reactions, such as the ultrathin 2D FeCoNi-MOF nanosheets
constructed with a thickness of only 1.5 nm.74 The abundant
oxygen vacancies formed can enhance the activation and
adsorption of active oxygen on the surface of catalytic materials
(Fig. 5a). Moreover, the oxygen vacancies were dynamically evolved
during the reaction process, which greatly improved the catalyst
lifespan, allowing stable catalysis for over 100 hours in alkaline
electrolyte (Fig. 5c). Additionally, the large surface free energy of
the ultrathin nanosheets caused them to exhibit a highly curved
state, which facilitated the reaction of more edge active sites, thus
demonstrating excellent catalytic performance. This resulted in
a reduced overpotential (254 mV) at 10 mA cm−2 (Fig. 5b).

Apart from defect engineering, surface modication can also
signicantly improve the electrocatalytic efficiency of 2D MOF
nanosheets. Song et al.75 grew NiFe-MOF nanosheets in situ on
carboxylated carbon quantum dots (CQDs-COOH), avoiding the
complex thermal decomposition at high temperatures and
effectively preserving the inherent structural diversity of the
material. CQDs-COOH expanded the interlayer spacing between
nanosheets during the synthesis of NiFe-MOF, and utilized the
electron-attracting ability of –COOH to modulate the electronic
conguration around the metal active sites, enhancing the
6590 | Chem. Sci., 2025, 16, 6583–6597
positive charge density, which enhanced the catalytic perfor-
mance in the OER (Fig. 5d). This NiFe-MOF@CQDs-COOH
composite catalyst exhibited a small Tafel slope and the over-
potential in 1 M potassium hydroxide (KOH) electrolyte was
261 mV. Its durability was demonstrated aer testing for a long
period of 48 hours (Fig. 5e).

Doping is also a method of surface modication, and in the
formulation of MOF-based electrocatalysts, it mainly involves
incorporating metals to conduct multi-site synergistic catalysis.
Moreover, the introduced metals can prociently modulate the
construction of the electronic conguration and defects on the
surface of catalytic materials.77,78 For instance, the single-metal
MOF materials have issues such as insufficient activity, high
overpotential, and limited reaction kinetics in OER applications
under acidic conditions. Liu et al.79 constructed 2D bimetallic
MOF nanosheets (Ni0.6Co0.4-MOF NSs), and both Co and Ni
participated in the construction process of the 2D MOF nano-
sheets. Moreover, compared to single-metal MOF materials, the
incorporation of Co in the construction of Ni0.6Co0.4-MOF NSs
altered the electronic milieu around the active centers on the
surface of Ni0.6Co0.4-MOF NSs. The migration of electrons
around Co and the accumulation of electron clouds around Ni
sites led to the reconstruction of some orbital electrons and
a decrease in binding energy. The synergistic interaction
between Co and Ni metal sites facilitates the excitation or
participation of electrons in electrochemical reaction processes,
enhancing the inherent activity of Ni0.6Co0.4-MOF NSs.

Incorporating conductive materials, like carbon black, to
construct composite catalysts further improves the OER
performance. Zhang et al.80 precisely replaced Ni2+ sites in Ni-
MOF with Fe, creating abundant oxygen vacancies and
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 6 (a) SEM image and (b) TEM image of Ni3(Ni3$HAHATN)2 nano-
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keeping the catalyst surface in a highly oxidized state (Ni3+/
Ni4+), which kept the Ni active sites in a favorable dynamic
conversion state. This promoted the electron migration process
and enhanced the durability of the catalyst. At the same time,
researchers constructed a composite catalyst with a hetero-
structure of Fe-doped Ni0.67Fe0.33-MOF and carbon ber paper
(CFP), which was applied to the OER and exhibited an ultrafast
electrochemical reaction rate (38 mV dec−1). Thus, the
construction of heterogeneous structures is also an efficient and
popular method for catalyst design. This method can compen-
sate for the drawbacks of the unstable structure and weak
conductivity in 2D MOF nanosheets. For example, the
composite catalyst (ZIF-9(III)/Co-LDH) designed and con-
structed by Chen et al.,81 which combines Co-LDH and 2D ZIF-9,
is similar to porous materials and possesses a large specic
surface area. This facilitates the enrichment of reactive
substances and exposes more active centers, signicantly
improving the active specic surface area of ZIF-9(III)/Co-LDH.
Specically, the heterogeneous interface between Co-LDH and
2D ZIF-9 not only expedited electron migration but also aided in
the activation and migration of reactive species. The electro-
chemical performance of this composite catalyst was not only
signicantly superior to that of its individual components but
also surpasses that of commercial precious metal oxide
catalysts.

Compared to a composite of two materials, the catalyst ob-
tained by in situ construction of the heterostructure is more
stable. He et al. conducted in situ partial suldation on
[Ni3(OH)2(1,4-BDC)2(H2O)4]$2H2O nanosheets, for preparing
the Ni-BDC@NiS composite layered catalyst.76 The construction
of this in situ heterostructure not only enhanced the structural
integrity, but the partial suldation of Ni sites also altered the
electron cloud density around them, which was benecial for
water adsorption and the enrichment of active substances
(Fig. 5f–k). The channels formed by the nanosheet arrays facil-
itated rapid mass transfer, and the high conductivity of NiS was
also one of the key reasons for enhancing the electrocatalytic
activity. Ni et al.82 combined defect engineering with the
construction of heterogeneous structures, preparing g-FeOOH/
Ni-MOFNA nanosheet array catalytic materials based on MOF
materials by introducing connector defects. The Ni/Fe dual
active sites constructed at the heterojunction interface had
efficient oxygen evolution capability, and the overpotential of
this catalyst at 10 mA cm−2 was signicantly reduced to below
200 mV. Liu et al.83 combined structural induction with
elemental doping to conceive and prepare a 2D Co-based MOF.
Researchers rst achieved the reassembly from 3D to 2D
structures through the replacement of organic ligands, and
then introduced Fe to improve the electronic architecture
around the Co centers, promoting the adsorption and evolution
of active oxygen species. These research efforts provide many
new references for the design of highly active MOF nanosheets.
sheets. (c) LSV plots of M23(M13$HAHATN)2 and (d) Tafel plots.89 (e) The
polarization curves of MoS2, Co-BDC and Co-BDC/MoS2 and so on. (f)
Tafel plots of catalysts.90 (g) Graphs showing the Hupd desorption peak
potentials derived from cyclic voltammetry (CV) plots, as well as the H*
adsorption energy predicted through density functional theory (DFT)
calculation. (h) Graph of CO stripping peak potentials.91
Hydrogen evolution reaction

With increasing concerns about fuel shortages and CO2 emis-
sions, hydrogen is considered an ideal substitute for fossil fuels
© 2025 The Author(s). Published by the Royal Society of Chemistry
as an energy carrier. Although precious metals like Pt currently
remain the most effective catalysts for the HER,84,85 in recent
years, 2D MOFs and their derivatives as a class of low-cost and
efficient HER electrocatalysts have attracted extensive attention
in the academic community, and a lot of important progress
have been made.86–88 Huang et al.89 presented that a bimetallic
site conductive MOF (M3(M3HAHATN)2) featuring an additional
M–N2 moiety was prepared by using hexaiminohexaaza-
trinaphthalene (HAHATN) as the conjugated ligand. The ob-
tained Ni3(Ni3$HAHATN)2 nanosheets consisted of a smooth,
silk-like layered structure, and the average thickness was 1.6 nm
(Fig. 6a and b). The crystal structure analysis of the Ni3(Ni3-
$HAHATN)2 nanosheets revealed that a regular hexagonal ring,
formed by six Ni3HAHATN units linked via Ni–N4 bonds,
constitutes a 2DMOF, which exhibited an enlarged mesoporous
structure (pore size of 2.7 nm). The large structure with enlarged
in-plane pores can facilitate mass diffusion for small molecules
within the framework, and the unsaturated metal atoms in the
M1–N2 moiety were the main active sites. The HER onset
potential of Ni3(Ni3HAHATN)2 was 12 mV, lower than that of
Ni3(HITP)2 (51 mV) (Fig. 6c and d). Zhu and colleagues90

synthesized the 2D Co-BDC/MoS2 nanosheets by the ultrasound
approach. The coupling of Co-BDC to MoS2 triggered a partial
phase transition from 2H-MoS2 to 1T-MoS2. On increasing the
electrical conductivity, more catalytically active sites were
exposed, thus enhancing the catalytic efficiency for the HER. 2D
Co-BDC/MoS2 required an overpotential of 155 mV to reach
a current density of 10 mA cm−2, which was less than that of
MoS2 (349 mV) and Co-BDC (529 mV) (Fig. 6e and f). Rui et al.92

synthesized 2D Ni-MOF@Pt by realizing in situ formation of Pt
nanoparticles on 2D Ni-MOF. The 2D Ni-MOF nanosheets were
uniformly decorated with Pt nanoparticles, which had an
average size of approximately 3.23 nm. The synthesized 2D Ni-
MOF@Pt demonstrated effective catalytic efficiency for the
HER in both acidic and alkaline electrolytes. In acid solution,
2D Ni-MOF@Pt showed a low overpotential (43 mV) and the
Tafel slope was 30 mV dec−1 at 10 mA cm−2. In alkaline elec-
trolyte, 2D Ni-MOF@Pt exhibited a desirable electrocatalytic
performance, achieving an overpotential of 102 mV. The
improvement of catalytic capability of 2D Ni-MOF@Pt can be
Chem. Sci., 2025, 16, 6583–6597 | 6591
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Fig. 7 (a) Electrochemical discharge–charge characteristics of D-ZIF-
ZABs at different current densities. (b) The voltage plots of the charge–
discharge cycles.93 (c) LSV curves at 1600 (rpm) for ORR performance.
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primarily ascribed to the following points: (1) the abundant Pt–
O bonds enhanced the activity of the Pt active center; (2) the
rearrangement of the charge density led to the improved
conductivity of the interface; (3) the Ni-compressive strain
induced by the strong interfacial interactions in Ni-MOF@Pt
heterostructures. Guo et al.91 prepared Pt-NC/Ni-MOF by soni-
cating commercial Pt on carbon black (Pt-NC) with Ni-MOF
nanosheets synthesized by combining nickel salts with benze-
nedicarboxylic acid ligands in an aqueous solution. At an
overpotential of 50 mV, the catalyst achieved a current density
of 21.7 mA cm−2 for the HER. This value was twice that of Pt-NC
and 1.6 times higher than that of Pt-NC/Ni(OH)2. The mass
activity of Pt-NC/Ni-MOF reached 7.92 mA mgPt

−1 at an over-
potential of 70 mV, which was 1.96 and 2.53 times higher than
that for Pt-NC/Ni(OH)2 and Pt-NC, respectively(Fig. 6g and h).
(d) LSV plots obtained in 1 M KOH for OER performance. (e) Sche-
matic diagram of the growth-pyrolysis-regrowth process on a Ni foam
substrate. (f) The XPS spectra of Ni 2p. (g) The polarization curves of R-
NCM before and after cycling for the ORR.95 The ORR performance of
Ni MOF NSs. (h) Polarization plots and simultaneous H2O2 detection
currents. (i) H2O2 selectivity determined through RRDE experiments. (j)
The quantity of electrons transferred and the corresponding FE.96
Oxygen reduction reaction

The oxygen reduction reaction (ORR) occurs at the cathode of
the fuel cell, where oxygen is reduced to form water molecules,
and MOFs provide a framework with a large surface area and
metal centers. The extensive surface area facilitates easy avail-
ability for O2 molecules, while the metal sites form the foun-
dation for catalytic reactions. Introducing defects, increasing
edge active centers, and promoting electron transfer are
common strategies to enhance the performance of electro-
catalysts, especially for MOF-based catalysts with poor
conductivity. Therefore, defect engineering is also very common
in the design of ORR catalysts. Yang et al.93 created defects by
removing some imidazole linkers and developed Co/Zn-ZIF
nanosheet arrays with high ORR activity. The difference
between the OER and ORR lies in the amount of electron
transfer (Fig. 7a and b), and how to balance the adsorption
energy of active oxygen species to achieve efficient OER and
ORR catalysis is a key issue in catalyst design. The construction
of dual active sites provides a possible solution to this. Cheng
et al.94 synthesized bimetallic NiMn-MOF on porous carbon
bers using the solvothermal method and organic ligand-
induced exchange method. Ni served as the main active
center, and the coordination defects caused by the addition of
Mn created abundant free electrons, which were conducive to
the generation of critical reaction intermediates *O and *OOH.
The combined action of Ni and Mn signicantly accelerated the
reaction kinetics of the OER and ORR (Fig. 7c and d).

Nowadays, MOF-based composite derivatives have shown
excellent performance in the ORR, but the design of such
catalysts still requires precise control over pyrolysis conditions
to optimize the structure and composition, thereby achieving
efficient electrocatalytic performance and stability. As an
example, Huang et al.95 designed a 2D MOF nanosheet coupled
array (R-NCM) through a growth-heat treatment-regrowth
strategy (Fig. 7e). In R-NCM, some metal Ni and Co nodes
were reduced to metal atoms (Fig. 7f), and there were phases of
metal Ni, Co, and C present, which can help to promote charge
transfer. At the same time, this MOF composite nanoarray was
binder-free, structurally stable, and has a high electrochemi-
cally active surface area (Fig. 7g). The conductivity of catalysts
6592 | Chem. Sci., 2025, 16, 6583–6597
can be enhanced by carbonizing MOF materials, but the struc-
tural design and construction of MOF materials before
carbonization are key to MOF-based carbonized derivatives. Liu
et al.97 rst limited the size of Co nanoparticles loaded by
stripping Zn-MOF nanosheets. Subsequently, Co nanoparticle
decorated ultrathin N-doped C nanosheets (Co@N-CNSs) were
prepared by pyrolysis, and the half-wave potential in the ORR
reached 0.89 mV. In addition, Wang et al.96 utilized a liquid–
liquid interface synthesis method to fabricate 2D Ni-MOF
nanosheets by an adjusting the ratio of metal precursors to
organic connectors (RM/L) to modulate the active sites. The
Ni-MOF nanosheets with a high RM/L demonstrated an obvious
dependence on the 2e ORR to hydrogen peroxide (H2O2). The
Ni-MOF nanosheets demonstrated the best near-zero over-
potential at an RM/L of 6, with anH2O2 selectivity of approximately
98% and a yield of approximately 80 mmol gcat

−1 h−1 (Fig. 7h–j).
The ligands surrounding the active site transitioned from

saturated to unsaturated and partially unsaturated metal
centers were crucial for forming the ideal site to boost electro-
catalysis. Wang et al.98 demonstrated a dual-site coupling
evolution in the pyrolytic synthesis of MOF-derived catalysts,
that is, the synergistic effect of metal sites and single-atom
metal sites. These catalysts with monoatomic metal sites
showed no decrease in activity in the ORR aer complete
removal of the metallic cobalt sites.
CO2 reduction reaction

Transforming CO2 into invaluable chemicals and fuels repre-
sents a practical approach for addressing the challenges of
energy scarcity and climate change.99–102 Nevertheless, the direct
transformation of CO2 necessitates substantial energy expen-
diture, attributed to its considerable chemical stability. One
prospective method for CO2 conversion is through its
© 2025 The Author(s). Published by the Royal Society of Chemistry
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electrocatalytic reduction. Electrocatalysts for the CO2RR have
gradually become a research hotspot. Among them, 2D MOF
nanosheets have gradually entered the eld of researchers'
vision.103 Tian et al. explored the application of 2D p-conjugated
metal bis(dithiolene) nanosheets as promising electrocatalysts
for the CO2RR.104 Researchers utilized DFT calculations to
predict the CO2RR catalytic activity of different metals in
M3C12S12 (M = Co, Fe, Ni, Rh, Ru and Pd) structures (Fig. 8a).
Experimental results consistent with theoretical calculations
indicate that Ru and Rh, as metal centers, exhibit low free
energy barriers, making them potential CO2RR electrocatalysts.
Furthermore, researchers have claried the reaction pathway
for CH4 production, where the generation of *CHO serves as the
rate-limiting step (Fig. 8b). Therefore, the selection and regu-
lation of the metal center are key to achieving efficient catalysis.

Although MOF materials have become a promising material
for CO2RR electrodes on account of their large CO2 adsorption
capacity and abundant adjustable active sites, their insulation
oen leads to low current density. Thus, Zhang et al.105 intro-
duced a 2D MOF nanosheet material based on nickel phthalo-
cyanine (NiPc-Ni(NH)4), which achieves high electrical
conductivity through the convergence between Ni nodes and
NiPc groups to form d–p conjugated orbitals, demonstrating
excellent catalytic performance in the CO2RR. The main active
center of NiPc-Ni(NH)4 is the NiPc group, and the primary
outputs are CO and H2 within a xed voltage range, reaching the
highest faradaic efficiency (FE) of CO (96.4%) at a potential of
−0.7 V (vs. RHE) (Fig. 8c and d). According to theoretical
calculation results, the NiPc group is more favorable for the
generation of *COOH, so the HER is not severe at lower
potentials. Yi and colleagues synthesized conductive 2D
Fig. 8 (a) The free energy required for the generation of HCOO* and
COOH* on a monolayer M3C12S12 sheet. The red dashed line indicates
that the threshold for determining catalytic activity is set at DG <
0.74 eV. (b) The free energy of the CO2RR on Rh3C12S12.104 (c) The FECO
from −0.7 to−1.1 V. (d) The stability assessment of NiPc-Ni(NH)4.105 (e)
Top and side views of a catalyst arranged in a 2 × 2 square grid with an
AA-stacking configuration, and LSV curves of the catalysts. (f) The FECO
of NiPc-NiO4 and NiPc-OH.106 (g) Free energy diagram for the CO2RR
on Bi2O2CO3. (h) FEformate of Bi-BTC, Bipph3, and [Bi(mela)(H2O)NO3]n.
(i) Distribution of electrolytic products from the Bi-BTC electrocatalyst
and their corresponding FE at various potentials.107

© 2025 The Author(s). Published by the Royal Society of Chemistry
phthalocyanine-based MOF nanosheets (NiPc-NiO4) inter-
connected by nickel-catecholate bonds. These nanosheets serve
as high-performance catalysts for the CO2RR to CO. The
synthesized 2D NiPc-NiO4 possesses outstanding electrical
conductivity. They achieve a remarkable selectivity of 98.4% for
CO, along with a notable partial current density of 34.5 mA
cm−2 (Fig. 8e and f), surpassing the activity of previously re-
ported MOF catalysts.106 The Bi-MOF designed by Huang et al.107

was reconstructed into ultra-thin Bi2O2CO3 nanosheets during
the electrolysis process. The recongured Bi2O2CO3 nanosheets
reveal a crystalline surface structure that lowers the activation
energy threshold for the electrochemical CO2RR intermediate
*OCHO and stabilizes *OCHO (Fig. 8g). In consequence, this
structure is more advantageous for enhancing the selectivity of
the electrochemical CO2RR towards formate formation. As
shown in Fig. 8h and i, the FE for formate can reach 96% with
a CO2RR current density of 25 mA cm−2 when the voltage was
set at −0.9 V (vs. RHE). Bi-BTC also demonstrates excellent
electrochemical stability, maintaining FEformate and current
density for 24 hours with virtually no decline.
Other electrocatalytic reactions

The electrocatalytic glycerol oxidation reaction (GOR) is
emerging as a cost-effective and promising technological alter-
native to the OER for the co-production of valuable chemicals
and H2. Optimizing the interaction between glycerol (GLY) and
hydroxyl (OH) groups is essential for improving the efficiency of
the GOR. Zhao et al. developed a hierarchical p–n hetero-
junction structure by combining Co-MOF nanosheets with CuO
nanorod arrays, creating a (CuO@Co-MOF) composite to
enhance the performance of the GOR (Fig. 9a).108 In particular,
the CuO@Co-MOF electrode demonstrated remarkable perfor-
mance, achieving a conversion efficiency of 98.4%, a selectivity
for formic acid (FA) of 87.3%, and a FE of 98.9% (Fig. 9b and c).
When utilized in a ow-cell system for coupling the GOR with
the HER, the bifunctional CuO@Co-MOF electrode exhibited
enhanced energy conversion efficiency. The introduction of Co-
MOF not only caused a redistribution of the surface electric eld
and enhanced OH adsorption, but also regulated the excessive
GLY adsorption of CuO, thereby reducing the reaction energy
barrier for FA desorption. Meanwhile, the architecture is
capable of enhancing the concentration of hydroxide ions
(OH−) and facilitating their mass transfer within the solution.

The electrocatalytic nitrate reduction reaction (NO3
−RR) is

an important route for sustainable NH3 synthesis and envi-
ronmental remediation. Zou et al.109 fabricated a MOF-on-MOF
heterostructured electrocatalyst with interfacial dual active sites
and a built-in electric eld for efficient NO3

−RR for NH3

production. By growing Co-HHTP nanorods on Ni-BDC nano-
sheets, the generation of Ni–O–Co bonds at the interface of the
MOF-on-MOF heterostructure led to dual active sites for
NO3

−RR. The Ni sites facilitated the activation and surface
binding of NO3

−, while the Co centers boosted H2O decompo-
sition to supply active hydrogen (Hads) for the hydrogenation of
N-containing intermediates on adjacent Ni sites, cooperatively
reducing the energy barriers of the NO3

−RR process. Together
Chem. Sci., 2025, 16, 6583–6597 | 6593
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Fig. 9 (a) SEM image of CuO@Co-MOF. (b) Yield for FA production. (c)
The FE for FA production at 1.43 V on different catalysts.108 (d) The
FENH3

and NH3 yield rate of Ni-BDC@Co-HHTP at different voltages.
(e) The FENH3

and NH3 yield rate of different catalysts.109 (f) The LSV
curves of catalysts.110
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with the accelerated electron transfer enabled by the built-in
electric eld, a remarkable NO3

−RR performance was ach-
ieved with an NH3 yield rate of 11.5 mg h−1 cm−2 and a FE of
98.4% (Fig. 9d and e), outperforming most reported MOF-based
electrocatalysts. The activity of Ni-based catalysts in the UOR
was signicantly inuenced by the availability of Ni centers
exposed in the course of the electrochemical reaction.111 The
rapid charge transfer properties and high concentration of Ni
centers on the surface of nanosheets were benecial to improve
the UOR performance of Ni-based MOF.112,113 Jiang and
colleagues110 prepared Ni-DMAP-2/NF on nickel foam by a one-
step solvothermal method, employing Ni(NO3)2 and 4-dime-
thylaminopyridine (DMAP) as metal precursors and organic
linkers, respectively. Ni-DMAP-2 exhibited a characteristic
structure of interconnected nanosheets with lateral dimensions
spanning several hundred nanometers, and the thickness of Ni-
DMAP-2 was about 3.7–3.9 nm. As shown in Fig. 9f, the over-
potential of Ni-DMAP-2 was 1.45 V (vs. RHE) at a current density
of 100 mA cm−2. Wang and his group114 fabricated 2D Ni2P@Ni-
MOF/NF by embedding Ni2P nanocrystals into Ni(BDC)(DMF)
via a direct phosphating process. To reach a current density of
100 mA cm−2 for the UOR, a voltage of 1.41 V was required.
Among the various catalysts tested, Ni2P@Ni-MOF/NF demon-
strated the smallest Tafel slope, amounting to 43.8 mV dec−1.
This value was lower than those of Ni2P@NiC/NF, NiC/NF and
Ni-MOF/NF, indicating superior electrocatalytic kinetics.
Conclusions and perspectives

This review systematically summarizes the preparation strate-
gies for 2D MOF nanosheets, as well as the regulation of their
activity and application. The main synthesis methods of MOF
nanosheets include bottom-up and top-down approaches. We
mainly introduce some synthesis methods such as physical
exfoliation and chemical exfoliation, and discuss their princi-
ples and effects. In addition, we summarized the employment
of 2D MOFs in electrocatalysis in the last few years. Obviously,
2D MOFs have great development potential due to their unique
structural advantages, but the current research studies still have
6594 | Chem. Sci., 2025, 16, 6583–6597
certain shortcomings and scientic challenges that need to be
addressed.

Current challenges in 2D MOF nanosheet research

Synthesis and scalability. The synthesis of high-quality 2D
MOF nanosheets oen involves complex procedures and harsh
conditions, limiting their large-scale production. Developing
scalable and cost-effective synthesis methods is a major
challenge.

Stability under electrochemical conditions. Many 2D MOFs
suffer from poor stability in electrochemical environments,
leading to degradation and loss of catalytic activity. Enhancing
the stability of 2D MOF nanosheets under prolonged electro-
catalytic operation is crucial for practical applications.

Integration with electrode materials. Effective integration of
2D MOF nanosheets with electrode materials remains a chal-
lenge. Poor contact between the nanosheets and the electrode
substrate can hinder electron transfer and reduce overall
performance.

Opportunities for future research

Innovative synthesis strategies. It is very desirable to develop
a simple, cost-effective and high-yield operation approach to
synthesize 2D MOF nanosheets, such as green chemistry
approaches or template-free synthesis, which can lead to the
development of high-performance 2D MOF nanosheets with
improved properties. Aer all, each synthetic approach has its
own disadvantages and limitations. Especially for some newly
developed 2DMOF structures, the synthesis methods are mostly
tedious. It is one of the breakthrough points to design more
suitable organic ligands and structure-oriented agents. More-
over, the development of synthesis methods suitable for the
same series of 2D MOF nanosheet structures also remains a key
research focus.

Hybrid materials and composites. Combining 2D MOF
nanosheets with other materials, such as conductive polymers
or carbon-based materials, can enhance their stability and
conductivity, thereby expanding their applications in electro-
catalysis. Meanwhile, the MOF nanosheets have great potential
in the domain of catalytic chemistry on account of their large
active specic surface area. Nevertheless, the regulation of
surface-active sites (e.g., acid sites and electronic properties) has
not been sufficiently studied, and the electroconductibility of
2D MOFs cannot fulll the requirements.

Advanced characterization techniques. In the current
research, the characterization of the surface structure of 2D
MOFs is not enough. The theoretical calculation and in situ
characterization can be used to study the adsorption or reaction
conversion pathway on 2D MOFs. Utilizing advanced charac-
terization techniques, such as in situ spectroscopy and high-
resolution microscopy, can provide deeper insights into the
structure–property relationships of 2D MOFs, guiding their
rational design and optimization.

All in all, there is still a lot of work to explore MOF nano-
sheets. Although the construction of ultra-thin 2D MOF nano-
sheets has not been reported a lot at present, it is believed that
© 2025 The Author(s). Published by the Royal Society of Chemistry
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in the future, 2DMOFs with atomic thickness will be developed,
which will provide a great quantity of low-coordination surface
atoms as catalytic activity centers, and the atomic-level thick-
ness can achieve rapid reaction intermediate transfer and
transport. These characteristics will enable further break-
throughs in the employment of MOF nanosheets in catalysis,
ultra-sensitive sensing, biomedicine, and other elds.
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