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Introduction

Plasmonic heating by indium tin oxide
nanoparticles: spectrally enabling decoupled
near-infrared theranostics+

Nicol Caetano-Zeballos,>® Leyre Aldaz-Caballero,®< Jesus Giraldez-Martinez,
Lucas V. Besteiro, (2 ¢ Marta Quintanilla, &2 f Riccardo Marin {2 *3¢9 and
Antonio Benayas () *P<

All-optical theranostic systems are sought after in nanomedicine, since they combine in a single platform
therapeutic and diagnostic capabilities. Commonly in these systems the therapeutic and diagnostic/
imaging functions are accomplished with plasmonic photothermal agents and luminescent nanoparticles
(NPs), respectively. For maximized performance and minimized side effects, these two modalities should
be independently activated, i.e., in a decoupled way, using distinct near infrared (NIR) wavelengths: a radi-
ation window wherein photon-tissue interaction is reduced. Yet, to date, a fully decoupled NIR theranos-
tics system is not available. Finding plasmonic NPs working in that range and without spectral overlap with
the absorption and emission of state-of-the-art NIR luminescent NPs requires the development of new
materials specifically designed for this purpose. To address this limitation, we herein present water-disper-
sible indium tin oxide (ITO) NPs whose surface plasmon resonance was tuned for exclusive operation in
the third biological window (NIR-Ill, 1500-1800 nm). That leaves available the first and second biological
windows, in which diagnostic tools are typically working. Both the microwave-assisted synthesis and the
water-transfer protocol were optimized to obtain NPs with maximum light-to-heat conversion capabili-
ties, owing to their small size and reduced aggregation in aqueous media. Proof-of-concept experiments
showed that the lack of overlap between the absorption of ITO NPs and the absorption/emission of
model near infrared luminescent species (the widely used Nd**-doped NPs) is an asset when devising an
all-optical theranostics platform. The obtained results set the stage for the development of a new gene-
ration of high-performance, all-optical theranostic systems with minimized side effects.

translation.™” For instance, photoacoustic imaging (PAI) relies
on the periodic heat generated upon pulsed optical excitation

Within the biomedical context, light-to-heat conversion is a
physical process used for imaging, diagnosis, and therapy pur-
poses, having reached in some cases the stage of clinical
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to create acoustic waves via the thermoelastic effect."”” On the
other hand, photothermal therapy (PTT) can either directly
eradicate malignancies (e.g. tumors) or be an adjuvant factor
in the context of other therapies, following a controlled local
temperature increase.® Irrespective of the specific application,
light-to-heat conversion is frequently performed by nano-
particles (NPs) able to absorb the excitation photons from
light sources and convert locally their optical energy into
heat.* Plasmonic NPs, which can efficiently release heat upon
optical excitation resonant with their surface plasmon,’ are
arguably prime candidates for application requiring light-to-
heat conversion. This is because of their high molar extinction
coefficient alongside their spectral tunability, granted by com-
positional and geometry tuning.’

One advanced application of plasmonic NPs is their combi-
nation with luminescent NPs to obtain a theranostics
nanoplatform.®® Therein, the plasmonic moiety translates the
absorbed optical energy into heat acting as photothermal

Nanoscale, 2025, 17, 4455-4464 | 4455


http://rsc.li/nanoscale
http://orcid.org/0000-0001-7356-7719
http://orcid.org/0000-0001-8784-3358
http://orcid.org/0000-0003-3270-892X
http://orcid.org/0000-0001-8741-0894
https://doi.org/10.1039/d4nr04212c
https://doi.org/10.1039/d4nr04212c
https://doi.org/10.1039/d4nr04212c
http://crossmark.crossref.org/dialog/?doi=10.1039/d4nr04212c&domain=pdf&date_stamp=2025-02-15
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4nr04212c
https://pubs.rsc.org/en/journals/journal/NR
https://pubs.rsc.org/en/journals/journal/NR?issueid=NR017008

Open Access Article. Published on 21 2025. Downloaded on 2025/11/4 13:00:02.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Paper

agent (therapeutic modality),’ while the luminescent counter-
part can act as the imaging and/or thermal sensing reporter
(detection or diagnostic modality).'® Recent studies’*™® high-
lighted how a theranostic platform is more effective and
results in reduced side effects when its functionalities are
decoupled. In an all-optical system, this means that the diag-
nostic and therapeutic capabilities can be summoned on
demand and orthogonally, using excitation photons of
different energy (Fig. 1).

Luminescent NPs regarded as state-of-the-art in biomedical
applications are typically excited in the first (NIR-,
750-950 nm') and emit in the second (NIR-I,
1000-1350 nm">*®) biological windows, respectively. In the frame
of decoupled theranostics, this leaves the third biological window
(NIR-III, 1500-1800 nm"'®'”) available for photothermal therapy.
Nonetheless, currently available plasmonic NPs whose plasmon
resonance extends to NIR-III display non-negligible photon
extinctions also in NIR-I and NIR-II (e.g., gold nanoshells'®* and
CuS NPs*>?!), feature extreme geometries making difficult the
interaction with living cells (e.g., high aspectratio gold nano-
rods®?), or contains toxic elements (e.g., CdO-based NPs***%),

In this work we showcase how plasmonic Sn**-doped In,0;
(ITO) NPs represent the ideal candidate in all-optical
decoupled theranostics, owing to a localized surface plasmon
resonance almost exclusively located within NIR-III
(>1500 nm), along with high heat conversion efficiency (HCE).
Specifically, we optimized a microwave-assisted synthesis
approach, tailored their surface chemistry to make them water
dispersible, and showcased their complementarity with Nd*'-
doped luminescent NPs for decoupled theranostics.

Results and discussion
Synthesis optimization

The synthesis we implemented was taken from a procedure
reported by Kanehara et al. and adapted for being carried out
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Fig. 1 Scheme of the aim of this study: filling the void in terms of plas-
monic nanoparticles capable of absorbing NIR-IIl radiation while mini-
mally interfering from an optical standpoint with the NIR-1 and NIR-II
luminescent nanoparticles. Brown color bars display spectral emission
ranges, while blue ones display spectral absorption ranges.

4456 | Nanoscale, 2025, 17, 4455-4464

View Article Online

Nanoscale

in a microwave reactor. Our approach also differs from the one
originally reported in such ref. 25 in that benzoic acid (BA) was
tested as organic ligand alongside octanoic acid (OcA).*®> For
the optimization of the synthesis protocol, we explored the
effect of different amounts of Sn** (5, 10, 15 and 20%) and the
type of organic acid used as ligand (BA vs. OcA) on the struc-
ture, morphology, and properties of the ITO NPs.

First, we observed that changes in the amount of Sn*" intro-
duced in the reaction environment between 5 and 20% led
only to a minor shift in the energy of the localized surface
plasmon resonance (Fig. S6t). This minimal dependence of
the optical properties on the Sn*" amount seems at odds with
previous reports on this material.*>*® In principle, one could
ascribe this effect to partial Sn** incorporation in the crystal-
line lattice, with a doping concentration roughly constant
despite the Sn** feeding ratio (ie., nominal amount) as
suggested by an invariant peak position in the X-ray diffrac-
tion (XRD) patterns of ITO NPs doped with different
sn*" amounts (Fig. S41). However, the fact that there is no
peak shift in the XRD patterns does not constitute per se a
proof of such partial dopant incorporation. Indeed, prior
studies have shown that interstitial oxygen, incorporated in
the coordination sphere of Sn** for charge compensation, can
act against the repulsive forces between atoms and affects the
local charge distribution.”” The concentration of interstitial
oxygen increases with Sn*" concentration, and so does the
mentioned effect. That trend reaches such an extent that,
above 7%, the lattice constant does not change sizably, and
thus XRD peaks are not expected to shift with increasing Sn**
incorporation.>’”?° Thus, to quantitatively test the hypothesis
of partial dopant incorporation in the material, total reflection
X-ray fluorescence (TXRF) measurements were conducted on
the two series of samples, showing an incorporation efficiency
between 70 and 80% (Fig. S51), in accordance with previous
reports.”> Hence, Sn*" incorporation is partial, yet it scales
with the nominal amount of Sn*" introduced in the reaction
environment. Given the above - and considering how incorpor-
ation of additional Sn** amounts beyond 7% has a limited
impact on the material’s conductivity’”” and optical pro-
perties>® - we conclude that parameters other than the
amount of doped Sn** control the optical properties of our ITO
NPs (i.e., aggregation state and depletion layer).

More pronounced effects were observed in the morphology,
size, and optical properties upon changing the organic acid
used as ligand (BA vs. OcA), while keeping a 10% Sn** doping
(Fig. 2). Transmission electron microscopy (TEM) images show
the formation of small (7 + 1 nm), irregular NPs when BA is
employed, while larger (19 + 3 nm), flower-like structures are
obtained with OcA (Fig. 2a and b). This difference in size and
morphology can be understood in light of the stability of the
acid-metal complexes formed in situ during the synthesis.
Thermogravimetric analysis performed on the two In** com-
plexes (whose nature was assessed via Fourier transform infra-
red spectroscopy, Fig. S1f) indicates a higher decomposition
temperature of indium benzoate compared to the octanoate
(Fig. 2c). The higher stability of In**-benzoate suggests that BA

This journal is © The Royal Society of Chemistry 2025
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Fig. 2 Effect of the type of organic acid. (a) Representative TEM images
of ITO NPs dispersed in hexane synthesized using BA (left) or OcA
(right). (b) Size distribution of ITO NPs obtained from the analysis of 200
NPs. (c) Thermograms of the two indium precursors (In(BA)s and In
(OcA)3). (d) Hydrodynamic size of the ITO NPs dispersed in hexane. PDI
(polydispersity index) values of 0.12 (BA) and 0.11 (OcA) were found,
respectively. (e) Normalized UV-Vis extinction spectra — quantitatively
measuring optical density — of ITO NPs in tetrachloroethylene.

can bind more strongly than OcA to the ITO NPs surface and
hence yield a slower, more controlled growth of the NPs. The
lower stability of the octanoate results instead in a faster, less
controlled material growth, possibly with a greater overlap
between the nucleation and growth regimes.* In addition, the
lower steric hindrance offered by BA compared to OcA is
expected to ensure a denser surface coverage during the
growth process. As a result, the surface is less accessible to
monomers diffusing in solution, limiting the NP growth.
These effects combined are considered responsible for the
difference in size and morphology observed in ITO-BA and
ITO-OcA NPs.

The strong interaction between the aromatic rings®' of BA
is likely also responsible for the partial aggregation of ITO NPs
as evinced from the hydrodynamic size (40 nm) extracted from
dynamic light scattering (DLS) measurements, which is sizably
larger than the size measured from TEM images (7 nm)
(Fig. 2d). The position of the localized surface plasmon reso-
nance (LSPR) peak shows a slight dependence on these fea-
tures, with the larger nanoflowers showing a more red-shifted
maximum compared to the individual, smaller NPs (Fig. 2e).
This observation agrees with the results presented by Yang
et al.*® and follows from the complex nature of the plasmonic
resonance in ITO NPs. Milliron and co-workers®*** have exten-
sively shown that the nanoparticle size and extension of the
surface depletion layer synergistically contribute to determin-
ing the magnitude of the active core responsible for the plas-
monic effect in ITO NPs. An interpretation of these features,
supported by theoretical modelling, is provided further below.

Upon studying the ITO NPs prepared with the two acids, we
selected the ones obtained using BA to carry out further tests.
This is because their reduced size represents an advantage in
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terms of (i) increased photon absorption vs. scattering — hence
making for more efficient light-to-heat converters - (ii)
reduced scattering at lower wavelengths, which is favourable
for the targeted decoupled theranostics, and (iii) suitability for
the preparation of hybrid structures, such as core-satellite ones
often encountered with plasmonic NPs. Moreover, these ITO
NPs synthesised with BA feature their absorption maximum
within the region of interest (NIR-III) - see ESI (Fig. S67).

After the synthesis, the ITO NPs were dispersed in organic
solvents like hexane, toluene, or tetrachloroethylene and
stored with a slight excess of OA to improve their colloidal
stability. Indeed, sometimes, after the washing steps the dis-
persion appears turbid owing to partial NP aggregation. This is
evidenced by an uptick of the extinction spectrum at short
wavelengths (Fig. 2e) - arising from increased photon scatter-
ing — and more directly from a hydrodynamic size sizably
larger than the one observed in TEM micrographs (Fig. 2d).

Transfer to water

Having in mind the use of ITO NPs in biological environments
(i.e., aqueous media), we therefore moved to modify their
surface to make them water-dispersible while retaining col-
loidal stability. The method employed for the transfer to water
was adapted from a previous report,® whereby NOBF, is
employed to strip the hydrophobic ligands from the NP’s
surface, followed by adsorption of a hydrophilic molecule - in
our case, citrate anions (Fig. 3a). An advantage of this method
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Fig. 3 Transfer to water of ITO NPs synthesized in the presence of BA.
(@) Scheme of the steps followed to transfer the synthesized hydro-
phobic ITO NPs to water. (b) TEM images of ITO NPs in hexane (left) and
water (right). (c) Size distribution of ITO NPs in hexane (top) and water
(bottom) obtained from the analysis of 300 NPs. (d) Hydrodynamic size
of the ITO NPs in hexane and water with PDI (polydispersity index) of
0.12 in both cases. (e) Normalized extinction spectra -quantitatively
measuring optical density — of ITO NPs before (in hexane, blue line) and
after (in water, brown line) water transfer. Optical density values
between 1830 and 2100 nm have been not included in the blue line plot
as the water absorption in this range introduces strong perturbance.
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resides in the fact that larger aggregates (or soft agglomer-
ates)®® are broken down during the stage of ligand stripping,
and water-dispersed ITO NPs decorated with hydrophilic mole-
cules are obtained. TEM images taken before and after the
water transfer process corroborate that no relevant modifi-
cation of the ITO NPs has been produced in shape or size
(Fig. 3b and c). On the other hand, DLS measurements reveal
that the hydrodynamic size of the citrate-coated ITO NPs dis-
persed in water (24 nm) is appreciably smaller than the one
observed in hexane prior to water transfer (40 nm; Fig. 2d),
thus indicating a reduction of the aggregation state.
Importantly, the optical properties of the ITO NPs are mini-
mally impacted by the water transfer process, with a slight
blue shift (%40 nm) in the extinction spectra compared to as-
synthesized ITO NPs dispersed in hexane (Fig. 3e). In fact, elec-
trodynamic simulations (vide infra) revealed that the refractive
index value of the solvent around ITO NPs does not sizably
influence their extinction’s spectral shape (Fig. S12f). The
retention of the optical properties passing to aqueous environ-
ments is a key aspect for the envisaged use of these ITO NPs in
the context of NIR decoupled theranostics as highlighted
further below.

Computational modelling of ITO NPs optical response

To better understand the response of our ITO NPs as plasmo-
nic resonators, we modelled them using computational
methods. We performed full-wave electromagnetic simulations
to obtain their optical response in aqueous colloidal dis-
persion, contrasting two different geometries that mimic the
two families of NPs shown in Fig. 2a, obtained using either BA
or OcA. We performed our computations modelling ITO with
permittivity values from experimental literature.>® Its response
is well described by the Drude model (see ESIf for details).
The computational results, shown in Fig. 4 alongside a repre-
sentative optical spectrum of ITO NPs dispersed in water, illus-
trate several featured of these plasmonic NPs. First, the plas-
monic band of a small (diameter = 7 nm) ITO nanosphere
aligns well with the high-energy edge of the experimental
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Fig. 4 Simulated optical response. Comparison between experi-
mentally obtained extinction spectra from ITO NPs in water (brown line)
and two modelled extinction spectra in full wave numerical simulations:
the modelled extinction spectra of a 7 nm ITO nanosphere (single one,
blue line) and an 18 nm agglomeration of spherical ITO NPs (aggregated,
dark green) are shown.
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absorbance, which indicates that the sample is indeed behav-
ing as one would expect from single plasmonic resonators
with the optoelectronic properties of ITO. Second, upon con-
trasting the spectra of the single sphere with the larger, aggre-
gated cluster (see Fig. S10t for their compared geometries), we
observe that the latter still retains its main resonance at the
single-particle mode, widened by the irregular geometry, and
complemented with a secondary peak at longer wavelengths
arising from a full-cluster resonance. Cross-sectional maps of
these modes can be seen in Fig. S107 In practice, the cluster
presents a broadened spectrum, in comparison with the 7 nm
sphere, suggesting that NP aggregation, alongside shape poly-
dispersity and increased damping through surface effects, are
behind the broad experimental extinction spectrum. Lastly,
our simulations also show that these ITO NPs should be
effective light-to-heat converters, in the sense that their plas-
monic mode does not decay radiatively (see Fig. S11}), as one
would expect from their small sizes and relatively large
damping constant of ITO.

Proof-of-concept experiment

We then performed a series of experiments to support our
vision of the suitability of the developed ITO NPs in the bio-
medical context, for decoupled theranostics specifically
(Fig. 5). One experiment coarsely reproduces a theranostics
system by mixing in the same colloidal aqueous dispersion
ITO NPs with Nd**-doped core/shell NaGdF, NPs (henceforth,
Nd-NPs). The latter moiety constitutes the luminescent com-
ponent of the theranostics nanoplatform, chosen here because
Nd-NPs are often employed for NIR imaging and thermal
sensing.>*”*® To better ascertain and benchmark the perform-
ance of the ITO NPs, a similar mixed nanofluid was prepared
substituting ITO NPs for a staple nanomaterial with plasmonic
properties in the NIR-II: copper sulfide (CuS) NPs. The choice
of these NPs for comparison purposes - instead of noble metal
ones, for example - stems from the fact that both ITO and CuS
are semiconductor materials, and their size can be maintained
below 10 nm yet achieving NIR-centered plasmonic
resonances.”’

The two clear spectral advantages of ITO NPs over CuS NPs
to decouple optically triggered theranostic systems can be
understood from inspection of their extinction spectra when
plotted together with the NIR emission of Nd-NPs within
NIR-II (Fig. 5a). First, the developed ITO NPs have negligible
absorption at the typical excitation wavelength of Nd-NPs
(~800 nm). This is not the case for CuS NPs, which are
efficiently excited at that wavelength. Therefore, the optical
excitation of the luminescent moiety (Nd-NPs) in the theranos-
tics nanofluid would also lead to the simultaneous excitation
of the heaters if CuS NPs are used, but that would not be the
case if ITO is the plasmonic material of choice. Note that the
plasmonic bands are broad, and thus the same would happen
regardless of where within NIR-II CuS NPs reach the maximum
of their extinction. When 800 nm is used as excitation wave-
length, it is anticipated that the ITO NPs will generate negli-
gible heat even in comparison with pure water, while the CuS

This journal is © The Royal Society of Chemistry 2025
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Fig. 5 Comparative validation of the ITO NPs as moiety for decoupled theranostics. (a) Extinction spectra of ITO NPs (brown) and CusS (green) NPs
- quantified by optical density — and normalized emission spectrum of core—shell NaGdF,:Nd**@NaGdF, NPs (pink); all the spectra recorded from
colloidal dispersions in water. Data around 2000 nm have been deleted, due to strong water absorption in this range. 1p. and Aprt signal the specific
excitation wavelengths used in the experiments (b and c) and (d) respectively. (b) Scheme of a proof-of-concept experiment using two different
nanofluids, and detail of the microchannel containing Nd-NPs + CuS NPs (depicted by the zoom on nanofluid at the left), and Nd-NPs + ITO NPs
(zoom on nanofluid at the right), for both Excitation and Emission. (c) Scheme of the procedure followed for the comparison of the heating curves
of the two nanofluids equally illuminated at 800 nm, and the water reference. (d) Heating—cooling curves recorded under 1718-nm excitation of dis-
tilled water (grey line) and ITO NPs dispersed in water (brown line). The inset shows the fitting of the cooling curves to an exponential decay, used to

obtain the cooling time coefficient, z.

NPs can be expected to increase the temperature of the dis-
persion. Second, the ITO NPs have negligible absorption at the
emission wavelength of Nd-NPs. This feature drastically reduces
the possibility that the photons emitted by Nd-NPs as the lumi-
nescent moiety of a foreseeable theranostic system would get
absorbed by the plasmonic moiety. This is clearly not the case if
CuS NPs are used as plasmonic heaters, since they show strong
absorption between 1000 and 1100 nm, thus likely resulting in
an overall weaker signal to be used for imaging/sensing pur-
poses. Again, the same would happen with any other lumines-
cent NP with their emission either in NIR-I or NIR-II.

To prove our point, we performed an experiment (schema-
tized in Fig. 5b) whereby two different nanofluids (Nd-NPs +
CuS NPs and Nd-NPs + ITO NPs) were alternatively introduced
in a microchannel and excited at 800 nm. The luminescence
signal at 1060 nm from the Nd-NPs was recorded by a hyper-

This journal is © The Royal Society of Chemistry 2025

spectral imager. The concentration of the Nd-NPs was the
same for both nanofluids under study, while the concen-
trations of CuS or ITO NPs were adjusted so that both nano-
fluids present the same optical density value (O.D. = 0.8,
measured in the cuvette through an optical path of 0.2 cm) at
the maximum of their respective plasmon resonance peaks. In
such conditions, the emission intensity recorded from the Nd-
NPs + ITO NPs nanofluid was three times higher than the one
recorded from the nanofluid containing CuS NPs. That differ-
ence was quantified through simple calculations based on the
Lambert-Beer law, yielding a nominal penetration depth of 3.2
and 1.0 mm in the presence of either ITO or CuS NPs - these
calculations were performed following the procedural
described in the ESI (Section S10%).

The negligible thermal load generated by ITO NPs under
typical excitation wavelength for Nd-NPs (~800 nm) was

Nanoscale, 2025,17, 4455-4464 | 4459
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empirically corroborated by an additional experiment where
aqueous dispersions of CuS or ITO NPs (at the same concen-
tration used for the experiment in Fig. 5b) were placed in a
cuvette and excited with an 800 nm laser while monitoring the
temperature with a thermal camera (Fig. 5¢c). As expected, only
the nanofluid Nd-NPs + CuS NPs produces a significant temp-
erature increase of 3 °C, while the Nd-NPs + ITO NPs one
shows a minimal thermal increment (<0.5 °C) practically
indistinguishable from the one observed with pure water.

Heat conversion efficiency of the ITO NPs

Lastly, we quantitatively assessed the worth of ITO NPs as plas-
monic heaters measuring their heat conversion efficiency
(HCE), following the widely used approach proposed by Roper
et al® In particular, we used the experimental set up
described by Pasciak et al’® where the measurements are
carried out on a droplet of ITO NPs dispersion in water
-further details and calculations can be found in Experimental
section and ESI (Fig. S13 and S14f). This droplet-approach
reduces the measurement time and the optical path, while
also decreasing uncertainties on the value of effective heat
capacity that are introduced by elements other than the dis-
persion (e.g. cuvette, thermocouple). Through the abovemen-
tioned procedural, heating - under optical excitation - and
cooling curves from both droplet of water and droplet of ITO
NPs dispersed in water were recorded (Fig. 5d). Upon fitting of
the cooling curve, shown in the inset of Fig. 5d, the obtained
value of HCE, measured under 1718-nm laser excitation, was
(84 + 7)%. Moreover, following a methodology previously
reported and considering that HCE value above was measured
on an ITO NPs water dispersion with concentration of 0.81 mg
mL™", an external heating efficiency (eHCE)*" value of 4.6 L
g™' ecm™" was obtained - which can be considered an HCE
value normalized by mass. That HCE value above reported,
although ranks slightly below the highest reported so far (see
Table. S47), it represents one of the very first reports of HCE
measured in the NIR-III window, the other one being plasmo-
nic CuO/CuO, truncated nanocubes with a HCE value of 75%
using an excitation wavelength of 1550 nm."”

All in all, the above results show that the use of ITO NPs as
plasmonic/heating moiety for all-optical decoupled theranos-
tics is feasible, because of negligible photon extinction at both
the absorption and emission wavelengths of Nd-NPs (ie.,
model NIR luminescent moiety), alongside a high HCE value
under NIR-III excitation.

Experimental section
Chemicals and materials

Oleic acid (OA, 90%), tin 2-ethylhexanoate, tetrachloroethylene
(99%), copper(n) chloride dihydrate, neodymium(in)acetate,
gadolinium(m) oxide and sodium sulfide nonahydrate were
purchased from Alfa Aesar. Oleylmine (OAm, 80-90%), indium
(ur) acetate (99%), benzoic acid (BA, 99%), octanoic acid (OcA,
99%), nitrosonium tetrafluoroborate (97%), ammonium fluor-
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ide (98%) and acetic acid (99.8%) were purchased from Acros
Organics. Ethanol (96%), n-hexane (95%), cyclohexane (95%)
and acetone (99.5%) were purchased from Labkem.
Chloroform, N,N-dimethylformamide (99.5%), methanol
(>99.9%) and sodium hydroxide were purchased from Fisher
Scientific. Finally, n-octylether (96%) was purchased from TCI,
and 1-octadecene (90%) was purchased from Thermo
Scientific. Distilled water was also used all along the experi-
ments. All reagents and solvents were used without further
purification.

ITO NPs synthesis

The ITO NPs were prepared in two steps: the first step entailed
the use of a heating mantle, and the second a microwave
reactor. Different organic acid ligands - benzoic acid (BA) and
octanoic acid (OcA) - and concentrations of Sn*" (5, 10, 15,
and 20%) were explored as detailed in Table. S1 in the ESL¥

In a typical synthesis of ITO NPs doped, with 10% of Sn**
and using BA, the following amounts of reagents were mixed
in a 50 mL three-neck round-bottom flask: n-octylether (5 mL);
indium(ur)acetate, In(OAc;) (0.528 mmol, 157.7mg); tin(u) ethyl
hexanoate (0.072 mmol, 19.4 pL), BA (1.8 mmol, 219.8 mg),
and OAm (5 mmol, 1.6 mL). The mixture was placed under
vacuum and heated to 120 °C, temperature at which it was
kept for 30 min while stirring to form indium benzoate. The
obtained yellow solution was subsequently flushed with Ar for
15 min and transferred to a 35 mL-Pyrex reaction vessel. After
purging with Ar, the vial was capped and placed in a micro-
wave reactor (CEM Discover 2.0). The heating process entails
the following steps: (i) ramp to 150 °C in 5 min, (ii) hold at
150 °C for 1 h, (iii) ramp to 280 °C in 5 min, (iv) hold at 280 °C
for 2 h, (v) rapid cooling to 70 °C. A maximum power of 300 W
and medium speed stirring setting were employed in the syn-
thesis. The resulting dark green dispersion was transferred to
a 15 mL centrifuge tube, followed by the addition of 1 mL of
hexane, 3 mL of ethanol to induce precipitation of the ITO
NPs, and centrifugation for 10 min at 3485 rcf. The super-
natant was then discarded, and the NPs were redispersed in
3 mL hexane and 25 pL of oleic acid (OA). The dispersion was
sonicated for 5 min, followed by addition of 2 mL of ethanol,
and then by a repetition of the same centrifuge step. This
process was repeated one more time. Finally, the washed NPs
were dispersed in 3 mL of hexane along with 50 pL of OA and
sonicated for 20 min to ensure colloidal stability over time. If a
turbid dispersion is observed at any step before ethanol
addition, a few drops of OA were added to improve the ITO
NPs colloidal stability.

Transfer of NPs to aqueous media (water) using the ligand
exchange method

The procedure to transfer ITO NPs into water was adapted
from a previously reported work.>® In brief, 250 pL of ITO NP
dispersion was precipitated with 400 puL of ethanol and centri-
fuged at 3500 rcf for 5 min. The supernatant was discarded,
and the NPs were redispersed in 400 pL of hexane. A 0.2 M
solution of NOBF, (15 mg mL™") in DMF was prepared. The
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ITO dispersion was added in 1 mL of the NOBF, solution
while stirring and left to stir for another 10 min at room temp-
erature (two layers are observed: the NOBF, solution and the
NP ITO dispersion). The solution was transferred to a centri-
fuge tube and sonicated for 10 min to obtain a turbid mixture.
After that, 6 mL of chloroform was added to dissolve the OA
and precipitate the BF,~ ion-coated NPs. The dispersion was
centrifuged at 3000 rcf for 10 min. After discarding the super-
natant, 1.5 mL of DMF was added and sonicated until com-
plete redispersion. Then, 4 mL of a 1:1 hexane: toluene
mixture was added to induce flocculation of the NPs, followed
by centrifugation at 3000 rcf for 5 min. After discarding the
supernatant, the NPs were redispersed in 0.5 mL of DMF, fol-
lowed by addition of 1.5 mL of a 0.4 M aqueous sodium citrate
solution. The NPs dispersion was shaken in a vortex for 1 min
and sonicated for 10 min to mix the reagents properly. The
solution was precipitated with 8 mL of acetone and centri-
fuged at 3000 rcf for 10 min. Finally, the supernatant was dis-
carded, and the ITO NPs were redispersed in 1.5 mL of water.

Synthesis of CuS NPs and Nd**-doped core/shell NaGdF, NPs
(Nd-NPs)

Detailed description of the synthesis of the other NPs used for
the validation experiment (Fig. 5b) can be found within
Section S1 of ESL.{

Characterization

Transmission electron microscopy (TEM). TEM images were
taken on JEM1400 Flash, JEOL. Samples were made taking
0.3 mg mL™" of ITO NPs and dropped into a carbon-coated Cu
grid.

X-ray powder diffraction (XRPD). The study of ITO NPs’
crystal structure was performed on a Rigaku D/max-yB diffract-
ometer working in the Bragg-Brentano geometry (6-26) with a
step of 0.03° in the 20-65° range. For sample preparation, dis-
persion drops were added to the slide, and the solvent evapor-
ated to deposit the dry sample.

Dynamic light scattering (DLS). Hydrodynamic
measurements at room temperature were performed on a
Zetasizer Ultra (Malvern Panalytical, Ltd).

Thermogravimetry (TGA). The thermogravimetric study was
performed to determine the thermal induced mass change of
indium(ur) benzoate and indium(u) octanoate precursors with
the TGA/DSC STARe System (Mettler Toledo). Thermal analysis
was performed from 25 to 700 °C using a heating ramp of
10 °C min~" under a nitrogen and oxygen atmosphere.

UV-vis-NIR extinction. The UV-VIS-NIR extinction spectra
were recorded at room temperature on a spectrophotometer
(PerkinElmer Lambda1050), specifically using a 3 nm step in the
350-2500 nm range. The spectra are measured as optical density
as a function of the wavelength, being the optical density.

OD = log,, <170)

where I, is the intensity of the incident light, and I the intensity
of the transmitted light through the material/nanofluid tested.

size
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Optical density is the actual parameter we measured to
quantitatively assess the extinction, i.e., the physical phenom-
enon attributable to the combination of absorption and
scattering.

Fourier transform infrared spectroscopy (FTIR). FTIR
spectra were recorded in transmission mode with the
Spectrum Two instrument (PerkinElmer) in the range
400-4000 cm ™" and a resolution of 4 cm™". Samples were pre-
pared from KBr pellets containing 1% by weight of the
material to be analyzed.

Luminescence emission from nanofluids filling out a micro-
channel hyperspectral imager. The power density of the exci-
tation laser (808 nm, LIMO30-F200-DL808, LIMO) was 195 mW
cm 2. The emission of Nd** nanofluid was collected by a NIR
camera (HyperCube, Photon etc.), using a long-pass filter (FEL
850, Thorlabs) to select the range
(950-1400 nm).

Heat conversion efficiency (HCE) measurements by single
droplet method. The experimental approach has been per-
formed using the droplet configuration (Fig. S13%).*° The
system consists of a 1718 nm laser which irradiates a droplet
of an aqueous dispersion of ITO NPs hanging from a needle, a
power meter to detect the transmitted laser power. To monitor
the temperature of the droplet, a thermal camera (FLIR, E54
24°) was used, with a mounted germanium lens (Thorlabs) to
magnify the image. The heating-cooling curves were obtained
from the analysis of recorded thermal videos. Upon fitting the
recorded cooling curve to an exponential, and applying the
thermal equilibrium equation, as given by Roper et al.>® heat
conversion efficiency is calculated in percentage (see Section 9
of ESIY).

Stability of the ITO NPs in a biological medium. The stabi-
lity test was performed using two different samples. The first
sample consisted of a dispersion of ITO NPs (0.45 mg mL™")
and FBS (10: 90 volume proportion), and the second one con-
tained a solution of water and FBS with such volume pro-
portion. DLS and optical extinction measurements were suc-
cessively conducted at different time points. The DLS measure-
ments were performed using a quartz cuvette with an optical
path of 1 cm. The extinction spectrum was measured using a
quartz cuvette with an optical path of 0.1 cm to reduce the
strong perturbance due to the water absorption between 1830
and 2100 nm.

measurement

Interaction of the ITO NPs with cells

Chemicals. Phosphate buffered saline (PBS, Cytiva), MTT
solution (1 mg mL™" in PBS), dimethyl sulfoxide (DMSO,
Thermo Scientific) and Dulbecco’s modified Eagle’s medium
(DMEM, Cytiva). Complete medium is based on DMEM,
adding 1% Penicillin-Streptomycin (10 000 U mL ™", HyClone)
and 10% fetal bobine serum (FBS, Gibco).

Viability assay. The viability assay was done using U87 MG
cell line (gliobastoma, epithelial) as cancer model. Initially
5000 cells per well were planted in standard transparent
24-wells plate (Thermo Scientific, Biolite), and 0.5 mL com-
plete medium was added to each well. The cells were cultured
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during 24 h. Then, they were incubated with different concen-
trations (0.02, 0.04, 0.09 and 0.2 mg mL™") of NPs (each con-
centration, n = 4). The nanoparticles were originally dispersed
in water, thus small amounts of these solutions were diluted
in complete DMEM for the test. A positive control was pre-
pared adding only complete medium (n = 4). An additional
control with 100 pL H,O (the maximum volume used in the
test) in the medium (n = 2) was also prepared to consider any
possible toxicity from water. Finally, a negative control (n = 2)
was done adding 0.5 mL DMSO directly to the cells.

Incubation was set to 24 h. After the incubation, the cells
were washed with PBS to remove remaining ITO particles, and
an MTT viability test was performed. Briefly, 0.5 mL of 9:1
solution of DMEM (without FBS) and MTT solution (1 mg
mL ™" in PBS) were added to each well. The plate was left in the
incubator for 2 h. After this time, the medium was discarded,
and the now formed formazan crystals were dissolved in
0.5 mL DMSO. The plate was then covered with aluminium foil
and shook gently for 15 min. Absorbance was measured in a
plate reader (Synergy HTX, BioTek) to determine viability. To
obtain the concentration of internalized nanoparticles, the
final DMSO solution was recovered in Eppendorf tubes and
analysed with ICP, using indium as calibration ion.

Conclusions

We have developed novel water-dispersible plasmonic ITO
nanoparticles (NPs) as foreseeable building blocks in all-
optical decoupled NIR theranostics. Upon optimization of a
microwave-assisted synthesis approach and water transfer pro-
tocol, we obtained ITO NPs portraying an extinction spectrum
dominated by absorption confined within NIR-III. Theoretical
modelling within a classical frame predicts optical properties
well in line with the experimentally observed ones, also
shining light on the effect that nanoparticle aggregation has
on the optical response of ITO NPs. Specifically, modelling
shows that nanoparticle aggregation widens the plasmonic
resonance and generates a redshift. The HCE value, measured
to be 84 + 7% under ~1700 nm excitation (maximum of plas-
monic peak), is one of the very few reported values for plasmo-
nic materials with NIR-III extinction and makes a strong case
for their use as photothermal agents in the biomedical
context. Moreover, it is expected that ITO NPs can be optically
targeted with much better in vivo spatial accuracy than preex-
isting plasmonic heaters, as their optical excitation within
NIR-III should greatly decrease the scattering induced on the
incoming excitation beam by the tissues surrounding the
region of interest.

With proof-of-concept experiments, our study spectrally
validates the use of ITO NPs in an all-optical decoupled thera-
nostic system, as they can adequately team up with lumines-
cent NPs currently applied in biomedical applications (excited
in NIR-I and emitting in NIR-II) without detrimental spectral
overlapping. In such a system, different NIR excitation wave-
lengths can activate different functions (sensing/imaging or
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heating) of the theranostics nanoplatform of which ITO NPs
would constitute a building block. Besides, the optical signal
from the partner (luminescent) moiety will not see diminished
its intensity by ITO NPs absorption.

We foresee a forthcoming in vivo theranostic platform -
built either embedding the luminescent and heating NPs
inside the same scaffold (e.g., ITO and Nd-NPs embedded
together into a porous-like nanostructure) or directly joining
together the two species in a composite construct - that could
be optimized for instance in applications that require real-time
monitoring of temperature (luminescence thermometry) while
performing photothermal therapy (plasmonic heating). Upon
further validation of the nanomaterial in terms of long-term
stability and biocompatibility, diverse possibilities can be
opened in the biomedical context using plasmonic ITO NPs.
For instance, they can be coupled with NIR-III emitting NPs in
energy transfer-based assays, or for photoacoustic imaging. As
such, we envisage that this study will spur a more in-depth
exploration of NIR-III plasmonic NPs for bio-related
applications.
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