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Co–N–C catalysts are promising candidates for substituting platinum in electrocatalysis and organic

transformations. The heterogeneity of the Co species resulting from high-temperature pyrolysis,

however, encumbers the structural identification of active sites. Herein, we report a self-supporting Co–

N–C catalyst wherein cobalt is dispersed exclusively as single atoms. By using sub-Ångström-resolution

HAADF-STEM in combination with XAFS and DFT calculation, the exact structure of the Co–N–C is

identified to be CoN4C8-1-2O2, where the Co center atom is coordinated with four pyridinic N atoms in

the graphitic layer, while two oxygen molecules are weakly adsorbed on Co atoms in perpendicular to

the Co–N4 plane. This single-atom dispersed Co–N–C catalyst presents excellent performance for the

chemoselective hydrogenation of nitroarenes to produce azo compounds under mild reaction conditions.
Introduction

M–N–C (M refers to transition metals, typically Fe and Co),
a type of metal and nitrogen bi-modied carbon material which
is usually evolved from the pyrolysis of metal complexes with
macrocyclic N4 ligands, has been widely investigated in elec-
trocatalysis as a potential substitute for platinum.1–7 Owing to
their capability of activating both hydrogen and oxygen, this
class of noble-metal-free catalysts has recently been explored for
a variety of hydrogenation and oxidation reactions in organic
synthesis,8–13 such as reduction of nitroarenes to anilines,9,10

esterication of alcohols,11,12 and oxidation of ethylbenzene.13

One key issue associated with the catalysis of Co(Fe)–N–C
materials is the identication of active sites.3,14–19 As most of the
catalysts prepared by pyrolysis at high temperatures (600–900
�C) are composed of nanoparticles ranging from a few to tens of
nanometers, both exposed and encapsulated, as well as of
dispersed single atoms that are invisible with normal electron
microscopy techniques, the unambiguous identication of
active sites is still a pending challenge. In literature reports, big
CoOx nanoparticles,3 encapsulated Fe or FeOx nanoparticles,15,20
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as well as invisible FeNx were all respectively assumed as the
active sites,4,16 without compelling evidence. Very recently, we
prepared a Co–N–C catalyst on mesoporous carbon and inves-
tigated its catalytic capability for aerobic oxidative cross-
coupling of primary and secondary alcohols.8 By conducting
control experiments of acid leaching and extensive character-
ization of the catalysts before and aer acid treatment, we
proposed that the single Co atoms bonded with N within
graphitic layers were catalytically active sites, whereas those
particles of Co or CoOx were merely spectators. Nevertheless,
this claim is still to be proved unequivocally given that multiple
species of cobalt co-exist in the catalyst. On the other hand, the
heterogeneity of such catalysts, not only complicates the
understanding of the catalytic mechanism, but also greatly
decreases the atomic efficiency, and even results in undesirable
side-reactions. To tackle these problems, it is highly desirable to
synthesize a single-atom M–N–C catalyst wherein M is exclu-
sively dispersed as single atoms by bonding with N atoms.

In fact, single-atom catalysts (SACs) are emerging as a new
frontier in heterogeneous catalysis;21–25 in particular, various
supported noble metal SACs have shown great potential in
a plethora of chemoselective hydrogenation reactions attrib-
uted to the uniform and isolated active sites, e.g., chemo-
selective hydrogenation of nitroarenes to anilines,24 selective
hydrogenation of acetylene to ethylene,26 and 1,3-butadiene to
1-butylene.27,28 However, there is no report on the successful
application of noble-metal-free SACs to any chemoselective
hydrogenation reactions due to the difficulty in preparing such
SACs. Very recently, a report on Co SAC supported on N-doped
graphene was published, which exhibited superior activity as an
electrocatalyst for the hydrogen evolution reaction (HER).29
This journal is © The Royal Society of Chemistry 2016
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Unfortunately, a clear image of the exact structure of the active
site is still lacking.

Herein, we report the successful synthesis of a self-support-
ing Co–N–C catalyst with single-atom dispersion by using
a support-sacriced approach. The unrivalled uniformity of Co
species provides a good entry to the identication of active sites
without ambiguity. By using sub-Ångström-resolution high-
angle annular dark eld aberration-corrected scanning trans-
mission electron microscopy (HAADF-STEM), X-ray absorption
spectroscopy (XAS), and density functional theory (DFT) calcu-
lation, we provide compelling evidence that the exact structure
of the active site is CoN4C8-1-2O2 where Co center atom is
coordinated with four pyridinic N atoms in the graphitic layer
while two oxygen molecules are weakly adsorbed on Co atoms
perpendicular to the Co–N4 plane. To the best of our knowledge,
this is the rst report on the identication of Co–N–C structure.
This single-atom Co–N–C catalyst exhibited excellent activity
and selectivity for the hydrogenative coupling of nitroarenes to
synthesize aromatic azo compounds. A variety of reducible
functionalities were well tolerated in the catalytic system, and
the corresponding azo products could be obtained with good to
excellent yields.
Results and discussion
Preparation of the self-supporting Co–N–C catalyst

The self-supporting Co–N–C catalyst with single-atom disper-
sion was prepared by using a support-sacricial approach.
Briey, a Co(phen)2(OAc)2 complex precursor was rst sup-
ported on Mg(OH)2 and then the mixture was submitted to
pyrolysis at 700 �C in N2 for 2 h, aer which the MgO support
was removed by treating the material with nitric acid. Elemental
analysis of the as-prepared Co–N–C catalyst revealed a Co
loading of 3.6 wt% while the Mg residue was almost negligible
(0.09 wt%). In comparison with the commonly used carbon
supports, the employment of Mg(OH)2 presented the prominent
advantages of preventing the aggregation of cobalt (Fig. S1†),
which could be attributed to the moderate interaction of
Mg(OH)2 with the Co species as well as its inertness towards the
reaction with Co during high temperature pyrolysis process;
both of these facilitated the dispersion of the Co species.
Furthermore, the support material could be easily removed by
acid leaching, which resulted in a self-supporting Co–N–C
material. The nitrogen sorption isotherms of the Co–N–C
catalyst showed a typical type IV isotherm with a hysteresis loop,
indicating a mesoporous structure (Fig. S2†). The BET surface
area was 679.9 m2 g�1. Such a favorable textural structure is
desirable for catalytic applications.23,25,30
Fig. 1 SEM (A), HRTEM (B), and HAADF-STEM (C, D) images of Co–N–
C catalyst. The white dots in (C, D) are Co single atoms.
Characterization of Co dispersion

The dispersion of the Co–N–C catalyst was determined with
both XRD and electron microscopy techniques. First, XRD
patterns (Fig. S3†) did not show any peaks assignable to cobalt
metal or its compounds, suggesting that the Co species in the
sample are either highly dispersed or amorphous. Then, normal
electron microscopy techniques including SEM, STEM and
This journal is © The Royal Society of Chemistry 2016
HRTEMwere employed to examine the dispersion of Co species.
In good agreement with the XRD results no cobalt-containing
nanoparticles were observed, but graphitic layers were revealed
by our efforts to examine many different areas of the sample
(Fig. 1A and B, and more images see Fig. S4 and S5†), implying
that the cobalt species must be highly dispersed as tiny clusters
or single atoms that are undetectable or invisible by XRD, SEM
and HRTEM techniques. Meanwhile, the elemental mapping
result (Fig. S6†) indicates that the signals of Co, N and C are
completely superimposed on each other, at least on the nano-
scale, suggesting that Co might be bonded with N or C. In order
to provide information at an atomic scale, we then used the sub-
Ångström-resolution HAADF-STEM technique to inspect the
Co–N–C catalyst. To our surprise, a large number of uniformly
dispersed Co single atoms were clearly observed (Fig. 1C and D);
examination of different regions revealed that no clusters or
small particles were present in the vicinity of the single atoms
(more images see Fig. S7†). Assuming that all the Co compo-
nents in the sample are dispersed as single atoms, we calculated
the density of Co atoms to be approximately 0.55 Co atoms per
nm2 based on the BET surface area and the loading of cobalt.
Such a high density was rarely obtained in supported precious
metal SACs.17,19,24
Structure identication of Co–N–C

Having this single-atom dispersed Co–N–C catalyst in hand, we
are able to identify the structure associated with Co atoms. It
has been well established that XAS is a powerful technique to
determine the chemical state and coordination environment of
the centre atoms in the sample.31,32 Fig. 2A shows the XANES
spectra at the Co K edge of the Co–N–C sample as well as of
several reference samples. In comparison with both Co(II)
Chem. Sci., 2016, 7, 5758–5764 | 5759
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Fig. 2 (A) The normalized XANES spectra at the Co K-edge of different
samples. (B) Comparison between the K-edge XANES experimental
spectrum of Co–N–C (solid red line) and the theoretical spectrum
(black dotted line) calculated with the inset structure.
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phthalocyanine (green line) and Co(II) porphyrin (red line)
complexes featuring a pre-edge peak at 7714–7716 eV (which
was regarded as a ngerprint of Co–N4 square-planar struc-
tures), the absence of a pre-edge peak in the Co–N–C catalyst
(blue line) suggested that it was not a planar structure.33,34

Likewise, the catalyst precursor Co(phen)2(OAc)2 also lacked
a pre-edge peak due to the tetragonal-like structure of Co(II)
phenanthroline. A comparison of the E0 value (the rst inec-
tion point) showed that the Co–N–C sample had almost the
same E0 value (7720 eV) as its precursor (Table S1†), which was
assigned to Co2+, whereas the reference Co foil and Co3O4 had
E0 values of 7709 eV and 7727 eV, respectively. Further exami-
nation of Co–N–C samples which were obtained at different
annealing temperatures showed that the pyrolysis at 900 �C
resulted in the formation of metallic Co while that at 500–700 �C
always yielded Co2+ (Table S1†).

To determine the structure of the Co–N–C sample, we then
used DFT to establish various architectural models based on
5760 | Chem. Sci., 2016, 7, 5758–5764
Co(II) porphyrin with or without considering coordination with
oxygen atoms in the axial direction (Table S2†). Firstly, we
calculated the XANES spectra of the reference sample, Co
porphyrin, to verify the validity of our calculation method. As
shown in Fig. S8,† the calculated result was in good agreement
with the experimental spectrum of the Co porphyrin, validating
our calculation method. Then, with those Co–N–C models, we
calculated XANES (dotted lines in Fig. S9†) and found that the
calculation results for CoN4C8-1-2O2 could best reproduce the
main features of the experimental spectrum, as shown in
Fig. 2B. In this structure, the Co center atom is coordinated with
four pyridinic N atoms, while the whole structure is deformed
from a plane. Perpendicular to the Co–N4 plane, two oxygen
atoms are weakly adsorbed on the Co center. In comparison
with the Fe–N–C structure (FeN4C12O2) reported by Zitolo
et al.,34 the present Co–N–C catalyst adopted a quite different
structure, which may result from an intrinsic difference in the
electronic properties between Fe and Co. Such a different
structure may also account for their different reactivities in both
electrocatalysis and chemoselective transformation of organic
molecules.2,4,5,35

The above CoN4C8-1-2O2 structure was further corroborated
with EXAFS analysis. Fig. 3A shows the Fourier-transformed k2-
weighted EXAFS spectra at the Co K edge. In contrast to the
reference samples, Co foil and Co3O4, our Co–N–C catalyst did
not present a prominent peak at the positions of either Co–Co
or Co–O coordination, supporting the conclusion that it does
not contain either metallic Co or CoOx species. The EXAFS data
were further tted with the model in Fig. 2B in r-space (Fig. 3A),
k-space (Fig. 3B), and q-space (Fig. S10†) in the ranges ofDr (1.1–
3.5 Å) and Dk (3.0–12.0 Å�1), respectively, and the tted results
are in good agreement with the experimental ones, corrobo-
rating the structure of CoN4C8-1-2O2. Moreover, the oscillation
of Co–N is the most intense, indicating that Co–N is the nearest
shell close to the center and contributes the most to the total
oscillations. The best-t result of the EXAFS data is summarized
in Table 1, showing the Co–N shell with a coordination number
(CN) of 3.7 at a distance of 1.88 Å, the Co–O shell with a CN of
1.7 at a distance of 2.08 Å, and the Co–C shell with a CN of 4.0
and 4.2 at a distance of 2.76 Å and 3.21 Å, respectively. This
result is found to be consistent, within an acceptable error, with
the structural parameters of CoN4C8-1-2O2 determined by DFT
and XANES calculations (Table S2†).
XPS characterization

The chemical states of Co and N in the sample were also
examined with XPS. The N 1s spectrum (Fig. 4A) could be
deconvoluted into two peaks centered at the binding energy of
400.8 and 399.1 eV, which were assigned to graphitic and pyr-
idinic N, respectively.2,36 The formation of graphitic N was due
to the graphitization of the precursor 1,10-phenanthroline that
was not coordinated with Co cations, while the predominance
of pyridinic N (accounting for 57.5% in total N species) resulted
from coordination with cobalt, according to the structure in
Fig. 2B. In agreement with the implications of XPS of N 1s, the
XPS spectrum of Co 2p3/2 is characteristic of Co2+ species
This journal is © The Royal Society of Chemistry 2016
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Fig. 3 (A) The k2-weighted Fourier transform spectra of the experi-
mental and fitted Co–N–C catalyst as well as the Co foil and Co3O4

reference samples. (B) The contributions of different paths including
Co–N (blue line), Co–O (pink line) and Co–C (green and navy blue
lines) in k-space for the Co–N–C sample.

Table 1 EXAFS data fitting results of Co–N–C catalysta

Sample Shell N R/Å
s2

� 102/Å2 DE0/eV
r-Factor
(%)

Co–N–C Co–N 3.7 1.88 0.7 �7.9 0.29
Co–O 1.7 2.08 1.6 �7.9
Co–C1 4.0 2.76 1.8 �7.9
Co–C2 4.2 3.21 1.8 �7.9

a N, the coordination number for the absorber–backscatterer pair. R, the
average absorber–backscatterer distance. s2, the Debye–Waller factor.
DE0, the inner potential correction. The accuracies of the above
parameters were estimated as N, �20%; R, �1%; s2, �20%; DE0,
�20%. The data range used for data tting in k-space (Dk) and r-space
(Dr) are 3.0–12.0 Å�1 and 1.1–3.5 Å, respectively.

Fig. 4 (A) N 1s and (B) Co 2p XPS spectra of Co–N–C catalyst.

Edge Article Chemical Science

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

3 
 2

01
6.

 D
ow

nl
oa

de
d 

on
 2

02
5/

10
/1

7 
 0

9:
40

:0
8.

 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
(Fig. 4B), as indicated by the binding energy of 780.7 eV and the
presence of a satellite peak (green line).37 The predominance of
Co2+ was also supported by electron paramagnetic resonance
(EPR) experiments (Fig. S11†).38 This Co2+ species, strongly
coordinated with four N atoms in the graphitic layer, is robust
This journal is © The Royal Society of Chemistry 2016
enough to resist against either aggregation at high tempera-
tures or leaching by acid treatment. In addition to N and Co,
there were also C (79.26 at%), O (11.36 at%), and the residue Mg
(0.06 at%) detected by XPS on the catalyst surface (Table S3 and
Fig. S12†). It should be highlighted that the atomic concentra-
tion of Co determined by XPS was 0.7 at%, corresponding to
a weight percentage of 3.5 wt%, which was very close to the ICP-
AES analysis result (3.6 wt%), demonstrating the homogeneous
dispersion of Co throughout the whole material. The O 1s
spectrum was deconvoluted into two peaks at 531.5 and 533.1
eV, which were ascribed to ketonic C]O groups and C–O
groups, respectively (Fig. S12†). The absence of a Co–O peak in
the O 1s was probably due to the removal of weakly adsorbed
oxygen molecules when the sample was brought into high
vacuum to record the XPS spectra.

Catalytic performance

The well-dened and atomically dispersed Co–N–C catalyst was
evaluated in the hydrogenation of nitroarenes to azo
compounds, an important reaction in the elds of dyes and
pharmaceuticals.39–46 Investigation of the reaction conditions
(Table S4†) showed that both the activity and selectivity were
Chem. Sci., 2016, 7, 5758–5764 | 5761
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Table 2 Substrate scope of the hydrogenation reactiona

a For detailed reaction conditions, refer to the ESI.† Yields refer to
isolated products.
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signicantly affected by the reaction temperature and time, H2

pressure, solvent, and the addition of base. Under the opti-
mized reaction conditions (80 �C, 3 MPa H2, 1.5 h, tert-butyl
alcohol as the solvent, catalyst loading of 0.7 mol% Co, 0.2
equivalent of NaOH), the isolated yield of azo reached 97%. The
kinetic results (Fig. 5) showed that in the beginning 40 min
nitrobenzene was reduced to azoxybenzene which was then
further reduced to azobenzene in the following 50 min and
aniline with extended duration. Clearly, azoxy was an interme-
diate for the azo product, consistent with the earlier proposed
nitro–nitroso–hydroxylamine condensation pathway
(Fig. S13†).40,47 In this tandem reaction the Co–N–C catalyst was
believed to catalyze the hydrogenation steps whereas a small
amount of alkali (NaOH) was required to catalyze the conden-
sation step between nitrosobenzene and hydroxylamine. As the
condensation step was too fast to be observed, the hydrogena-
tion step appeared as a rate-determining step. It was also found
that the reaction rate was rst-order dependence on H2 pressure
(Fig. S14†), suggesting that hydrogen dissociation on the Co–N–
C active sites proceed smoothly.48 The calculation of the turn-
over frequency (TOF) based on the initial conversion of nitro-
benzene per Co atom showed that the Co–N–C catalyst afforded
a TOF of 35.9 h�1, which was only slightly lower than that over
precious metals (e.g., TOF over Au/Mg4Al was 41.8 h�1),44

demonstrating the potential of the Co–N–C material to replace
expensive noble metal catalysts in chemical transformations.

What is of more interest is the unprecedented selectivity of
the Co–N–C catalyst for diverse nitroarene substrates, particu-
larly those bearing reducible groups. As shown in Table 2, both
the electron-rich (Table 2, entries 2–6) and electron-decient
(Table 2, entries 7–12) nitroarenes were converted quickly and
selectively into the corresponding azo products. Moreover, for
the more challenging substrate 3-nitrostyrene (Table 2, entry 6),
the catalyst could reduce the nitro groups without any detect-
able concurrent reduction of the unsaturated alkenes. Both the
control reaction and the ATR-IR (Attenuated Total Reection-
Fig. 5 Substrate and product concentration profiles as a function of
the reaction time. Reaction conditions: Co–N–C catalyst: 0.7 mol%;
NaOH (0.2 equiv.); solvent: t-BuOH (2 mL); 80 �C; 3 MPa H2.

5762 | Chem. Sci., 2016, 7, 5758–5764
Infrared) spectroscopy results (Table S5 and Fig. S15†) revealed
that the alkene group could not be adsorbed on the Co–N–C
moieties at all, which should account for the extraordinarily
high selectivity. Interestingly, halogenated nitroarenes (Table 2,
entries 8–12) can also be excellent and useful substrates for
selective hydrogenative coupling reactions. Both mono and
dihalogenated nitroarenes were all quickly converted into the
corresponding chloro, bromo, or dihalogenated azo
compounds without other by-products. Notably, for aryl iodides
(Table 2, entry 12) that are prone to undergo dehalogenation on
many precious catalysts, the yield of the iodo azo compound on
Co–N–C catalysts reached 94% without dehalogenation.
Furthermore, the catalyst could be easily recovered from the
reaction system by ltration and could be reused for at least 5
times without change in selectivity or yield, provided that the
reaction time was suitably extended (Table S6†). HAADF-STEM
images showed that the Co single atoms were still uniformly
dispersed throughout the sample aer reuse and no aggrega-
tion was observed (Fig. S16†), demonstrating the high stability
of the Co–N–C catalyst.
Conclusions

In summary, we have successfully synthesized self-supporting
atomically dispersed Co–N–C catalysts. The exact structure of
the catalyst was identied to be CoN4C8-1-2O2 where Co a single
atom was strongly coordinated with four pyridinic nitrogen
atoms within graphitic layers, and oxygen atoms were weakly
adsorbed on the Co atoms perpendicular to the Co–N4 plane.
Such a unique structure showed excellent activity, chemo-
selectivity and stability for the synthesis of aromatic azo
compounds through hydrogenative coupling of nitroarenes,
thus providing new opportunities of using earth-abundant
elements to replace scarce and high-cost noble metal catalysts
in a variety of chemical transformations. More extensively, with
the identication of the catalytically active structure, design and
synthesis of the better performance M–N–C catalysts will be
This journal is © The Royal Society of Chemistry 2016
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expected in future, facilitating the real replacement of platinum
in both thermo- and electro-catalysis in practice.
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