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An excellent photosensitizer for imaging-guided high efficiency photodynamic therapy (PDT) requires

certain features, such as near-infrared (NIR) light emission, high singlet-to-triplet intersystem crossing

(ISC) efficiency, and tumor targeting. However, synthetizing photosensitizers that meet the

aforementioned characteristics still remains a challenge. In this study, we synthetized a NIR dye (CyOH)–

coated silver nanoparticle/carbon dot nanocomposite (CyOH–AgNP/CD) as a novel nanophotosensitizer

for targeted tumor imaging and high-efficiency PDT. The CyOH–AgNP/CD nanophotosensitizer was

constructed using a NIR dye (CyOH) and an AgNP/CD nanohybrid via Ag–O interaction. Relative to the

AgNP/CD nanohybrid, CyOH–AgNP/CD exhibited a high singlet oxygen yield, mitochondrial

accumulation, superior tissue penetration of 660 nm laser irradiation, and enhanced tumor targeting.

The developed nanophotosensitizer exerted a higher antitumor effect than the CyOH dye or AgNP/CD

nanohybrid. This result provides a new idea for the design of excellent photosensitizers that can benefit

high-efficiency PDT.
Introduction

Photodynamic therapy (PDT) has recently gained considerable
interest owing to its negligible side effects and a high level of
efficiency.1–7 Under irradiation of light with specic wave-
lengths, photosensitizers generate singlet oxygen (1O2) that can
damage adjacent biomolecules because of strong oxidizing
capability, thus inhibiting cancer cell growth. Near-infrared
(NIR) light not only acts as a deeply penetrating excitation
source but also provides NIR emission signals for uorescence
imaging. A large number of NIR organic dyes have thus far been
used as photosensitizers for deep PDT.8–13 However, single NIR
organic dyes have several disadvantages, such as poor water
solubility, photo-instability, and short circulation half-life.14 To
overcome these aforementioned disadvantages, new generation
nanophotosensitizers were synthesized using a NIR organic dye
doped nanomaterial for improved uorescence imaging and
efficient treatment of tumors.15–18

An excellent nanophotosensitizer for high efficiency PDT
should have at least three features: NIR light emission, high
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singlet-to-triplet intersystem crossing (ISC) efficiency, and
tumor targeting. Decreasing the DEST (energy gap) of nano-
composites can improve the singlet-to-triplet ISC rate, leading
to an increase in 1O2 yield.19–21 Heavy atoms can enhance spin–
orbit coupling, which has been proved to increase the ISC
rate.22,23 Therefore, the design and synthesis of a heavy atom-
doped nanophotosensitizer can potentially improve the ISC
rate and achieve a high 1O2 yield.

Tumor targeting is another important factor for enhancing
tumor imaging and PDT efficacy. With enhanced permeability
and retention (EPR) effects or/and by modifying with specic
ligands, nanophotosensitizers efficiently accumulate in tumor
tissues.24,25 Such accumulation not only enhances tumor
imaging and PDT efficacy but also helps minimize phototoxic
damage to normal tissues in PDT.26,27 The mitochondrion, an
ideal hypersensitive organelle, generates reactive oxygen species
(ROS) and regulates apoptosis.28–30 If the ROS is generated by
PDT in the mitochondrion, the adjacent biomolecules are
damaged directly and efficiently, activating the cell apoptosis
signaling pathway and accelerating cell death.31,32 Therefore, the
development of new nanophotosensitizers that exhibit high ISC
efficiency, tumor-targeting, and mitochondrial accumulation is
highly expected for improved imaging guided PDT as well as
reduced side effects.

In this study, we synthetized a NIR dye (CyOH)–coated silver
nanoparticle/carbon dot nanocomposite (CyOH–AgNP/CD) as
a mitochondrion-targeted nanophotosensitizer for targeted
tumor imaging and high-efficiency PDT. The designed CyOH–
Nanoscale Adv., 2020, 2, 489–494 | 489
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AgNP/CD nanophotosensitizer consists of two parts. The rst
part is a NIR dye (CyOH), which not only provides NIR uores-
cence for uorescence imaging but also preferably accumulates
in mitochondria because of its structure which includes
a quaternary ammonium salt.11,33 The second part consists of
Ag-doped carbon dots referred to as the Ag nanoparticle/carbon
dot nanohybrid (AgNP/CD). Coupling of AgNP/CD with the NIR
dye (CyOH) led to an increase in water solubility and 1O2 yield.
On the basis of prominent photostability and tumor-targeted
ability, the CyOH–AgNP/CD nanophotosensitizer also exhibi-
ted improved tumor imaging and PDT efficiency.
Fig. 2 (A) UV-vis absorption spectra of AgNP/CD, CyOH, and CyOH–
AgNP/CD. Inset: photograph of the AgNP/CD, CyOH, and CyOH–
AgNP/CD solution under irradiation of natural light. (B) Emission
spectra (lex ¼ 633 nm) of CyOH and CyOH–AgNP/CD dispersed in
ethanol/Tris–HCl buffer (1 : 1 v/v, pH 7.4). The UV-vis absorption
spectra of DPBF + AgNP/CD (C), DPBF + CyOH (D), and DPBF +
CyOH–AgNP/CD (E) with different irradiation durations by using
a 660 nm laser (60 mW cm�2).
Results and discussion
Characterization of CyOH–AgNP/CD

The morphologies of the as-prepared AgNP/CD and CyOH–AgNP/
CD are characterized by transmission electronmicroscopy (TEM).
Fig. 1A and B present the TEMand high-resolution TEM (HRTEM)
images of AgNP/CD, respectively, with spherical diameters
ranging from 2 nm to 13 nm. As shown in Fig. 1D and E, the TEM
and HRTEM observations of CyOH–AgNP/CD reveal the aggrega-
tion of CyOH–AgNP/CD. The labeled planar distance of 0.24 nm
was in accordance with the (111) lattice spacing of Ag,34,35 and
amorphous parts corresponded to the CDs. Typical X-ray photo-
electron spectroscopy (XPS) (Fig. 1C and F) of AgNP/CD and
CyOH–AgNP/CD indicated the presence of three similar peaks
corresponding to the elements C, Ag, and O. Compared with
AgNP/CD, CyOH–AgNP/CD exhibited a lower Ag content. Mean-
while, CyOH–AgNP/CD exhibited higher contents of C and O.

CyOH was synthesized as described in previous studies,29,30

and the synthetic route is depicted in Scheme S1.†MS, 1HNMR,
and 13C NMR were used to characterize the chemical structures
of CyOH (Fig. S1–S3†).
Optical properties of CyOH–AgNP/CD and detection of 1O2

We measured the optical properties of AgNP/CD, CyOH, and
CyOH–AgNP/CD. As observed in Fig. 2A, AgNP/CD shows
a strong characteristic absorption peak at 420 nm. CyOH had
three absorption peaks from 600 nm to 750 nm, with the
Fig. 1 TEM images (inset shows the size distribution) (A, D), HRTEM
images (B, E) and XPS (C, F) of AgNP/CD and CyOH–AgNP/CD.

490 | Nanoscale Adv., 2020, 2, 489–494
highest peak at 681 nm, which is consistent with other reports.36

Aer CyOH conjugation with AgNP/CD, the emission spectrum
of CyOH–AgNP/CD showed four absorption peaks at 420, 625,
681, and 715 nm. Similar results were obtained for AgNP/CD
and CyOH, indicating that CyOH was successfully conjugated
with AgNP/CD via an Ag–O bond. The prepared AgNP/CD,
CyOH, and CyOH–AgNP/CD were uniformly and stably stored
at room temperature for an extended period without evident
precipitation. The solutions were yellow, blue, and green,
respectively (Fig. 2A, inset). Fig. 2B shows the uorescence
emission spectra of CyOH and CyOH–AgNP/CD in ethanol/Tris–
HCl buffer (1 : 1 v/v, pH 7.4). Under excitation of 633 nm light,
their uorescence maximum emission peak at 723 nm was
observed. Compared with that of CyOH, the uorescence
intensity of CyOH–AgNP/CD at 723 nm was reduced. The uo-
rescence intensity of CyOH–AgNP/CD was very dependent on
the pH value of solution (Fig. S4†).

To assess the ability of AgNP/CD, CyOH, and CyOH–AgNP/
CD to generate 1O2, we employed DPBF as a 1O2 trapper to
detect the generated 1O2 by a change in the intensity of the
absorption peaks at 420 nm. In the presence of AgNP/CD
(Fig. 2C) under irradiation of a 660 nm laser, the absorbance
of DPBF at 420 nm remained unchanged with prolonged irra-
diation time. However, in the presence of CyOH (Fig. 2D) or
CyOH–AgNP/CD (Fig. 2F), the absorbance of DPBF decreased
gradually. This result indicates the degradation of DPBF by 1O2

generated by CyOH and CyOH–AgNP/CD. The degradation rate
of DPBF resulting from CyOH–AgNP/CD was considerably larger
than that from CyOH, indicating that CyOH–AgNP/CD can be
used as an efficient nanophotosensitizer for PDT. The degra-
dation rate of CyOH–AgNP/CD was dependent on the pH value
of solution (Fig. S5†). Moreover, the generation of 1O2 by CyOH–

AgNP/CD under laser irradiation was also proved by the electron
spin resonance (EPR) spectroscopy method (Fig. S6†).
This journal is © The Royal Society of Chemistry 2020
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Fig. 4 Colocalization images of the 4T1 cells stained with MitoTracker
and CyOH–AgNP/CD (A–D). Green channel: lex ¼ 488 nm and lem ¼
500–570 nm; red channel: lex¼ 633 nm and lem¼ 640–750 nm. Live/
dead images of the 4T1 cells with calcein-AM and propidium iodide
co-staining in the presence of PBS (E), AgNP/CD (F), CyOH (G), and
CyOH–AgNP/CD (H).
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Mechanism for enhanced 1O2 production and cytotoxicity

To gain insight into the mechanism underlying the increased
1O2 production under NIR illumination, time-dependent
density functional theory was employed to calculate DEST.
The DEST values of CyOH and CyO–Ag were calculated to be
1.0022 and 0.0429 eV, respectively, with reference to the data
in Table S1 and Fig. S7.† Compared with CyOH, CyO–Ag had
a lower DEST and thus could increase the ISC rate and improve
the yield of 1O2.16–18 The proposed mechanism is described in
Fig. 3.

To evaluate the cytotoxicity of the synthetic AgNP/CD, CyOH,
and CyOH–AgNP/CD, we selected the 4T1 cell line (murine breast
cancer cell) for testing. The three samples were added to 96-well
plates cultured with 4T1 cells at different concentrations (10–400
mgmL�1) for 24 h. The cellular viability was thenmeasured. It was
found that the cell viabilities exceeded 80% in the presence of
AgNP/CD, CyOH, and CyOH–AgNP/CD (Fig. S8†), indicating their
negligible cytotoxicity. However, aer laser irradiation, the
toxicity of CyOH–AgNP/CD to cells was signicantly increased.
The cellular viability was approximately 10% aer irradiation
with a 660 nm laser for 5 min (Fig. S9†).
Mitochondrial accumulation and photoinduced cytotoxicity

To study the subcellular localization of CyOH–AgNP/CD, we
used MitoTracker for colocalization experiments (Fig. 4). The
green uorescence from MitoTracker (Fig. 4A) was overlapped
with red uorescence from the CyOH–AgNP/CD probe
(Fig. 4B), with an overlap coefficient of 0.80 (Fig. 4C and D).
These results conrm that CyOH–AgNP/CD can target the
mitochondria. Moreover, the PDT effects of AgNP/CD, CyOH,
and CyOH–AgNP/CD on 4T1 cells were veried by calcein-AM
and propidium iodide co-staining. Aer laser irradiation,
most cells in the CyOH–AgNP/CD group died (Fig. 4H), proving
and reconrming the improved PDT of 4T1 cells induced by
CyOH–AgNP/CD. By contrast, the cells incubated with AgNP/
CD and CyOH were only slightly affected by laser irradiation
(Fig. 4F and G).
Fig. 3 Mechanism for enhanced 1O2 production and cytotoxicity.

This journal is © The Royal Society of Chemistry 2020
Targeted tumor imaging

We investigated the tumor accumulation ability of CyOH and
CyOH–AgNP/CD by in vivo uorescence imaging. In the CyOH
group (Fig. 5A and C), the NIR uorescence signals from CyOH at
the tumor site gradually increased with time extending, and the
uorescence intensity reached a maximum at 20 h. Nevertheless,
in the CyOH–AgNP/CD group (Fig. 5B and D), the uorescence
signal at the tumor site reached its maximum at 24 h post-
injection. Owing to its larger size, CyOH–AgNP/CD needs more
time to accumulate at the tumor site via the EPR effect. Main
organs from sacriced mice were extracted at 36 h post-injection,
and then imaged for the biodistribution of CyOH and CyOH–
Fig. 5 In vivo fluorescence images of CyOH (A) and CyOH–AgNP/CD
(B) at different time points after intravenous injection. The fluores-
cence intensity of tumors with CyOH (C) and CyOH–AgNP/CD (D) at
different time points. Confocal fluorescence microscopy image of
tumors after treatment with CyOH (E) and CyOH–AgNP/CD (G), lex ¼
633 nm, and lem ¼ 650–750 nm. Biodistribution of CyOH (F) and
CyOH–AgNP/CD (H) in tumor-bearing mice after 36 h.

Nanoscale Adv., 2020, 2, 489–494 | 491
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Fig. 6 (A) Photographs of mice before and after treatment for 20 days.
(B) Photograph of tumor tissues of sacrificed mice from the four
groups after treatment for 20 days. (D) Tumor growth curves of mice in
the four groups.
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AgNP/CD in vivo. The uorescence intensity in different organs
exhibited similar biodistributions in both CyOH (Fig. 5F) and
CyOH–AgNP/CD (Fig. 5G), indicating that CyOH and CyOH–

AgNP/CD could be selectively delivered to the tumor site on the
basis of the EPR effect. Moreover, the uorescence at the tumor
tissue was observed in the confocal uorescence microscopy
image. Fig. 5E shows weak uorescence for CyOH in the tumor
tissue, whereas Fig. 5G presents strong uorescence for CyOH–

AgNP/CD in the tumor tissue. The aforementioned results indi-
cate that the as-prepared CyOH–AgNP/CD exhibits enhanced
accumulation in the tumor relative to CyOH.

Antitumor PDT

We evaluated the therapeutic efficacy of CyOH–AgNP/CD on the
4T1 tumor-bearing mice. When the tumor volume in the mice
reached the predetermined volume, they were divided into four
groups to compare the PDT results. As shown in Fig. 6A–C and
S10,† the tumor volume becomes considerably enlarged aer
PDT for 20 days in the control group. The tumors in the AgNP/CD
and CyOH groups were inhibited to a certain extent. However, in
the CyOH–AgNP/CD group, apparent tumor shrinkage was
observed, which was attributed to its generation of additional 1O2.
To conrm the therapeutic efficiency, tumor tissues of the
sacriced mice from the four groups aer PDT for 20 days were
extracted for H&E staining. H&E-stained images showed few
changes in the control group, AgNP/CD-treated group, and CyOH-
treated group, whereas the CyOH–AgNP/CD-treated group
exhibited severe destruction of the tumor tissue (Fig. S11†).
Meanwhile, H&E-stained images of main organs (heart, liver,
spleen, and kidney) of the sacriced mice from the four groups
are shown in Fig. S12.† As can be seen, H&E-stained images of
tissue slides for the main organs from control, AgNP/CD, CyOH
and CyOH–AgNP/CD groups all showed few changes. These
results demonstrate that CyOH–AgNP/CD exerted limited side
effects on the main organs of mice.

Conclusions

In summary, we synthesized a CyOH–AgNP/CD nanocomposite
as a new nanophotosensitizer for simultaneously improved
tumor imaging and PDT. The developed nanophotosensitizer
exhibited excellent properties, such as stable NIR uorescence,
good biocompatibility, negligible toxicity, and selective
492 | Nanoscale Adv., 2020, 2, 489–494
accumulation in tumors. Compared with free CyOH, CyOH–

AgNP/CD can not only target tumors but also generate more 1O2

by reducing its DEST. Owing to its tumor imaging ability and
signicant antitumor effect, CyOH–AgNP/CD exhibits potential
for future clinical imaging-guided PDT.

Experimental
Synthesis of CyOH

CyOH was synthesized using a method described in previous
studies.33,37 Prior to CyOH synthesis, compound 3 as an inter-
mediate was prepared from compound 1 and compound 2 by
following the synthetic route depicted in Scheme S1.† The
puried compound 3 (1.0 g), resorcinol (1.7 g), and anhydrous
N,N-dimethylformamide (DMF, 15 mL) were then added into
a two-neck vessel. The mixture was heated to 115 �C under a dry
N2 atmosphere for 2 h. Aer the temperature was cooled to
room temperature, the solvents were removed using a rotary
evaporator. Yield: 45.6 mg (60%). 1H NMR (DMSO-d6, 400 MHz,
Fig. S1†) d: 8.70 (dd, J ¼ 15.0 Hz, 1H), 8.35 (d, J ¼ 8.5 Hz, 1H),
8.20 (d, J ¼ 8.9 Hz, 1H), 8.15 (d, J ¼ 8.0 Hz, 1H), 7.93 (d, J ¼
8.9 Hz, 2H), 7.74 (t, J ¼ 8.3 Hz, 1H), 7.62 (t, J ¼ 7.3 Hz, 2H), 7.50
(s, 1H), 7.47 (d, J¼ 8.5 Hz, 1H), 6.94 (d, J¼ 2.0 Hz, 2H), 6.86 (dd,
J ¼ 2.0, 8.5 Hz, 2H), 6.55 (d, J ¼ 15.0 Hz, 1H), 4.54 (d, J ¼ 7.2 Hz,
2H), 2.72 (m, 4H), 2.00 (s, 6H), 1.85 (m, 2H), 1.44 (t, J ¼ 7.1 Hz,
3H). 13C NMR (DMSO-d6, 100 MHz, Fig. S2†) d: 178.27, 162.17,
161.01, 154.66, 144.33, 139.26, 136.01, 134.24, 132.67, 131.24,
130.51, 129.65, 128.53, 127.67, 126.40, 126.30, 122.95, 114.88,
114.09, 112.70, 103.45, 102.52, 52.38, 28.82, 27.55 (2C), 24.07,
20.52, 13.35. MS (Fig. S3†)m/z calcd for C31H30NO2

+ [M]+, 448.2;
found, 448.1.

Preparation of CDs

By using citric acid as a precursor, CDs with reducing properties
were prepared via a hydrothermal method. Citric acid (1.0 g)
was mixed in water (25 mL) under vigorous stirring. The solu-
tion was transferred to a Teon-lined autoclave and then reac-
ted for 8 h at 200 �C. When the solution was cooled to room
temperature, the obtained liquid was adjusted with a 1 M NaOH
solution to pH ¼ 7.0. A puried CD solution was ultimately
obtained using a dialysis bag (1000 Da) for 6 h.

Preparation of AgNP/CD

The aforementioned solution (5 mL) containing reduced CDs
was adjusted to pH ¼ 8.0–9.0 by adding a NaOH (70 mM)
solution. Approximately 500 mL of a 140 mM AgNO3 solution
was added with magnetic stirring. Aer the reaction for 6 h at
room temperature, a yellow-brown AgNP/CD solution was
obtained.

Preparation of CyOH–AgNP/CD

The CyOH–AgNP/CD nanocomposites were synthesized using
CyOH and AgNP/CDs via Ag–O bond interaction. First, 0.5 mg
CyOH was dissolved in a 4 mL ethanol/Tris–HCl buffer solution
(pH ¼ 7.4, 1 : 1, v/v), and 1 mL of AgNP/CDs (10 mg mL�1) was
mixed with the CyOH solution. The mixture was subsequently
This journal is © The Royal Society of Chemistry 2020
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stirred and shaken uniformly to obtain a CyOH–AgNP/CD
nanocomposite solution.
Detection of singlet oxygen

Diphenylbenzofuran (DPBF) as a trapping agent was applied to
detect 1O2. The prepared CyOH, AgNP/CD, and CyOH–AgNP/CD
solutions were added into the DPBF ethanol solution (10 mM)
sequentially, and the mixture was exposed to a 660 nm laser (60
mW cm�1). The absorption intensity of DPBF at 420 nm for each
sample was detected by UV-visible (UV-vis) absorption
spectrometry.
Confocal imaging for colocalization

4T1 cells were seeded on a 35 mm glass-bottomed culture dish.
When �75% conuency was reached, 10 mM CyOH–AgNP/CD
was added. Aer co-incubation for 8 h, free CyOH–AgNP/CD
was removed by washing with RPMI 1640 three times. These
cells were incubated with MitoTracker for 30 min, followed by
colocalization imaging.
Targeted tumor imaging

Animal handling procedures were approved by the Animal
Ethics Committee of Guangxi Normal University (No. 20150325-
XC). Breast cancer tumors were obtained by subcutaneous
injection of 4T1 cells (100 mL, �5 � 106) into nude mice. CyOH
and CyOH–AgNP/CD (100 mL, 1.5 mg kg�1) were intravenously
injected in the mice, sequentially. These mice were then anes-
thetized and scanned using a Kodak FX-Pro imaging system for
long-term monitoring of the distribution and metabolism of
CyOH and CyOH–AgNP/CD.
Antitumor photodynamic therapy

The prepared 4T1 tumor xenogras (with a tumor volume of
�200 mm3) were divided into four groups: the control group,
AgNP/CD-administered and irradiated group (AgNP/CD group),
CyOH-administered and irradiated group (CyOH group) and
CyOH–AgNP/CD-administered and irradiated group (CyOH–

AgNP/CD group). CyOH–AgNP/CD solutions (100 mL, 2 mg
mL�1) were injected intravenously into the mice. About 24 h
aer the photosensitizer was administered, the tumor xeno-
gras were irradiated using a 660 nm laser (60 mW cm�1) for
10 min. The tumor volumes of all mice were measured and
recorded during PDT. These mice were ultimately sacriced,
and their tumor xenogras were evaluated by histological
examination (hematoxylin and eosin (H&E) staining).
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