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Making chemicals from the air: the new frontier for hybrid
electrosyntheses in artificial tree-like devices

Making chemicals from the air showcases the new frontier
for hybrid electrosyntheses in artificial tree-like devices,
discussing the advances in the three necessary components:
i) capturing H,O, N, and CO, from the air, i) converting them
electrochemically and iii) eventually using the products of
electrochemical conversion as feed for microbial upgrading.
The production of fertilisers and food components from the
air is specifically discussed.
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Making chemicals from the air is a visionary objective that can potentially revolutionise chemical pro-
duction. This critical review shows that the essential elements to realise this dream exist, even the many
challenges, particularly in integrating all the components and operating them in synergy. The production
of (i) fertilisers and (ii) food components (carbohydrates, proteins) from the air in artificial tree-like devices
is analysed, focusing on the electrosynthesis aspects. Three critical components of these devices were
discussed: (i) the system to capture and concentrate small molecules (CO,, H,O, N») from the air, (i) the
electrocatalytic fixation of CO, and N,, with the advances in producing directly (one-step) ammonium
nitrate solution and/or urea, and (iii) the sustainable production of food from the air, via a first stage of
electrocatalytic CO, fixation to acetate. Although there are advances in these areas, the possibility of
combining them is still at an early stage. The concept of hybrid electrosyntheses technologies is crucial to

Received 15th June 2023,
Accepted 14th September 2023

DOI: 10.1039/d3gc02135a realising and implementing these dream reactions. For this reason, it is indicated as the frontier research

Open Access Article. Published on 21 2023. Downloaded on 2025/10/18 01:23:27.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

rsc.li/greenchem in electrosynthesis.

Introduction

A “grand challenge” for a sustainable future is the possibility
of producing chemicals directly from the air, e.g., by capturing
N,, H,0 and CO, from the air and transforming them into fer-
tilisers, proteins, carbohydrates, and other chemicals using
only sunlight. In other words, develop genuine artificial leaf-
type devices beyond those under investigation."'® Hybrid
electrocatalytic-microbial systems™ ™ offer exciting possibili-
ties to meet these highly challenging objectives, although still
not systematically explored.

Most devices referring to artificial leaves or photosynthesis
perform simple reactions, mainly water splitting. Studies on
CO, conversion (CO,RR) or N, reduction reaction (to ammonia)
(NRR) are increasing, even if performances are still low, with
solar-to-fuel efficiencies often of 1% or below. In addition, achiev-
ing a high current density and efficiency should be realized sim-
ultaneously, being current density a measure of productivity.
Progress has been significant over the years. For example, a 10%
solar-to-fuel efficiency combined with a high current density in
CO, conversion to formic acid and H, has been reported recently.
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However, capturing CO, or N, directly from the air (as in
natural leaves) is not considered in these studies, if not a long-
term possibility. Furthermore, the products of these reactions
should generally be further processed to obtain chemicals for
the consumer market. A genuine artificial leaf device should
be able to capture directly N,, H,O and CO, from the air and
make more complex products for daily life, such as fertilisers
and food components, e.g., proteins and carbohydrates. These
could be made by combining:

- the capabilities of functionalised membranes (or equi-
valent systems) able to capture and concentrate these small
molecules to the surface of an electrocatalyst while preventing
contact with molecules that may inhibit the activity (O,, for
example);

- the potentialities of (photo)electrocatalytic devices to
use sunlight to fix CO, and N,, converting them to molecules
that can be the feed for microbial conversion;

- the abilities of microbial processes in constructing
complex molecules such as carbohydrates or proteins, even-
tually assisted by photo/electro components to bypass limit-
ations by using co-enzymes (NADH and ATP) and allow
process intensification."”

A hybrid artificial tree-like device

Combining several artificial-leaf elements would allow the cre-
ation of an artificial tree-like device where the “leaf” represents
the photoelectrocatalytic elements and the “branches and
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trunk” are the elements for distribution/collection and to host
the other elements, such as the microbial reactor, which
cannot be integrated directly in the leaves. A schematic presen-
tation of this conceptual approach to making chemicals from
the air in a hybrid artificial-tree-type device is presented in
Fig. 1.

These devices will operate in a distributed mode, e.g., pro-
ducing the chemicals directly at the consumer (or small dis-
trict) level. The productivity will be met by many of these
devices working in parallel. They will directly use solar energy.
The advantages are lower environmental impact (see below)
and enhanced resilience (avoiding dependence on energy costs
and raw materials from external factors). For example, a fertili-
ser in a diluted aqueous solution can be readily spread on the
soil without concentration. On the contrary, centralised pro-
ductions (due to scale-factor leading to megascale plants)>®
require concentration and production of a solid (typically) to
be transported. This is an energy-intensive operation with
safety issues (for example, the explosivity of ammonium
nitrate prills).

The advantages in terms of greener and more sustainable
chemical production are multiple: (i) reduce the energy and
associated environmental costs of producing the raw materials
(energy supply included), (ii) increase resilience, (iii) very low-
carbon, and potentially negative footprint, (iv) avoid the costs
and environmental impact of transporting/distributing chemi-
cals, (v) decrease time-to-market (once optimised, the scaling
occurs by numbers instead by size, drastically reducing time
for scale-up), (vi) allows greater adaptability to different appli-
cations (enhanced number of technology developers, because
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Fig. 1 Schematic presentation of the conceptual approach to make
chemicals from the air in an hybrid artificial-tree-type integrated device.

significant investments for pilot units are not necessary) and
(vii) more extensive number of investors. The change in the
production model, from centralised to distributed, thus
enables a greener chemical production, avoiding the use of
fossil fuels and accelerating the transformative conversion of
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chemical production. Thus, it is a central element in transfor-
mative greener chemistry.

While making chemicals from the air will contribute to
only a part of the chemicals we use, even if addressing large-
scale chemicals (synthetic food, fertilisers), pushing this possi-
bility has a great societal impact, giving a long-term vision of
the novel possibilities empowered by dream chemistry. In
addition, the single elements, such as the selective capturing
and concentration or the photoelectrocatalytic (PEC) devices
and electrodes, impact the technological developments necess-
ary to reduce the carbon footprint of chemical production and
related sectors or energy-intensive industries.

Scope and limitations

Electrosynthesis is at the core of this transformation, as out-
lined in Fig. 1. However, a large part of the studies on electro-
synthesis focuses instead on simple reactions and approaches,
even in terms of electrodes and reactors, which are not repre-
sentative of the conditions to progress along the directions
needed to realise the conceptual scheme illustrated in Fig. 1.
There are, however, uncoordinated advances in the literature
on the key technological components necessary to develop the
concept presented in Fig. 1.

However, the literature studies have a different target; thus,
these contributions do not refer to the Fig. 1 conceptual
approach with related needs and constraints. This review thus
aims to evidence that there are the essential elements to con-
sider feasible, even if challenging, the concept realisation out-
lined in Fig. 1. This paper will discuss these emerging studies
and present them as components for a unitary vision, provid-
ing the background to indicate the feasibility of directly produ-
cing chemicals from the air. The focus is on the electrosynth-
esis aspects. Extending current studies in electrosynthesis to
new directions by interfacing with other disciplines is
necessary.

It is out of the scope to critically analyse all the aspects pre-
sented, being available dedicated reviews for each specific
topic, although not referring to their use to realize Fig. 1
device/approach. The discussion is limited to the feasibility
and state-of-the-art elements concerning the applicability of
developing a hybrid artificial-tree-type integrated device.

Besides the scientific and technological, economic feasi-
bility is a key feature. However, such a type of analysis is
impossible or even defining metrics for this analysis. An inte-
grated device, as outlined in Fig. 1, is not available even at a
prototype level. On the other hand, it is also incorrect to
perform a conventional techno-economic analysis comparing
with the actual costs of producing fertilizers or food. Many
immaterial aspects, from geostrategically to environmental
and resilience, related to the change in the production mode
are important from a sustainability perspective but not
accounted for in the conventional economic assessments. In
addition, the conceptual scheme introduced in Fig. 1, com-
pared to the conventional production scheme, has the main
advantage of virtually eliminating operative costs (for raw
materials and energy) and has mainly fixed costs. The experi-
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ence with photovoltaic cells shows that it is possible to drasti-
cally cut manufacturing costs, while operative costs highly
depend on externalities. Furthermore, the production of artifi-
cial tree-like devices will be based mainly on parallelized units.
Thus, scaling up costs will be minimized, time to market dras-
tically shortened and flexibility in adapting to different
requests enhanced. Many novel investors can enter the
market. These are the elements which created the actual
success in photovoltaics.

Even with these premises, it is important to indicate that
very rough preliminary estimations®*?® suggest that the
concept presented in Fig. 1 is not a curiosity but a feasible
possibility from an economic perspective, confirmed by
various companies entering the field (see later).

Selective capturing and concentration
of small molecules from the air
Capturing water

In an artificial-tree system, as illustrated in Fig. 1, capturing
water directly from the air would reduce the complexity of con-
necting each of the multiple artificial leaves to a system for
water purification/distribution. In addition, from a sustainabil-
ity perspective, capturing water directly from the air is prefer-
able to decrease the impact on water of water splitting. The
stoichiometric minimal amount of water is 9 kg per kg H,,
although it is a 1:1 ratio in terms of moles. Often, the amount
of water used is presented as a main environmental issue of
water splitting. While H, is used in most cases as an energy
vector generating then back H,O, capturing water directly from
the air would also overcome these issues and societal
sensitivity.

Capturing water from the air is a technology already
demonstrated to be feasible. In nature (tree frogs in tropical
Australia, for example), combining temperature decrease at
night and nanohollows is often used to capture water from the
air.** Bio-inspired water harvesting materials can be designed
based on these strategies.”® Desert cactuses used a different
principle. Water droplets condense at the tops of their spines
and move to the stem using capillary and other physical
forces.?® Desert beetle uses hydrophilic protrusions on its skin
as nucleation sites, while hydrophobic areas cause the conden-
sing of water droplets and funnelling them into the beetle
mouth.*”

Other principles can also be used to capture and condense
water from the air. Deliquescent salts capture water molecules
passively through the hydration process. The hygroscopic salt
can be confined in composite structures to avoid liquefication.
For example, LiCl incorporated in a zwitterionic polymer [as
poly [2-(methacryloyloxy)ethyl] dimethyl-(3-sulfopropyl)am-
monium hydroxide (PDMAPS)] makes a hygroscopic hydro-
gel.?® The salt ions remain trapped within the hydrogel
because water molecules become part of the zwitterionic poly-
meric structure. A heater then extracts the bound water. Guo
et al.*® reported that a superhygroscopic polymer film contain-
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ing a hygroscopic salt (LiCl) exhibits high water uptake of
0.64-0.96 g g ' at 15-30% relative humidity. They use a
natural product (Konjac glucomannan) with highly porous
structures for active moisture capture and water vapour trans-
port. At the same time, another component (thermoresponsive
hydroxypropyl cellulose) enables phase transition at a low
temperature to assist the release of collected water via hydro-
phobic interactions. Other hygroscopic hydrogels also exist.*°
An alternative is using materials such as metal-organic frame-
works (MOFs) to adsorb water while tailoring the hydrophili-
city of the functional groups to facilitate desorption. For
example, Zr-based MOF-801 collected and released 0.1 L of
water per kilogram MOF daily at 10% relative humidity.>' Rod-
like MOF-303 crystal structure has long channels facilitating
the uptake and release of water. It delivered 0.7-1 Ly o kgmor
at relative humidity <7%.>>** A PV panel can provide energy
for desorption and water collection.

Several MOF-based prototyping devices have been demon-
strated with great practical potential.**"*

A critical analysis of the status in this area. The main
advances summarized above remark that capturing water from
the air will not be likely the factor limiting the development of
Fig. 1 devices. Identifying the specific solution to be integrated
into the Fig. 1 scheme (or analogous) has to be made as the
match between the water production rate and its use.
Nevertheless, relevant developments in the area indicate the
exploitability of this solution at economical costs.

Capturing CO, and N,

More challenging is the capture and concentration of CO,
from the air, avoiding at the same time the contact with the
electrodes of undesired air components. Similar issues,
although slightly different, are present in separating N, from
O, for electrocatalytic nitrogen fixation. Nitrogen is present in
air with a higher concentration than CO, but is chemically
inert.

While effective alternatives (except those discussed later)
for CO, capture and selective transport/concentration to the
electrocatalyst are unavailable, membrane (and other) solu-
tions are established for N, separation. Membrane units for
>99% N, purity are commercially available but require multi-
step separation stages. The process is too costly in energetic
terms®® and especially unsuitable to be integrated into a
scheme, as presented in Fig. 1.

It is thus necessary to develop a single-stage membrane
unit where N, selectively diffuses while O, transport is
blocked. Membranes containing metal complexes binding N,
rather than O, can be imagined. This topic of functional
elements for the selective transport of N, in membranes is an
area scarcely investigated. MOF materials containing Cr(u)
sites could selectively capture N, over 0,.>” N,-selective group
V metallic membranes have also been reported.*® Generally,
results are very limited, even proving the conceptual feasibility.
There is a rich N, coordination chemistry supporting this
indication.>®
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In parallel, the poisoning effect of O, on the electrocatalyst
for N, fixation has also to be reduced by designing O,-tolerant
NRR electrocatalysts. This is another area not yet investigated.

The alternative in the case of CO, to the functionalised
membranes outlined in Fig. 1 is the integration of CO, electro-
lysis with CO, capture. The capture of CO, is an energy-inten-
sive and costly element of carbon capture, utilisation and
storage (CCUS) technologies. The overall energy penalty due to
a CO, capture unit depends on the type of solvent and charac-
teristics of the capture process. When using DAC (direct air
capture) technologies, the cost of the process and energy inten-
sity are large, ranging from 0.15 to 0.25 Mtoe/Mtco, e.g.,
around 0.55 Mtco, per Mtgo, captured.”® The DAC technology,
however, is not well suited for integration into the concept pre-
sented in Fig. 1, requiring too large volumes.*"

Integrating CO, electrolysis with its capture provides oppor-
tunities for energy reductions by simultaneously removing the
energy-demanding regeneration step in CO, capture and avoid-
ing critical issues faced by CO, gas-fed electrolysers.*? Fig. 2
reports the simplified block diagrams of sequential and inte-
grated routes for amine-based CO, capture and electrolysis
with a more detailed scheme for the integrated CO, capture
and direct CO, electroreduction from the capture medium.
Some elements, such as the compression unit between the
stripper and electrolyser are not shown. Classical amine-based
CO, capture requires around half of the energy of DAC, but

Lean capture solvents

Diluted CO,
feed (not air)

CO,
electrolysis

Sequential route CH,O, (+Hy)

! products

L Lean capture solvents J i ]

Integrated route

CO,-lean amine

Electricity

Absorber

CO,-richamine :
2 —> products !

Separation

Fig. 2 Simplified block diagrams of sequential and integrated routes for
amine-based CO, capture and electrolysis with a more detailed scheme
for the integrated CO, capture and direct CO, electroreduction from
the capture medium. Some elements, such as the compression unit
between the stripper and the electrolyser, are not shown.
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cannot be applied to capturing CO, from air, and requires a
minimum CO, concentration over 10%.

Although the energy-intensive character of this integrated
solution is lower than the sequential solution, it still requires
significant energy intensity (estimated energy reduction to
sequential operations is around 20-25%).*> Additionally, it
cannot be used for directly capturing CO, from the air. More
aspects of the integrated CO, capture and electrochemical con-
version were discussed by Gutiérrez-Sanchez et al.,** Adamu
et al.** and Sullivan et al.*> The use instead of solid adsorbent
was reviewed by Khdary et al,*® Fu et al.*’ and Sun et al*®
However, the latter technology does not adapt to be integrated
within artificial tree-type devices as illustrated in Fig. 1.

Li et al.*® proposed integrating an ammine CO, adsorption
step directly in the electrocatalytic cell for CO, conversion, e.g.
to perform the electrocatalytic CO, conversion directly in the
amine solution where CO, is captured. However, the product
will be an amine solution containing the products of CO, con-
version. It is unsuited for directly sending the solution to the
integrated microbial unit. The same observation applied to
other cases discussed above.

Overcoming the issues given by the electrolyte on the
microbial unit is critical. It is necessary to work under a
neutral aqueous solution without added salts to promote con-
ductivity (and thus performances) or to use an electrolyte-less
(also indicated zero-gap or gas-phase) approach. In this cell
design, gas-phase CO, is adsorbed and concentrated at the
electrode surface in a GDL (gas-diffusion layer) electrode.
Huang et al.>® modelled using the CFD (computational fluido-
dynamic) approach, a membrane reactor concept for inte-
grated CO, capture and conversion. Although their reactor
model differs from the membrane/GDL zero-gap -electro-
catalytic system indicated above, their results support the need
to develop the membrane/GDL zero-gap electrocatalytic
approach.

Marepally et al.>' showed that it is possible to modify GDL
by introducing MOF elements capable of capturing CO, and
enhancing the virtual pressure of CO, at the electrocatalyst
surface. ~ Mg/DOBDC  (4-dioxido-2,5-benzenedicarboxylate)
MOF (functionalising its open metal coordination sites
with pendent amines) results in a material capable of CO,
adsorption at ultra-dilute CO, partial pressures. A Zr-based
UiO-67 MOF functionalised with amino silanes also shows
promising performances in selective CO, adsorption at low
pressure.>”

The development of membrane/GDL electrodes functiona-
lised by these components has not been investigated, nor was
studied how to develop a porous flexible membrane®® permeo-
selective to CO, > which can be integrated into the CO,RR
electrode in a zero-gap reactor configuration.’®>® Diluted CO,
sources are fed to the GDL cathode (based on Pt supported on
carbon) and O, deriving from the anode. The CO, is adsorbed
as carbonate, passing first through an anion-exchange mem-
brane (AEM). On the anode side, water is oxidized on a GDL
with supported IrO,, with O, evolving as a gas phase and
protons passing through a cation-exchange membrane (CEM).

This journal is © The Royal Society of Chemistry 2024
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A porous solid-electrolyte (PSE) is present between the two
anodic/cathodic and the place for recombination of crossover
protons and carbonate to form H,CO;, decomposing then to
gaseous CO,. The concept is exciting but unsuited for direct
coupling with CO, electrolyzers.

Furthermore, expensive noble metals electrocatalysts are
used on both sides. The capture process is energy-intensive,
with productivity limited by two membranes (AEM, CEM) and
PSE. They indicated a cost of about $83 per ton of captured
CO,, which could be reduced to $58 per ton, remaining thus
high.

The above comments remark on properly designing CO,
electrolyzers, particularly in scaling up the results and obtain-
ing industrially relevant processes.>> However, several litera-
ture studies of CO,RR and NRR do not have such character-
istics. Yuan et al® discussed different CO, electrolyzer
designs, including GDE and zero-gap electrolyzers, and their
scale-up engineering challenges.

An attractive electrochemical reactor with a continuous
carbon capture was presented recently by Zhu et al.®°

A critical analysis of the status in this area. There are many
challenges to solve. Still, the above results outline the path and
indicate the feasibility of developing electrocatalytic cells that
can directly capture CO, and/or N, from the air and give rise to
CO,RR or NRR electrocatalytic reactions with reasonable rates,
compatible with the realisation of Fig. 1 devices. With more
focused research, this area could develop applicable solutions
relatively quickly.

Fertilisers from the air
Relevance

Fertilisers are the single most significant industrial chemicals,
with a global production of ~260 Mt per y (as nutrients),
~20% of which are urea (~235 Mt per y as a product) and ~6%
nitrate. In front of the very spread fertiliser use, production is
concentrated in a limited number of plants, often on a mega-
scale (up to 5000-6000 metric tonnes per day). Thus, as com-
mented before, high costs and impacts are associated with
their distribution. Critical is that in a highly fluctuating
market, these plants do not have the flexibility to adapt pro-
duction to the needs, negatively impacting economics and
having a high local impact on the environment. In addition,
their price was subject to huge fluctuations, from less than 300
USS$ per ton to over 1200 US$ per ton in the last two years, due
to the energy intensity of the process (energy feedstock costs
drive 70-80% of the cost of ammonia) and distribution. For
this reason, interest in distributed ammonia production to
improve energy and food security, reduce costs and deploy
ammonia energy solutions is increasing. Various companies,
such as Starfire Energy, AmmPower and FuelPositive (with
increasing interest also by traditional ammonia plant produ-
cers, such as Casale, Stamicarbon, and Topsoe), offer small-
scale renewable NH; solutions based on H, by hydrolysis, fol-
lowed by a nearly-traditional Haber-Bosch (HB) process using
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heterogeneous catalysis operating at high temperatures and
pressures.®!

Direct and indirect (multistep) processes

The processes outlined above are multistep (indirect).
Although making H, via electrolysis rather than from fossil
fuels significantly reduces the carbon footprint, producing fer-
tilisers is still a complex, multistep and energy-intensive
process.®”® It is thus attracting the possibility of directly
making ammonia by electrolysis of N, + H,O to avoid the
energy losses and additional Capex (capital expenses) related
to the coupling of the H, electrolysis (operating typically at
near ambient temperature and modest pressures) to the
heterogeneous HB step operating typically at 450-500 °C and
>200 bar. Furthermore, being an exothermic reversible reac-
tion, very large recycles are necessary.

An important aspect is that in the direct N, + H,O electroly-
sis to ammonia, the electrocatalytic hydrogenation of co-
ordinated N, occurs through a concerted proton-coupled elec-
tron transfer (PCET) mechanism.®*®” This has relevant conse-
quences. The limiting factor in ammonia synthesis in HB
heterogeneous catalysts is the N, splitting and the formation
of strong chemisorbed N species on the surface of the iron
catalyst, which hydrogenation requires high temperatures.
Thus, high operation pressure (due to thermodynamics) and a
large recycle. In addition, thermodynamic limitations associ-
ated with the reversible N, + H, reaction are no longer present,
hydrogenation occurring through the involvement of H'/e~
rather than molecular H,. Due to a different, enzymatic-like
mechanism, the direct electrocatalytic N, fixation to ammonia
overcomes the limitations in heterogeneous HB catalysts and
the consequent impact in terms of cost and energy. Direct
ammonia production in a single-stage electrolyser offers
advantages of potential cost reduction, process intensification
and energy saving, even if the current performances are still
quite far from the potential range of interest for possible
commercialisation.®® 7

Most of the literature data refer to relatively low current
densities, often ~0.1 mA cm™ or even below, in addition to
faradaic efficiencies (FE) still low (typically below 30-40%) due
to the parallel formation of H,. In addition, data reported for
high performances are made in unsuitable conditions for
possible exploitation or using more costly sacrificial agents”>”°
to report top performances, as in the widely cited Li-mediated
mechanism of N, fixation to ammonia.””””° Several of these
studies, in addition, are not realised under reaction conditions
(electrolytes, type of reactors, and other aspects), which allow
the production of an aqueous solution containing ammonium
ions to be used as a fertilising solution.

A recent study reported continuous-flow electrosynthesis of
ammonia by nitrogen reduction and hydrogen oxidation.”
Although performances are engaging, with a FE up to 61% at a
current density of —6 mA cm™>, the method uses H, as the
source of protons rather than H,O, thus missing the advan-
tages of the direct synthesis. The solution cannot be adapted
to the direct synthesis of fertilizers. The method is an exten-
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sion of the Li-mediated electrocatalytic synthesis of
ammonia.”*%%%" Despite the high FE, the use of ethanol as a
sacrificial agent for supplying protons, the type of electrolyte
(LiBF, in THF), and other issues make these methods unsuita-
ble for direct production of fertilizers in a single electro-
catalytic cell.

Therefore, there is still the issue of improving the perform-
ance (FE but principally current densities). However, it should
be made under conditions and type of reactors (flow, zero-gap
reactors, as commented before) that allow the possible exploi-
tation. This is the main challenge, rather than proving
mechanistic aspects and data reliability.>

Routes for direct production of fertilisers

While most of the studies in N, fixation are limited to NH;
synthesis, exploring additional possibilities and analysing
whether the direct production of fertilisers is possible rep-
resents the next challenge.'® There are two possibilities:

1. Exploit the anodic section of the electrocatalytic cell to
convert N, to nitrate and thus produce an ammonium nitrate
solution as the results of the two reactions of N, to NH,"
(cathode) and N, to NO;™~ (anode)

2. Electrocatalytic produce urea directly (in one step)
from N,, H,O and CO,.

Making fertilisers in a distributed mode using these two
approaches, although highly challenging, particularly when
the direct use of N, from the air is integrated into the cell
(Fig. 1), can revolutionise fertiliser use and impact. It will (i)
cut and stabilise costs, making them independent from the
feed and energy variance, (ii) eliminate costs and environ-
mental impact for distribution, (iii) decouple agricultural
needs from market dependence and monopolies, (iv) reduce
greenhouse gas emissions, (v) favours the creation of energy
communities, and (vi) enhance the sustainable management
and use of fertilisers. Thus, there are many motivations for
greener production.

Ammonium nitrate solutions as fertiliser

Ammonium nitrate is a widely used fertiliser whose pro-
duction requires a multistep process via ammonia synthesis,
then oxidation to NO, absorption in water, and the reaction of
nitric acid with ammonia and ammonium nitrate solid pro-
duction (Fig. 3a). Similar is the process of urea production.
Nitrate ions are highly mobile/soluble in soil water and can be
assimilated directly by the root system of plants. The
ammonium ion is the counter-ion, which may be either
assimilated directly by roots or transformed to nitrate in the
soil and then assimilated. While a solid is necessary to facili-
tate storage and transport, an aqueous solution should be
made typically for distribution to the soil as fertiliser. Urea is
readily converted to ammonium bicarbonate in the soil follow-
ing assimilation paths as above.

Besides the complexity of the multistep process and the use
of fossil fuels (natural gas, NG) as the source of H, and energy
(with thus a significant carbon footprint), ammonium nitrate
or urea should be converted to a solid for storage and trans-

This journal is © The Royal Society of Chemistry 2024
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the electrocatalyst). GDE: gas diffusion electrode. PV: photovoltaic module.

port. Making a solid requires concentrating the solution in an
evaporator or concentrator and then spraying the concentrated
melt into the top of a prilling tower. This step is energy-inten-
sive (around 8500 MJ per ton N) and costly. In contrast, they
are often used as an aqueous solution for distribution to the
soil, thus avoiding the need for concentration/production of
the solid. The scheme outlined in Fig. 3b shows that direct
solar energy integration allows for overcoming the above
issues. It realises a distributed, resilient and sustainable pro-
duction of fertilisers with an approach that strongly reduces
the current methods’ complexity.

Advances in direct ammonium nitrate solution synthesis.
The preliminary studies on the direct production of
ammonium nitrate and/or urea solutions for use as fertilisers
focused on some aspects of the conceptual scheme presented
in Fig. 3b.

This journal is © The Royal Society of Chemistry 2024

Contrary to the abundant literature on direct N, reduction
to ammonia or ammonium ion (NRR)°*6768707183-92 the
studies on the N, direct oxidation to nitric acid or nitrates
(NOR) are limited, even if interest is increasing.”>°® Oxygen
evolution reaction (OER) competes with NOR, as hydrogen
evolution reaction (HER) competes with NRR. The challenge is
suppressing these side reactions, thus enhancing faradaic
efficiency (FE) while achieving a high rate of N, activation and
conversion, e.g., current density (CD). In general, in NRR and
NOR, the FE and CD are still largely unsatisfactory. However,
current results as productivities are better for NOR than for
NRR, even if, generally, FE is still below 50%.

The challenge is double. Not only is it necessary to increase
FE and CD, but also the use of operative conditions (such as
electrolytes, avoiding sacrificial agents, continuous operations,
type of reactor and other aspects) that are compatible with pro-
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ducing an ammonium nitrate aqueous solution to be used as
fertiliser. Several of the best results in NRR or NOR do not
respect this indication. Attention is often given to the design
criteria of the electrocatalyst, which are not often relevant
under practical conditions where other aspects, such as con-
centration gradients, mass transfer, etc., determine the behav-
iour and selectivity. For this reason, mechanistic indications
(often based on DFT modelling) do not correspond to the right
electrocatalytic mechanism. They typically do not include the
aspects determining the electrocatalytic behaviour, such as
inner- and outer-sphere electron transfer, proton-coupled elec-
tron transfer, multi-electron/proton transfer, the dependence
of the surface potential on the electrode nanostructure, the
role of the electrolyte and concentration gradients due to diffu-
sional limitations, the complex interactions in the electric
double layer, and other relevant aspects.®*71997113

The current NOR state of the art is based on using Fe
single-atom catalysts (SAC) in N-doped carbon nanosheets,
giving a FE ~35% and CD ~0.2 mA cm™>.°° The applied poten-
tial is ~2.1 V (vs. RHE), and the electrolyte is a 0.05 M K,SO,
aqueous solution. Ru nanoclusters-coupled Mn;0, electrocata-
lysts decorated with atomically dispersed Ru atoms'®* are also
interesting, giving a FE up to ~29% at low potential (1.6 V vs.
RHE) but strongly decreasing at higher potential (around 5%
at 2 V) where nitrate production rate becomes more significant
(around 35 pg h™" mg ™). Nanoporous B;5C, gives the highest
nitrate yield'®* of around 60 ug h™" mg™, but at high potential
(2.2 Vvs. RGE) where FE is about 8%.

In terms of thermodynamic potentials, the reaction:

N,(g) + 6H,0(l) — 2HNO;(g) + 10H" + 10e” (1)

has an equilibrium potential of 1.32 V vs. RHE, thus higher
than the competitive OER (Fig. 4)."°®> Therefore, FE is affected
by the competition by OER over a wide range of pHs.”

In NOR, nitrate formation from N, occurs likely through
two steps:”® (i) the conversion of N, into the *NO intermediate
(where the asterisk indicates chemisorption on an active site)
and (ii) the transformation of *NO to nitrate. The former reac-
tion occurs electrocatalytically and is considered the rate-limit-
ing step.”® The latter is instead a non-electrochemical redox
reaction. Design strategies to improve NOR are based on
theoretical approaches to improve the first step. For example,
how lower the energy of *N, and the adsorption energy differ-
ence between *O and *OH. The latter describes the compe-

HER Ny/NH; NO/NH; H,0/0,

— |

ILIIIII"I"I'IXIAAIIIAI
0.0 0.5 1.0 ai 1.5 ) 2.0

oes v Na/HNO; Ny/NO, Na/NO

Potential [V vs. RHE]

0.05V

Fig. 4 Redox couples for nitrogen reduction (blue) and oxidation (red)
with thermodynamic potentials. HNOs is gas. Reproduced with per-
mission by Wan et al.>* Copyright ACS 2022.
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tition between OER and NOR. Wan et al,” using this
approach (DFT calculations), concluded that (i) the rate-limit-
ing step is the reaction of N, with *O forming *N,O and (ii)
promoting the reaction requires a weaker *O adsorption
together with sites able for a strong N, adsorption. However,
as commented later, such modelling and derived mechanistic
conclusions®>°”°® do not consider the intrinsic differences
between catalysis and electrocatalysis.

For NRR, the use of inorganic donor-acceptor couples of Ni
and Au nanoparticles supported on nitrogen-doped carbon
gives a FE ~60% at low potential applied (—0.14 V vs. RHE)
corresponding to a very low CD (—0.1 mA cm™?). The electro-
Iyte is 0.05M H,SO, electrolyte. Many recent reviews have
discussed this reaction, mechanism and type of
electrocatalysts.®®®>¢77691067117 pyrther discussion is thus
unnecessary. However, the CD should be increased by two
orders of magnitude to reach more realistic results for coup-
ling with a photoelectrocatalytic (PEC) cell design, as illus-
trated in Fig. 3b.

Besides studying the single NOR or NRR reactions only,
most current studies use very simple H-cell cells and electrodes
(not GDE type). These studies do not provide the proper indi-
cations concerning electrocatalytic reactors and electrodes
(outlined in Fig. 3b) for scaling and exploiting the results.
Therefore, it is necessary to go beyond the mechanistic model-
ling of NOR and NRR from catalysis rather than an electrocata-
lysis perspective. Instead, the objective should be to perform
the studies under conditions realistic regarding the possibility
of application and determine the factors determining the
behaviour under these conditions.

Reliability and reproducibility of the results and experi-
mental protocols are important®*'*'*! but not as crucial as
often claimed because it is necessary to increase performance
significantly. In these conditions, the impact of contami-
nations or other artefacts is minimised. The question is thus
whether current studies and approaches would be effective in
achieving this significant increase in performance (under rele-
vant electrocatalytic conditions for industrial exploitability).
We suggested that alternative approaches, including hybrid
systems combining electrocatalysis with other methods,
should be adopted.

We do not discuss the use of photocatalysis here because
the gap in the performances'®®"*>'** is even larger than in
the case of electrocatalysis or PEC approaches. Although
photocatalysis is a valuable approach, the performances are
too far from an application perspective.

Away to increase the performance is to couple electrocataly-
sis with non-thermal plasma (NTP). Hawtof et al.'*® reported
that this hybrid approach, schematically presented in Fig. 5,
allows a record-high FE (up to 100%) for NH; from N,/H,O at
ambient conditions. NTP generates upon interaction with a
water solution solvated electrons, which react with protons to
produce hydrogen radicals that react with vibrationally-excited
N, species (created by plasma) to give ammonia selectively.
They indicated the system as a plasma electrolytic system.
However, proper mechanistic details are missing, particularly

This journal is © The Royal Society of Chemistry 2024
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Fig. 5 Plasma electrolytic N, fixation to ammonia. (a) Left: Scheme of
the device operated by a dc power supply and galvanostatically con-
trolled using a resistor (R) in series. Right: Mechanism proposed with an
indication of the potentially essential species contained in the plasma,
such as vibrationally excited N, [N»(v)], and in the water, such as solvated
electrons [e”(aq.)], and their involvement in reactions, such as the gene-
ration of hydrogen radicals (H’), that lead to NHz formation. The overall
reactions for N, reduction to NHz and H, evolution (under acidic con-
ditions) at the cathode are shown. (b) NH3 yield and efficiency in the
plasma electrolytic system: total NHz produced and corresponding fara-
daic efficiency after different processing times at 6 mA and pH 3.5. (c)
Comparison of electro-driven N, reduction to NHs demonstrations at
ambient temperature and pressure. They were elaborated with per-
mission from Hawtof et al.'?® Copyright American Association for the
Advancement of Science 2019.

about the nature of the excited species generated in the
plasma stream and their lifetime upon interaction with liquid
water. In addition, the FE decays fast (Fig. 4b). Nevertheless,
the results are interesting. Compared with recent results for
similar electrically driven systems, the productivity increases
by one to two orders of magnitude.

Implementing such an approach in an artificial-like device
is challenging but not impossible. However, it requires an
entirely new design of the device aimed to maximise the effec-
tiveness of the NTP and simultaneously miniaturing its design
to realise the NTP at low applied potentials, those which PV
panels can drive.

Several studies are ongoing on plasma-activated N,
fixation,"”*** although based on a different design than that
reported in Fig. 5. Plasma-activated electrocatalysis for nitro-
gen fixation using solid oxide electrolysis cells (SOECs) rather
than the scheme presented in Fig. 5 is also feasible."*
Ammonia or nitric oxide could be produced by using oxygen
ion or proton conducting SOECs and a radiofrequency plasma
(to activate N,), suppressing HER or OER, respectively. In both
cases, the concentration of products is orders of magnitude
higher than equilibrium without plasma at the same con-
ditions. High selectivity to N, fixation was observed.

This journal is © The Royal Society of Chemistry 2024
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An overview of catalytic and non-catalytic routes (thermal
and non-thermal plasma, electrochemical, ultrasonic and
photocatalysis) in N, fixation was presented by Li et al."** They
suggest that coupling multiple processes, as outlined above, is
the solution to overcome limitations by only the electro-
catalytic approach. At the same time, introducing a further
reactant, as shown below for the urea case, e.g. CO,, also offers
clues to improve the performances.

A critical analysis of the status in this area. There is intense
research in NRR, and growing in NOR. However, several of the
proposed solutions in the literature are not suited to realize an
integrated device combining NRR and NOR in a single unit to
produce ammonium nitrate solutions. There is not even an
attempt to use current results to demonstrate the feasibility of
an integrated device. Although challenging, the possibility to
improve FE in both NRR and NOR is not unfeasible but likely
requires the development of alternative strategies, starting
from a better understanding of how to activate N, and make
susceptive to reductive or oxidative attack to form ammonia or
nitrate, respectively. At the same type, overcoming current
limitations in electrode and reactor/cell is also a requirement
to make more reliable and scalable results.

Photocatalysis or photoelectrocatalysis is valuable because
they use solar energy directly. However, the performances are
still too low, and productivity has to be significantly enhanced.
Instead, there are exciting opportunities in plasma catalysis or
hybrid plasma-electrocatalysis systems. Likely, they will rep-
resent an area of future significant improvements.

Advances in direct urea synthesis

Alternatively or eventually, in integration with ammonium
nitrate, the direct production of urea is possible (Fig. 3c).
There are limited but increasing studies in this
direction,”®* ™7 although in part, starting from nitrate solu-
tions rather than N, because the reaction is faster and more
selective.’*®* "' However, in the light of producing fertilisers,
there is no reason to use nitrate solutions to produce urea.
Using the nitrate solutions directly is better, eventually concen-
trating nitrate with established methods.

Kayan and Koleli'*” were among the first to report the
electrocatalytic reduction of N, and CO, to urea using conduct-
ing polymer electrodes. They operate at high pressure (30 bar
N, + 30 bar CO,), forming ammonia, urea and formic acid in
an aqueous 0.1 M Li,SO,4/0.03 M H' solution. However, the
maximum FE was about 7%. Several authors have investigated
the electrochemical co-reduction of CO, and N, for
urea,'0%116:136,137,143152 A overview of results is presented in
Table 1.

Different approaches were used to develop these electroca-
talysts. Chen et al.'® based their development on creating
oxygen vacancies in TiO, nanosheets on which PdCu alloy
nanoparticles were deposited. Although the mechanism is not
well proven, oxygen vacancies likely convert CO, to CO (the
sites for CO,RR), while PACu NPs activate N,. The critical step
is the reaction between *N=N* and CO. The results are not
remarkable, as shown in Table 1, although a high urea for-
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Table 1 Overview of results in the electrocatalytic conversion of CO,
and N, to urea. Reaction conditions: 0.1 M KHCO3 solution saturated
with CO, and N, Elaborated from Jiang et al.**® Copyright ACS 2023

FEUrea
Electrocatalyst Urea yield (%) Ref.
Pd,Cu,/TiO,-400 3.36mmolh™ g™ 9 137
Niz(BO3),-150 9.7 mmol h™" g™* 20 143
BiFeOs/BiVO, 494mmolh™ g™ 17 152
PdCu/TiO, nanosheets 3.36mmolg h™ 9 137
Bi-BivO, 591 mmol h™ g™' 13 136
CuPc NTs 143 pgh™' mge., ' 13 144
Cu-Bi alloy 0.45 mg L™ 9 153
Pd,Cu;-TiO, 167 MOlyrea 23 154
molpg ' h™*
Co-PMDA-2mbIM 14.47 mmol h™ 48 155
MoP 12.4 pgh™ mgcat‘l 36 156
InOOH nanocrystal with 6.85mmol h™' g~' 21 157

frustrated Lewis pairs

mation rate and FE were claimed. Cu-Bi alloy catalysts with
surface defects'>® based on a similar mechanism give compar-
able results.

To favour the coupling between the surface intermediates
in CO, and N, electrocatalytic conversion, the presence of
surface-frustrated Lewis pairs (FLPs) could be a possibility to
favour the coupling. Yuan et al.'** explored this concept using
flower-like nickel borate [Niz(BOs),]. This concept improves the
FE, although performances remain still low. These authors
reported that a space-charge region on the heterostructure
interface could promote the adsorption and activation of the
reactive molecules, reduce the generation of endothermic
*NNH intermediates, and suppress CO poisoning. In other
words, although not proven, they indicate that the hetero-
structure promotes a multi-electron/proton transfer (e.g., sup-
press *NNH intermediate). Yuan et al.™®” further developed the
concept of FLPs, indicating that InOOH nanocrystals contain
electron-deficient Lewis acidic sites (In) and electron-rich
Lewis basic (In-OH) able to activate enough closely N, and
CO, to favour the formation of C-N bond. Reactant molecules’
bonding and antibonding orbitals interact with Lewis acid’s
unoccupied orbitals and Lewis base’s nonbonding orbitals to
generate the desired intermediates for urea synthesis in artifi-
cial FLPs. The performances are interesting but not signifi-
cantly different from those of nickel borate electrocatalysts
(Table 1).

Two alternative approaches seem preferable. The first is
based on transition metal phosphides, emerging
electrocatalysts."”®">® In MoP with an exposed (101) surface,
Mo atoms can simultaneously absorb and activate CO, and N,.
Nearlylying hydrogenation sites enable the generating of the
key reactive intermediate (XNHCOHN*) and form then urea at
an ultralow potential of —0.27 V vs. RHE. SAC-based electroca-
talysts, a popular topic in electrocatalysis, show better
results.'®°7'®® However, whether a single atom can perform the
multiple electron transfers necessary for these complex electro-
catalytic reactions is often questioned.

24 | Green Chem., 2024, 26,15-41
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Nevertheless, cobalt pyromellitic dianhydride conductive
MOF (Co-PMDA-2mbIM) is one of the best-performance elec-
trocatalysts for the coreduction of CO, and N, for urea syn-
thesis (Table 1).">® While often SAC electrocatalysts are pre-
pared from MOF and analogous materials by thermal anneal-
ing at high temperatures, with thus a whole loss of the MOF
structure, in the work of Yuan et al.'>® they are deposited (as
an ink) on a carbon substrate electrode. They demonstrate that
by introducing the 2-mbIM (2-methyl benzimidazole) in the
Co-PMDA MOF, the urea synthesis results significantly
enhanced over the Co-PMDA MOF non-containing 2-mbIM.
Still, performances are low because the current densities are
about one mA cm™?. This is also because an H-type electro-
catalytic cell was used, which is not ideal for obtaining reliable
data, as commented before. The proposed mechanism is that
CO, is activated by 2-mbIM, while cobalt SAC activates N, as a
bicoordinated N, molecule. CO, is electro-catalytic reduced to
CO, which then reacts (carbonylation) with the nearlying
bicoordinated N,, forming an intermediate then reduced to
urea (Fig. 6). The mechanism is not proven, and there are
several open questions on it, especially regarding N, coordi-
nation and the possibility of carbonylation of this intermediate
by nearlying adsorbed CO to form an *NCON-type
intermediate.

Mukherjee et a reported that copper phthalocyanine
nanotubes (CuPc NTs), which also contain analogous SAC
atoms (although based on Cu), have good performances, even
if inferior to those discussed before (Table 1).

As commented before, urea formation is typically signifi-
cantly enhanced (up to over one order of magnitude higher
urea yields) when NO, rather than N, is used as the nitrogen
source. However, this nitrogen feed (NO,) is not motivated
from an application perspective. In addition, often, it is not
clarified enough that the reaction mechanism depends on the
N-source.'*>'*® The activation of NO, would require sites to
break the N-O bond. Thus, not surprisingly, electrocatalysts
containing oxygen vacancies are active in the reaction.'?”'%%1>
In N, activation, it is necessary to have catalysts able to activate

1144

| /\=\\ +2H" + 2e CI /\=\\
Co0, -2H:.0 - Co0,
¢ Al
+4H" + 4e —N

H \'/C\\'H /\ \\
: Urea o - e

Fig. 6 Reaction mechanism of urea electrocatalytic synthesis (at low
potential) from CO, and N, on Co-PMDA-2mbIM. Adapted with per-
mission by Yuan et al.*>® — ESI. Copyright RCS 2022.
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selectively molecular N,, which requires an entirely different
type of active sites and likely a multi-electron/proton proton-
concerted electron transfer mechanism.

Compared to converting N, to ammonia (NRR), the urea
synthesis mechanism requires simultaneous CO, (CO,RR) acti-
vation and C-N bond formation. Several studies have been
dedicated to this aspect, which depends on the nitrogen
source, e.g., N,, NO, (gas)'®® or nitrite/nitrate ions. The for-
mation of the C-N bond is critical, as commented in Fig. 6,
but also the various steps to hydrogenate the surface inter-
mediates and transfer the electrons. Their understanding
under reliable electrocatalytic conditions. e.g. not using too-
simple H-type cells is the challenge to raise the performances
to values for possible exploitation.

The solubility of N, in the electrolytes used is quite low,
automatically limiting the performance. The switch to gas-
diffusion electrodes and zero-gap-type reactors is thus necess-
ary to intensify the process and move to a better reactor
concept, as presented in Fig. 3b. The electrocatalysts should be
different under these conditions. Those selected for operations
in H-type electrocatalytic cells may not be valid, as the factor
determining the behaviour is different.

The critical step to understand and improve is the selective
chemisorption of N, molecules under electrocatalytic con-
ditions. Besides operating under conditions of higher partial
pressure of N, at the electrocatalyst surface (e.g., pass from
conventional to zero-gap approach), it is necessary to design
the electrocatalysts with specific sites able to coordinate and
activate N,. The knowledge of organometallic complexes acti-
vating nitrogen would help in this effort."®”"7° These results
indicate that multimetallic compounds'®®'”" are necessary to
reduce and/or activate N,. In addition, the site for CO,
reduction should be near. Thus, the objective should be to
design specific multinuclear sites able to perform all these
functions.

The C-N reaction is another critical aspect. Carbonylation
of N, leads to the formation of amides,'”> while forming urea
would require a p-n':n’-N, end-on bridging coordination.'”?
Very specific complexes and many d-electrons supplied by the
two metals to the n-manifold of M-NN-M are needed to form
bridging N, molecules.

A critical analysis of the status in this area. Direct urea syn-
thesis is more challenging than converting N, to ammonia
(NRR), requiring additional CO, activation and C-N bond for-
mation. Nevertheless, compared to over-tausend papers on
NRR or CO,RR, it is surprising that few studies investigated
urea-direct electrocatalytic synthesis. In addition, many studies
focus on urea production from nitrate. Still, it was commented
above that there are no reasons to study this reaction except
that it is easier and gives better results than urea electro-
catalytic synthesis from N,, H,O and CO,.

As noted for ammonium nitrate and urea synthesis, it is
necessary to develop better specific electrodes and cells for
this reaction. The reaction mechanism and the nature of
the active sites for urea synthesis are still open. Many
aspects, from the role of the operative conditions to the

This journal is © The Royal Society of Chemistry 2024

View Article Online

Critical Review

effect of the applied potential, must be studied in more
detail.

Even if the studies on direct urea synthesis are only at an
initial stage, and thus knowledge is still limited, turning the
current approach and focusing better on developing innovative
electrocatalysts operating under proper reaction conditions
would be necessary rather than focusing studies on mechanis-
tic aspects of catalysts still not having sufficient performances.
Their design strategies are not reliable enough to accelerate
the area’s progress. Nevertheless, the possibilities of improve-
ments are significant by better tuning and fostering research.

Sustainable food from the air

Sustainable food is used here to indicate carbohydrates, pro-
teins, lipids and other food ingredients produced from CO,,
H,0 and N, (captured from the air) using solar energy and
hybrid electrocatalytic and microbial processes, as outlined in
Fig. 1. Food production depends on land intensive and is
highly dependent on many factors. It has a massive impact on
the environment, requiring extensive water resources and
being responsible for around one-quarter of the world’s GHG
emissions."”*7® Thus, sustainable food production from the
air is a key societal objective to mitigate climate change, food
security, resilient development, and overcome the burdens of
agriculture.

This is the objective of the SME “Solar Food”, which pro-
duces proteins (Solein®, a mixture of 65-70% protein, 5-8%
fat - primarily unsaturated fats, 10-15% dietary fibres and
3-5% mineral nutrient) from CO, using a bioprocess only.
They indicate that their process is 20 times more efficient than
photosynthesis (and 200 times more than meat production).
However, it still depends on supplying external energy, CO,
and various ingredients.

An artificial tree-like approach, as outlined in Fig. 1, aims
instead to maximise microbial capabilities while accelerating
the critical steps, simplifying the quite complex machinery of
photosynthesis in natural leaves. Thus, the objective is a sig-
nificant intensification of the biological processes compared
to natural leaves and the “solar food” approach mentioned
above. Furthermore, selectivity can be tuned by controlling the
microbial factory, optimising carbon and energy efficiency
while reducing post-treatment costs. The technology aims for a
distributed approach (Fig. 1).

These aspects are clarified in Table 2, which compares key
metrics associated with industrial agriculture and artificial
carbohydrate synthesis® (as the solar food mentioned above)
with indicative estimations for the technology discussed here
(sustainable food from the air).

The technology of sustainable food from the air, even if at a
very preliminary stage, has the potential to overcome the limit-
ations of both agriculture (in terms of energy intensity, land
use, environmental impact on water and GHG emissions) and
artificial carbohydrate synthesis (as energy intensity, costs,
and still significant impact on GHG). Sustainable food from
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Table 2 Key metrics associated with industrial agriculture and artificial carbohydrate synthesis with indicative estimations for sustainable food
technology from the air. Data of industrial agriculture and artificial carbohydrate synthesis derived from O'Brien et al.?> Copyright ACS 2023

Industrial agriculture

Artificial carbohydrate synthesis Sustainable food from the air

Technology readiness level (TRL) 9

Energy intensity (TWh per Gt of carb) 300-2000
GHG emissions intensity (Gt of CO, eq. per Gt of carb) 2
Land-use intensity (million ha per Gt of carb) 400

Water intensity (Gt of H,O per Gt of carb) 1300-1600

the air is a carbon-negative technology because it uses only
solar energy and only CO,, N, and H,O from the air. However,
it is only at a very preliminary stage of development; thus, the
indications in Table 2 are potential values.

Hybrid processes for sustainable foods from the air

Using hybrid integrated (photo)electrocatalytic processes and
microbial processes has the advantage over the total natural
CO, fixation (to produce carbohydrates and/or proteins) to
make the whole process independent of the natural photosyn-
thesis step and using photo-electro-assisted microbial conver-
sions to accelerate the biosynthetic steps. By eliminating the
natural photosynthesis step, it is possible to intensify the
process and increase solar use efficiency. It also allows better
controlling (through metabolic engineering) of the type of pro-
ducts. Fig. 7 illustrates schematically the scheme of producing
sustainable food from the air in artificial-leaf devices.

There are two possible C-sources to foster the microbial syn-
thesis of carbohydrates, proteins, and lipids: formaldehyde
and acetate ions. As commented later, acetate production is
possible, while the first cannot be produced effectively by
electrocatalytic routes from CO,. In addition, acetate ions are
more stable and could be produced in media compatible with
the following microbial steps, differently from formaldehyde.
Methanol could be used but must be then in situ converted to
formaldehyde,"”” as commented below. However, metabolic
engineering will likely enlarge the range of suitable carbon
source substrates derived electrocatalytically from CO, (CO,
methane, formate, methanol acetate and ethanol)'”® suitable
for producing sustainable foods from the air.

Developing hybrid processes to create “artificial” paths to
convert CO, to food components is an already advanced idea.
O’Brien et al.>® presented a perspective on converting CO, to
carbohydrates. However, they suggested converting CO, cataly-
tically to formaldehyde via methanol, followed by the conver-
sion of formaldehyde to sugar or starch for human consump-

Photoelectrocatalytic Microbial*
AIR * eventually photo/electro-assisted
carbon
formaldehyde
CO,, H,0
fixation ~ acetate — carboxydrates
proteins
nitrogen
N, H,0 [C——> ammoniumions
fixation

Food and animal feed

Fig. 7 Producing sustainable food from the air in artificial-leaf devices.
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tion, the latter step being indicated to be at a TRL of 3-4.
Catalytic production of methanol from CO, and H, from elec-
trolysis is an established process at the pilot scale. Converting
methanol to formaldehyde is also an established industrial
process. This indirect approach is thus well-established but
cannot be used to produce food components from the air in a
distributed approach (artificial tree-like). O’Brien et al.>* men-
tioned the possibility of electro-/photo-/plasma catalytic
reduction of CO, to formaldehyde. They cited the results of
Kim et al.,'”® which reported an 85% FE to formaldehyde
using a photoelectrochemical device with a BiVO, photoanode
and a Cu cathode. However, this is achieved for a highly
narrow potential (around 0.9 + 0.05 V vs. RHE), very low
current densities (0.4 mA cm™>) and thus very low productivity
(~3 pmol h™"). Thus, improvements would be necessary.

O'Brien et al.>® mentioned that carbon fixation to acetic
acid/acetate would be preferable to avoid the many issues
related to side reactions of formaldehyde. However, they did
not consider the possibility of direct CO, fixation to acetate. In
addition, the possibility of directly capturing CO, and water
from the air is also not considered.

Other authors have reported hybrid chemoenzymatic'®® and
electro-biocatalytic'®*"'®* systems to convert CO, to starch,
glucose, and other food components. The approach developed
by Cai et al.'® is based on the chemo-enzymatic conversion of
CO, to starch using the known formaldehyde to sugars
process, e.g. the formose reaction."®*'®* After the chemocataly-
tic conversion of CO, to formaldehyde via methanol, the pro-
duction of starch occurs through several enzymatic steps: the
first production of p-glyceraldehyde 3-phosphate (GAP), then
its conversion to p-glucose-6-phosphate (G-6-P) and finally
several steps to convert the latter to starch. This artificial
starch anabolic pathway relies on engineered recombinant
enzymes.'®® It can be tuned to produce amylose or amylopec-
tin at excellent rates and efficiencies (~410 mg I™* h™ from
CO,, at an estimated solar-to-starch efficiency of around 7%).
This approach could synthesise other carbohydrates, such as
cellulose or sugar, by substituting enzymes and modules.

Zheng et al.'®" instead developed a hybrid electro-biocataly-
tic system for converting CO, to glucose (Fig. 8). The CO, is
electrocatalytically converted to acetate in a two-step process,
first to CO and then to acetate in a second electrocatalytic
reactor (Fig. 8). The acetate is then converted to glucose by
microorganism fermentation in a bioreactor using a geneti-
cally engineered Saccharomyces cerevisiae yeast (overexpression
of heterologous glucose-1-phosphatase). The CO, to CO con-

This journal is © The Royal Society of Chemistry 2024
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Fig. 8 In vitro artificial sugar synthesis system. CO, was first converted
to pure acetic acid through two-step electrolysis; this product was then
directly fed for microorganism fermentation in a bioreactor to produce
long-chain compounds, for example, glucose. In the inset: schematic
illustration of CO reduction (COR) to pure acetic acid in the solid-elec-
trolyte reactor. Original figure based on Zheng et al.*®! scheme.

version is made using an MEA (membrane electrode assembly)
with a Ni-N-C single-atom electrocatalyst.'®> CO faradaic
efficiency was nearly 100%, and current density was above
—150 mA cm>. A grain-boundary-rich Cu electrocatalyst was
used for the second step. An intermediate absorption step in
10 M NaOH (not shown in Fig. 8) is present between the two
electrocatalytic reactors. The CO-to-acetate performance was a
FE of about 50% at —0.67 V versus RHE at a current density to
acetate of around —250 mA cm™>. A 1.0 M KOH electrolyte was
used in the second electrocatalytic reactor. Other products of
the reaction were 1-propanol, ethanol, ethylene and H,.

The design of the second electrocatalytic reactor, outlined
in the inset of Fig. 8, allows producing an acetic acid solution
with a purity of about 90 wt%. A thick anion exchange mem-
brane in the porous solid-electrolyte reactor shown in the inset
of Fig. 8 was necessary to slow down the crossover of alcohols
from the cathode to the porous solid-electrolyte. Stable per-
formances for 140 h under a current density of —250 mA cm™>
were observed. The porous solid-electrolyte reactor’s acetic
acid solution was fed to the bioreactor.

The general scheme of conversion of acetate to glucose is
shown in Fig. 9. Blue arrows indicate the path suggested by
Zheng et al.'®' for their engineered yeasts. Alternative paths
(indicated with green arrows) are also possible. Lim et al.'®
discussed in detail acetate metabolism and its potential for
biobased transformation into value-added chemicals. They evi-
denced that various chemicals can be produced from acetate
as the carbon source in a microbial factory, including proteins
for the food industry using E. coli BL21 strain."®”

Hann et al.*® also used a hybrid approach of a first electro-
chemical conversion of CO, to acetate, then used to grow food
heterotrophically. The focus of the work, however, was on the
second step. Algae, fungi, and crop plants (without the photo-
synthesis function) could be used in the second step. The
solar-to-food energy conversion efficiency is about 4-18 times
greater than biological photosynthesis, accelerating the step of
carbon fixation through the electrocatalytic first step. An
acetate-to-electrolyte ratio >0.4 would be necessary to integrate
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Fig. 9 Overall pathway for acetate metabolism in microorganisms.
Arrows in blue indicate the path suggested by Zheng et al.'®* for their
overexpressing enzymes, while the paths indicated by green arrows are
alternative paths indicated by Lim et al.*8¢

electrocatalytic carbon fixation with biological food pro-
duction. The acetate serves as the carbon and energy source
for food-producing organisms. Proteins, lipids and carbo-
hydrates could be synthesised by changing the food-producing
organisms.

Hann et al."®* used the alga Chlamydomonas (C. reinhardtii),
which can grow heterotrophically on acetate in the dark. Using
an acetate solution in tris-acetate-phosphate (TAP) buffer (pH
7.2, acetate-to-electrolyte salt ratio of 0.75) as the feed, they
observed a yield of 0.28 g algae per g acetate with the utilis-
ation of over 99% of acetate in the media. They also investi-
gated the yeast Saccharomyces cerevisiae.

They also estimated the efficiency of the conversion. The
conversion of sunlight and CO, to food in their system (photo-
voltaics to electrolysis to acetate to yeast) is almost 18 times
more efficient (as solar-to-biomass energy conversion) than
typical food production. In addition, it is almost four times
more efficient than the biological photosynthesis of crop
plants (photosynthesis to crop plants).

The Sankey diagrams of solar energy to plant- and algae-
based food production are shown in Fig. 10. The most critical
steps (as energy losses) are the photovoltaic (PV) unit to gene-
rate green electricity and the electrochemical step of CO, fix-
ation. By improving these aspects, it is possible to increase the
efficiency of the process further and intensify food production
to natural processes while alleviating related environmental
impacts.

Xu et al.'®® discussed making edible protein from CO, via
hybrid bioinorganic electrosynthesis. They suggest combining
the strengths of microbial electrochemistry and microbial
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Fig. 10 Sankey diagrams of solar energy to plant- and algae-based
food production compare the efficiencies of artificial and biological
photosynthesis. Adapted from Hann et al.*8? Copyright Springer Nature
2022.

metabolisms to convert CO, and surplus renewable electricity
into single-cell protein. In addition, fixing N, as ammonium
ions, as discussed before, will provide the N-source to produce
proteins.

Molitor et a presented the concept of “power-to-protein”
with a two-stage bioprocessing system: a first stage by anaero-
bic acetogenic bacteria and growing yeasts or fungi in a
second stage under aerobic conditions with acetate as the
intermediate metabolite. They thus share the concept of
acetate as the intermediate key step but having a first bio-
chemical stage (gas fermentation) rather than electrocatalytic.
In addition, a 4:1 H,: CO, mixture should be fed to the gas
fermentation rather than producing onsite the H, by water
electrolysis. In addition, a startup period of 15 days is necess-
ary. The stabilised acetate production is ~0.6 g L™" h™".

An accurate comparison is not possible, being quite
different reaction conditions. According to the data of Zheng
et al."®" their electrocatalytic system produces ~0.23 Zacetate
em~? h™'. Thus, productivity is comparable but without the
need to feed H,. Note, however, that one order of magnitude
lower current densities than those reported by Zheng et al.'®"
could be obtained when the electrocatalytic process is driven
directly from an integrated PV unit. On the other hand, the
integration of the PV unit avoids the dependence on an exter-
nal supply of renewable energy, as commented before.

Therefore, although current studies demonstrate the feasi-
bility of only some aspects of the overall scheme of producing
food components from the air, they demonstrate that fixing
CO, by (photo)electrocatalytic conversion would accelerate and
intensify the natural process.

Producing acetate by photoelectrocatalytic conversion of
CO, and H,O from the air is preferable, although alternatives
(such as formate) or biotechnological are possible. Fixing N,
by photoelectrocatalytic approach would provide the N-source
to produce proteins. Several studies exist on the further conver-
sion of acetate (or other C-sources) in a microbial factory to
food components or other chemicals. 8”971

Various SMEs are entering the area. Biotechnology UK
startup Deep Branch has designed a biochemical transform-
ation process that turns carbon dioxide (CO,, plus nitrogen
sources and mineral salts) into a protein-rich powder for

1189
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animal food. The Deep Branch process converts carbon
dioxide into a powder called Proton (a single-cell protein for
the animal feed industry) with around 70% protein content.
NovoNutrients startup company also upcycles CO, into alterna-
tive proteins for human and animal food. Finnish startup
Solar Foods uses CO, and microbe to create an edible ingredi-
ent, roughly 20-25% carbohydrates, 5-10% fat, and 50%
protein. NASA-based technology is used to turn carbon dioxide
into food and bio-based products. The startup Kiverdi in
California uses this technology to create the world’s first ‘air-
based meat’. They feed CO,, renewable H, or syngas to gas car-
boxydotrophic fermentation micro-organisms.

Fixing CO, to acetate (photo)electrocatalytically

This is a crucial step, and it is thus relevant to discuss shortly
the state of the art in the area. Reviews on CO, electrocatalytic
conversion often do not discuss, or only marginally, the con-
version to acetate,'* except a recent review by Wang et al.'*®
Several studies are attempting to realise, also recently, a direct
process'*®'° or via intermediate formation of CO0.>°%*!
However, none of them analyze the electrocatalytic production
of acetate in relation to the possible coupling with a next
microbial step.

The electrocatalytic synthesis of acetate from CO, is an
alternative to acetogenesis and the Wood-Ljungdahl pathway
of CO, fixation.>*> Although well established, this anaerobic
process requires a source of H, (or the equivalent H'/e™):

2C0, +4H, = CH3;COO™ +H' +2H,0 AG°
= —95 k] mol ! (2)

with methanogenesis competing with acetate formation. As in
all microbial reactions, a source of energy (ATP) and hydrogen
would be necessary; the separation and purification of acetate
is costly, and self-inhibition kinetics are present. Furthermore,
the process does not have the process intensification charac-
teristics required to develop artificial tree-like devices for pro-
ducing food from the air. However, there are no studies specifi-
cally dedicated to the comparison. The comments above are
thus qualitative.

From an electrochemical perspective, the acetate synthesis
from CO, could be realized in a one-step or a two-step process
via CO, as mentioned above. While the latter allows better per-
formances, it also largely increases the costs associated mainly
with electrochemical processes to the fixed costs of manufac-
turing the cell. The advantage of passing via intermediate CO
is that the latter does not present the drawback of CO, as car-
bonate formation in basic electrolyte®®® besides the possibility
of optimizing the single steps (CO, to CO and CO to acetate).
This issue, however, could be overcome by operating at neutral
or slightly acid conditions. On the other hand, the CO solubi-
lity is lower than that of CO,. Even though the two-step conver-
sion of CO, to acetate is preferable,'8*'9%2042% we indicate the
one-step approach as more advisable because the difference in
performances does not justify the higher fixed costs. However,
more detailed studies are necessary.

This journal is © The Royal Society of Chemistry 2024
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There are also possible alternatives, from microbial electro-
synthesis (MES),>®*%” as also commented later, to new solu-
tions that have to be validated more extensively, such as the
piezoelectric reduction of CO, to acetate with 100% selectivity
by SnS nanobelts.’®® A high efficiency in solar-to-acetate con-
version from CO, through MES coupled with stable photo-
anode has been reported.”*® However, the efficiency is lower
than 1%, and current densities are below 1 mA cm™2. Thus,
this route has to be significantly improved. Photocatalytic CO,
fixation to acetate has been scarcely reported,”'°>'> but the
productivities are too low for utilization. A CO, photoelectro-
chemical conversion to acetate with 80% faradaic efficiency,
using a mixed Fe-Cu oxide catalyst during visible light illumi-
nation, has been reported.””® However, products are of the
order of pM, and current densities are very low.

The electrocatalysis direct conversion of CO, (CO,RR) to
acetate appears thus the preferable route in a preliminary com-
parison regarding the objective of air to food artificial trees.
No comparative studies exist, which may change this indi-
cation, considering the fast scientific advances in this area.

The studies on CO,RR to acetate have been focused mainly
on using Cu-based electrocatalysts, assuming that copper is
essential to realize the C-C coupling and thus produce acetate
or other C2+ chemicals by CO, electroreduction.”***'” However,
this is in contrast with other literature results, as commented
before, proving that (i) also other electrocatalysts not based on
copper could form C2+ products selectively in CO,RR when
there is a sufficient concentration of CO, adspecies, and (ii)
selectivity in C2+ is determined from aspects not related to the
electrocatalyst, such as electrode and cell design which deter-
mine the local concentration of reactants at the surface.

A mixed mechanism could be possible, e.g., that the elec-
trode determines the critical stage of C-C coupling, while the
selectivity is determined from the transport of ketene, a stable
(closed shell) intermediate, away from the catalyst surface into
solution where it reacts to form acetate.'”” Ketene is highly
reactive and unlikely to move away from the electrocatalyst. Its
presence in the electrolyte is not proven. This mechanism is
thus not convincing.

Heenen et al'®” indicate that the acetate selectivity
increases at higher pH and depends on the applied potential
due to this transport mechanism. At the same time, catalyst
specificity remains for the critical step of C-C bond formation.
However, this indication contrasts with the observation that (i)
on a catalyst such as Pt, the selectivity could be increased up
to 60% when enough concentration of CO, adspecies is
present,”" (ii) other mechanisms of C-C coupling not involving
the surface reaction between CO adspecies (indicated by DFT
studies) can be effective,”'® (iii) on the same catalysts C2+ pro-
ducts may or not form depending on electrode design, (iv) the
C1/C2 ratio in CO,RR varies insides the electrode profile,*°
and (v) other electrocatalysts not containing copper show com-
parable selectivities to acetate.'?®?2°

In addition, the reaction mechanism and key intermediate
are undoubtfully determined.'®® Four main paths and critical
intermediate steps have been proposed: (i) the generation of

This journal is © The Royal Society of Chemistry 2024
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*CO and subsequent surface dimerization, (ii) the generation
of *CH; and successive coupling, (iii) the formation and
further reduction of an oxalate intermediate, and (iv) the dis-
proportionation of acetaldehyde. Further mechanisms, as com-
mented below, involve other intermediates. The role of species
in the electrolyte rather than on the surface in determining the
coupling mechanism is further supported by the many evi-
dences on the role of surface nanocavities in enhancing C2+
formation.?*"?*?

Thus, the question on the design criteria for optimal elec-
trocatalysts, including aspects typically indicated as surface,
morphology, facets, single or multiple sites, and -catalyst
design strategies to break the Brensted-Evans-Polanyi
relationship®**2* are not convincing, differently from the
opinion of most of the reviews on CO,RR. Even with the
increasing attention given to operation conditions (applied
overpotential, electrolyte, anodic reaction) or the electrode/cell
design, we suggest that the latter aspects dominate the possi-
bility of forming selectively acetate in CO,RR. They also control
C1 versus C2+ products and the ratio among the different C2
products (ethylene, ethanol, acetic acid, oxalic acid) or the
ratio between C2 to C2+ products.

Regarding general trends in electrocatalysts for CO,RR to
acetate, most of the literature studies investigate Cu-based cat-
alysts for the motivations commented above. Minimal effort
was made in searching different types of electrocatalysts, thus
remaining an open area of investigation.

While initial electrocatalysts were not based on copper, e.g.
a nitrogen-doped nanodiamond electrode was used, giving a
faradaic efficiency over 90%,”*° the later results based on
copper, such as monodispersed mixtures of Cu and Ag nano-
particles,?*® a 3D dendritic copper-cuprous oxide composite,'
Mog/Cu heterostructures,”*” and a conductive covalent organic
framework with isolated Cu active sites**® give significantly
worse or at the best comparable results to N-doped nanodia-
mond electrode. In addition, the nature of the active copper
sites is very different in the above-cited examples. The mecha-
nism proposed for each of these electrocatalysts is invalid for
the others. Nevertheless, literature still indicates copper’s
unique role and reaction mechanisms based on specific
copper active sites.

Besides these general considerations, analysing more
specifically selected literature results is helpful.

Sun et al.**° reported an N-based Cu(i)/C-doped boron
nitride (BN-C) electrocatalyst among the best results. The FE to
acetic acid was up to 80% but at a medium-low current density
(about 14 mA cm™?) when an ionic liquid (IL) containing Lil
and water was used as the electrolyte. The compatibility of this
type of electrolyte with the following microbial step is ques-
tionable, even considering a membrane purification step. The
IL was the commercial 1-ethyl-3-methylimidazolium tetra-
fluoroborate ([Emim]BF4).

De et al."® reported the electrocatalytic reduction of CO, to
acetic acid by a molecular manganese corrole complex. In a
moderately acidic aqueous medium (pH 6), a selectivity of
63% and a turnover frequency of 8.25 h™" has been shown by
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this catalyst when immobilised on a carbon paper electrode.
This system shows better compatibility with the consecutive
microbial step, but stability and absence of leaching must be
verified. Furthermore, significant byproducts were CO and H,,
which should be avoided. Current densities below one mA
cm ™ are also too low.

The mechanism for acetate formation in electrochemical
CO, reduction on Cu was discussed by Heenen et al.,'®” com-
bining ab initio simulations, kinetic results and other experi-
ments. They indicate that acetate selectivity (versus other pro-
ducts of CO, reduction) can be rationalised from variations in
electrolyte pH and the local mass transport properties of the
catalyst and not from changes in Cu’s intrinsic activity. The
selectivity mechanism originates from the transport of ketene,
a stable (closed shell) intermediate, away from the catalyst
surface into solution, where it reacts to form acetate. Acetate
selectivity increases with increasing pH, decreasing catalyst
roughness and significantly varies with the applied potential.

A recent paper”>*® showed that on an electrocatalyst formed
by atomically dispersed Cu in Ag, a highly selective acetate
electrosynthesis from CO at high *CO coverage (10 atm
pressure) is possible due to a constrained C2 adsorbate orien-
tation. The CO-to-FE of 91% with an FE of 85% after 820 h was
related to the generation of Cu nanoclusters of <4 atoms. The
results were obtained in a flow reactor cell at a potential of
—0.7 Vvs. RHE in 5 M KOH electrolyte, incompatible with a fol-
lowing microbial step. Using a lower KOH concentration (1 M),
the FE to acetate decreases to about 50%.

Zhu et al.**® reported a 3D dendritic copper-cuprous oxide
composite fabricated by in situ reduction of an electrodepos-
ited copper complex, giving acetic acid and ethanol with a C2
faradaic efficiency of 80% using a 0.1 M KCI aqueous solution
and am H-type cell electrocatalytic cell. The FE shows a sharp
maximum at around —0.4 V vs. RHE, which could create an
issue in managing proper operations.

Zheng et al>*' discussed the formation of acetate/acetic
acid as a part of a critical appraisal of the reduction of CO, to
C2 products, focusing on the connection between the funda-
mentals of reaction and efficient electrocatalysts. Their
approach started from an atomistic mechanism of various C2
and C3 products to analyse the factors influencing the behav-
iour (local pH, overpotential, presence of surface adsorbates).
However, indications of these aspects often contradict the first
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part of atomistic mechanisms. Also, the design principles of
C2 electrocatalysts (chemical states, defective sites, nano-
structure) are often inconsistent with the experimental results.
For example, the experimental evidence shows that the selecti-
vity of acetate/acetic acid depends drastically on the surface
coverage by CO, and cell design. At the same time, this aspect
is not accounted for in mechanistic indications. Another
example is the review of Wu et al.>**> and a recent review on
single-atom catalysts (SAC) for producing C2 products from
CO, electroreduction.>*?

Some other selected results are summarised in Table 3.
Guo et al.*** observed good FE attributed to the unique co-
coordination of pyridinic N and C=O with copper, whose
chemical state is between +1 and +2. FE of acetate up to ~64%
is attained at —0.37 V vs. RHE in a 0.5 M KHCOj; electrolyte.
However, the current density is rather low.

Zhang et al**® studied a Mo8@Cu/TNA electrocatalyst,
where TNA indicates a TiO, nanotube array, while Mo8, the
polyoxometalate (POM) Cu,Mo03O,6-2H,0. The current den-
sities are relevant but in addition to H,, various other organic
products were detected (ethanol, acetate, methane, ethylene,
ethane). They suggested that the interface of Cu planes and
polyoxometalate clusters with abundant Cu-O-Mo active sites
promote the generation of *CH; and successive coupling with
CO,, insertion, highlighting the need to realise a Cu-O-Mo
interface for the rational design CO,RR to acetate. However,
Giusi et al.”®® showed a higher FE to acetic acid (~62%) using
Cu,0 deposited over TNA. These tests were realised in a
different electrochemical set-up, without a liquid electrolyte
and with the gaseous CO, flowing through a titania nanotube
nanomembrane. De Brito et al.**® used a photoelectrocatalytic
device, reporting an FE of about 75% to acetate for Cu,O de-
posited over a TNA electrode. In both these cases, thus, higher
FE was reported without the need to realise Cu-O-Mo active
sites and nanocomposites with a POM. The work of De Brito
et al>® is one of the few reporting the selective direct for-
mation of acetate from CO, in a PEC device, although stability
has to be improved.

De et al."®® used a molecular manganese corrole complex
for the electrocatalytic reduction of CO, to acetic acid, as com-
mented before. Genovese et al,*'® studying a supported
copper electrocatalyst, proved the role of the interface with the
electrolyte. A key intermediate generated in this interface is

Table 3 Selected electrochemical results in converting CO, to acetate/acetic acid. Adapted from Centi et al.>*” Copyright RCS 2022

Electrode Electrolyte CD, mA cm™? FE, % Vvs. RHE Ref.
Polymeric Cu-ligand complex core-shell microsphere 0.5 M KHCO; ~1 64 —-0.37 234
MoS8 clusters@ Cu nanocubes Saturated NaHCO; solution 110 49 -1.13 227
Mn-corrole on carbon paper 0.1 M phosphate ~0.5 63 —0.67 196
Cu,O/GDL//CuO/NtTiO, 0.5 M KHCO; 0.03 76 “ 236
N-doped nanodiamond 0.5 M NaHCO; ~0.5-1.0 78 —-0.8 220
Cu NP/CNT 0.5 M KHCO;3 100 56 -1.4 218
FeO(OH)/N-CNT 0.05 M KHCO; 0.36 61 -0.5 238
3D dendritic CuO-Cu,O composite 0.1 M KC1 11 48 -0.4 199

“No potential applied, generated by the coupled photoanode (CuO/NtTiO,).
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negatively charged CO, radical species formed by outer-sphere
electron transfer.

Liu et al.**® obtained high performances with an N-doped
nanodiamond/Si rod array electrode. The FE to acetate was
about 80% plus ~10% to formate. However, the current
density is rather low (Table 3). The result was not reproduced
later. Finally, as commented before, Zhu et al.'®® reported
copper-cuprous oxide composite electrocatalysts. At a low over-
potential (about 0.5 V), the FE to acetate was 48%, together
with 32% FE to ethanol. It may also be noted in Table 3 that
good performances could also be obtained without Cu, e.g.
using Fe instead.”*®**° In most of the studies, it is claimed
that Cu has unique characteristics to form C2 products in CO,
electroreduction, while other metals can also give comparable
results. Even a metal such as Pt, which is not selective to C2+
products under “normal” testing conditions, can show a FE >
60% when the surface coverage of CO, on the electrocatalyst is
enhanced.”® These results may question the validity of
mechanistic indications about the active sites’ nature to form
selectivity acetate in CO, electrocatalytic conversion.

Performance improvement is possible by better understand-
ing the reaction mechanism and nature of the active electroca-
talysts. However, there are fundamental issues in the current
approaches to these aspects. For example, Guo et al>**
mechanistic indications were based on theoretical calcu-
lations. They indicate the need to form Cu-O-Mo sites.
However, higher FE could be obtained in different systems
based on copper without molybdenum, POM, or even not con-
taining copper. This remarks the general question in electroca-
talysis that mechanistic indications can often not be general-
ised to other electrocatalytic systems. Other theoretical studies
remarked on the role of dual heteroatom-sites for efficient
electroreduction of carbon dioxide.?*® However, the claim is
for metal-free electrocatalysts and the dual site necessary is
based on (N, B) heteroatoms, which have no relation in terms
of characteristics with the Cu-O-Mo sites proposed by Guo
et al.>**

Zhou and Yeo**' analysed the different mechanisms of
forming C-C bonds during CO,RR (including acetate) and the
catalysts forming C2+ products, focusing on non-copper elec-
trodes. They demonstrate that (i) there is no need for copper
catalysts and (ii) to pass through chemisorbed CO coupling.
These are the common assumptions of most theoretical
studies on forming C2 products in the electrocatalytic
reduction of CO,.?*1**27248 Other studies also indicate that the
interaction of CO, with the metal catalyst may not be
essential.>*°

More examples can be presented. It is not the aim to
discuss here this question, only to remark that current
mechanistic advances are still unable to develop solid bases
for a rational and generalised design of the catalysts for
electrocatalytic conversion of CO, to acetate.

A critical analysis of the status in this area

Electrocatalytic direct conversion of CO, to acetate (CO,RR to
acetate) is actually the preferable route to realize artificial tree-

This journal is © The Royal Society of Chemistry 2024
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like devices for air-to-food conversion. The motivations were
discussed at the start of this section, even though specific
detailed comparisons are missing and all technologies are at
an initial stage of development, with thus expected improve-
ments which may change these preliminary conclusions.

Regarding specifically CO, to acetate, the general initial dis-
cussion and the more specific examples analyzed show the
many limitations in the literature approaches. Most of the lit-
erature studies investigate Cu-based catalysts for the above-
mentioned motivations. Minimal effort was made in searching
different types of electrocatalysts, thus remaining an open area
of investigation. In view of realising an artificial tree-like
device, the direct (single-step) conversion of CO, to acetate is
preferable. Although FEs of up to 60% have been obtained,
performance and stability improvements are necessary based
on a better fundamental understanding. However, current
studies have limits from this perspective, as commented
above.

Maximising FE may not be a significant issue because
some byproducts (such as C2-C3 alcohols) may also be co-feed
to the following microbial step. However, minimising FE to H,
and CO or byproducts inhibiting microbial activity is instead
an issue. However, no specific studies have been dedicated to
considering the coupling with a following microbial step, in
terms of acetate concentration to reach, compatible byproducts
and those to avoid, the influence of the electrolyte, how to
eliminate salts, and other relevant aspects commented on
before.

Current density has to be analysed concerning the direct
coupling with a photoactive element (a photoanode or an
external PV cell, e.g. PEC or PV/EC approaches). However,
studies on CO, to acetate in PV/EC or PEC devices are limited.

Fixing CO, to acetate (photo)electrocatalytically is thus feas-
ible, but more dedicated studies would be necessary. It is man-
datory to focus on the need for coupling with subsequent
microbial steps. The investigation should go beyond the
current limits in the approach both as the class of catalysts,
their design and mechanistic approaches, understanding
better the role of operative conditions, electrode and cell. How
to switch the selectivity to acetate with respect to other C2 pro-
ducts (ethylene, ethanol, oxalic acid) or products with higher
carbon numbers (isopropanol and others) is still a question
largely unanswered.

Hybrid microbial processes

Chemolithoautotrophic reduction of CO, to acetic acid in gas
and gas-electro fermentation systems allows for significantly
enhanced acetate productivity.”>® MES can reduce CO,, CO,
and water into acetic acid. This is an area of fast
development.*®”**! Current studies target the reuse of pure
CO,, streams, such as from biogas, and co-feed of H, is typi-
cally necessary.”>® External electricity sources would also be
necessary. Even if MES intensifies the process to cases dis-
cussed before, using a PEC approach to produce acetate would
be preferable to realize compact distributed devices as out-
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lined in Fig. 1. However, this is an aspect to verify when practi-
cal examples of this air-to-food conversion will be available.

Bioelectrochemical photoreduction of CO, is also an emer-
ging possibility,>*® but strongly conditioned from the need to
operate (as other biotechnological systems) with the CO, solu-
bilised in the electrolyte, typically low. A design as that com-
mented for gas-diffusion electrodes for the electrocatalysts can
overcome these issues but has to be investigated concerning
the bioelectrochemical photoreduction of CO,. The electro-
catalytic vs. bioelectrocatalytic conversion of CO, to acetate is
apparently a more robust and compact technology and, thus,
better suited for the objective discussed here. However, this is
an aspect to be verified and clarified.

Although microbial electrosynthesis (MES) has been proven
to be advantageous (in terms of process intensification) in
various reactions of synthesis of chemicals,******** including
acetate from CO,,”>®>*® it was not explicitly investigated con-
cerning the conversion of an acetate feed to food components.
Several aspects have to be taken into consideration to achieve
this objective.'**

As outlined in the simplified scheme reported in Fig. 9, the
process is complex, with multiple paths that have to be con-
trolled by microbial engineering. Different strategies helped to
circumvent the challenges posed by acetate, including the
effect of acetate on growth inhibition."®> Engineered E. coli are
the most used microbial, with metabolic engineering aimed to
improve acetate uptake and tolerance and control the conver-
sion pathways.>*°

Acetate utilisation remains challenging.**° MES could add
benefits, as it was proven for more straightforward microbial
paths such as CO, fixation. However, it is likely a longer-term
objective after having consolidated the production of food
components from substrates such as acetate produced by
electrocatalytic CO, fixation.

Green metrics

Even if the “air to chemicals” technologies are still at an early
stage, with TRL below 3 (proof of the concept), analysing them
in terms of green metrics compared to current processes to
produce fertilizers or equivalent food components is useful.
Green metrics are a collection of indicators that indicate the
greenness of the new technology/process compared to the
actual ones.”***”' Among them, green metrics often used
include:

- mass-based metrics of greenness, such as (i) E-factor (E),
e.g., total waste/products, (ii) atom economy (AE), e.g. the con-
version efficiency of a chemical process in terms of all atoms
involved and the desired products or (iii) process mass inten-
sity (PMI), e.g., total mass in a process or process step/mass of
product;

- energy efficiency metrics, such as (i) energy efficiency
(EE), e.g., the ratio between energy of the products and input
energy, (ii) exergy efficiency (ExE), e.g., the ratio of the exergy of
products and byproducts over that of input (exergy is the
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maximum amount of work that a flow of matter or energy can
produce as it comes to equilibrium with a reference environ-
ment), or (iii) cumulative energy demand (CED), e.g., the total
amount of primary energy potential used during the pro-
duction cycle;

- environmental impact metrics, such as (i) carbon
economy (CE), e.g. the carbon in product vs. the input carbon,
which is equivalent to the C-factor, e.g. the total mass of CO,
emitted divided by the mass of product formed, (ii) wastewater
intensity (WWI), e.g., the total mass of water in the process to
mass of the final product, or (iii) the environmental impact
factor (cEF), e.g. a comprehensive measures for co-produced
waste and accounts for all process materials, including raw
materials, reagents, solvents and water;

- green manufacturing metrics, such as (i) innovation
green aspiration level (iGAL), e.g. an improvement of GAL
(green aspiration level) that quantifies the environmental
impact of producing a specific chemical while taking into
account the complexity of the ideal synthetic process for pro-
ducing the target molecule, (ii) green start (GS), e.g., a metric
that using a radar diagram evaluates the greenness of a
process with respect to targets of the 12 principles of green
chemistry or (iii) renewable intensity (RI), e.g. the process
intensity in using renewable materials and energy.

Several other metrics have been proposed and used in the
literature to assess the greenness of chemical processes. They
combine with sustainability indexes related to costs and
societal impact and are often integrated with indicators
derived by LCA (life cycle assessment) or related method-
ologies. While green and other metrics are often mixed with
LCA indicators without clear distinction, it is useful to clarify
that the two approaches are substantially different. LCA evalu-
ate indexes of environmental impact based on assessing the
entire value chain and reagents/products life, typically from
the cradle to the grave. In green metrics, the boundary limits
for the analysis are typically within the plant. Although LCA
methods can evaluate comparatively process alternatives, the
LCA indexes often refer to global impacts. Examples of LCA
indexes include the impact on (i) climate change (kg CO,-eq.),
(ii) ozone depletion (kg CFC-11-eq.), (iii) acidification (kg mol
H'), and (iv) eutrophication of freshwater (kg PO4-eq.). Other
indexes, however, are specific to the process’s resource use,
such as primary or renewable energy use (M]). A key question,
often unsolved, is whether the databases used to estimate the
LCA indexes provide a reliable indication of the specific value
chain (how the raw materials are produced, for example, or the
life cycle of the products, rather than generic indications). In
addition, even if attempts have been made to evaluate emer-
ging technologies (for example, ex-ante LCA*”>7*7%), the experi-
ence shows several limits in extrapolating the results of ex-ante
LCA to validate the technology operating at a larger scale or
comparing very early-stage technologies with well-established
and optimized industrial processes.

These concise aspects of green metrics and LCA are necess-
ary to compare “air to chemicals” technologies and current
solutions from the right perspective. A first attempt is pre-
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sented in Table 2, where key metrics for industrial agriculture
and artificial carbohydrate synthesis are compared with air-to-
food technology.

This comparison already shows the limits of using green
metrics or LCA approaches to obtain more precise insights on
the greenness of the air-to-food approach. Agriculture and
food production involves an extremely complex value chain,
from producing the chemicals needed to grow the plants,
including fertilisers, to water, materials and energy required
for cultivation, harvesting, processing, transporting, etc. There
are many direct and indirect emissions during each of the
above steps, and only a small fraction of the biomass is con-
verted to “food”, but the remaining part is also utilized and is
part of the ecosystem cycle of agriculture. Applying green
metrics to this sector is not effective. They were applied to
biofuels.?”>?’® still, the results are questionable*’”?”® and
limited to a specific comparison (use of ethanol or methanol
in biodiesel production or optimization of the reaction
conditions).

Several attempts have been made to estimate food pro-
duction and manufacturing using LCA methods.?”*">%!
However, their analysis, discussed, for example, by Ahmad
et al.,>”® evidence that these results cannot be reliably com-
pared to the “air-to-food” technology, being too different the
objectives, the use of resources and energy, the land use and
impact on society, the emissions, etc. The results of LCA on
food manufacturing and processing indicate the large depen-
dence of the results on countries, boundary limits, type of
food, technology of manufacturing, and many other aspects.

The green metrics reported in Table 2 thus represent an
attempt to compare “air-to-food” with industrial agriculture
and the alternative of artificial carbohydrate synthesis.
However, we believe that more precise indications would not
be reliable at this stage.

It can be advanced, however, that an important green
metric for evaluating the capability of agricultural and food
production sustainable development is agricultural eco-
efficiency (AEE).?®> There is no unique definition, but it is the
ratio between the economic value of the product and the
environmental impact of the product formation. AEE accounts
for the negative impact on the environment (such as fertilizer
residue and soil productivity decline) and the positive impact
(such as carbon dioxide absorption and noise reduction) in
agricultural and food production. The AEE value in the EU
ranges from 0.6 to 1, depending on region and type of agricul-
tural/food production, but is below 0.5 in many other parts of
the world.>®® Although AEE improved in EU28 over the last
decade, the average improvement is minimal, below 0.05.

The “air-to-food” technology has virtually no energy and
raw materials consumption from sun and air. It does not use
fertilizers, pesticides and other chemicals, including fungi-
cides, bactericides, herbicides, etc. There are no emissions to
the air but rather the capture of CO, from the air. There is
minimal production of waste. The estimated AEE would be
thus >1, representing a significant step improvement in terms
of the greenness of producing food components.

This journal is © The Royal Society of Chemistry 2024

View Article Online

Critical Review

The case of fertilizer production is more defined and suit-
able for applying green and LCA metrics considerations.
However, some conventional green metrics cannot be reliably
applied due to the completely different objectives. Air-to-fertili-
zer technology is dedicated to an on-site distributed pro-
duction where fertilisers are used. The energy for the process
derives directly from the sun and raw materials from the air.
The latter is the nitrogen source in the conventional fertilizer
processes, but the hydrogen source (to make ammonia) and
the energy for the process derives from fossil fuels. Large
plants are necessary to optimize energy efficiency, with the
many issues in terms of ecological and economic impact dis-
cussed before. There is a change in terms of societal impact
and model of production, which cannot be ignored for a
reliable comparison, but there are no green metrics to account
for them correctly.

Nevertheless, it can be indicated that a typical value for
energy consumption in manufacturing urea is ~30 GJ per tyrea
(based on LCA methods). This energy consumption translates
to an average of about 2.2 t eq. CO, Per tyrea.>>" The air-to-urea
process uses only sun energy and captures CO, from the air.
Thus, both these green indicators are (close to) zero. As with
most large-scale processes, waste production is minimized;
thus, green metrics such as E-factor and AE have limited value.
However, by eliminating the use of fossil fuels and with the
raw materials captured from the air, air-to-urea technology sig-
nificantly improves these green metrics. In urea processes, 0.5
tons of wastewater are produced per ton of urea.*®> They are
virtually eliminated in the air-to-urea technology, thus a clear
improvement over green metrics such as WWI and cEF. Being
air-to-urea technology based on the direct use of renewable
(solar) energy, which is instead not used in conventional urea
plants based on fossil fuels, energy efficiency metrics (EE, EXE
and CED) are significantly improved, as also commented
above regarding energy consumption. Also, indicators such as
RI are significantly improved. There are no studies on iGAL or
analogous metrics for fertilizer production because these
metrics are suited for organic or speciality/pharmaceutical
syntheses, even if applied in other industrial cases.*®®
However, using the GS metric (a holistic green chemistry
metric)**'*®” to compare air-to-urea technology with the con-
ventional one regarding greenness may be attempted. The
results are summarized in Fig. 11. There is an evident improve-
ment in many of the twelve areas of green chemistry. In con-
trast, in some areas, the apparent absence of impact is mainly
connected to the absence of relevance of this criterion to
assess industrial urea manufacture.

Outlooks and prospects

Even if preliminary results are available in the literature and
suggestions to the possibility of producing fertilizers from N,
H,O0 and eventually CO, or foods from CO, in hybrid microbial
systems, they do not consider the possibility of capturing these
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Fig. 11 Green start (GS) metric to compare air-to-urea technology with
the conventional one. P1-P12: Twelve principles of green chemistry. P1,
prevention; P2, atom economy; P3, less hazardous chemical synthesis;
P4, designing safer chemicals; P5, safer solvents and auxiliary sub-
stances; P6, increase energy efficiency; P7, use renewable feedstocks;
P8, reduce derivatives; P9, catalysts; P10, design for degradation; P11,
real-time analysis for pollution prevention; P12, safer chemistry for acci-
dent prevention.

small molecules directly from the air. In this sense, the
concept presented initially in Fig. 1 is novel.

The principal limit is that no available results demonstrate
the feasibility of the whole device, even at a laboratory prelimi-
nary scale. However, there are advances in the key components
necessary for the whole technology. The main scope of this
conceptual review is to show that they can be combined and
better focused to address the challenge of an artificial tree-like
technology to produce chemicals from the air. Many sustain-
ability, geostrategic and resilience motivations are discussed
in each section. They indicate the need to accelerate the devel-
opment in this area. Many startup companies are entering the
area, demonstrating the need for innovation.

The unavailability of a whole technology at a sufficient TRL
level (above 5, but at least above 3) prevents the possibility of
even preliminary economic estimations. However, as commen-
ted at the end of the introduction, this technology is disrup-
tive. It may change the way of production, introducing decen-
tralized production and dependence on externalities. In
addition, it will also drastically decrease their impact on the
environment and communities. Therefore, traditional econ-
omic assessments are unsuited to compare this technology
with the current one.

Nevertheless, it may be a question whether this is just a
vision or scientific curiosity or may represent an effective
building block for a future radically new chemical production
and agriculture. It is not easy to give scientific proof of this,
and we may even argue that without a vision, there are no
scientific advances. Several scientific discoveries, now building
blocks of our life (photovoltaic panels as an example), were
indicated not to have a possible relevant impact two to three
decades ago. The main reason was the use of assessment cri-
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teria unable to consider the change in energy scenario, techno-
logy advances, and societal changes. In this perspective, we
may indicate that the technology proposed and its possible
extensions to produce other chemicals or energy carriers will
be a key technology for a new production and economy model
based on the strong integration with the territory.

This objective would require intense research, especially in
integrating the single components in the scheme. Foster this
possibility is the scope of this review, which is conceptual
rather than a critical review in the traditional sense.
Nevertheless, we attempt to evidence the many current limit-
ations and pros/cons in the literature on the single component
technologies for the whole artificial tree-like device. Many
current studies do not address the demands from a technologi-
cal perspective. However, this discussion is not the core objec-
tive of this contribution. Still, it aims to evidence only the
need in several cases to turn the approach to accelerate the
progress and exploit the results.

Conclusions

Making chemicals from the air may appear as a visionary,
long-term objective. It has a potentially significant impact in
intensifying the current food production technologies by one
to two orders of magnitude, reducing the related GHG emis-
sions and environmental impact, and overcoming the impact
and costs of producing fertilisers.

This review demonstrates that the essential bits of knowl-
edge to translate this dream into a reality exist, even with the
many challenges. We have discussed two major cases: produ-
cing (i) fertilisers and (ii) food components (carbohydrates,
lipids, proteins) from the air. They represent relevant case
examples for these processes being a new frontier for hybrid
electrosyntheses in artificial-like devices. However, other
chemicals may be synthesised following the same scheme.
Organised in artificial tree-like systems, these devices would
allow a distributed production, taking the raw materials from
the air (CO,, H,0, N,) and sunlight.

Three key elements of the device were discussed: (i) the
system to capture and concentrate these small molecules from
the air, (ii) the electrocatalytic fixation of CO, and N,, with the
advances in producing directly (one-step) ammonium nitrate
and/or urea solutions, and (iii) the sustainable production of
food from the air, via a first stage of electrocatalytic CO, fix-
ation, particularly to form acetate.

Although there are advances in these areas, the possibility
of combining them is still at an early stage. However, fast pro-
gress can be expected, and already the preliminary results
show interesting perspectives, with a series of SMEs offering
their technologies to produce fertilisers or food from the air,
although implementing only part of the technological vision
presented here.

Thus, it may be expected that when a large scientific com-
munity identifies this challenge, faster progress will be made
with rapid implementation.

This journal is © The Royal Society of Chemistry 2024
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Hybrid electrosyntheses technologies, in terms of combin-
ing (i) electrocatalysis with selective functionalised membranes
for capturing and concentrating CO, or N,, (ii) electro- and
photo-catalysis in a new type of reactors (such as zero-gap reac-
tors), able to maximise the performances and not depending
on external sources of renewable energy, and (iii) electrocataly-
sis and microbial factory, a crucial integration to develop these
artificial-like devices. For this reason, hybrid electrosyntheses
are indicated as frontier research to implement the new con-
cepts discussed in this critical review and promote electro-
synthesis to the next technological level.

List of acronyms

ADP Adenosine di-phosphate
AE Atom economy

AEM Anion exchange membrane
ATP Adenosine triphosphate
Capex Capital expenses

CD Current density

CE Carbon economy

CED Cumulative energy demand
CEF Environmental impact factor
CEM Cation exchange membrane
CFD Computational fluidodynamic
CFC-11 CCL;F (CFC: chlorofluorocarbons)
CNT Carbon nanotubes

CoA Coenzyme A

COR CO reduction

CO,RR CO, reduction reaction

DAC Direct air capture

DFT Density-functional theory

E E-Factor

EE Energy efficiency

ExE Exergy efficiency

FE Faradaic efficiency

FLP Frustrated Lewis pairs

G-6-P  p-Glucose-6-phosphate

GAP p-Glyceraldehyde 3-phosphate
GDE Gas-diffusion electrode

GDL Gas-diffusion layer

GHG Greenhouse gas

GS Green start

GTP Guanosine-5'-triphosphate

HB Haber-Bosch

HER Hydrogen evolution reaction
iGAL Improved green aspiration level

1L Ionic liquid

MEA Membrane electrode assembly
MES Microbial electrosynthesis

MOF Metal-organic framework

NADH Nicotinamide adenine dinucleotide
NG Natural gas

NOR N, oxidation reaction

NP Nanoparticle
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NRR N, reduction reaction

NT Nanotubes

NTP Non-thermal plasma

OER Oxygen evolution reaction
PCET  Concerted proton-coupled electron transfer
PEC Photoelectrocatalytic

PEP Phosphoenolpyruvate

PMI Process mass intensity

PSE Porous solid-electrolyte

PV Photovoltaic

RHE Reversible hydrogen electrode
RI Renewable intensity

SAC Single-atom catalysts

SOEC  Solid oxide electrolysis cell
TRL Technology readiness level
WWI Wastewater intensity
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