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synthesis and post-synthetic
conversion of single-crystalline covalent organic
frameworks†

Michael Traxler and William R. Dichtel *

The synthesis and scale-up of high quality covalent organic frameworks (COFs) remains a challenge due to

slow kinetics of the reversible bond formation and the need for precise control of reaction conditions. Here

we report the rapid synthesis of faceted single crystals of two-dimensional (2D) COFs using a continuous

flow reaction process. Two imine linked materials were polymerized to the hexagonal CF-TAPB-DMPDA

and the rhombic CF-TAPPy-PDA COF, respectively. The reaction conditions were optimized to produce

single crystals of micrometer size, which notably formed when the reaction was cooling to room

temperature. This indicated a growth mechanism consistent with the fusion of smaller COF particles.

The optimized conditions were used to demonstrate the scalability of the continuous approach by

synthesizing high quality, faceted COFs at a rate of more than 1 g h−1. The materials showed high

crystallinity and porosity with surface areas exceeding 2000 m2 g−1. Additionally, the versatility of the

continuous flow reaction approach was demonstrated on a post-synthetic single crystal to single crystal

demethylation of CF-TAPB-DMPDA to afford a hydroxyl functionalized COF CF-TAPB-DHPDA.

Throughout the modification process, the material maintained its hexagonal morphology, crystallinity,

and porosity. This work reports the first example of synthesizing and post-synthetically modifying imine

linked COF single crystals in continuous flow and will prove a first step towards scaling high quality COFs

to industrial levels.
Introduction

Covalent organic frameworks (COFs) have attracted increasing
interest since the rst report in the mid-2000s, owing to their
unique characteristics compared to traditional macromolecular
architectures.1–3 With their high porosity, absorption in the
visible light range or crystallinity, the organic framework
materials have been introduced to wide set of applications
ranging from gas storage4 and separation5,6 to photocatalytic
applications.7–9 Alongside the exploration of the application
space of COF materials, a broader range of synthetic conditions
and fundamental understanding of 2D polymerization has
emerged over the last two decades.10–15 Solvothermal batch
synthesis still remains the most broadly applied synthetic
strategy.16–18 However, major drawbacks of this method include
extended reaction times, batch dependent quality, low scal-
ability and limited control in nucleation and growth of the
framework material.19
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In contrast to batch synthesis, continuous ow approaches
offer enhanced efficiency, precise control over reaction param-
eters, and the ability to achieve consistent and reproducible
outcomes in materials quality over an extended timeframe.20,21

Multiple successful attempts to synthesize COFs in continuous
ow have been reported in recent years, dating back to 2016,
when COF-LZU1 was synthesized by Zhao and coworkers.22

Thereaer, continuous ow approaches have been mainly used
in the preparation of COF lms23–25 and bers.26 However, the
latest development in the continuous ow synthesis of COFs is
fueled by the demand to increase their production beyond the
small academic laboratory scale. By ensuring a consistent and
ample production a scalable synthesis opens a pathway to use
these framework materials in their plethora of possible appli-
cations.27 A high-pressure homogenization approach for the
synthesis of various crystalline porous polymeric materials has
shown the potential in scalability in COF manufacturing.28

Nevertheless, the reported materials have low material quality,
small particle sizes, and undened morphologies. These
features result in low performance in a suite of applications,
where higher crystallinity of the materials has proven superior
to polycrystalline alternatives.5,29,30 Recently, high quality 3D-
COF bers with micrometer particle sizes were realized in
a continuous microuidic synthesis approach with reaction
Chem. Sci., 2024, 15, 7545–7551 | 7545
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times of just a few seconds showing promise of this strategy in
the scaling of COF preparation.31

A viable strategy to obtain high quality COFs is to perform
reactions under solvothermal reactions that allow the formation
of stable colloids of the framework material.32,33 Using this
strategy micrometer sized COF particles have been obtained in
signicantly reduced reaction times moving from multi-day
synthesis to several minutes.5,34–36 The benzoic acid catalyzed
polymerization relies on the use of benzonitrile as a solvent and
modulation with aniline, which enables efficient error correc-
tion necessary to form single crystalline materials.

Here, we further advance this reaction concept and develop
an efficient and continuous synthesis of single-crystalline COFs.
The ow approach is demonstrated on the two different COF
systems, denoted CF-TAPB-DMPDA and CF-TAPPy-PDA, which
crystallize in hexagonal and square planar topologies, respec-
tively (Fig. 1a and c). Additionally, the continuous ow synthetic
approach was used in the post-synthetic modication of COFs,
which was demonstrated previously by the reduction of nitro
side groups to amines in a keto-enamine COF.37 Here, we
demonstrate the continuous single crystal to single crystal
demethylation of CF-TAPB-DMPDA to obtain CF-TAPB-
DHPDA.38,39 The strong Lewis acid used for the reaction can be
safely used in the PSM, since only low quantities of the reagent
are in the reactive zone in the continuous ow approach. Using
this strategy, a TAPB-DHPDA COF with previously unreported
crystallite size was obtained. These ndings indicate the
promise of ow conditions to enable the continuous manufac-
ture of high quality COFs in potentially large quantities.
Results and discussion

The continuous ow synthesis was investigated on an in-lab
ow setup, where precursor solutions, containing the alde-
hyde and amine linkers necessary to form the imine-based
Fig. 1 Continuous flow synthesis of single-crystalline CF-TAPB-DMPD
electron microscopy (SEM) images of the hexagonal CF-TAPB-DMPDA

7546 | Chem. Sci., 2024, 15, 7545–7551
framework, are combined in a Y-mixing unit (Scheme S1 and
Fig. S1†). This setup is affordable, accessible, and can be
implemented easily in most research laboratories.40 For trans-
ferring the batch reaction conditions towards a continuous ow
approach, several design criteria, such as temperature, catalyst
solubility or material quality, were considered. Firstly, the
precursor solutions containing linkers, catalyst and modulator
must remain in solution throughout the ow reaction to prevent
clogging of the reactor. To accommodate for the high catalyst
loadings necessary to efficiently form COF single crystals the
two precursor solutions are heated prior to the reaction.
Secondly, the solutions are combined in a 5 : 1 mixing ratio,
where components with low solubility are dissolved in the high
ow portion. Furthermore, the temperature was set to 90 °C,
slightly below the temperature limits of the tubing and
connectors, and the concentration was set to 8 mM with respect
to the polyfunctional aminemonomer. To prevent an imine pre-
equilibrium all amine compounds were delivered in the oppo-
site solution than the aldehyde linker.41 Finally, the success of
the reaction was determined in part by scanning electron
microscopy (SEM), where aliquots of the collected sample were
held at room temperature for 60 min, diluted with methanol,
and imaged aer drop-casting onto a silicon-wafer. The ow
setup was equipped with a 0.5 mL reactor dened by a length of
1000 of a tubing with an inner diameter of 1/1600. The hexagonal
framework (CF-TAPB-DMPDA) was synthesized by combing
a reaction mixture containing the aldehyde linker 2,5-dime-
thoxyterephtalaldehyde (DMPDA) and benzoic acid in benzo-
nitrile with a solution 1,3,5-tris(4-aminophenyl)benzene (TAPB)
and aniline as modulator of in the same solvent (Fig. 1a, Section
C1 in the ESI†).

Initial screening was performed by changing the benzoic
acid catalyst (19.2 equiv. & 38.4 equiv. with respect to aldehyde
functional groups) and aniline modulator (0.8 equiv. & 1.6
equiv.) aliquots in a reaction with a residence time of 1 min. All
A (a) and CF-TAPPy-PDA (c) covalent organic frameworks. Scanning
COF (b) and the rhombic CF-TAPPy-PDA COF (d).

© 2024 The Author(s). Published by the Royal Society of Chemistry
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tested reaction conditions yielded stable dark red colloids
solutions aer cooling to room temperature for 60 min
(Fig. S4†). The crystallinity of the material was conrmed by
capillary powder X-ray diffractometry (PXRD) (Fig. S5†).
However, for the evaluation of the COF particles in the
micrometer range we used SEM imaging, since the Scherrer
equation, conventionally used for determining particle sizes in
COFs, is not applicable within the obtained size regime.42 SEM
imaging revealed that the conditions with the 1.6 equiv. of
aniline and 38.4 equiv. of benzoic acid loadings resulted in
uniform, hexagonal single-crystalline COF with a mean particle
size of 1.4 ± 0.4 mm (Fig. 2a and S11†). The importance of the
catalyst and modulator loadings was demonstrated by the
smaller particle size of 0.8 ± 0.2 mm, when either the acid or
aniline loading is reduced. When both variables are changed
simultaneously even smaller particles are obtained. Moreover,
the impact on the reaction time was investigated, by changing
the overall ow rate and thus the residence time in the reactor
tubing ranging from 5 s to 6min (360mL h−1 to 5 mL h−1). Such
short reaction times are hardly feasible using a batch synthesis
strategy, due to the inherent limitations of mass and heat ow.
Dark red colloids of CF-TAPB-DMPDA were formed in all cases
and the same trend in catalyst and modulator concentrations
holds true over the tested residence timeframe (Fig. S6–S10†).
The average particle size of the hexagonal COF single crystals is
with 0.9 ± 0.2 mm slightly smaller at a residence time of 5 s. At
longer reaction times the average particle size stays nearly the
same, however, the dispersity increased.

Intrigued by the observation that the COF reaction mixture
turns from a clear solution to a colloidal suspension over the
course of 60 min, we probed the particle formation mechanism
of the CF-TAPB-DMPDA COF to determine whether the growth is
occurring within the tubing, or upon cooling to room tempera-
ture. Therefore, 0.5 mL of COF colloid solution was collected in
Fig. 2 SEM images of Screening of CF-TAPB-DMPDA (a) and CF-TAPPy
SEM images of CF-TAPB-DMPDA COF particle formation at time points

© 2024 The Author(s). Published by the Royal Society of Chemistry
a glass vial aer a residence time of 5 s at 90 °C in the continuous
ow tubing. This solution was thereaer kept at 25 °C and over
the course of the colloidal formation process aliquots of this
solution were quenched in methanol and imaged using SEM
(Fig. 2c, S12 and S13†). Initially, the material consists of small
undened particles with a size of ∼100 nm up to 5 min aer
leaving the continuous ow tubing. At around 7.5 min these
small particles start to fuse together to form bigger hexagonally
shaped particles in the micrometer range. Over the course of
30min the transformation of the small particulates into the nal
COFmaterial continues, resulting in faceted hexagonal particles.
On the one hand, these ndings highlight the importance of the
cooling step at ambient condition to form high quality single-
crystalline COF materials. On the other hand, the delayed crys-
tallization outside of the tubing holds potential for solution
processing of the small particulate solution before it crystallizes
into high quality COF material.

Cooling the colloids at different temperatures had a signi-
cant impact on the formation of the single-crystalline COFs.
When CF-TAPB-DMPDA was transferred to the freezer at −20 °
C, polycrystalline framework material was obtained. We attri-
bute these colloidal particles to cooling below the freezing point
of the benzonitrile solvent, which impedes their fusion into
single-crystalline crystals. Stepwise cooling to 60 °C for 30
minutes followed to room temperature for another 30 minutes
results in less dened spherical COF material, while direct
cooling in an ice bath affords hexagons with a similar quality as
obtained by ambient cooling (Fig. S14†).

For the synthesis of the square planar CF-TAPPy-PDA
framework the reaction conditions were modied, due to the
lower solubility of the 1,3,6,8-tetrakis(4-aminophenyl)pyrene
(TAPPy) linker to prevent its precipitation during the reaction.
Therefore, acid catalyst, TAPPy linker as well as the aniline
modulator were dissolved in benzonitrile, while the second
-PDA (b) COF reaction condition screenings with 60 s residence time.
after leaving the reactor tubing to ambient conditions (c).

Chem. Sci., 2024, 15, 7545–7551 | 7547
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stream consisted of terephtalaldehyde (PDA) in benzonitrile
(Fig. 1c, Section C4 in the ESI†). Similarly, different reaction
mixtures were screened for the formation of the framework with
different aliquots of benzoic acid catalyst (19.2 equiv. & 38.4
equiv.) and aniline modulator (0.8 equiv. & 1.6 equiv.) at a resi-
dence time of 1 min in the reactor tubing aer combination of
the two reaction mixtures. Aer PXRD conrmed the formation
of the targeted CF-TAPPy-PDA framework, the crystal
morphology of the dark red colloids was investigated by SEM.
Compared to CF-TAPB-DMPDA the images revealed small
agglomerating particulates with a particle size of∼100 nm at an
aniline loading of 0.8 equiv. for both catalyst loadings (Fig. 2b).
Slowing down the reaction by the addition of double the
amount of modulator resulted in bigger more dened still
agglomerating rhombic particles. Therefore, the aniline
amount in the reaction mixture was further increased to 2.0
equiv., which resulted in the formation of faceted squared
particles with an average diameter of 1.9 ± 0.4 mm for the
reaction with 38.4 equiv. benzoic acid, while the lower acid
concentration resulted in less dened agglomerated rhombic
particles. Reaction time screening from 5 s to 360 s revealed the
maintenance of faceted squared particles with the optimized
conditions of 2.0 equiv. aniline and 38.4 equiv. benzoic acid
(Fig. S16–S21†). Interestingly, the conditions with 1.6 equiv. of
modulator yielded squared particles at lower reaction times,
while a decrease in modulator loading to 0.8 equiv. was leading
not only to poor materials quality, but also resulted in clogging
of the reactor tubing at longer residence times. Judging from
these results, it became clear that both a high catalyst and
modulator loading are necessary to give single-crystalline COFs
in the probed timeframe.
Scale-up of 2D COFs under continuous ow

Aer nding suitable and robust reaction conditions for each
COF system, the scalability of the production of high-quality
single-crystalline COFs was investigated. To produce a higher
amount of COF colloid solution one syringe pump was
exchanged with a peristaltic pump (Fig. S2, Section C3 in the
ESI†). Using this setup, the production of CF-TAPB-DMPDA COF
was scaled to a production of >250 mL in one run with
a pumping speed of 360 mL h−1, while taking aliquots for SEM
imaging to ensure the high quality of the COFs throughout the
process. Aer cooling down to room temperature, the red
colloids were precipitated from the reaction solution using
brine and methanol, ltered, extracted with methanol, and
nally activated using a supercritical CO2 dryer (Fig. 3a and
S3†). Using this setup that remains inexpensive, a continuous
production of >1 g h−1 single-crystalline COF is obtained.
Compared to the highest yielding reaction conditions reported
for the batch synthesis of 2D COF single crystals the ow
synthesis approach offers a 2–3-fold increase in framework
production rate and similar to the recent reports of 3D COF
synthesis in microuidic systems.5,31 PXRD conrmed the high
crystallinity of the yellow CF-TAPB-DMPDA COF with a sharp
diffraction at 2.78 2q degree angles corresponding to the (100)
facet of a primitive hexagonal lattice (Fig. 3b and S22†).
7548 | Chem. Sci., 2024, 15, 7545–7551
Additional higher order diffractions are as well in full agree-
ment with the simulated diffractogram of the hexagonal
eclipsed structure of this COF. The high quality of the COF was
moreover conrmed using nitrogen sorption measurements,
which conrm the permanent porosity of the mesoporous COF
(Fig. 3c). The internal surface area of the CF-COF was deter-
mined at 2133 m2 g−1 using the Brunauer–Emmett–Teller (BET)
theory. The pore size distribution analysis from non-local
density functional theory (NLDFT) proved a narrow pore
distribution around 3.2 nm, which is in full agreement with the
expected pore diameter of the COF in hexagonal eclipsed
structure. The chemical integrity of the formed COF was
investigated using 13C CP-MAS solid state nuclear magnetic
resonance (NMR) and Fourier-transform infrared spectroscopy
(FT-IR). Besides the peaks in the aromatic region of the NMR
spectrum, the carbon of the methyl group of the DMPDA linker
can be assigned to the signal at a chemical shi of 53 ppm
(Fig. 3d). The IR-spectrum reveals the expected disappearance
of the vibrations of the monomers, while the imine stretch at
around 1620 cm−1 is obtained (Fig. S24†).

Similarly, the scalability of the CF-TAPPy-PDA COF was
demonstrated using the same setup with the adapted reaction
mixtures (Section C5 in the ESI†). With a pumping speed of
360 mL h−1 for this COF also a production rate of >1 g h−1 was
obtained for the isolated COF powder. PXRD conrmed the
square planar structure of the COF, with the diffraction of the
(100) facet at 3.66 2q degree angles and additional higher order
diffractions that are in full agreement with the simulated
eclipsed structure (Fig. 3e and S23†). Nitrogen sorption experi-
ments revealed a BET surface area as high as 2034 m2 g−1 and
a pore size distribution centered at 2.2 nm (Fig. 3f). The
formation of the framework was further conrmed by the ex-
pected aromatic peaks in the 13C solid state NMR (Fig. 3g), and
the imine stretch in the FT-IR (Fig. S25†).
Continuous ow single-crystal to single-crystal post-synthetic
modication

Post-synthetic modication (PSM) has proven to be a valuable
tool for accessing high quality samples of otherwise difficult to
prepare COFs.43 The conversion of side groups or linkages as
well as the exchange of linkers has signicantly expanded
synthetic strategies in the formation of framework materials.
Aer conrming the synthesis and scalability of a continuous
formation of COFs, a PSM demethylation strategy was devel-
oped for a single crystal to single-crystal transformation of CF-
TAPB-DMPDA. The deprotection results in the COF with free
hydroxyl groups CF-TAPB-DHPDA, which has not been reported
as a single-crystalline material previously. For the conversion
crude CF-TAPB-DMPDA is synthesized, and solvent exchanged
with methanol, followed by hexane and chlorobenzene. Finally,
the COF was suspended in anhydrous o-dichlorobenzene to give
a yellow suspension. This suspension was pumped with a peri-
staltic pump and combined with a solution of boron tribromide
in the same solvent. Immediately aer those streams are mixed
the color of the COF particles turns black and this suspension is
pumped at 90 °C with a residence time of 6 minutes. The
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 3 Scaled-up continuous production of CF-TAPB-DMPDA (a). PXRD (b), nitrogen isotherms with pore size distribution in the inlet (c) and 13C
solid state NMR analysis (d) of scaled-up CF-TAPB-DMPDA. PXRD (e), nitrogen isotherms with pore size distribution in the inlet (f) and 13C solid
state NMR analysis (g) of scaled-up CF-TAPPy-PDA.

Edge Article Chemical Science

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

9 
 2

02
4.

 D
ow

nl
oa

de
d 

on
 2

02
6/

1/
24

  0
7:

09
:0

2.
 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
solution is quenched at exiting of the heating bath by a stream
of triethylamine/methanol (1 : 5) and the demethylated COF is
collected as a dark red solid, which was washed with methanol,
before extraction in the same solvent and drying using super-
critical CO2 (Section F in the ESI†). The PXRD of the CF-TAPB-
DHPDA COF exhibits a strong diffraction of the (100) facet at
2.78 2q degree angles, and additional higher order diffractions,
that are unchanged in position to the methylated COF (Fig. 4d
and S32†). This conrms that the hexagonal structure of the
framework is unchanged during the demethylation step.
Moreover, SEM imaging shows that the hexagonal morphology
of the COF single crystals is maintained during the post-
synthetic modication step (Fig. 4b and S33†). FT-IR spectros-
copy reveals that the imine vibration of the demethylated
framework is unchanged, therefore conrming the structural
integrity of the material (Fig. S34†). Furthermore, characteristic
vibration bands for C–O–C motifs of CF-TAPB-DMPDA at 1288
and 1040 cm−1 disappear in the demethylation step. The 13C
solid-state NMR of the collected powder conrms the nearly
complete disappearance of the intense signal of the methoxy
carbon, comparable to the demethylation efficiency reported for
a protocol using batch conditions (Fig. S35†).38 Nitrogen
© 2024 The Author(s). Published by the Royal Society of Chemistry
porosimetry revealed that the COF is still highly porous with
a BET surface area of 1994 m2 g−1 and narrow calculated pore
size distribution around 3.2 nm (Fig. 4e). One unique feature of
the TAPB-DHPDA COF is that it reversibly changes color in the
presence of solvents or solvent vapor. This behavior is enabled
through the tautomerization of the diiminol-form present in dry
and apolar environments to the iminol/cis-ketoenamine form in
the presence of polar solvents, especially water.44 To investigate
if the post-synthetically modied COF (CF-TAPB-DHPDA) also
shows this feature, both the methylated COF CF-TAPB-DMPDA
and its demethylated analogue CF-TAPB-DHPDA were investi-
gated before and aer making a slurry with water. While the
change in color upon adding water to the methoxy functional-
ized COF is from yellow to orange, the hydroxyl functionalized
COF changes from a bright orange solid to a black slurry
(Fig. 4c). Diffuse reectance spectroscopy (DRS) conrmed this
change in optical absorbance, where the absorption onset for
the hydroxyl functionalized COF is drastically red shied from
approximately 575 nm (2.2 eV) to 690 nm (1.8 eV) (Fig. 4f). This
provides evidence that the material produced over a two-step
continuous ow production could be used in previously
proposed humidity sensing applications.
Chem. Sci., 2024, 15, 7545–7551 | 7549
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Fig. 4 Continuous flow post-synthetic single crystal to single crystal conversion of CF-TAPB-DMPDA (a). Scanning electron microscopy image
(b). Optical image of methylated and demethylated COF before and after dispersion in water (c). PXRD (d) and nitrogen isotherms with pore size
distribution in the inlet of CF-TAPB-DHPDA(e). UV-vis spectroscopy with Tauc plot in the inlet of methylated and demethylated COF before and
after dispersion in water (f).
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Conclusions

In this study we prepared single-crystalline imine-linked 2D
COFs using a ow approach. The continuous process was
optimized to afford single crystals in the lowmicrometer regime
for both a hexagonal COF (CF-TAPB-DMPDA) and a rhombic
COF (CF-TAPPy-PDA). We found that the residence time in the
reactor can be lowered to 5 s followed by a cooling phase at
ambient conditions during which smaller nanometer sized
particles are fusing to the nal product. This unexpected
behavior at these low reaction times gives new insights in the
formation of 2D COF single crystals and offers the possibility for
solution processing before the nal crystallization step. Addi-
tionally, the scalability of the continuous reaction was demon-
strated with a productivity of more than one gram of high-
quality single crystals per hour. The COF materials were fully
characterized and exhibit high crystallinity and porosity.
Besides the direct synthesis of COF single crystals, the post-
synthetic demethylation of CF-TAPB-DMPDA was performed
in continuous ow. Here, the material maintained its single-
crystalline morphology as well as permanent porosity, while
establishing the solvent dependent optical properties of the CF-
TAPB-DHPDA COF. Ultimately, this work demonstrates the use
of continuous owmethods for the synthesis, scaling, and post-
synthetic modication of single-crystalline COFs and will open
a pathway for further exploration of this class of porous 2D
materials towards industrial implementation.
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