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Synthesis and characterization of a core—shell
BiVO4@g-CsN,4 photo-catalyst with enhanced
photocatalytic activity under visible light
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Novel core-shell structured ellipsoid-like BiVO4@g-CsN4 composites, with different amounts of g-CzN,,
have been successfully prepared by a simple hydrothermal-chemisorption method. Their performance as
photocatalysts was systematically evaluated during RhB degradation under visible light irradiation. The

composite with 7 wt% g-C3N4 was found to be 7 times more efficient as a photocatalyst than pristine

BiVOy,. Its core—shell structure and activity were also found to be highly stable after it was used for 5

times in RhB degradation. The new composites were examined by various characterization techniques.
The core-shell structure enhanced the contact area between the BiVO, core and g-CsN4 nano-sheet

shell, which provided more active sites and strengthened the chemical band interaction. The thin g-CzN4
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nano-sheets reduced the charge carrier transfer distance, which further suppressed the recombination

of the photo-induced electron—hole pairs and therefore enhanced the photocatalytic activity of the

DOI: 10.1039/c6ra277669

www.rsc.org/advances in detail.

1. Introduction

Photocatalytic technology has attracted the interest of many
researchers since Fujishima and Honda' decomposed water
into H, on a TiO, electrode in 1972. It>* can serve as a solution
to the global energy crisis and environmental pollution. Semi-
conductor photo-catalysts,® such as metal oxides, sulfides, and
ternary materials with appropriate band gaps and high activity
as well as stability, have attracted worldwide attention.
However, some of them are only active when illuminated with
ultra-violet (UV) light,*” which only makes up 4% of solar-light,
thus limiting their applications in reality. In addition, some
photo-generated charge carriers go through recombination
instead of leading to reactions, resulting in low photocatalytic
activity.® At present, the critical research area in photo-catalysis
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composites. A reaction mechanism of the photocatalytic RhB degradation was proposed and discussed

is to develop a visible-light responsive, highly efficient, and
chemically stable photo-catalyst.

Among the numerous semiconductor photo-catalysts exam-
ined so far, Bi-based compounds such as BiOX (X = Cl, Br, I),>*
BiWOg,'* and BiVO, have received the most attention. Bismuth
vanadate (BiVO,) was identified as one of the most promising
photo-catalysts under visible light irradiation because of its
nontoxicity, narrow bandgap energy (E, = 2.40 eV), and chem-
ical stability.” Pure BiVO, had different morphologies and
crystal forms.'®'” However, all of them are in fact relatively poor
in absorbing visible lights. There have been many attempts by
researchers to achieve better performance of pollution degra-
dation with BiVO,. BiVO, with double crystal phases was ob-
tained for more reactive species during photo-degradation,*® in
addition to studies on different morphologies." Several reports
demonstrate that Cu,O/BiVO, p-n junction photo-catalyst,*
Ag;P0,/BiVO,,*" BiVO,/rGO,* core-shell BiVO,@Bi,0; (ref. 23)
and BiVO,@MoS,,** achieved better stability and higher pho-
tocatalytic degradation efficiency. However, according to
previous studies, the increase of photo-catalysis activity was
limited and the morphology of composites was rarely changed.

2-C;3N, (graphene-like carbon nitride) has become one of the
most promising novel photocatalytic materials. It is a 7-conju-
gate 2D layered material that is non-toxic, metal-free, has
a desirable band gap position as well as excellent thermal and
chemistry stability, and a simple product synthesis.*>** It was
first studied to split water for hydrogen production by Wang
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et al” Unfortunately, pure g-C;N, has a high recombination
rate of photo-excited charges, resulting in limited photo-
degradation efficiency. Many reports have combined g-C;N,
with other suitable semiconductors to produce novel composite
photo-catalysts. TiO,/g-C3N,,***° CdS/g-C3N,,***" AgX/g-C3N, (X
= Br, I),** g-C3N,/AgVOs,* CeO,/g-C3N, (ref. 34) and g-C3N,/Bi-
based composites***” have been studied and all had higher
photocatalytic efficiency both in pollution degradation and
hydrogen production. g-C;N, nano-sheets®® had better perfor-
mance when compared with g-C;N, polymer. With the protec-
tion of g-C5;N, nano-sheets, novel core-shell Ag;PO,@g-C3N,,**
CdS@g-C3N, nanowire, ZnO/g-C3N, (ref. 40) photo-catalyst
showed enhanced photocatalytic activity.

Several reports have shown various combinations of BiVO,
and g-C;N, including BiVO,/g-C3;N, Z-scheme photo-catalyst,**
sulfur-doped g-C3N,/BiVO,,** and g-C3N,/BivVO,.** These
compositions had impressive activity in water oxidation,
pollution degradation, and CO, reduction. Many attempts have
been made to produce composite photo-catalysts with improved
degradation efficiency including Z-scheme photo-catalysts,
heterojunctions, and core-shell structures.** As far as we
know, there are no reports on the synthesis and application of
core-shell BiVO,@g-C;3N, for pollution degradation. Herein, we
coated thin g-C;N, nano-sheets onto ellipsoid BiVO, by simple
stirring-chemisorption while varying the wt% of g-C;N, to
prepare different BivO,@g-C3N, (x wt%). The photocatalytic
activity is assessed by decomposing rhodamine B under visible
light. The influence of g-C;N, content is investigated and dis-
cussed. A possible photo-degradation mechanism is investi-
gated based on the results of characterization and activity
evaluation.

2. Experimental

All chemicals used in the experiments are analytical grade and
were used without further purification.

2.1. Synthesis of g-C;N, and g-C;N, nano-sheets

g-C3N, was synthesized through thermal condensation.*” 5 g of
melamine were put into an aluminum crucible with a cover on
and subsequently heated in a muffle furnace at a rate of 5 °C
min~" until the temperature reached 550 °C where it was
maintained for 4 hours. After cooling down to the room
temperature, the light-yellow g-C3N, products were ground and
collected.

To prepare the g-C;N, nano-sheets, 0.2 g g-C;N, powder was
ultra-sonicated in 1000 mL distilled water for 24 hours followed
by centrifugation to remove the un-exfoliated g-C;N,, resulting
in g-C;N, nano-sheets dispersed solution. The concentration of
the g-C;N, nano-sheet suspension is about 0.07 g L™,

2.2. Synthesis of BiVO,

BiVO, was synthesized through a hydrothermal method.*® In
this process, bismuth nitrate (Bi(NO3);-5H,0) and ammonium
vanadate (NH,VO;) were used as the bismuth and vanadate
sources. 1.98 g Bi(NO3);-5H,0 were dissolved in 40 mL ethylene
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glycol, forming a homogeneous milk-white solution under
magnetic stirring. Then, 0.98 g of NH,VO; were dissolved in 40
mL hot water, forming an orange-yellow transparent solution.
The above NH,VO; solution was added into the Bi(NOj3); solu-
tion dropwise under vigorous stirring and incubated for 30 min.
The resulting solution was then transferred to 100 mL Teflon-
lined stainless steel autoclave and maintained at 100 °C for
12 h. After cooling the reactor down to room temperature, the
yellow precipitates were collected and washed three times with
distilled water and ethyl alcohol. Finally, the products were
dried at 80 °C in electric oven for 6 h and a yellowish BiVO,
powder was obtained.

2.3. Synthesis of BiVO,@g-C;N, core-shell composite photo-
catalyst

BiVO,@g-C3N, core-shell composite photo-catalysts were
synthesized by vigorous-stirring chemisorption (Fig. 1). 0.2 g
BiVO, were added into measured amounts of g-C;N, nano-
sheets suspension (0.07 g L") followed by ultra-sonication for
60 minutes and stirring for 24 h. Various weight ratios of g-C;N,
to BiVO,@g-C;3N, (x wt%) (x = 1, 3, 5, 7, 10) were prepared by
tuning the volume of g-C;N, nano-sheets between 40 mL, 90
mL, 150 mL, 200 mL, and 300 mL, respectively.

2.4. Characterization

The crystal structures and phase data for the prepared
BiVO,@g-C3N, composite samples were detected by X-ray
diffraction (XRD) using a Rigaku D/MAX2500 PC diffractom-
eter with Cu-Ka radiation and an operating voltage and current
of 40 kv and 100 mA, respectively. The morphology of the core-
shell BiVO,@g-C;N, samples was investigated by scanning
electron microscope (SEM) (Hitachi, S-4800) and transmission
electron microscopy (TEM) (JEOL Ltd., JEM-2010). Energy
dispersive X-ray spectroscopy (EDX) displayed the distribution
of the composed elements. UV-vis light (UV-vis) diffuse reflec-
tance spectra were recorded on a UV-vis spectrometer (Puxi,
UV1901) with BaSO, used as the reference, based on the data,
the band-gap energy of the samples could be concluded. A
similar trend occurs when calculating the band-gap energy (E,)
according to the follow formula:

(ahw)" = A(hv — Ey)

NH,VO;3
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ot Teanshér r_. Hydrotherml! 0 o
IS — | ] — 06)%0
o
E T = Bivo,
Bi(NOy);
HOCH,CH,0H d

hermal i Ultr
I )

melamine

& ()
J

A
J

2-C;N, nanosheets

Fig.1 The schematic illustration for BiVO,@g-C3N,4 synthesis process.
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where «, h, v, E; and A respectively represent the absorption
coefficient, Planck’'s constant, light frequency, band gap and
a constant. The index, n, depends on the material and has
a value of n = 2 for a direct-gap semiconductor and n = 0.5 for
an indirect-gap semiconductor. The Fourier transform infrared
spectra (FTIR) of the samples were recorded using an IR
Vertex70 FTIR spectrometer from 4000-400 cm ™ *. The chemical
composition and the chemical states of the photo-catalysts were
analyzed by X-ray photoelectron spectroscopy (XPS) using
a XSAM 800 apparatus. Photoluminescence (PL) was performed
on a fluorescence and phosphorescence lifetime and steady-
state spectrometer (Edinburgh instruments FLSP 920, LED
360 nm). Electrochemical and photo-electrochemical measure-
ments were performed in a constructed three electrode quartz
cell system containing 0.5 M Na,SO, electrolyte solution. Pt
sheet was used as a counter electrode, Hg/Hg,Cl,/sat were used
as reference electrodes, and a thin film of obtained samples on
indium-tinoxide (ITO) was used as the working electrode for
investigation. The photo-electrochemical experimental results
were recorded with a CHI 660B electrochemical system.

2.5. Photocatalytic activity evaluation

The photocatalytic reaction of BiVO,@g-C3;N, composite photo-
catalyst under visible light was carried out by photodegradation
of RhB. RhB is a very stable dye and has been used widely in
evaluating the performance of numerous photo-catalysts under
visible light irradiation. The photocatalytic reactions were
carried out in quartz tubes (Nanjing, Xujiang), with a 3 cm
distance from the light source. Visible light was supplied by
a 400 W halogen lamp with cut-off filters for A = 420 nm. 100 mg
of the catalyst powder was dispersed into 50 mL of 10 mg L™*
RhB solution. The temperature of the reaction mixture was
maintained at 25 + 2 °C using a recirculating cooling water
system. The suspension was stirred for 30 min in the dark to
make ensure that the absorption-desorption equilibrium
between the photo-catalyst and the RhB had been reached, at
which point the light was turned on. 5 mL of the sample were
taken out at constant time intervals during the reaction process
over the course of 60 minutes. The samples were then centri-
fuged for 6 minutes at 10 000 rpm to remove the photo-catalyst
powder. The supernatant was analyzed by UV-vis (TU-1901,
Puxi) spectroscopy and the absorbance (4) was used to deter-
mine the concentration of RhB according to the Beer-Lambert
law. The degradation efficiency of RhB was calculated by the
following formula:

G -C

Degradation (%) = x 100%

0

where C, represents the original concentration of RhB and C
represents the concentration of RhB at time “¢”.

3. Result and discussion
3.1. XRD

XRD analysis was applied to evaluate the crystal phase of BiVO,
and BiVO,@g-C3N, composites. Fig. 2 shows the XRD patterns
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Fig. 2 XRD patterns of g-CsNg4 BiVO, and BiVO,@g-CsN4 with
different g-C3N4 coated amounts.

of g-C;N,, BiVO,, and BiVO,@g-C3;N, with different coated
amounts of g-C;N, nano-sheets. For the pure g-C3Ny, it can be
clearly seen that the peaks at 12.8° and 27.8° correspond to the
(100) and (002) diffraction planes (JCPDS 87-1526), respectively,
which are characteristic of graphitic materials and fit well with
reported literatures.* Where the (100) diffraction peak at 12.8°
represents the in-plane structural packing motif of tri-s-triazine
units, and the peak at 27.8° is indexed as (002) peak of the
stacking of conjugated aromatic system, and the distance of
interlayer spacing is 0.320 nm.*® The XRD pattern of g-C;N,
nano-sheet obtained by ultra-sonicated shows only one obvious
peak of (002), and the (002) diffraction peak of g-C3N, nano-
sheet is wider and weaker, indicating the stacking of inter-
layer structure is broken and the exfoliated g-C;N, nano-sheet is
obtained.**** As for BiVO,, the observed peaks at 18.67°, 28.82°,
30.55°, 35.22°, 39.78°, 47.31°, 50.31°, 53.31° and 58.53° corre-
spond to the (011), (121), (040), (002), (211), (042), (202), (161)
and (123) crystal planes of m-BiVO, (JCPDS 14-0688)."7**°>%3 The
characteristic diffraction peaks were sharp, proving the better
purity and crystallinity of BivO,. However, for the BiVO,@g-
C3N, (x wt%) (x < 10) samples, only diffraction peaks of BiVO,
were observed with no evidence of the existence of g-C;N,. This
is likely due to small amounts of g-C;N, nano-sheets being
coated as well as the low diffraction intensity** of g-C;N, in the
composites. The existence of g-C;N, can be shown through EDS,
FT-IR and XPS, which is discussed later.

3.2. SEM & TEM analysis

The morphology and structure of the as-synthesized photo-
catalysts were characterized by both scanning electron micros-
copy (SEM) and transmission electron microscopy (TEM). As
shown in Fig. 3(a), bulk g-C3N, had a layered structure, and the
average size was about 2-3 um, while the g-C;N, nano-sheets
treated by ultrasonication were much looser (Fig. 3(b)). The
BiVO, precursor was a regular ellipsoid about 500 nm in
diameter and 1-2 um in length (Fig. 3(c)). For the BiVO,@g-
C3N, (7 wt%) composites seen in Fig. 3(d) and (e), the thinner g-
C;3N, nano-sheets can be seen coated on the ellipsoid-like

RSC Adv., 2017, 7, 8167-8177 | 8169
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Fig. 3 SEM images of (a) g-C3Ny; (b) g-C3N4 nano-sheets; (c) BiVOy,;
(d) and (e) BiVO4@g-C3Ny; (f) the EDS for BiVO4@g-C3Ny4 (7 wt%).

BiVO,, the core-shell structure enlarges the contact area
between the BiVO, and g-C;N, nano-sheet, which benefits the
transfer of photo-excited charge and enlarges the light absorp-
tion areas. More details about the core-shell structure will be
discussed in the TEM images. The EDS analysis (shown in
Fig. 3(f)) proves the existence of the elements Bi, V, O, C and N,
which supports the existence of g-C;N,.

TEM characterization of the prepared samples was per-
formed in order to further study the details of the morphology
and microstructure of the pure g-C;N, the BiVO, and the
BiVO,@g-C3N, (Fig. 4). The g-C3N, exfoliated by ultrasound had
a thin nano-sheet morphology, just like the thin film with the
soft edges, the wrinkled layer with some stacking layers repre-
sents the soft nanosheets (Fig. 4(a)). Fig. 4(b) shows that the
pure BiVO, was ellipsoid-like with tiny bulges on its rough
surface, the average size is 500 nm in diameter. The TEM
images of the BiVO,@g-C3N, samples are shown in Fig. 4(c) and

g-C)N,shell

BiVO, core

Fig. 4 TEM images of the prepared samples (a) g-CsN4 nano-sheets;
(b) the pristine BiVOy; (c) BiVO4@g-C3Ny4 (the inner figure showed the
SAED pattern of BiVQOy,); (d) the structure of core—shell BiVO,@g-C3Ny.
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(d). The dark black area surrounded by a gray edge represents
the BiVO, core protected by the g-C;N, nano-sheet shell. The
thickness of g-C;N, shell was about 7 nm (light-yellow lined
areas). The obtained core-shell structure strengthens the tight
contact between BiVO, and g-C;N, nano-sheets, differs from the
point contact of the loaded composites, the surface contact of
core@shell structure enlarges the contact area, more contact
areas does help to strengthen the synergetic effect between the
m-conjugated g-C;N, and inner BiVO,. This not only benefits the
area of light absorption, but also improves the chemical band
interaction of BiVO, and g-C3;N,, enhancing the separation
efficiency of photo-induced charge, with the higher photo-
degradation efficiency, this will be studied in the following
discussion. The SAED pattern of BiVO, core indicates high
crystallinity of BiVO, and is in agreement with the XRD analysis.

3.3. FT-IR spectra analysis

FT-IR spectra were used to characterize the special chemical
bands of the prepared samples. Fig. 5 shows the FT-IR spectra of
g-C3Ny, BiVvO, and BiVO,@g-C3N, (7 wt%). For the pure BiVO,,
the peak at 698 cm ™' represents the Bi-O bond while the 733
cm™ ' stretching peak corresponds to »5(VO,4).** Both of them are
typical peaks of BiVO,.*® The peaks at around 1400 cm ™' can be

(a)[Bivo,

BiVO @g-C;N ,(Twt.%)

Transmittance (%)

N\

808

T T T T T T T
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Fig. 5 (a) FTIR spectra of the prepared g-CsN4, BiVO,4 and BiVO,@g-
C3Ny4 photo-catalysts; (b) partial enlarged details of FTIR spectra for g-
C3N4, BIVO4 and BIVO4@g—C3N4 between 1100-1750 Cmil.
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attributed to the absorption of atmospheric carbon dioxide,
while the peak at 1650 cm ™" is characteristic of residual water
on the surface.®® The FT-IR spectra of g-C;N, shows the
molecular structure of the compound: there is a peak at 808
cm ™ that is attributed to the C-N hetero-cycle, there are bands
at 1237 cm™ ', 1315 cm ™!, 1406 cm ™' representing the aromatic
C-N stretching peaks, and a peak at 1640 cm™ ' representing the
C=N stretching. These peaks are consistent with those previ-
ously reported in literature.”® The FT-IR spectra of core-shell
BiVO,@g-C3N, shows both the typical stretching peaks of BiVO,
and g-C;N,. The bands of BiVO, appear at 694 cm™ ' and 731
em ! and are slightly red shifted when compared with pure
BivO,. Likewise, the peaks of g-C;N, appear at their typical
positions but with a slight red shift, as seen in the enlarged
portion of the FT-IR spectra in Fig. 5(b). The band strengths are
weakened in the composite photocatalyst, which indicates the
increased stretching of the C-N, C=N, Bi-O and V-O bonds and
a more widely m-conjugated system appears between the g-C;N,
nano-sheets and BiVO, core.””*®* The core-shell structure
induced modified interactions between chemical bands,
a covalent bond between g-C;N, and BiVO, was formed, which
in turn resulted in an improvement in the transfer and sepa-
ration efficiency of photo-induced charges and increased photo-
catalytic degradation efficiency.

3.4. UV-vis analysis

UV-vis (ultraviolet-visible) absorption spectra were acquired in
order to study the optical properties of the prepared samples and
to further prove their photo-catalytic activity under visible light.
The UV-vis of g-C3N,, BiVO, and BiVO,@g-C;N, are shown in
Fig. 6(a). For pure g-C3N,, the edge of the absorption spectra is at
about 470 nm and shows strong absorption both in the ultravi-
olet and partial visible regions. The UV-vis absorption spectra of
the g-C;N, nano-sheets shows a blue shift of about 10-20 nm in
the absorption edge. As for pure BiVO,, a stronger and wider
absorbency is seen in visible light range. For the BiVO,@g-C3N,
composites photo-catalyst, the absorption edge is red shifted
significantly compared to g-C;N,, and wider light absorption is
seen in the visible region. This indicates that BiVO,@g-C;N, may
be able to absorb more light to generate electron-hole pairs.
However, there was no obvious change in absorbance range
between the BiVO, and the composite photo-catalysts with
differing g-C;N, coating amounts. BiVO,@g-C;N, is a direct-gap
semiconductor and uses a value of n = 2. According to the
transformed Kubelka-Munk function, the band-gap energy can
be estimated by the intercept of the tangent to the plot of (ahv)*
vs. (hv). The results obtained from these plots are shown in
Fig. 6(b). The band-gap energy of g-C;N, was found to be 2.78 eV,
whereas g-C;N, nano-sheet has a larger energy of 2.82 eV which
might the effect of quantum confinement between the tiny nano-
sheets and the larger light absorption area of the nano-sheet.
The calculated band-gap energies of BiVO, and BiVO,@g-C3;N,
(3, 5, 7, 10 wt%) are both 2.45 eV, because of the little change of
the edge of the absorption spectra among the samples. The
effects of core@shell structure on composites photo-catalyst
activity will be discussed further.

This journal is © The Royal Society of Chemistry 2017

View Article Online

RSC Advances
1(,?)) —— g-C3N, nanosheets
—g-C3N,
—BiVO,
0.8
—— BiVO,@g-C,N,(3wt.%)
g 0.6 —— BiVO,@g-C;N,(5wt.%)
E BiVO,@g-C;N (Twt.%)
£ o4 BiVO,@g-C,N (10wt.%
=
<
0.2
0.0
T T T r .
300 400 500 600 700 800
Wavelength / nm
(b) ] -GN nanosheet NV

(@ hv)?

N nanosheet
E 274V

26 27 28 29 30 31 32 33 25 27 28 29 30 31 32 33

hy eV

BIVO,@g-CN,(Wt.%)

BIVO,@g-CN (Twt.%)
E245¢V

hy /eV

Fig. 6 (a) UV-vis diffuse reflectance spectra of prepared photo-
catalysts; (b) plot of (ahw)? vs. energy (hv) and band-gap energy of the
g-C3Ng4, g-C3N4 nano-sheet, BiVO,, BiVO4@g-CsN4 samples.

3.5. XPS spectra analysis

X-ray photoelectron spectroscopy (XPS) was performed to detect
the surface chemical composition and chemical states of the
prepared BivO, and BiVO,@g-C3N, (7 wt%) samples. Fig. 7(a)
shows the survey scan XPS spectrum of the two samples. Bi 4f, V
2p, O 1s, as well as C 1s, N 1s for the composite photo-catalyst
are seen, proving that the photo-catalyst included all of the
elemental components, which is in agreement with the EDS
analysis results. In the core-shell BiVO,@g-C3N,, the XPS
spectra showed C 1s (Fig. 7(b)), and the binding energies of
284.8 eV and 288.05 eV are representative of the absorbed
carbon on the surface and the C atom of sp>-hybridized N-C=N
bond,* respectively. Three peaks in the N 1s binding energy
area are clearly seen (Fig. 7(c)). The peak at 397.43 eV is due to
C=N-C bonds, and the other two peaks at about 398.92 eV and
401.11 eV attributed to the N atoms of N-(C); bond and H-N-C
bond,* respectively. For the composite photo-catalyst, the
binding energies of these C 1s and N 1s peaks are typical in g-
C;3N,. In order to further study the interaction between the
chemical states and core-shell structure, the XPS spectra of
Bi, V and O were obtained and are depicted in Fig. 7(d)-(f). For
bismuth, the typical peaks at 158.78 eV and 164.08 eV were the
binding energies of Bi 4f,, and Bi 4f;,,, respectively, which
indicates the existence of Bi*" in BiVO,. As for BiVO,@g-C;N,
(7 wt%), the binding energy of Bi’*" was found to be slightly
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Fig. 7 (a) AlLXPS spectra of BiVO,4 and BiVO4@g-C3N4; XPS spectra of
BiVO4@g-CsN4 (b) C 1s; (c) N 1s; XPS spectra of BiVO4 and BiVO,@g-
C3Ny4 (d) Bi 4f; (e) V 2p; (f) O 1s.

increased (158.81 eV and 164.25 eV). For V 2p orbital, the
binding energy peaks at 523.8 eV and 516.43 eV of V 2p,, and V
2ps), represent the V*' in BiVO,. Similarity, the peaks of V 2py/,
and V 2p;,, for BiVO,@g-C3N, (7 wt%) shift to higher binding
energy at 524.16 eV and 516.75 eV (Fig. 7(e)). The XPS spectra of
O 1s show three main peaks: the peak at 529.42 eV can be
assigned to the lattice oxygen in BiVO,, while the peaks at
530.14 eV and 532.25 eV are signals from hydroxyl groups and
absorbed water on the surface of the sample. In addition, three
forms of oxygen are found in the composite, the binding ener-
gies of O 1s of BiVO,@g-C3N, (7 wt%) are larger than those
found in pure BiVO,. The interaction of shell g-C;N, nano-
sheets and core BiVO, is confirmed by these increased
binding energies,* the inner interaction between shell and core
induces to the shift of Bi 4f, V 2p and O 1s orbitals.”® The
positive shift of binding energy means the increase of the
electron density around the Bi, V, O, indicating a stronger
chemical band of core-shell photo-catalyst,* not the simple
physical mixture of BiVO, and g-C;N,. The m-conjugated shell g-
C;3;N, nano-sheets strengthens the chemical bonds of BivVO,.
The synergetic effect between the core@shell structure forms
a wider m-conjugated system, the chemical interaction is strong
enough to promote better separation of photo-excited electron—
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hole pairs, also the larger contact area does help to transfer the
separated charge, effectively increasing the photo-catalysis
degradation efficiency. This results support the conclusion of
the FT-IR analysis.

3.6. Photocatalytic activity evaluation

Rhodamine B was employed in order to investigate the photo-
catalytic degradation rate of the BivO,@g-C;N, samples under
visible light radiation (A = 420 nm). A blank experiment without
any photocatalyst powder was carried out in order to quantify
background degradation of RhB. The results of all experiments
under irradiation for 60 min are shown in Fig. 8(a), including
the blank and dark experiments as well as the RhB photo-
degradation by g-C3;N,, BiVO,, and BiVO,@g-C;N, (x wt%).
The highest degradation activity is seen when the composite
contains 7% g-C;N,. An increase in activity is seen as the g-C3N,
concentration increases up to 7%, but a decrease is seen beyond
this concentration at 10%. The BiVO,@g-C3N, (7 wt%)
degraded about 90% of the RhB, a result that is 9 times greater
than pure BiVO, (9%) and 1.3 times greater than pure g-C3N,
nano-sheets. When the g-C;N, content was increased to 10%,
the degradation efficiency of BiVO,@g-C3N, (10 wt%) decreased
to 80%. The kinetic constants for the different compositions of
BivO,@g-C3;N, were calculated (Fig. 8(b)) by assuming that the
degradation rate fit the pseudo-first-order reaction model
(In(Co/C;) = kt). When the g-C3N, amounts were 1%, 3%, 5%,
7%, 10%, the values of k were 0.00435 min~ ', 0.00761 min ™,
0.00996 min~ ", 0.03971 min " and 0.02661 min ", respectively.
The coated amount of g-C;N, nano-sheets had a great effect on
the photocatalytic activity. When the g-C;N, nano-sheet content
was less than 7 wt%, the contact area of the core-shell structure
was not large enough to promote photo-degradation. However,
excessive coating with g-C;N, nano-sheet might lead to resis-
tance for the separation of electron-hole pairs and transfer.
With the optimal coating amount of 7%, the larger light
absorption area and m-conjugation promoted the best photo-
catalytic degradation efficiency, which agrees with the FT-IR
and XPS results shown previously.

To further prove the effectiveness of the composite photo-
catalyst, a comparison of BiVO,@g-C3N, (7 wt%) and mechan-
ically mixed BiVO,/g-C3N, (7 wt%) was performed and the
results are shown in Fig. 8(c). The M-BiVO,/g-C3N, (7 wt%) had
a similar photocatalytic performance as pure g-C;N, nano-
sheets, and a lower performance than BiVO,@g-C3N, (7 wt%).
This result shows that the core-shell structure plays an impor-
tant role in promoting photocatalytic activity. Fig. 8(d) shows
the whole spectra scan of RhB during the photocatalytic
degradation progress using BiVO,@g-C;N, (7 wt%), the
descending peaks of RhB for other photocatalyst samples are
shown in the ESI (Fig. S1t), the inner line of Fig. 8(d) is the
wavelength shift of the RhB spectra under the photo irradiation
of Fig. 8(d). As the symbols in red shows, the major absorption
peaks of the RhB showed a blue shift from 553 nm to 497 nm
gradually, the blue shift of 56 nm indicating that the RhB was
mineralized by de-ethylation. De-ethylation of RhB (N,N,N',N'-
tetra-ethylated rhodamine molecule, A,,.x = 554 nm) has the
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Fig. 8 (a) The comparison of photocatalytic activity for g-CsN4, BiVO,4

and BiVO4@g-CsNy (x wt%) (x = 1, 3, 5, 7, 10); (b) the comparison of
first-order kinetic constants of different photo-catalysts; (c) the
comparison of photocatalytic activity for BiVO,@g-C3N4 (7 wt%) and
M-BiVO4/g-C3N4 (7 wt%); (d) the whole spectral scanning of RhB
during the photo-catalytic degradation for BiVO,@g-C3N4 (7 wt%).
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characteristic peak shifted to the blue region, rhodamine, Anax
= 497 nm, the conjugated structure of stable RhB was
destroyed®>® photocatalytically.

3.7. Trapping experiment & repeating experiment

It is well known that photo-excited electrons and holes have
strong reduction and oxidation properties. This allows them to
react with absorbed O, on the catalyst surface and generate
reactive species during the photo-degradation process, such as
0,7, h" and -OH. In order to investigate the photocatalytic
mechanism of BiVO,@g-C;N,, a trapping experiment was
designed to detect and quantify these reactive species. Benzo-
quinone (BQ) was added to the reaction system as a scavenger of
-0, , isopropanol (IPA) was added to trap the -OH radicals, and
the ethylene diamine tetra-acetic acid disodium salt (EDTA-2Na)
was used as a h' scavenger. The trapping experiments were
maintained under the same reaction conditions as the photo-
catalytic activity evaluation. As seen in Fig. 9(a), the presence of
IPA had little effect on the degradation rate of RhB, indicating
that the -OH radical was not the main reactive species. The
degradation rate was greatly suppressed with the addition of
EDTA-2Na, indicating that h* was an important species in the
degradation of RhB. O, also played an assistant role in RhB
degradation. These results provide the framework for a possible
photo-degradation mechanism.

(2) 100
9 |
80 |
70 |
60 |
50 |

40 |-

30 |-
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20 |-
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0

No Scavenger BQ IPA EDTA-2Na

100
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I BiVO,@g-C;3N,(Twt.%)

Degradation rate (%)

First

Second Third Fourth Fifth

Fig. 9 (a) The comparison of degradation rate with addition of
different scavengers; (b) five cycle running of photo-degradation RhB
over g—C3N4 and BIVO4@g—C3N4 (7 wt%).
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As a high-performance photo-catalyst, it is important to
evaluate the stability of prepared core-shell BiVO,@g-C3;N,
composite under visible light irradiation. In order to better
study the stability and recyclability of the composite photo-
catalyst, a repeating experiment of photo-degradation of RhB
was carried out for five cycles. Fig. 9(b) shows the experimental
degradation rate of the sample after five cycles. The pure g-C;N,
sample showed a great deal of instability, with the photo-
degradation efficiency decreasing from 78% to 8%.
Conversely, the BiVO,@g-C3N, (7 wt%) photocatalyst was quite
stable, and the degradation rate only decreased to 75% after five
recycling runs. The core-shell BivO,@g-C;N, composite photo-
catalyst demonstrated pretty good stability and reusability. The
core-shell structure promoted chemical band interaction and
stability of the composite photo-catalyst while enlarging the
reaction contact area.

3.8. Photoluminescence (PL) spectra & photocurrent & EIS
analysis

Photoluminescence emission spectra were obtained in order to
further study the separation efficiency of electron-hole pairs.
Higher intensities in the emission spectra of the sample indi-
cate quicker recombination of photo-generated charges, thus
leading to reduced photo-catalytic activity. The PL spectra of g-
C;Ny, BiVO, and BiVO,@g-C;N, under excitation at 320 nm are
shown in Fig. 10(a). It can be clearly seen that the pure BiVO,
produced strong emission peaks around 520 nm.** The relative
intensity of BiVO, was much greater than that of BiVO,@g-
C;N,, and the PL intensity of g-C;N, was also greater, indicating
that coating with g-C;N, nano-sheets played an important role
in suppressing the recombination of electrons and holes. The
core-shell structure resulted in an improvement in the sepa-
ration efficiency of photo-generated charges. Fig. 10(b) shows
a magnified view of the PL spectra of BiVO,@g-C3N, (x wt%) (x
= 3,5, 7, 10). With increasing g-C3;N, content, the intensities of
PL decrease until the content reaches 7%, after which the
intensity increases. This may be due to an excess in g-C3N,
nano-sheets on the surface resulting in a gradual disappearance
of the m-conjugated synergetic effect. These results are in
agreement with the photo-catalytic activity results.

In order to provide more evidence of photoelectron and hole
separation, a transient photocurrent response experiment was
performed under visible light irradiation every 30 seconds. A
higher photocurrent response value indicates lower recombi-
nation and more efficient separation of electron-hole pairs.®* As
the results in Fig. 11 show, the semiconductor electrodes
modified by the BiVO,, g-C3;N, and BiVO,@g-C3;N, samples
show quick photocurrent response under the light irradiation,
and decrease to zero immediately as soon as the light off. The
BivO,@g-C;N, composite conducts the most photocurrent
when compared with both pure BiVO, and g-C;N,. Namely,
more electron-hole pairs can be separated efficiently over the
BiVO,@g-C;N, sample, and the longer lifetime of the photo-
excited charge carrier than that of pure BiVO,, g-C;N,. In this
case, the core-shell structure resulted in a larger contact area
which contributed to a higher photocurrent response and
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Fig.10 (a) Photoluminescence spectra of as-prepared g-CsNy, BiVOy,,
BiVO4@g-C3Ny; (b) partial enlarged PL spectra of BiVO,@g-CzN4 with
different amounts of g-CsN4 nano-sheets.
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Fig. 11 Transient photocurrent response for g-CszNg4 BiVO, and
BiVO4@g-CsN,4 photo-catalysts.

inhibited the recombination rate of photo-excited reactive
electrons and holes.

Electrochemical impedance spectroscopy (EIS) of pure g-
C;N,, BivO, and BivVO,@g-C3;N, was performed in order to
investigate the charge transfer resistance and assess the sepa-
ration efficiency of electron-hole pairs, which is a crucial factor
for photocatalytic degradation. In the Nyquist diagram of EIS,

This journal is © The Royal Society of Chemistry 2017
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a smaller radius is evidence of smaller charge transfer resis-
tance and a faster charge transfer rate.® Fig. 12 shows that the
arc radius of BiVO,@g-C;N, (7 wt%) is the smallest among the
three samples. The core-shell structure formed between BivVO,
and the g-C;N, nano-sheets changed the chemical bands and
altered the resistance on the electrode surface, resulting in
higher separation efficiency and a faster transfer rate of photo-
generated charges. As the widely conjugated system developed,
just as the FT-IR and XPS analysis, the interaction between g-
C;3N, nano-sheets shell and BiVO, core can provide an effective
path for the transfer of photo-induced charges. These datas also
support the results from the photocatalytic activity, PL, and
photocurrent results.

3.9. The proposed mechanism of photocatalytic degradation

Based on the analysis and characterization of the experimental
results above, a possible photocatalytic mechanism for core-
shell BiVO,@g-C3;N, is proposed and discussed below. The
layered g-C;N, nano-sheets coated on the ellipsoid-like BiVO,
provide a larger contact area and interface between the core and
shell, resulting in strengthening of the m-conjugated system
and promotion of the separation of photo-generated electron-
hole pairs. This enables a higher photo-degradation efficiency
under light irradiation. Proper band gap position of the photo-
catalyst is one of the key factors to promote separation of
electron-hole pairs and is a result of the composite's properties.
According to the data from the UV-vis experiments, the band-
gap energy of BiVO, is 2.46 eV (Fig. 5(b)). The band gap edge
positions of the conduction band and valence band can be
calculated by the formulas:

ECB = X - Ee - O.SEg, EVB = ECB + Eg

where X represents the absolute electronegativity of the semi-
conductor and is obtained from the geometric mean of the
constituent atoms, E° is the energy of free electrons on the
hydrogen scale (about 4.5 eV), and E, is the band-gap energy of
the semiconductor.®* The Eqp and Eyy values were 0.31 eV and
2.77 eV for BiVOy, respectively. For g-C3Ny, the conduction band
and valence band were found at —1.13 eV and 1.57 eV, which

]
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Fig. 12 Electrochemical impedance spectroscopy of g-C3sNg4, BiVO,4
and BiVO4@g-C3zNg.
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agrees with previously reported literature values.*® A proposed
mechanism that considers the relative band gap edge positions
is illustrated in Fig. 13. Under the irradiation of visible light,
both BiVO, and g-C;N, are excited and easily induce the
generation of electron-hole pairs. Due to the well-matched
band structure and large interfacial contact area of the core-
shell structure, the photo-excited electrons of g-C3N, are easily
transferred to the CB of BiVO,. Simultaneously, the holes in the
VB of BiVO, easily migrate to the VB of g-C;N, shell, where they
are able to oxidize the absorbed RhB molecules into micro
molecules. As the CB edge potential of g-C3N, is more negative
than the reduction potential of O,/-0,™ (—0.33 €V),*® during the
excited electrons migrated from conduction band of g-C;N, to
BiVO,, only part of the electrons are able to reduce the absorbed
oxygen into superoxide radicals (-O, ), some of the electrons
transported to the CB of BiVO,. As was described in the trapping
experiment, the h* are the main reactive species and the -O,~
are an assistant species. The core-shell structure of the
composite photo-catalyst facilitates efficient separation of
photo-induced electron-hole pairs, and the layered shell
provides more active sites due to an enlarged contact area. The
wider m-conjugated system of the core-shell structure, the thin
shell material reduces the distance for migration, allowing for
more photo-excited charges to be separated and transferred.

4. Conclusions

Ellipsoid-like BiVO, and core-shell structured BiVO,@g-C3N,
were successfully synthesized through a hydrothermal and
ultra-sonicated-chemisorption method. Ellipsoid-like BivVO,
was prepared through the addition of ethylene glycol. The
performance of the composite photo-catalyst was accessed by
evaluating its ability to degrade RhB pollution in water. The
highest photo-degradation efficiency occurred when the
content of g-C;N, nano-sheet was 7% and was 9 times greater
than that of pure BiVO,. In addition, the core-shell BiVO,@g-
C;N, showed high stability after five cycles of light irradiation.
The stable core-shell structure of the composite photo-catalyst
not only enlarged the contact area, but also strengthened the
interaction of chemical bands, effectively enhancing the -
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conjugation. This resulted in efficient separation of the photo-
excited electron-hole pairs and a high rate of photo-
degradation of RhB (90% degradation in 60 min). This prom-
ising novel core-shell composite photo-catalyst provides an
exciting area for further application and study.
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