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eling of charge transport in
triphenylamine–benzimidazole based organic
solids for their application as host-materials in
phosphorescent OLEDs†

K. Navamani, a P. K. Samanta a and S. K. Pati *ab

The dynamic disorder and electric field effects on charge transport in triphenylamine–benzimidazole based

molecular solids have been investigated using electronic structure calculations, molecular dynamics and

Monte-Carlo simulations. During the charge propagation, the energy loss of the carrier in each hopping

step is monitored by Monte-Carlo simulation. We derive a survival probability correlated momentum–

energy distribution for drift-diffusion analysis and we demonstrate the dispersion initiated charge

trapping mechanism which is indeed ideal for light emission efficiency via recombination. In the present

model, the proposed carrier drift energy–current density expression and Shockley diode current density

equation are used to study the current density–voltage characteristics; accordingly the ideality factor

(�1.8–2.0) dictates the deviation of Einstein's classical diffusion–mobility relation (where the ideality

factor is unity). The dual mechanism of electric field assisted site energy gap on coherent-like transport

and the electric field stretched dispersion on recombination are observed in tris(30-(1-phenyl-1H-
benzimidazole-2-yl)biphenyl-4-yl)amine (TBBI) and tris(40-(1-phenyl-1H-benzimidazole-2-yl)biphenyl-4-

yl)amine (TIBN) molecular systems, which can be used as host materials in organic light emitting diodes

(OLEDs). We find the transport going from coherent to incoherent, due to the conversion mechanism of

dynamic to static disorder. This can also be a controlled by applied electric field. By adjusting the applied

electric field, film thickness and changing the p-stacked molecular aggregation via substitutions, one can

fix the dispersive parameter and accordingly calculate the charge transport properties to design efficient

host-materials for photovoltaic and light emitting diode devices.
1. Introduction

Organic light emitting diodes (OLEDs) are highly interesting
due to their potential applications in advanced electronic
devices.1–3 Notably, organic solids have so condensed phase
properties, which make their electronic and structural proper-
ties easy to tune via molecular modeling, assembling, doping
and substitutions of suitable functional groups.4–8 Also, the
light-weight, mechanical exibility, low cost productivity and
environment friendly nature of organic solids lead to great
motivation in manufacturing organic devices in color display
panels, wall lighting applications, etc.3,9 Charge transport and
recombination are basic mechanisms in OLED devices.3,10
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In this article, we have studied electronic and charge trans-
port properties of star shaped bipolar molecules: tris(30-(1-
phenyl-1H-benzimidazole-2-yl)biphenyl-4-yl)amine (TBBI),
tris(40-(1-phenyl-1H-benzimidazole-2-yl)biphenyl-4-yl)amine
(TIBN) and their methyl substituted TBBI and TIBN molecular
solids (Me-TBBI and Me-TIBN, see Fig. 1).11,12 To achieve the
large quantum efficiency in OLED devices, the host molecules,
TBBI and TIBN derivatives, are doped with fac-tris(2-
phenylpyridine)iridium (Ir(ppy)3).11,12 Generally the prevention
of back excitons transfer from the active molecules (e.g., Ir(ppy)3
for phosphorescent OLEDs) to host materials is essential to
make sure the maximum possibility of recombination process.
The chosen host systems of TBBI and TIBN based organic solids
have hole transporting triphenylamine and electron trans-
porting benzimidazole moieties, which provides the bipolar
property.11,12 This bipolar character makes sure the collection
ability of both hole and electron carriers leading to higher rate
of hole–electron recombination process, which help to facilitate
the higher yield OLED. Earlier studies emphasis that the methyl
substituted TBBI and TIBN molecules have large charge locali-
zation property, and hence we expect the trap assisted-
RSC Adv., 2018, 8, 30021–30039 | 30021
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Fig. 1 Chemical structures of the molecules explored in this study. TBBI: tris(30-(1-phenyl-1H-benzimidazole-2-yl)biphenyl-4-yl)amine, Me-
TBBI: tris(2-methyl-30-(1-phenyl-1H-benzimidazol-2-yl)biphenyl-4-yl)amine, TIBN: tris(40-(1-phenyl-1H-benzimidazole-2-yl)biphenyl-4-yl)
amine, and Me-TIBN: tris(20-methyl-40-(1-phenyl-1H-benzimidazole-2-yl)biphenyl-4-yl)amine.
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View Article Online
recombination mechanism in these organic solids.11,12 In OLED
devices, controlling of electron and hole carrier dynamics in the
multilayered molecular lms between the electrodes is another
important aspect to determine device performance. The pres-
ence of disorder in the molecular solids dictates the hopping
transport mechanism.13 In this study, we assume that the
hopping of electrons and holes happen through the lowest
unoccupied molecular orbital (LUMO) and highest occupied
molecular orbital (HOMO), respectively, along the consequent
p-stacked TBBI, Me-TBBI, TIBN and Me-TIBN molecules.

According to static and dynamic disorder ranges, the
dispersion mechanism can be quantied which typically
explains the intercrossing transport from hopping to band-like
regimes.14,15 In such dynamical cases, the mean values of both
charge transfer integral (or electronic coupling) and site energy
differences of adjacent sites dignies the types of transport:
coherent, incoherent or intermediate mechanism.14,16,17 Also,
a recent study reported that the directionality of charge carrier
network in any dynamical systems ideally depends on the
amplitude of site energy differences.18 In practice, the device
performance will be enhanced by applied electric eld, at which
the associated carrier current relies with the dri-diffusion.19–21

In the present model, the hopping rate of hole and electron
carriers is controlled by the site energy difference with the aid of
applied electric eld. Importantly, we theoretically demonstrate
the charge transport mechanism in dynamic disordered TBBI
and TIBN derivatives at different electric eld situations. The
coupled effect of electric eld and dynamic disorder on charge
transport mechanism in these molecular solids is thoroughly
studied using the parameters, such as, rate coefficient, disper-
sive parameter, disorder dri time, mobility, hopping conduc-
tivity, rate of traversing potential and current density etc. To get
the microscopic level of understanding in devices, we develop
the equations for momentum and energy distribution, which
are directly related to the nature of carrier kinetics. During the
30022 | RSC Adv., 2018, 8, 30021–30039
charge propagation in the molecular systems, the variation of
momentum and energy distributions is monitored by kinetic
Monte-Carlo (KMC) simulation. From the momentum and
energy distribution analysis, the dri energy (via dri force) on
the carrier and rate of traversing potential along the consequent
hopping sites are quantied which are mainly useful to esti-
mate the cooperative behavior between dri and diffusion
transport on current density.

In the present model, we have explored the dispersion effect
on electron and hole transfer rate along the site to site at
different applied electric eld situations. Also, we address the
dispersion imitating trap assisted recombination mechanism,
which will essentially involve in dynamical molecular solids. In
principle, the trap assisted recombination generally enhances
the device performance and is characterized by the ideality
factor.20,22 The electric eld response current density is calcu-
lated for all molecules using our newly derived dri energy–
current density equation and also we have calculated the
ideality factor by tting the Shockley diode current density
equation. Based on the ideality factor values of all the systems,
TBBI, Me-TBBI, TIBN and Me-TIBN molecular solids, the device
performance is veried, and also the deviation as well as limi-
tations of Einstein's classical diffusion–mobility relation is
noted.
2. Theoretical methodology and
computational details
2.1. Charge transfer rate

The presence of excess charge (electron or hole) in a dimer
system is expressed using tight binding Hamiltonian as13,23

Ĥ ¼
X
i

EiðqÞaþi ai þ
X
isj

Ji;jðqÞaþi aj (1)
This journal is © The Royal Society of Chemistry 2018
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where, a+i and ai are creation and annihilation operators, Ei(q) is
site energy (energy of electron or hole at ith molecular site)
which is computed from the diagonal matrix element of Kohn–
Sham (KS) Hamiltonian, Ei¼ h4i|ĤKS|4ii. Second term of eqn (1)
is charge transfer integral (Ji,j) which is computed from the off-
diagonal matrix element of the KS Hamiltonian, Ji,j ¼
h4i|ĤKS|4ji. In principle, Ji,j provides the strength of electronic
coupling between 4i and 4j (HOMO or LUMO of nearby mole-
cules i and j) which relates the superposition nature of neigh-
boring electronic states. The charge transfer rate (k) is
calculated by using semi-classical Marcus theory, and is dened
as,24–26

k ¼ Jeff
2

ħ

ffiffiffiffiffiffiffiffiffiffiffi
p

lkBT

r
exp

"
�
�
DEij � l

�2
4lkBT

#
(2)

where, Jeff, ħ, kB, l and T are effective charge transfer integral,
reduced Planck constant, Boltzmann constant, reorganization
energy and temperature, respectively. DEij is site energy differ-
ence between nearby electronic states. Commonly site energy
differences are inuenced by applied electric eld, electrostatic
interaction and polarization. In this work, the charge transfer
rate is tuned by site energy gap with the help of applied electric
eld, DEij ¼ Ei � Ej � e~E$~Rij ¼ �ðEj � Ei þ e~E$~RijÞ,27–29 where, Ei,
and Ej are site energies of ith and jth molecule, and e, ~E and ~Rij

are electronic charge (1.6 � 10�19 C), applied electric eld and
intermolecular distance (3.5 Å), respectively. In this model, we
assume the variation of site-energy gap (due to applied eld) as
0, 0.025, 0.05, 0.075 and 0.1 eV, in this charge transport calcu-
lation. Thus, we have mandatorily chosen the applied electric
led values as 0, 7.144� 103, 1.428� 104, 2.143� 104 and 2.857
� 104 V cm�1, respectively. The Jeff is dened in terms of charge
transfer integral (J), spatial overlap integral (S), site energies of
adjacent ith and jth sites (Ei and Ej) and is expressed as,30,31

Jeff ¼ Ji;j � Si;j

�
Ei þ Ej

2

�
, where, Si,j is the spatial overlap integral

of nearby sites (Si,j ¼ h4i|4ji).
The above charge transport key parameters J, E and S are

calculated using fragment molecular orbital approach as
employed in Amsterdam Density Functional (ADF) program.31–33

In our calculations, we use Becke–Perdew (BP)34,35 exchange
correlation functional with triple-z plus double polarization
(TZ2P) basis set.36

The reorganization energy l measures changes of energy of
molecular system due to the presence of additional charge (l+
and l� due to extra hole and electron, respectively) and changes
of the surrounding medium. The reorganization energy is
calculated using Nelsen's four point method and is written as,37

l� ¼ [E�(g0) � E�(g�)] + [E0(g�) � E0(g0)] (3)

where, E�(g0) is the total energy of an ion (positive or negative
charge) in optimized neutral geometry, E�(g�) is the total energy
of an ion in ionic geometry, E0(g�) is the total energy of neutral
molecule in ionic geometry and E0(g0) is the optimized ground
state energy of the neutral molecule. The structure of TBBI, Me-
TBBI and TIBN, Me-TIBN molecules with neutral and ionic
This journal is © The Royal Society of Chemistry 2018
states are optimized using DFT level of theory with B3LYP
functional38–41 in conjunction with 6-31G(d,p) basis set, as
implemented in the GAUSSIAN 16 package.41 Energy of HOMO,
LUMO, ionization potential and electron affinity are calculated
aer calculating the energy of neutrals and ionic states of using
range-separated LC-uPBE functional with tuned range-
separation parameter (u) on the B3LYP functional optimized
geometries.9,42 Range-separated DFT functional (here, LC-uPBE)
with optimized u provides signicantly improved results for
donor–acceptor systems than B3LYP, which strongly over
delocalize the wave function.43,44 The omega value is optimized
by minimizing J2 as follows,42,45

J2 ¼
X1
i¼0

½3HðN þ iÞ þ IPðN þ iÞ�2 (4)

where, 3H and IP are the HOMO energy and ionization potential
of a given moiety, respectively, and N is the number of electron
in the moiety.
2.2. Classical molecular dynamics and kinetic Monte Carlo
simulations

In order to study the structural uctuation effect on charge
transport in these molecules, the information about stacking
angle and its uctuation from equilibrium is required. To get
this information, we have carried out classical molecular
dynamics (MD) simulation for each stacked dimer of TBBI, Me-
TBBI, TIBN and Me-TIBN molecules using TINKER 4.2
package.46,47 In MD simulation, we have taken the dimer system
(p-stacked two molecules) with two initial geometries of stack-
ing angle 0� and 60� at xed intermolecular distance of 3.5 Å.
Intermolecular distance is the distance between p-stacked
monomers in dimer systems with respect to the center of mass
of each other. We have considered a single dimer in gas phase
for the MD simulation. During the MD simulation, we have
adapted NPT ensemble with room temperature (298.15 K) and
1.0 atmospheric pressure using standard molecular mechanics
force eld (MM3).48,49 The simulations are performed up to 10
ns with time step of 1 fs, and the atomic coordinates in trajec-
tories are saved at the interval of 0.1 ps. The coordinates are
averaged over every 100 steps and saved, and hence total
100 000 frames are saved from the total number of simulation
steps of 10 000 000. Each frame has its own particular confor-
mation and energy. Thus, the energy and occurrence of partic-
ular conformation are analyzed for all the saved 100 000 frames
to nd out the most probable stacking angle and its uctuation
around the equilibrium value.15,16 In such a way, the most
probable conformation (or equilibrium stacking angle) of each
dimer of these molecules is obtained from MD results of
dimer's atomic coordinates in trajectories. The equilibrium
stacking angle is dened as the most probable mutual angle
between the two stacked molecules, where the center of mass is
the center of rotation.

Using the structural uctuation information from the MD
simulation, the stacking angles are interpolated for 300 values
in order to get Jeff(q) and DEij(q) that are given as the input to the
KMC simulation. In addition to that, the reorganization energy,
RSC Adv., 2018, 8, 30021–30039 | 30023
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the MD time step (0.1 ps), the temperature (298.15 K) and the
pressure (1 atmospheric) are included in the KMC simulation.
Basically, the computed Jeff and DEij values are differing from
place to place based on stacking angle, which strongly modies
charge transfer rate, mobility and hence conductivity. In this
numerical study, we have xed the structural uctuation time to
0.1 ps. Based on the above input parameters values, the
dynamic disorder effect on charge transport properties are
numerically analyzed. Here, we have studied the charge trans-
port parameters such as, survival probability of charge with
time and rate coefficient at each hopping, dispersive parameter,
mobility and conductivity for hole and electron transport in
these molecules. To avoid the statistical error and to achieve
more precise result from KMC simulation, we sample the mean
of minimum energy trajectory out of 1000 samples. In such way,
we have simulated 3000 minimum energy trajectories and
nally we get the average out of these 3000 converged trajecto-
ries. Thus, in our present model, we have simulated 3 000 000
samples (¼3000 � 1000) to compute the charge transport
parameters like, mean squared displacement, survival proba-
bility and dispersive parameter, etc. In this procedure, the
calculated parameters by this simulation are quite reliable with
respect to the thermal averaging. In this numerical simulation,
we assume that the charge transport takes place along the
sequence of p-stacked molecules and the charge does not reach
the end of stacked molecular system within the time scale of
simulation.15 This is because the stacked molecular system will
reach thermal equilibrium, before reaching the carrier at the
end of stacked system.
2.3. Modeling of static and dynamic disorder effect

In order to study the dispersion transport due to static and
dynamic disorder effect, we have numerically studied the
survival probability, P(t) of charge at each time step of simula-
tion. The P(t) is a measure of probability for a charge carrier to
be localized at particular site at a particular time, which tells the
survival time of the charge carrier at particular site. From
survival probability with time, we have estimated the charge
transfer rate which is also termed as rate coefficient.15,16 The
disorder (static or dynamic) effect on charge transport is
analyzed by rate coefficient, k(t) which is dened as,14–16

kðtÞ ¼ �d ln PðtÞ
dt

(5)

Due to the presence of dynamic disorder, the site energy, as
well as effective charge transfer integral uctuations inuence
the transfer rate. In this paper, the time dependency character
of rate coefficient (or charge transfer rate (k)) is analyzed by the
power law,14–16

k(t) ¼ kata�1, 0 < a # 1 (6)

where, a is the dimensionless parameter which quanties the
dispersive nature of charge transport in the disordered media.
The variation of rate coefficient k(t) in each time step of simu-
lation is numerically calculated using the above eqn (6), and
30024 | RSC Adv., 2018, 8, 30021–30039
here the rate coefficient k is estimated from the values of
survival probability with respect to time, which generally
follows the equation, P(t) ¼ P0 exp(�kt). As described in
previous studies,15,16,50 the dynamic disorder effect on charge
transport is studied by using survival probability through the
entropy relation,

S(t) ¼ �kBP(t) log P(t) (7)

where, S(t) is the entropy with respect to the survival probability
(P(t)) in each time step of the simulation. The previous
studies14,15,51,52 show that the dynamic disorder kinetically dris the
charge carrier along the charge transfer path. The changes of dri
effect (S(t)/kB) by dynamic disorder during charge transfer is
numerically calculated using eqn (7). Here the dri time (td) is the
time at which the dri effect on charge transport is maximum and
is calculated from the graph of disorder dri versus time. To study
the charge transport in disordered media, the diffusion coefficient
(D) can be calculated from mean squared displacement,13,15

D ¼ 1

2d

hX 2ðtÞi
t

(8)

where, d is the dimension (d ¼ 1, 2, 3 for 1-dimension, 2-
dimension and 3-dimension, respectively). The empirical form
of charge diffusion–mobility equation is related to ideality or
enhancement factor (g) and can be expressed as,22,53,54

D

m
¼ g

�
kBT

e

�
(9)

The g is directly associated with the Shockley diode equation
which essentially inuences current density–voltage (JC–V)
characteristics behavior as,55

JC ¼ JS

�
exp

�
eV

gkBT

�
� 1

�
(10)

where, JS is the saturation current density and V is the applied
potential. In the present model, the on-site potential has been
modied by tuning the site energy gap with the help of applied
electric eld, (DEij(~E) ¼ e~E$~R^V).

To study the dri-diffusion current (at different applied eld
cases), we propose the dri energy–current density equation
and it can be written as (see eqn S6†),

JC ¼ 3e

ħ

�
1

3p2

�1=3

n2=3EDRij (11)

Here ED is the dri carrier energy which is directly related to
the dri force (FD), which can be calculated by momentum–

energy distribution analysis, see the detailed derivation and
analysis in ESI.† Using eqn (10) and (11), we can be estimated the
saturation current density (JS) and the ideality factor (g) for hole
and electron transport in TBBI and TIBN derivatives. The detailed
methods and explanations are in the Section SI-C in ESI.†

Due to density ux by dynamic disorder, we have derived the
hopping conductivity for degenerate organic semiconductors
and it can be expressed as (see eqn S21†),
This journal is © The Royal Society of Chemistry 2018
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shop ¼ 8

5
3
vP

vt
(12)

where, 3 is electric permittivity of the medium and
vP
vt

is the rate

of transition probability (or charge transfer rate). The above
hopping conductivity formalism is in agreement with Troisi's
argument on the Hall-effect measurement studies carried by
Podzorov et al.52,56 The charge carrier motion in the disordered
organic layers does not get affected (or deected) by applied
magnetic eld and is only inuenced by the electric eld or any
other different form of electric component. The charge transfer
rate is the basic parameter to study the semiconducting prop-
erty while the carrier takes motion along the sequential local-
ized sites in the disordered media.52 Here, proposed hopping
conductivity equation is the extension of the earlier density ux
model.16

2.4. Carrier ux study using momentum–energy
distributions

In the present model, we assume that the presence of external
charge on the p-stacked (or self-assembled) neutral molecules
causes the potential differences; this is equilibrated upon the
charge diffusion from charged site to other end of neutral site.
To understand the correlation between charge and energy
transfer kinetics, we have derived the equations of momentum
and energy distribution which are nonlinearly related with the
survival probability P(t) as (see eqn S24 and S29†),

PmomðtÞ ¼ Pmom;0

�
exp

�
8ð1� PðtÞÞ

15

��
(13)

DU ¼ EK ;0

�
1� exp

�
16ð1� PðtÞÞ

15

��
(14)

where, Pmom,0 and EK,0 are the momentum and kinetic energy at
the initial time step of simulation, respectively, and DU is the
change in the potential energy during the charge transport at
each time step. Using eqn (13), one can estimate the changes of
momentum of the particle with time that provides the acting
dri force on the particle. The potential energy variation due to
shuttling energy along the hopping sites can be predicted by
eqn (14).

According to charge survival time in each hopping site, the
variation of potential can be described as using eqn (15) (see
eqn S31†),

VdðtÞ ¼ kBT

e

�
1� exp

�
16ð1� PðtÞÞ

15

��
(15)

Using eqn (15), one can plot (monitor) the potential variation
(or voltage) with respect to the simulation time which gives the
rate of change of potential. In this connection, we propose the
rate of change of potential equation to study the potential
equilibrium rate which is strongly depending upon charge
diffusion and is dened as (see eqn S39†),				vVd

vt

				 ¼ r

3
D (16)
This journal is © The Royal Society of Chemistry 2018
where, r is the activated p-electron density for charge transport
and 3 is the electric permittivity of the medium, (¼303r). In the
present model, the estimated rate of change of potential by eqn
(15) and calculated diffusion constant from eqn (8) are
substituted in eqn (16) to get the carrier density (r). That is, the
activated carrier density (r) is calculated using eqn (8), (15) and
(16). Here the above calculated carrier density and dri force
from eqn (13) are used in carrier dri energy–current density
equation (see eqn (11)) to compute the current density for hole
and electron transport in these molecular solids at different
applied electric eld. To get the ideality factor (g) and saturation
current density (JS), we t the Shockley diode equation (see eqn
(10)) on these current density values of TBBI, Me-TBBI, TIBN
and Me-TIBN molecules (see Table 1). The detailed information
is provided in SI-C of the ESI section.†

3. Results and discussion
3.1. Structural uctuation and charge transport parameters

The intermolecular charge transport is a crucial factor in device
level understanding of OLEDs. Also, the site energy levels of
adjacent layered or stacked molecules dictate carrier network,
which can be tuned by the applied electric eld and polariza-
tion. The parameters, Jeff and DEij are obtained at different
stacking angles with reference to both the equilibrium stacking
angle (qequ) and the uctuations range (see Fig. 2a–d). Here the
conformational disorder and its dynamics are characterized by
the stacking angle distribution and the range of uctuations,
which are estimated from the MD simulation.

We nd that qequ and uctuation ranges (qL and qR) are
nearly same for both TBBI and TIBN molecules which is shown
in Fig. 2. But in the cases of Me-TBBI and Me-TIBN molecules,
qequ is reduced by 5� which arises due to torsion angle changes,
which in turn modulates on-site interactions. It has been
observed that the most probable conformation (qequ) of each
dimer exists in their crystallographic minimum potential
energy surfaces for all TBBI and TIBN derivatives. Computed Jeff
and DEij values around the uctuation ranges about the equi-
librium stacking angle for hole and electron transport are
shown in Fig. 3.

The reorganization energy (l) for hole and electron transport
is calculated for all TBBI and TIBN derivatives, which are given
in Table S1 in ESI.† The reorganization energy due to the
presence of hole and electron carrier on TBBI and TIBN
molecular systems are 156 and 186, and 152 and 200 meV,
respectively. The results show that strong localization character
for electron transport rather than hole transport. It is to be
noted that the presence of excess hole considerably increases
the l value in Me-TBBI and Me-TIBN molecules, and the values
are 166 and 173 meV respectively. Direct measurement of
charge transfer rate (without uctuation effect) from Jeff, DEij,
and l gives poor estimation in disordered molecules. In real
molecular solids, dynamic disorder is an inevitable phenom-
enon which is microscopically understood via polaronic
effect.15,52 Thus, the coupled effect of electronic and nuclear
dynamics is an essential factor to estimate the polaronic
transport. In this scenario, here we mainly address few
RSC Adv., 2018, 8, 30021–30039 | 30025
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Fig. 2 Number of occurrence (N), relative energy (ER) with respect to stacking angle for (a) TBBI, (b) Me-TBBI, (c) TIBN and (d) Me-TIBN
molecules.
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analogous ideas to resolve the complexity in disorder modu-
lated charge transfer kinetics.
3.2. Effect of electric eld and dynamic disorder on charge
transfer kinetics

The applied electric eld directly modies the site energy
difference DEij which facilitates the dri driven diffusion
transport in molecular systems.26,57 To measure the disorder
effect on carrier transport at different applied eld (~E), we
investigate the rate coefficient (or charge transfer rate, k),
amount of dispersion (a), disorder dri time (td), mobility and
hopping conductivity for all TBBI and TIBN derivatives which
are summarized in Tables 1 and 2. The dynamic disorder
coupled Jeff and DEij values around the equilibrium stacking
angle determines the charge propagation along the hopping
sites, analyzed by survival probability, P(t) of the carrier. The
survival probability of hole and electron for a given initial site is
monitored in each time step of KMC simulation, which is
shown in Fig. 4. We note that the P(t) rapidly decays exponen-
tially with increase in the applied eld. As described in earlier
studies,15,58 commonly the survival probability along the
dynamically disordered lattice sites obeys exponential function
P(t) ¼ P0 exp(�kt), where, k is the rate coefficient and t is the
each time step of simulation. From survival probability plot, the
hole and electron transfer rate coefficients (k0, k1, k2, k3 and k4)
This journal is © The Royal Society of Chemistry 2018
at different electric eld (0, 7.144 � 103, 1.428 � 104, 2.143 �
104 and 2.857 � 104 V cm�1), for all molecules are obtained (see
Fig. 4). Here, the estimated transfer rate coefficient is termed as
the charge hopping rate between bilayer or dimer of p-stacked
molecules. The estimated eld response rate coefficients values
for all molecular solids are found in the order: k4 > k3 > k2 > k1 >
k0.

These results clearly indicate that the charge transfer rate
can be signicantly modied with even very small changes in
DEij (small applied electric eld). At zero eld condition,
calculated hole (electron) transfer rate for TBBI and Me-TBBI
are 6.12 � 1016 s�1 (1.43 � 1016 s�1), and 4.12 � 1016 s�1 (1.37
� 1016 s�1), respectively, which conrm the bipolar transporting
character as noted in experimental study.12 For applied eld
value of 2.857 � 104 V cm�1, hole and electron transfer rate is
increased nearly seven times in comparison to the transfer rate
at zero elds. It is to be noted that the applied eld reduces the
charge transfer barrier height between the neighboring lattice
sites in the dimer of molecular aggregates, which enhances the
charge transporting ability. As shown in Table S1,† the substi-
tution of methyl in TBBI increases the hole transfer barrier
height via reorganization energy which is responsible for trap
regulated carrier dynamics. Here, the trap presents in the valley
network, which in turn favors the recombination mechanism
and is termed as trap-assisted recombination. For instance, the
calculated rate coefficient values for hole and electron dynamics
RSC Adv., 2018, 8, 30021–30039 | 30027
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Fig. 3 Effective charge transfer integral (Jeff) and energy difference between ith and jth sites (Ej � Ei) for hole and electron transport of TBBI and
TIBN molecules.
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in Me-TBBI signicantly decreases (�4 � 1016 and 1.4 � 1016

s�1) comparable to TBBI at zero eld condition. But in the cases
of both TIBN and Me-TIBN molecular dimer systems, the rate
coefficient for hole and electron are minimum which are shown
in Table 1 and Fig. 4. At zero eld cases, TIBN has the hole and
electron rate of 0.12� 1016 s�1 and 0.95 � 1016 s�1, respectively.
Me-TIBN has hole's rate coefficient, two times that of TIBN at
zero eld, which is shown in Table 1. In this study, the DEij plays
dominant role and it has been further modied by suitable
applied eld. Importantly TBBI dimer has large hole rate coef-
cient which is nearly four times the electron rate coefficient.
Me-TBBI, hole rate coefficient equivalent to nearly thrice of
electron rate coefficient. Thus, from the above analysis, Me-
TBBI is found to be the most effective host-material for use in
the dual purposes, such as, charge transport and recombination
in OLED, as was observed experimentally.12 The comparable
bipolar transporting ability of Me-TBBI efficiently can receive
both the carriers (hole and electron) from the electrodes; also
we nd it in the trap assisted recombination mechanism due to
the presence of site energy barrier. In this scenario, the device
efficiency can be modied by adding the number of layers of
Me-TBBI.

The dri effect by dynamic disorder has been analyzed by
dri time which connects the localized and delocalized
charge transport. The dynamic disorder provides the dri
30028 | RSC Adv., 2018, 8, 30021–30039
effect on localized carriers (electrons are in LUMO and holes
are in HOMOs) in the molecules, facilitates the carrier
motion from one site to adjacent site. This traveling time is
termed as the dri time which strongly depends on the
strength of dynamic disorder. Based on the static and
dynamic disorder range, the carrier may be trapped or
dynamically dried in the columnar aggregated molecular
systems. Here the time scale of uctuations dictates the
disorder forms (static or dynamic) and gives rise to excitonic
transport. The dri time (td) of hole and electron carrier from
one molecular orbital (HOMO/LUMO) to neighboring
molecular orbital of the dimer systems has been analyzed at
different applied eld, for all TBBI and TIBN derivatives
which are shown in Fig. 5, and the values are summarized in
Table 1. Generally, it is observed that the carrier motion in
the dynamically disordered media can be tuned through the
dri effect due to applied electric eld.

In zero applied eld situations, the dynamic disorder dri
time for hole and electron transport in p-stacked/columnar
aggregated TBBI molecules are 1.7 � 10�17 s and 8 �
10�17 s, respectively. The eld coupled dynamic disorder
inuences the dri-diffusion property in the dimer which is
analyzed by eld response dri time as follows, td4 < td3 < td2 <
td1 < td0. This is because, the increase in applied electric eld
shrinks the barrier height of charge transfer state of dimer
This journal is © The Royal Society of Chemistry 2018
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Table 2 Mobility (m) and hopping conductivity (shop) at different electric field (~E) (or different electric field assisted site energy gap (DEext)) for hole
and electron transport in TBBI, Me-TBBI, TIBN and Me-TIBN materials

Molecule ~E (�104 V cm�1) DEextð¼ e~E$~RijÞ meV m (cm2 V�1 s�1) shop (�103 S cm�1)

TBBI (hole) 0 0.000 11.68 8.67
0.714 0.025 18.81 14.09
1.428 0.050 30.28 22.94
2.143 0.075 48.75 37.31
2.857 0.100 78.49 60.70

TBBI (electron) 0 0.000 0.38 2.02
0.714 0.025 0.61 3.34
1.428 0.050 1.00 5.52
2.143 0.075 1.61 8.50
2.857 0.100 2.61 13.88

Me-TBBI (hole) 0 0.000 8.60 5.83
0.714 0.025 13.85 9.37
1.428 0.050 22.30 15.58
2.143 0.075 35.89 24.07
2.857 0.100 57.78 38.94

Me-TBBI (electron) 0 0.000 0.33 1.94
0.714 0.025 0.54 3.10
1.428 0.050 0.88 5.14
2.143 0.075 1.43 8.10
2.857 0.100 2.33 13.17

TIBN (hole) 0 0.000 0.22 0.17
0.714 0.025 0.35 0.26
1.428 0.050 0.57 0.42
2.143 0.075 0.93 0.69
2.857 0.100 1.51 1.11

TIBN (electron) 0 0.000 0.24 1.35
0.714 0.025 0.39 2.19
1.428 0.050 0.63 3.56
2.143 0.075 1.02 6.09
2.857 0.100 1.64 9.91

Me-TIBN (hole) 0 0.000 0.48 0.36
0.714 0.025 0.78 0.59
1.428 0.050 1.26 0.95
2.143 0.075 2.04 1.56
2.857 0.100 3.30 2.53

Me-TIBN (electron) 0 0.000 0.26 1.46
0.714 0.025 0.42 2.38
1.428 0.050 0.69 3.86
2.143 0.075 1.12 6.43
2.857 0.100 1.82 10.45
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system (see Fig. 5 and Table 1). In such dynamic disorder-eld
modulated regime, there is less possibility for continuum
carrier trap in different lattice landscapes at which the
dynamic localization is expected, which is well supported by
the earlier studies.51,52 We nd that the dri time for both hole
and electron transport in Me-TBBI are quite large in compar-
ison to TBBI, which facilitates the trap assisted recombination
current (see Table 1). In this case, the presence of energetic
disorder due to site energy gap causes the possibility of trap-
ped carrier, which leads to strong localization. These kind of
long time trapped carriers interact with the opposite charges
through polarization, which helps formation of electron–hole
pairs and favors the recombination mechanism. According to
both rate coefficient and dri time, Me-TBBI is more optimum
for OLED devices. Interestingly, one can tune the probability of
recombination in Me-TBBI by adjusting the electric eld (or
site energy). For example, even very small applied electric eld
This journal is © The Royal Society of Chemistry 2018
of 0.714 � 104 V cm�1, in Me-TBBI dimer, the eld assisted
hole dri time decreases from 3.28 � 10�17 to 2.00 � 10�17 s,
which is nearly equal to the hole dri time in TBBI dimer at
zero applied eld. Further, we observe signicant hole dri
time (td0 ¼ 88 � 10�17 s) at zero eld for TIBN dimer systems,
which shows stronger hole localization property. Herein, the
external eld tremendously modies the dri time of charge
transfer in dimer systems (see Table 1). In the case of Me-TIBN,
the observed carrier dri from the localized site is slightly
faster than the pure TIBN systems. This is because of the
methyl substitution in TIBN system, which increases the
localized charge transfer characteristics.

3.3. Field stretched dispersion and charge trapping
mechanism

The coupling between the carrier and lattice dynamics is quite
essential to understand the energy-electronic level property in
RSC Adv., 2018, 8, 30021–30039 | 30029
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Fig. 4 Calculated rate coefficients k0, k1, k2, k3 and k4 at different applied electric field values of 0, 7.144 � 103, 1.428 � 104, 2.143 � 104 and
2.857 � 104 V cm�1 for hole and electron transport in TBBI, Me-TBBI, TIBN and Me-TIBN molecules.

30030 | RSC Adv., 2018, 8, 30021–30039 This journal is © The Royal Society of Chemistry 2018

RSC Advances Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

4 
A

ga
st

i 2
01

8.
 D

ow
nl

oa
de

d 
on

 1
0/

23
/2

02
5 

5:
09

:3
8 

PM
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c8ra03281e


Fig. 5 Calculated drift times td0, td1, td2, td3 and td4 at different applied fields of 0, 7.144 � 103, 1.428 � 104, 2.143 � 104 and 2.857 � 104 V cm�1

for hole and electron transport in TBBI, Me-TBBI, TIBN and Me-TIBN molecules.

This journal is © The Royal Society of Chemistry 2018 RSC Adv., 2018, 8, 30021–30039 | 30031
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Fig. 6 The dispersive parameters (a0, a1, a2, a3 and a4) at different applied fields of 0, 7.144 � 103, 1.428 � 104, 2.143 � 104 and 2.857 � 104

V cm�1 for hole and electron transport in TBBI, Me-TBBI, TIBN and Me-TIBN molecules.
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terms of static or dynamic disorder. In the present study, we
probe the dispersion nature of hole and electron transport in
columnar stacked TBBI, Me-TBBI, TIBN and Me-TIBN molec-
ular systems at different applied electric eld. As described in
earlier studies,14–16 the dispersive parameters are studied for all
p-stacked multilayered molecules at different applied eld
which are shown in Fig. 6 and Table 1.

The hole and electron rate coefficient between adjacent sites in
two level systems (dimer) increases with increase in the applied
electric eld (see Fig. 4–6). We interestingly nd large dispersion
with the electric eld, which is shown in Fig. 6. In our study, the
calculated dispersive parameters at different applied electric eld
follow the trend: a0ð~E0 ¼ 0Þ. a1ð~E1Þ. a2ð~E2Þ. a3ð~E3Þ. a4ð~E4Þ
for both hole and electron dynamics in all the TBBI and TIBN
derivatives (see Fig. 6 and Table 1). Based on the dispersive
parameter, the dispersion nature of transport is classied; non-
dispersion is considered when a / 1, strong dispersion when
a / 0 and intermediate transport for 0 < a < 1.14–16,59 The present
numerical analysis clearly describes the electric eld inducted
enlargement of dispersion transport while charge propagation
takes along the disordered hopping sites. Here the coupling
between dynamic disorder and applied electric eld is a centric
issue for such dispersion/non-dispersion mechanism in organic
semiconductors. According to ickering resonance method,17,60

matching probability of site energy levels in the dynamical systems
forwards the coherent like transport (non-dispersive) mechanism.
In principle, the matching probability is described as,17,60

PmatchðNÞz exp

��EB
2

2sE
2

�
expð�FRÞ (17)

where, EB is the mean site energy gap between adjacent sites i
and j. For device implications, the charge current network is
solicited which can be tuned by adjusting the site energy
gap with the help of electric eld.29 The parameter, sE

is the standard deviation


sE ¼ ð2lkBTÞ

1
2
�
, R is the inter-

site distance, F is the distant decay exponent 
F ¼

�
1
DR

�
ln

 ffiffiffiffi
p

2

r  
sE

Jeff;RMS

!!!
,17,60 and here Jeff,RMS is the

root mean squared effective charge transfer integral.

In principle, the rapid uctuation of site-energy is the most
prominent factor to measure the matching probability. For our
detailed analysis, we x the speed of structural uctuation (or
oscillation); accordingly, we count the site matching number
(when neighboring sites are in same energy, degeneracy) at
different applied electric eld. In such condition, the matching
probability decreases with the amplitude of applied eld.
Therefore, the applied electric eld typically increases the mean
value of site energy gap which exponentially decreases the
matching probability (see eqn (17)). Now we expect the signi-
cant amount of dispersion in the electric eld assisted disor-
dered transport. In fact, we have calculated the appearance of
dispersion transport with respect to the external eld which is
shown in Fig. 6 and Table 1.

We nd that there is a signicant dispersion of hole and
electron dynamics in TIBN andMe-TIBNmolecules. In zero eld,
This journal is © The Royal Society of Chemistry 2018
the dispersive parameters for hole and electron dynamics in TBBI
and TIBN molecule are around 0.98 and 0.95, and 0.93 and 0.94,
respectively. In the applied eld cases, the dispersive parameter
is decreased signicantly due to localization set by static
disorder. For example, in the applied eld, ~E of 2.857 � 104

V cm�1, the dispersive parameters of hole and electron dynamics
in TIBN system are 0.66 and 0.74, respectively. In multilayered
molecular systems, the disorder effect might be signicant on
carrier transport and it will be limited while the charge is
hopping along consequent molecular sites. This dispersive
transport in the multilayered systems is importantly useful for
OLED applications due to trap assisted recombination. In this
model, theoretical results explicitly illustrate the dispersion
initiated charge trapping which leads to the trap assisted
recombination for light emission in thesep-stackedmultilayered
devices. In such a way, the expected rate coefficient of each pair of
stacked layer in the consequent layers are k12, k23(¼ak12),
k34(¼ak23), k45(¼ak34), ., k(N�1)N(¼ak(N�2)(N�1)). The generalized
form of rate coefficient in each sequential hopping sites in the
multilayered systems can be expressed as, k12, k23 ¼ ak12, k34 ¼
a2k12, k45 ¼ a3k12, ., k(N�1)N ¼ a(N�2)k12. Here, the value of
dispersive parameter and rate coefficient can be adjusted with
the aid of applied electric eld, which is shown in Fig. 6.

We note that the hole and electron carriers are fully trapped in
TIBN at the time of around 460 and 750 fs, respectively (see
Fig. 6). At zero eld situations, there is a non-dispersive transport
(coherent) which is characterized by the parameter a (see Table
1). On the other hand, the presence of large amplitude of ~E
facilitates dispersive like transport, which is responsible for
charge trapping event, and hence it favors the trap assisted
recombination mechanism. For OLED devices, the trap assisted
recombination current (or current density) enhances the light
emission efficiency via ideality factor.20,22,55 In such a way, we can
adjust the trap assisted recombination process in the dynami-
cally disordered organic systems with the aid of electric eld. In
this study, we nd the intercrossing mechanism between
coherent and incoherent transport in dynamically disordered
systems while applying the electric eld. This intercrossing
strength extremely depends on amplitude of external electric
eld and on frequency of uctuation. Using this phenomeno-
logical idea, one can achieve optimum quantum efficiency for
OLED devices, even for multilayered cases by selecting the suit-
able amplitude of ~E and xing the appropriate frequency in the
input source. Importantly, dual mechanism of eld assisted
charge transport (see Fig. 4 and 5) and trap assisted recombi-
nation via dispersion is found in our molecules (see Fig. 6), from
which we can draw conclusion for multilayered (or p-stacked)
OLED performance. The electric eld assisted charge transport
makes sure the collection efficiency of carriers from the elec-
trodes, and trap assisted recombination stimulates the photon
emission (or photoluminescence) process.
3.4. Electric eld dependent mobility and hopping
conductivity

To validate the model, rst we have considered an experimen-
tally reported material, thiophene derivative, named system 3 in
RSC Adv., 2018, 8, 30021–30039 | 30033
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Fig. 7 The mean squared displacement with the simulation time (in unit of square of inter-site distance, Rij ¼ 3.5 Å) at different applied electric
fields of 0, 7.144 � 103, 1.428 � 104, 2.143 � 104 and 2.857 � 104 V cm�1 for hole and electron transport in TBBI, Me-TBBI, TIBN and Me-TIBN
molecules. Calculated mobility values (m0, m1, m2, m3 and m4) at different applied field are mentioned in these plots.
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ref. 61 [Ando et al., J. Am. Chem. Soc., 2005, 127, 5336–5337] and
calculated its mobility values for a number of eld values. The
experimentally reported mobility of this molecule is reported to
be 0.07 cm2 V�1 s�1, and our calculated values for this molecule
are 0.068, 0.110 and 0.485 cm2 V�1 s�1 for applied electric eld
of 0.0, 7.144 � 103 and 2.857 � 104 V cm�1, respectively. These
results validate our model for mobility calculations. Using this
method, we thus proceeded to obtain better understanding of
the carrier transport in these multilayered TBBI, Me-TBBI, TIBN
and Me-TIBN systems, the mobility and the conductivity are
numerically calculated at different electric eld situations using
eqn (8), (9) and (12), which are summarized in Table 2. The
calculated diffusion constant, from mean squared displace-
ment with time (see Fig. 7), and the ideality factor are used to
nd out the mobility in these molecular solids. As observed
from Fig. 7 and Table 2, the TBBI based derivatives have quite
large hole mobility values at different applied electric eld of 0,
7.144 � 103, 1.428 � 104, 2.143 � 104 and 2.857 � 104 V cm�1

rather than the TIBN derivatives. It is to be noted that the
substitution of methyl in TBBI (i.e., Me-TBBI) signicantly
decreases (nearly 1.4 times) the hole mobility due to localization
property of HOMO, which normally increases the hole carrier's
dri time due to disorder. For example, at zero applied eld,
TBBI and Me-TBBI solids have mobility values as 11.68 and 8.60
cm2 V�1 s�1, respectively. The numerical results show that there
is no such goodmobility for electron transport in both TBBI and
Me-TBBI materials which is shown in Table 2. Thus, here
methyl substitution inuences the hole transport only.

In the case of TIBN layered systems, both hole and electron
mobility are very less. Also, we interestingly nd the electron–
hole symmetry behavior in TIBN layered system, even at applied
electric eld situations, which is shown in Table 2. In the self-
diffusion limit (zero eld), the hole and electron mobility are
0.22 and 0.24 cm2 V�1 s�1, respectively. At high electric eld of
2.857 � 104 V cm�1, there is no signicant variation between
hole and electron mobility (1.51 and 1.64 cm2 V�1 s�1),
preserves the electron–hole symmetrical property. Thus, TIBN
molecular solids are good candidature for OLED applications
due to trapping nature via dispersion (see Fig. 6) and electron–
hole symmetrical property. The methyl substituted TIBN (Me-
TIBN) has nearly 2 times larger hole mobility rather than the
electron mobility.

To calculate the hopping conductivity for hole and electron
transport in these molecules, the obtained rate coefficient
(from survival probability plot, see Fig. 4) and electric
permittivity are used in eqn (12), which are shown in Table 2.
Here, we have studied carrier transport as the intermolecular,
hopping along layer by layer and we have carried all compu-
tational calculation in gas phase. Thus, in our hopping
conductivity calculation, we have assumed that the electric
permittivity is equivalent to free space electric permittivity, 3
y 30, but in the case of intramolecular transport 3 s 30. In
such a way, the hopping conductivity is directly related to the
rate coefficient. If the presence of layer number increases, the
conductivity will be controlled by dispersion. Based on the
number of layer and structural alignment by substitutions, the
conductivity can be regulated; accordingly, the potential
This journal is © The Royal Society of Chemistry 2018
application can be designed (e.g., OLED or OPV). The results
clearly indicate that the TBBI and Me-TBBI has signicant hole
conductivity. Even at zero electric eld (self-diffusion), TBBI
and Me-TBBI have conductivity of 8.67 and 5.83 � 103 S cm�1,
respectively. TIBN based derivatives have very less hole
conductivity than electron conductivity which is shown in
Table 2.
3.5. Dri-diffusion current density and dispersion effect

Using our proposed current density eqn (11), we have computed
the hole and electron current density values at different applied
electric eld in these molecular solids, which are summarized
in Table 1. In this model, the coupled effect of dri-diffusion on
carrier transport is thoroughly studied by momentum–energy
redistribution analysis. This analysis provides the rate of
traversing potential and dri force acting on the carrier (see
Table 1 and Fig. S3†). The detailed study is presented in the ESI
section.† The calculated dri force (or dri energy ED ¼ FDRij) is
used in eqn (11) to calculate the effective current density for
hole and electron transport in these TBBI and TIBN based
derivatives. Also, with the aid of Shockley diode equation (see
eqn (10)), we estimate the ideality factor (g) of hole and electron
current density for all TBBI, Me-TBBI, TIBN and Me-TIBN
molecules which is shown in Table 1. We have presented the
measurement of saturation current density, ideality factor and
related discussion in the section of ESI.† Here, we importantly
note that there is a deviation of Einstein's classical diffusion–
mobility relation in applied eld conditions (due to non-
equilibrium), and it can be veried by the ideality factor (see
Table 1, Fig. S4†). That is, the numerically calculated ideality
factor values of hole and electron current density for all TBBI
and TIBN based molecules are nearly 2, deviated from the unity;
which shows the limitations of Einstein's relation in the
domain of dri coupled diffusion transport.

In order to get better insight on dispersion transport (due to
disorder) in these p-stacked layered systems, the current
density and charge transfer rate are analyzed for each hopping
steps. It has been noted that hole and electron transport in
TIBN layered system has signicant dispersion at different
applied electric eld condition (see Fig. 6), which shows the
current dropping. Similar trend is noted for hole current in Me-
TIBN layer system. For instance, at zero electric eld, the
calculated electron current density is 0.69 A cm�2 while
diffusing from ith to (i + 1)th TIBN layer. Here, the calculated
electron dispersive parameter (a) is 0.94. In this study, we have
assumed that the area is constant. Thus, the expected current
density values of consequent hopping jumps at every adjacent
layer in the TIBN multilayers are; JC,12 (~E ¼ 0) ¼ 0.69 A cm�2,
JC,23 (~E ¼ 0) ¼ 0.69 � 0.94 ¼ 0.65A cm�2, JC,34 (~E ¼ 0) ¼ 0.65 �
0.94 ¼ 0.61 A cm�2, JC,45 (~E ¼ 0) ¼ 0.61 � 0.94 ¼ 0.57 A cm�2,
and so on.

Similarly, in the applied electric eld~E ¼ 2.857� 104 V cm�1

situations, numerically obtained dispersive parameter for elec-
tron transport in TIBN layers is 0.741. Now the expected electron
current density values at consequent different layers are; JC,12
(~E) ¼ 5.12 A cm�2, JC,23 (~E) ¼ 5.12 � 0.741 ¼ 3.79 A cm�2, JC,34
RSC Adv., 2018, 8, 30021–30039 | 30035

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c8ra03281e


Table 3 Electronic properties and singlet (S0)–triplet (T1) energy gap of the host molecules and emitter Ir(ppy)3. All the energy values are shown
in eVa

TBBI Me-TBBI TIBN Me-TIBN Ir(ppy)3

u* (Bohr�1) 0.149 0.148 0.147 0.146 0.160
HOMO �6.00 �5.91 �6.07 �6.13 �6.08
IP 5.99 (5.90) 5.89 (5.80) 6.06 (5.99) 5.98 (5.91) 6.05 (5.99)
LUMO �0.01 0.05 �0.35 �0.21 �0.03
EA �0.05 (0.06) �0.13 (0.01) 0.31 (0.46) 0.16 (0.32) �0.01 (0.08)
DEST 2.64 2.75 2.46 2.57 2.42

a Adiabatic values are written in parenthesis.

RSC Advances Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

4 
A

ga
st

i 2
01

8.
 D

ow
nl

oa
de

d 
on

 1
0/

23
/2

02
5 

5:
09

:3
8 

PM
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
(~E) ¼ 3.79 � 0.741 ¼ 2.81 A cm�2, JC,45 (~E) ¼ 2.81 � 0.741 ¼ 2.08
A cm�2, and so on.

Thus, the carrier current density at particular hopping (or
jumping) in these stacked molecular layers can be generalized

as, JC;12 ¼
�
JC;23
a

�
¼
�
JC;34
a2

�
¼
�
JC;45
a3

�
¼ . ¼

�
JC;ðn�1Þn
aðn�2Þ

�
. In

this study, it has been found that the dispersion initiates the
charge trapping which leads to trap assisted recombination
mechanism. Therefore, here the dispersion value strongly
depends on disorder, which originally limits the diffusion
current. The dropping amount of current can be quantied
using our proposed disorder-diffusion relation (see eqn S59†),

DS ¼ D0 exp
�
� 2S

5kB

�
. This relation is in agreement with the

work reported by Troisi and co-workers on diffusion limited by
thermal disorder.52,62,63 Theoretical results suggest that TIBN
molecular solids are relatively good candidates for multilayered-
OLED devices due to large dispersion of both electron and hole
carriers.
3.6. Injection of hole and electrons from host to guest
materials

According to Koopmans' theorem, vertical ionization energy of
a molecule is equal to the negative of the HOMO energy. The
range-separated DFT functional (with optimal u, see Table 3)
estimates HOMO and LUMO energy level for donor–acceptor
molecules with high accuracy. Our calculated values of HOMO
(vertical ionization potential, IP) energies are �6.00 (5.99) eV,
�5.91 (5.89) eV, �6.07 (6.06) eV, �6.13 (5.98) eV and �6.08
(6.05) eV for TBBI, Me-TBBI, TIBN, Me-TBIN and Ir(ppy)3,
respectively (see Table 3). It is worth to note that commonly
used DFT functional (e.g., B3LYP) strongly underestimate
HOMO–LUMO energy gap due to self-interaction error. We note
that experimentally cyclic-voltammetry-based ionization
potential and electron affinities (which are inappropriately
referred to as HOMO and LUMO) have to be taken with much
caution due to approximation of conversion factors.64

Ionization potential of the active guest molecule Ir(ppy)3
(6.05 eV) is comparable to that of host molecules (5.89–6.06 eV).
This result indicates the efficient injection of holes from the
host molecules to the active guest molecules.65,66 On the other
hand, adiabatic electron affinity (EA) of TBBI (0.06 eV) and Me-
TBBI (0.01 eV) are lower than that of Ir(ppy)3 (0.08 eV). Thus
30036 | RSC Adv., 2018, 8, 30021–30039
there is an efficient electron transfer from the TBBI and Me-
TBBI host to the emitter Ir(ppy)3. Whereas, the efficiency of
electron transfer from TIBN (EA ¼ 0.31 eV) and Me-TIBN (EA ¼
0.16 eV) to Ir(ppy)3 is weak. The lowest triplet excitation energy
of the host molecules must be higher than that of guest mole-
cule to suppress the back energy transfer from the guest to host
molecules.65,66 We nd that the singlet (S0)–triplet (T1) energy
gap, DEST for Ir(ppy)3 is 2.42 eV, which is lower than all the host
molecules (2.64, 2.75, 2.46, 2.57 eV for TBBI, Me-TBBI, TIBN and
Me-TIBN, respectively).
4. Conclusion

The effective charge transfer integral, site energy and reorga-
nization energy are computed from electronic structure calcu-
lations to calculate the rate of charge transfer using Marcus
theory for triphenylamine–benzimidazole based molecular
solids (TBBI, Me-TBBI, TIBN and Me-TIBN). The momentum
and energy redistributions analysis are done to estimate the
average dri force acting on the carrier particle and its corre-
sponding rate of traversing potential along the charge transfer
route. We derive carrier' dri energy–current density equation
to calculate hole and electron current density in the dynamically
disordered TBBI and TIBN based molecular solids at different
applied electric eld. We observe that the applied eld inducted
dynamic to static disorder conversion mechanism which
signies the intercrossing concept of coherent to incoherent
transport in these molecular solids. Our results show that the
eld assisted rate coefficient follows the dispersive charge
transport mechanism due to large amplitude site energy uc-
tuation, which facilitates the trap assisted recombination in
multilayered systems which in turn improves the light emission
character in multilayered OLED devices. Using our model, the
computed ideality factors for hole and electron current density
in all TBBI and TIBN based molecular solids are in the range of
1.8–2.0, which is in agreement with the earlier experimental
observations of different organic molecules.53,54 These experi-
mental studies conrm the validity of our model. Our theoret-
ical results reveal the possibility of trap assisted electron–hole
recombination in these molecular solids. From our mobility
and dispersion studies, the ‘electron–hole symmetry’ character
as well as ‘dispersion initiated carrier trapping’ property are
observed in TIBN molecules at both with and without applied
This journal is © The Royal Society of Chemistry 2018
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eld conditions (see Table 2 and Fig. 6). Thus, the TIBN
molecular solids are indeed ideal for light emitting devices (e.g.,
OLEDs) owing to the trap-assisted recombination mechanism
via dispersion. Based on our results, we propose the possibility
of dual mechanism in molecular OLED devices: (i) slow uc-
tuations (static disorder) with large amplitude of electric eld
assisted site energy gap between the adjacent sites facilitates
trap assisted recombination process, and (ii) fast uctuations
(dynamic disorder) with low amplitude of eld assisted site
energy gap facilitates trap-free Langevin recombination mech-
anism. The rst one occurs due to the diffusion limitation by
dispersion initiated trap mechanism and the later one is due to
trap-free (absolute) diffusion by non-dispersive (coherent)
mechanism. This predictive model will be helpful to design the
novel materials for their potential applications in molecular
electronics.
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for Application in Phosphorescent Organic Light-Emitting
Diodes, ACS Appl. Mater. Interfaces, 2015, 7, 3298–3305.
This journal is © The Royal Society of Chemistry 2018
8 A. Datta, S. Mohakud and S. K. Pati, Comparing the electron
and hole mobilities in the a and b phases of perylene: role of
p-stacking, J. Mater. Chem., 2007, 17, 1933–1938.

9 P. K. Samanta, D. Kim, V. Coropceanu and J.-L. Brédas, Up-
Conversion Intersystem Crossing Rates in Organic Emitters
for Thermally Activated Delayed Fluorescence: Impact of
the Nature of Singlet vs. Triplet Excited States, J. Am. Chem.
Soc., 2017, 139, 4042–4051.

10 G. J. A. Wetzelaer, M. Kuik and P. W. Blom, Identifying the
Nature of Charge Recombination in Organic Solar Cells
from Charge-Transfer State Electroluminescence, Adv.
Energy Mater., 2012, 2, 1232–1237.

11 Z. Ge, T. Hayakawa, S. Ando, M. Ueda, T. Akiike,
H. Miyamoto, T. Kajita and M.-a. Kakimoto, Spin-Coated
Highly Efficient Phosphorescent Organic Light-Emitting
Diodes Based on Bipolar Triphenylamine-Benzimidazole
Derivatives, Adv. Funct. Mater., 2008, 18, 584–590.

12 Z. Ge, T. Hayakawa, S. Ando, M. Ueda, T. Akiike,
H. Miyamoto, T. Kajita and M.-a. Kakimoto, Solution-
processible bipolar triphenylamine-benzimidazole
derivatives for highly efficient single-layer organic light-
emitting diodes, Chem. Mater., 2008, 20, 2532–2537.

13 F. C. Grozema and L. D. A. Siebbles, Mechanism of charge
transport in self-organizing organic materials, Int. Rev.
Phys. Chem., 2008, 27, 87–138.

14 Y. A. Berlin, F. C. Grozema, L. D. A. Siebbeles and
M. A. Ratner, Charge transfer in donor-bridge-acceptor
systems: Static disorder, dynamic uctuations, and
complex kinetics, J. Phys. Chem. C, 2008, 112, 10988–11000.

15 K. Navamani, G. Saranya, P. Kolandaivel and
K. Senthilkumar, Effect of structural uctuations on charge
carrier mobility in thiophene, thiazole and thiazolothiazole
based oligomers, Phys. Chem. Chem. Phys., 2013, 15,
17947–17961.

16 K. Navamani and K. Senthilkumar, Effect of Structural
Fluctuations on Charge Carrier Dynamics in Triazene
Based Octupolar Molecules, J. Phys. Chem. C, 2014, 118,
27754–27762.

17 Y. Zhang, C. Liu, A. Balaeff, S. S. Skourtis and D. N. Beratan,
Biological charge transfer via ickering resonance, Proc.
Natl. Acad. Sci. U. S. A., 2014, 111, 10049–10054.

18 K. Navamani and K. Senthilkumar, Forth-back oscillated
charge carrier motion in dynamically disordered
hexathienocoronene molecules: a theoretical study, Phys.
Chem. Chem. Phys., 2015, 17, 17729–17738.

19 A. A. Sagade, K. V. Rao, S. J. George, A. Datta and
G. U. Kulkarni, A charge transfer single crystal eld effect
transistor operating at low voltages, Chem. Commun., 2013,
49, 5847–5849.

20 G. A. H. Wetzelaer and P. W. M. Blom, Diffusion-driven
currents in organic-semiconductor diodes, NPG Asia
Mater., 2014, 6, e110.

21 S. Lakshmi, S. Dutta and S. K. Pati, Molecular electronics:
effect of external electric eld, J. Phys. Chem. C, 2008, 112,
14718–14730.
RSC Adv., 2018, 8, 30021–30039 | 30037

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c8ra03281e


RSC Advances Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

4 
A

ga
st

i 2
01

8.
 D

ow
nl

oa
de

d 
on

 1
0/

23
/2

02
5 

5:
09

:3
8 

PM
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
22 G. A. H. Wetzelaer, L. J. A. Koster and P. W. M. Blom, Validity
of the Einstein relation in disordered organic
semiconductors, Phys. Rev. Lett., 2011, 107, 066605.

23 E. A. Silinsh, Organic Molecular Crystals, Springer-Verlag,
Berlin, 1980.

24 M. Schrader, R. Fitzner, M. Hein, C. Elschner, B. Baumeier,
K. Leo, M. Riede, P. Bauerle and D. Andrienko,
Comparative study of microscopic charge dynamics in
crystalline acceptor-substituted oligothiophenes, J. Am.
Chem. Soc., 2012, 134, 6052–6056.

25 V. Ruhle, A. Lukyanov, F. May, M. Schrader, T. Vehoff,
J. Kirkpatrick, B. Baumeier and D. Andrienko, Microscopic
simulations of charge transport in disordered organic
semiconductors, J. Chem. Theory Comput., 2011, 7, 3335–
3345.

26 J. Kirkpatrick, V. Marcon, K. Kremer, J. Nelson and
D. Andrienko, Columnar mesophases of
hexabenzocoronene derivatives. II. Charge carrier mobility,
J. Chem. Phys., 2008, 129, 094506.

27 F. Suzuki, S. Kubo, T. Fukushima and H. Kaji, Effects of
Structural and Energetic Disorders on Charge Transports
in Crystal and Amorphous Organic Layers, Sci. Rep., 2018,
8, 5203.

28 H. Uratani, S. Kubo, K. Shizu, F. Suzuki, T. Fukushima and
H. Kaji, Detailed analysis of charge transport in
amorphous organic thin layer by multiscale simulation
without any adjustable parameters, Sci. Rep., 2016, 6, 39128.

29 S. M. Gali, G. D'Avino, P. Aurel, G. Han, Y. Yi,
T. A. Papadopoulos, V. Coropceanu, J.-L. Brédas,
G. Hadziioannou and C. Zannoni, Energetic uctuations in
amorphous semiconducting polymers: Impact on charge-
carrier mobility, J. Chem. Phys., 2017, 147, 134904.

30 M. D. Newton, Quantum chemical probes of electron-
transfer kinetics: the nature of donor-acceptor interactions,
Chem. Rev., 1991, 91, 767–792.

31 K. Senthilkumar, F. C. Grozema, F. M. Bichelhaupt and
L. D. A. Siebbeles, Charge transport in columnar stacked
triphenylenes: effects of conformational uctuations on
charge transfer integrals and site energies, J. Chem. Phys.,
2003, 119, 9809–9817.

32 P. Prins, K. Senthilkumar, F. C. Grozema, P. Jonkheijm,
A. P. H. J. Schenning, E. W. Meijer and L. D. A. Siebbles,
Charge Transport in Self-Organized p-Stacks of p-
Phenylene Vinylene Oligomers, J. Phys. Chem. B, 2005, 109,
18267–18274.

33 G. Te Velde, F. M. Bickelhaupt, E. J. Baerends, C. Fonseca
Guerra, S. J. A. Van Gisbergeh, J. G. Snijders and T. Ziegler,
Chemistry with ADF, J. Comput. Chem., 2001, 22, 931–967.

34 A. D. Becke, Density-functional exchange-energy
approximation with correct asymptotic behavior, Phys. Rev.
A, 1988, 38, 3098–3100.

35 J. P. Perdew, Density-functional approximation for the
correlation energy of the inhomogeneous electron gas,
Phys. Rev. B: Condens. Matter Mater. Phys., 1986, 33, 8822–
8824.

36 J. G. Snijders, P. Vernooijs and E. J. Baerends, Roothaan-
Hartree-Fock-Slater atomic wave functions: single-zeta,
30038 | RSC Adv., 2018, 8, 30021–30039
double-zeta, and extended Slater-type basis sets for 87Fr-
103Lr, At. Data Nucl. Data Tables, 1981, 26, 483–509.

37 S. F. Nelsen, S. C. Blackstock and Y. Kim, Estimation of inner
shell Marcus terms for amino nitrogen compounds by
molecular orbital calculations, J. Am. Chem. Soc., 1987, 109,
677–682.

38 S. H. Vosko, L. Wilk andM. Nusair, Accurate spin-dependent
electron liquid correlation energies for local spin density
calculations: a critical analysis, Can. J. Phys., 1980, 58,
1200–1211.

39 A. D. Becke, Becke's three parameter hybrid method using
the LYP correlation functional, J. Chem. Phys., 1993, 98,
5648–5652.

40 C. T. Lee, W. T. Yang and R. G. Parr, Development of the
Colle-Salvetti correlation-energy formula into a functional
of the electron density, Phys. Rev. B: Condens. Matter Mater.
Phys., 1988, 37, 785–789.

41 M. J. Frisch, G. W. Trucks, H. B. Schlegel, G. E. Scuseria,
M. A. Robb, J. R. Cheeseman, G. Scalmani, V. Barone,
G. A. Petersson, H. Nakatsuji, X. Li, M. Caricato,
A. V. Marenich, J. Bloino, B. G. Janesko, R. Gomperts,
B. Mennucci, H. P. Hratchian, J. V. Ortiz, A. F. Izmaylov,
J. L. Sonnenberg, Williams, F. Ding, F. Lipparini, F. Egidi,
J. Goings, B. Peng, A. Petrone, T. Henderson,
D. Ranasinghe, V. G. Zakrzewski, J. Gao, N. Rega,
G. Zheng, W. Liang, M. Hada, M. Ehara, K. Toyota,
R. Fukuda, J. Hasegawa, M. Ishida, T. Nakajima, Y. Honda,
O. Kitao, H. Nakai, T. Vreven, K. Throssell,
J. A. Montgomery Jr., J. E. Peralta, F. Ogliaro,
M. J. Bearpark, J. J. Heyd, E. N. Brothers, K. N. Kudin,
V. N. Staroverov, T. A. Keith, R. Kobayashi, J. Normand,
K. Raghavachari, A. P. Rendell, J. C. Burant, S. S. Iyengar,
J. Tomasi, M. Cossi, J. M. Millam, M. Klene, C. Adamo,
R. Cammi, J. W. Ochterski, R. L. Martin, K. Morokuma,
O. Farkas, J. B. Foresman and D. J. Fox, Wallingford, CT.

42 H. Sun, C. Zhong and J.-L. Bredas, Reliable prediction with
tuned range-separated functionals of the singlet-triplet gap
in organic emitters for thermally activated delayed
uorescence, J. Chem. Theory Comput., 2015, 11, 3851–3858.

43 J.-L. Brédas, Organic Electronics: Does a Plot of the HOMO-
LUMO Wave Functions Provide Useful Information?, Chem.
Mater., 2017, 29, 477–478.

44 T. Korzdorfer and J.-L. Bredas, Organic electronic materials:
recent advances in the DFT description of the ground and
excited states using tuned range-separated hybrid
functionals, Acc. Chem. Res., 2014, 47, 3284–3291.

45 L. Kronik, T. Stein, S. Refaely-Abramson and R. Baer,
Excitation gaps of nite-sized systems from optimally
tuned range-separated hybrid functionals, J. Chem. Theory
Comput., 2012, 8, 1515–1531.

46 J. W. Ponder, TINKER: 4.2, Soware tools for molecular design,
Saint Louis, Washington, 2004.

47 P. Ren and J. W. Ponder, Polarizable Atomic Multipole Water
Model for Molecular Mechanics Simulation, J. Phys. Chem. B,
2003, 107, 5933–5947.
This journal is © The Royal Society of Chemistry 2018

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c8ra03281e


Paper RSC Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

4 
A

ga
st

i 2
01

8.
 D

ow
nl

oa
de

d 
on

 1
0/

23
/2

02
5 

5:
09

:3
8 

PM
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
48 N. L. Allinger, F. Yan, L. Li and J. C. Tai, Molecular
mechanics (MM3) calculations on conjugated
hydrocarbons, J. Comput. Chem., 1990, 11, 868–895.

49 J. H. Lii and N. L. Allinger, Molecular mechanics. The MM3
force eld for hydrocarbons. 3. The van der Waals' potentials
and crystal data for aliphatic and aromatic hydrocarbons, J.
Am. Chem. Soc., 1989, 111, 8576–8582.

50 K. Navamani and K. Senthilkumar, Effect of dynamic
disorder on charge carrier dynamics in Ph4DP and
Ph4DTP molecules, RSC Adv., 2015, 5, 38722–38732.

51 A. Troisi and D. L. Cheung, Transition from dynamic to
static disorder in one-dimensional organic
semiconductors, J. Chem. Phys., 2009, 131, 014703.

52 A. Troisi, Charge transport in high mobility molecular
semiconductors: classical models and new theories, Chem.
Soc. Rev., 2011, 40, 2347–2358.

53 K. Harada, A. G. Werner, M. Pfeiffer, C. J. Bloom, C. M. Elliott
and K. Leo, Organic homojunction diodes with a high built-
in potential: Interpretation of the current-voltage
characteristics by a generalized Einstein relation, Phys. Rev.
Lett., 2005, 94, 036601.

54 K. Harada, M. Riede, K. Leo, O. R. Hild and C. M. Elliott,
Pentacene homojunctions: Electron and hole transport
properties and related photovoltaic responses, Phys. Rev. B:
Condens. Matter Mater. Phys., 2008, 77, 195212.

55 S. M. Sze and K. K. Ng, Physics of Semiconductor Devices,
Physics of Semiconductor Devices, John Wiley & Sons, Inc,
2007.

56 V. Podzorov, E. Menard, J. A. Rogers and M. E. Gershenson,
Hall effect in the accumulation layers on the surface of
organic semiconductors, Phys. Rev. Lett., 2005, 2005, 226601.

57 V. Ruhle, J. Kirkpatrick and D. Andrienko, A multiscale
description of charge transport in conjugated oligomers, J.
Chem. Phys., 2010, 132, 134103.
This journal is © The Royal Society of Chemistry 2018
58 F. C. Grozema, Y. A. Berlin and L. D. A. Siebbeles, Sequence-
dependent charge transfer in donor-DNA-acceptor systems:
a theoretical study, Int. J. Quantum Chem., 1999, 75, 1009–
1016.

59 K. Navamani and K. Senthilkumar, Effect of Dynamic
Disorder on Charge Transport in Organic Molecules, arXiv:
cond-mat.so, 1705.05648, 2017.

60 D. N. Beratan, C. Liu, A. Migliore, N. F. Polizzi, S. S. Skourtis,
P. Zhang and Y. Zhang, Charge transfer in dynamical
biosystems, or the treachery of (static) images, Acc. Chem.
Res., 2015, 48, 474–481.

61 S. Ando, J. Nishida, H. Tada, Y. Inoue, S. Tokito and
Y. Yamashita, High performance n-type organic eld-effect
transistors based on p-electronic systems with
triuoromethylphenyl groups, J. Am. Chem. Soc., 2005, 127,
5336–5337.

62 A. Troisi and G. Orlandi, Charge-transport regime of
crystalline organic semiconductors: diffusion limited by
thermal off-diagonal electronic disorder, Phys. Rev. Lett.,
2006, 96, 086601.

63 D. L. Cheung and A. Troisi, Modelling charge transport in
organic semiconductors: from quantum dynamics to so
matter, Phys. Chem. Chem. Phys., 2008, 10, 5941–5952.

64 J.-L. Brédas, Mind the gap!, Mater. Horiz., 2014, 1, 17–19.
65 D. Kim, V. Coropceanu and J.-L. Brédas, Design of efficient

ambipolar host materials for organic blue
electrophosphorescence: theoretical characterization of
hosts based on carbazole derivatives, J. Am. Chem. Soc.,
2011, 133, 17895–17900.

66 S. Salman, D. Kim, V. Coropceanu and J.-L. Bredas,
Theoretical investigation of triscarbazole derivatives as
host materials for blue electrophosphorescence: effects of
topology, Chem. Mater., 2011, 23, 5223–5230.
RSC Adv., 2018, 8, 30021–30039 | 30039

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c8ra03281e

	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e
	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e
	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e
	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e
	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e
	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e
	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e

	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e
	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e
	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e
	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e
	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e
	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e
	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e

	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e
	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e
	Theoretical modeling of charge transport in triphenylaminetnqh_x2013benzimidazole based organic solids for their application as host-materials in phosphorescent OLEDsElectronic supplementary information (ESI) available. See DOI: 10.1039/c8ra03281e


